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WELDED PIPE
SIZE SEAMLESS PIPE
Longitudinal Seam eli al Seam
Weld seam Weld seamﬁ
< 85/8
A EY
A
Weld seam 7 Weld seam
\ >
= 85/
4 B
A*
C
Notes:

A = Longitudinal specimen (any circumferential location for seamless).
B = Transverse specimen. For double seam pipe, the specimen shall be taken from a location midway between the welds.

C = Transverse weld specimen.
* For cold expanded seamless pipe size 85/8 and larger, all tensile tests shall be in the transverse direction.

Figure 3—Orientation of Tensile Test Specimens
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A — Ring Expansion Specimen

B — Full Section Specimen

Reduced section
]-21/4 in. min.—-‘
. (57.2mm)

/—IApprox. 11/2in.

h T (38.1 mm)
L (See Footnotes 1 & 3)

L

1in. R min.

2.000 in. —0.005 in. (25.4 mm)

(50.8 - 0.1 mm)

C — Strip Specimen

B _ I
— I D I — . L/'
| 1 =
——G—iR

in. mm

G Gage length 2.000 50.8
-0.005 -0.1

D  Diameter 0.500 12.7

-0.010 -02

R Radius of fillet, min. 3/ 10

A Length of reduced 2/a 60

section, min.
D — Round Bar Specimen

For pipe with wall thickness of 0.750 in. (19.1 mm) or greater

LONGITUDINAL SPECIMENS

Notes:
1. See 9.3.1.1 for alternative gage width.

Reduced section

21/4in. min.
(57.2 mm)
(See Footnotes . L~ Approx. 11/2in.
2&3) 1 i (38.1 mm)
e T I G
J length 1in. Amin. ..I L;

2.000 in. +0.005 in. (25.4 mm)
(50.8 mm + 0.1 mm)

E — Strip Specimen, Base Metal

Reduced section

21/ain. min.
(57.2 mm)
(See Footnotes I/—Approx. 11/21n.
28&3) ! (38.1 mm)
1in. A min. _J L
(25.4 mm) t

F — Strip Specimen, Weld

Centerline of specimen
as near midwall of pipe | A |

as possible/f//__n_\k\
— B Li) B )
' 0

_— = il T

0.250-in. (6.4-mm) 0.500-in. (12.7-mm) 0.350-in. (8.9-mm)

Specimen Specimen Specimen

in. mm in. mm in. mm

Gage length 1.000 254 2.000 50.8 1.400 35.6

=0.005 -01 -0.005 -~ 01 -0.005 -0.1

Diameter 0.250 6.4 0.500 12.7 0.350 8.9

-0.005 -0.1 -0.010 - 02 -—-0.007 -02

Radius of fillet, min. 3/16 4.8 3/g 10 1/a 6

Length of reduced 14  31.8 21/ 60 13/a 45
Section, min.

G — Round Bar Specimen

TRANSVERSE SPECIMENS

2. Flattening of transverse and weld specimens shall be performed at room temperature.
3. Hot flattening, artificial aging, or heat treatment of tensile specimens is not permitted.

Figure 4—Tensile Test Specimens
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ELECTRIC WELDED PIPE GRADES HIGHER THAN A25 AND LASER WELDED PIPE SMALLER THAN SIZE 123/4
NONEXPANDED IN MULTIPLE LENGTHS

Intermediate locations

C [ON¢ (O [OX¢ Q¢ O
Weldin End of coil location Weld Stop End of coil location
© Crop end Two test* Location Crop end
~— specimens Two test specimens;—"\—
(Ol e Y, @Y, (ODINOY)

Two test specimens,
one from each side

of weld stop
Flatten Flatten Flatten
with weld -— with weld — with weld
at 0° (180°) at 90° (270°) at 0° (180°)

*For 0° (180°) orientation tests, intermediate locations may be substituted for coil end locations.

ELECTRIC WELDED PIPE IN GRADES HIGHER THAN A25 NONEXPANDED PRODUCED IN SINGLE LENGTHS

%// —| _ <l)

Welding l Single length
Crop end [@)) Crop end
One test specimen l l one test specimen
Flatten Flatten
with weld with weld
at 90° (270°) at 0° (180°)

GRADE A25 WELDED PIPE SIZE 27/s AND LARGER
Flatten
C O with weld
) ] at 90° (270°)
Lot of 50 tons or One test specimen; specimen from one length
fraction thereof

ELECTRIC WELDED PIPE IN GRADES HIGHER THAN A25 AND LASER WELDED PIPE
SMALLER THAN SIZE 123/a COLD EXPANDED

Flatten

¢ O with weld

at 90° (270°)

Lot of 100 lengths or One test specimen from one length

fraction thereof
Note: See 9.3.2

Figure 5—Flattening Tests
1121
aaing = 382n:?n a
+
/2in.
(132r;1nm)__1 54¢ /]\ J\

Identifying Number

Notes:[J

| The diameter of each hole shall be /16 in. (1.6 mm).O0

2Hbles shall be round and drilled perpendicular to the surface.c]

3Hbles shall be free of burrs, but edges shall not be chamfered.O]

4Eich penetrameter shall carry a lead identification number as given in Tables 14 and 15.0

Figure 6—API Standard Penetrameter
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Example 1: Two /8 in. (3.2 mm) discontinuities

Example 2: One /8 in. (3.2 mm), one /16 in. (1.6 mm), two 1/32 in. (0.8 mm) discontinuities

Example 3: One /g in. (3.2 mmy), one /32 in. (0.8 mm), six '/e4 in. (0.4 mm) discontinuities

Example 8: Scattered, three /32 in. (0.8 mm), ten /64 in. (0.4 mm) discontinuities

Figure 7—Examples of Maximum Distribution Patterns of Indicated Circular Slag-inclusion and
Gas-pocket-type Discontinuities
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[~}
Example 1: One /2 in. (12.7 mm) discontinuity
[~ [~
Example 2: Two /4 in. (6.4 mm) discontinuities
QO [~ o

Example 3: Three 1/ in. (3.2 mm) discontinuities

Figure 8—Examples of Maximum Distribution Patterns of Indicated Elongated Slag-inclusion-type Discontinuities

SUBMERGED-ARC AND GAS METAL-ARC WELDED PIPE LASER WELDED PIPE 123/4 AND LARGER
Specimen edges may be Specimen edges may be
oxygen cut and may also oxygen cut and may also
be machined 7 be machined 7
1172in. 112 in.
: (38.1 mm) ! (38.1 mm)
1/16 in. max. 1/16 in. max.
' Weld (1.6 mm) ' /Weld (1.6 mm)
1 %/ | |~Wwall thickness | Fé | F-wall thickness
b &in. (152.4 mm) min, ————— o - 6in. (152.4 mm) min, ————] o
Weld reinforcement shall be removed Weld reinforcement shall be removed
from both faces from both faces
Reduced Wall Specimens Reduced Wall Specimens
Optional for Wall Thickness Over 0.750 in. (19.1 mm) Optional for Wall Thickness Over 0.750 in. (19.1 mm)
FACE BEND FACE BEND
Reduced wall Reduced wall
thickness thickness
0 9]
#700 n \/700 i
Note: Use jig dimensions for i, (778 Note: Use jig dimensions for i, (71>

This material removed ) 0.750 in. (19.1 mm) wall when
testing with reduced

before or after flattening wall specimens
at manufacturer’s option. "ROOT BEND

©y
This material removed )
before or after flattening
at manufacturer’s option.

0.750 in. (19.1 mm) wall when
testing with reduced

wall specimens.
ROOT BEND

Reduced wall . Reduced wall
/ thickness _ / thickness
0.7 0.2
00,-/7 T \00”7
" I My
(176 (176
See 9.8.3. Pm) ’77/;,)

Figure 9—Guided-bend Test Specimen

jo4



34 API SPECIFICATION 5L
fe——— Asrequired ——] f=——— Asrequired ——»]
Tapped F=1==] a
mounting hole F-3--1 :EQt
T T T = . T
! I b
2t
) Shoulders hardened and
e 2in. = greased. Hardened | o
,(50.8 mm) rollers may be substituted. f2 '”-—-l~—-l<—-——— 3t
| [*14in. (6.4 mm) (12.7 mm)
3/8in. A—ml
9.5 mm
T ) | |
3/4in. ! i
(19.0 mm) | :
N B 7t+1/16in. max
g in. (7t+ 1.6 mm)
(3.2mm) | 7/ in. min.
(22.2 mm)
|
|
[ Ry
Rg
2 /| |
— 2t
I
-~ 5t+2 in.—————>’ 20t — ~
(5t + 50.8 mm) j 24t
A= 1.15(D—21) t Alternate Jigs
Do t
(e ‘tz —2e—1)
where
) t+ 160N,
1.15 = Peaking factor, R (t+1.6 mm)
D = Specified OD, in. (mm), 5 A Yain. min. .
04 t = Specified wall thickness of pipe, (19.0 mm) {
e = Strain. ol >< // A
in./in. (mm/mm) V/ /774 2
for Grade A = 0.1675 QE_Q( !
for Grade B = 0.1375
for Grade X42 = 0.1375 : _
for Grade X46 — 01395 Adjustable Type Wrap-Around Type
for Grade X52 = 0.1250
for Grade X56 = 0.1175
for Grade X60 = 0.1125
for Grade X65 = 0.1100
for Grade X70 = 0.1025
for Grade X80 = 0.0900

RA =12 A
B(in.)) = A+2f{+0.125in.
B(mm) = A+2t+3.2mm
Rg =128

04 Note: See 9.10.3

Figure 10—Jig for Guided-bend Test
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Table 1—Process of Manufacture and Product Specification Level (PSL)

PSL 12 PSL2b
Grade Grade
Process of Manufacture A25° A&B X42 through X70 B through X80
Type of Pipe
Seamless X X X X
Welded without Filler Metal
Continuous welded® X
Electric welded X X X X
Laser welded X X X
Welded with Filler Metal
Longitudinal seam submerged-arc welded X X X
Gas metal-arc welded X X X
Combination gas metal-arc welded and sub-arc welded X X X
Double seam submerged-arc weldedd X X X
Double seam gas metal-arc weldedd X X X
Double seam combination gas metal-arc welded and X X X
submerged-arc weldedd
Helical seam submerged-arc welded® X X X
Type of Pipe End
Belled endf X X X
Plain end X X X X
Plain end for special coupling X X X
Threaded end® X X

aPSL 1 is limited to sizes from 0.405 through 80.

bPSL 2 is limited to sizes from 41/, through 80.

¢Grade A25, and thus continuous welded pipe (which is limited to A25), is limited to sizes 5%, and smaller.
dDouble seam pipe is limited to sizes 36 and larger.

“Helical seam pipe is limited to sizes 4!/, and larger.

fBelled end pipe is limited to wall thicknesses of 0.141 in. (3.6 mm) and less; sizes are limited to 85/ and smaller.

gThreaded pipe and couplings are limited to sizes 20 and smaller; helical seam pipe is excluded.
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Table 2A—PSL 1 Chemical Requirements for Heat and Product Analyses by Percentage of Weight

(B (2 (3 ) ©)) O] (7)
Carbon, Manganese, Phosphorus Sulfur, Titanium,
Grade & Class  Maximum? Maximum? Minimum Maximum Maximum Maximum Other
Seamless
A25,Cl1 0.21 0.60 0.030 0.030
A25,ClI 0.21 0.60 0.045 0.080 0.030
A 0.22 0.90 0.030 0.030
B 0.28 1.20 0.030 0.030 0.04 b,c,d
X42 0.28 1.30 0.030 0.030 0.04 ¢, d
X46, X52, X56 0.28 [.40 0.030 0.030 0.04 ¢, d
X60F, 0.28 1.40 0.030 0.030 0.04 c.d
X65t, X70f 0.28 1.40 0.030 0.030 0.06 ¢, d
Welded
A25 Cl1 0.21 0.60 0.030 0.030
A25,ClI 0.21 0.60 0.045 0.080 0.030
A 0.22 0.90 0.030 0.030
B 0.26 1.20 0.030 0.030 0.04 b,c,d
X42 0.26 1.30 0.030 0.030 0.04 ¢, d
X46, X52, X56 0.26 1.40 0.030 0.030 0.04 c,d
X60f 0.26 1.40 0.030 0.030 0.04 c,d
X65f 0.26 1.45 0.030 0.030 0.06 ¢, d
X70f 0.26 1.65 0.030 . 0.030 0.06 c,d

Table 2B—PSL 2 Chemical Requirements for Heat and Product Analyses by Percentage of Weight

(n ) 3) 4 (%) (6) 7N
Carbon, Manganese, Phosphorus, Titanium,
Grade Maximum? Maximum? Maximum Sulfur, Maximum Maximum Other
Seamless
B 0.24 1.20 0.025 0.015 0.04 c,d, e
X42 0.24 1.30 0.025 0.015 0.04 ¢, d
X46, X52, X56, X601 0.24 1.40 0.025 0.015 0.04 ¢, d
X65st, X70F x80f 0.24 1.40 0.025 0.015 0.06 ¢, d
Welded
B 0.22 1.20 0.025 0.015 0.04 c,d, e
X42 0.22 1.30 0.025 0.015 0.04 c,d
X46, X52, X56 0.22 1.40 0.025 0.015 0.04 c,d
X60f 0.22 1.40 0.025 0.015 0.04 c,d
X65F 0.22 1.45 0.025 0.015 0.06 c,d
X70f 0.22 1.65 0.025 0.015 0.06 ¢, d
X80f 022 1.85 0.025 0.015 0.06 ¢, d

Footnotes to Tables 2A and 2B:

4For each reduction of 0.01% below the specified maximum carbon content, an increase of 0.05% above the specified maximum manganese
content is permissible, up to a maximum of 1.50% for Grades X42 through X52, up to a maximum of 1.65% for grades higher than X52 but
less than X70, and up to 2.00% for Grades X70 and higher.

YThe sum of columbium |niobium| and vanadium contents shall not exceed 0.03%, except that, by agreement between the purchaser and the
manufacturer, an alternative maximum may be established.

¢Columbium [ntobium], vanadium, or combinations thereof may be used at the discretion of the manufacturer.

¢The sum of the columbium [niobium|, vanadium, and titanium contents shall not exceed 0.15%.

®The sum of the columbium [niobium], and vanadium contents shall not exceed 0.06% except that, by agreement between the purchaser and
the manufacturer, an alternative maximum may be established.

fOther chemical compositions may be furnished by agreement between purchaser and manufacturer, providing that the limits of footnote d, and
the tabular limits for phosphorus and sulfur are met.
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Table 3A—Tensile Requirements for PSL 1

(h 2 3 )
Ultimate
Yield Strength, Tensile Strength, .
Minimum Minimum Elongation

in 2 in. (50.8 mm),

Grade psi MPa psi MPa Minimum, Percent
A25 25,000 (172) 45,000 (310) a
A 30,000 207) 48,000 (331) a
B 35,000 (241) 60,000 (414) a
X42 42,000 (290) 60,000 (414) a
X46 46,000 317 63,000 (434) a
X52 52,000 (359) 66,000 (455) a
X56 56,000 (386) 71,000 (490) a
X60 60,000 (414) 75,000 (517 a
X65 65,000 (448) 77,000 (5301 a
X70 70,000 (483) 82,000 (565) a

Table 3B—Tensile Requirements for PSL 2

(H (2 (3) 4 (5) (6
Ultimate Ultimate
Yield Strength, Yield Strength, Tensile Strength, Tensile Strength, Eloneation

Minimum Maximum? Minimum Maximum® i

in 2 in. (50.8 mm),

Grade psi MPa psi MPa psi MPa psi MPa Minimum, Percent
B 35,000 (241) 65,0004 (448) 60,000 (414) 110,000 (758) a
X42 42,000 (290) 72,000 (496) 60,000 (414) 110,000 (758) a
X46 46,000 317 76,000 (524) 63,000 (434) 110,000 (758) a
X52 52,000 (359) 77,000 (531) 66,000 (455) 110,000 (758) a
X56 56,000 (386) 79,000 (544) 71,000 (490) 110,000 (758) a
X60 60,000 414) 82,000 (565) 75,000 317 110,000 (758) a
X65 65,000 (448) 87,000 (600) 77,000 (531) 110,000 (758) a
X70 70,000 (483) 90,000 (621) 82,000 (565) 110,000 (758) a
X80 80,000 (552) 100,000¢ (690) 90,000 621 120,000 (827) a

Footnotes to Tables 3A and 3B:
@The minimum elongation in 2 in. (50.8 mm) shall be that determined by the following equation:

U.S. Customary Unit Equation SI Unit Equation
0.2 A().2
e = 625,000U—M e = 1,944W
where
e = minimum elongation in 2 in. (50.8 mm) in percent rounded to the nearest percent.
A = applicable tensile test specimen area, as follows:

a. For round bar specimens:
— 0.20 in.2 (130 mm?) for the 0.500 in. and 0.350 in. specimens,
— 0.10 in.2 (65 mm?) for the 0.250 in. specimen.
b. For full section specimens, the smaller of (i) 0.75 in.2 (485 mm?2) and (ii) the cross-sectional area of the test specimen, calculated
using the specified outside diameter of the pipe and the specified wall thickness of the pipe, rounded to the nearest 0.01 in.2 (10 mm2);
c. For strip specimens, the smaller of (i) 0.75 in.2 (485 mm?) and (ii) the cross-sectional area of the test specimen, calculated using the
specified width of the test specimen and the specified wall thickness of the pipe, rounded to the nearest 0.01 in.2 (10 mm?).

U = specified minimum ultimate tensile strength in psi (MPa).

See Appendix D for the specified minimum elongation values for various tensile specimen sizes and grades.

bMaximum yield strength for an intermediate grade shall be the maximum for the next higher listed grade.

CAll intermediate grades have a maximum ultimate tensile strength of 110,000 psi (758 MPa).

dMaximum yield strength for Grade B pipe in sizes subject to longitudinal testing is 72,000 psi (496 MPa).

For wall thickness greater than 0.984 in. (25.0 mm), the maximum yield strength shall be determined by agreement between the purchaser and
the manufacturer.
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Table 4—Standard-wall Threaded Line Pipe Dimensions, Weights, and Test Pressures
(U.S. Customary and Si Units)
(1 (2 3 “) (5) (0) O] (6] )
Calculated Weight
Specified Plain-end Calculated Minimum Test Pressure
Outside Specified Wall Weight per Threads and Inside
Diameter Thickness Unit Length Coupling? Diameter® Grade Grade Grade
D 1 Wpe €y d A25 A B
Size in. mm in. mm Ib/ft  kg/m Ib kg in. mm psi 100 kPa© pst 100 kPa© psi 100 kPa®
0.405 0405 103 0068 1.7 024 036 020  0.09 0.269 6.9 700 48 700 48 700 48
0.540 0540 137 0088 22 0.43 0.62 020  0.09 0.364 9.3 700 48 700 48 700 48
0.675 0675 17.1  0.091 23 0.57 0.84 020 0.09 0493 125 700 48 700 48 700 48
0.840 0.840 21.3 0109 238 0.85 1.28 020 0.09 0.622 157 700 48 700 48 700 48
1.050 1.050 267 0113 29 1.13 1.70 020  0.09 0.824 209 700 48 700 48 700 48
1.315 1.315 334  0.133 34 1.68 252 020 0.09 1.049 266 700 48 700 48 700 48
1.660 1.660 422 0140 3.6 227 343 0.60 027 1380 35.0 1000 69 1000 69 1100 76
1.900 1900 483 0145 37 272 407 040 0.8 1.610 409 1000 69 1000 69 1100 76
234 2375 603 0.154 39 3.66 542 120 054 2067 525 1000 69 1000 69 1100 76
2714 2875  73.0 0203 52 580  8.69 1.80  0.82 2469 62,6 1000 69 1000 69 1100 76
31/, 3.500 889 0216 55 7.58 11.31 1.80 0.82 3.068 779 1000 69 1000 69 1100 76
4 4.000 1016 0226 5.7 9.12 1348 320 145 3.548 902 1200 83 1200 83 1300 90
41/, 4500 1143 0237 60 10.80  16.02 440 200 4.026 1023 1200 83 1200 83 1300 90
56 5563 1413 0258 66 1463 2192 560 254 5.047 128.1 1200 83 1200 83 1300 90
6y 6.625 1683 0280 7.1 1899 28.22 720 327 6.065 154.1 — — 1200 83 1300 90
85/3 8625 219.1 0277 70 2472 3661 1480 672 8.071 205.1 — — 1160 79 1350 92
85/g 8.625 219.1 0322 82 2858 4265 1400 636 7981 202.7 - — 1340 93 1570 108
10%4 10750 273.1 0279 7.1 31.23 4657 20.00 9.08 10.192 2589 - — 930 65 1090 75
1034 10750 273.1 0307 7.8 3427 5103 1920 872 10.136 2575 — — 1030 71 1200 83
10%4 10750 273.1 0365 93 4052 6050 1740 790 10.020 254.5 — — 1220 85 1430 98
1234 12750 3239 0330 84 4381 6535 3260 1480 12.090 307.1 — — 930 1090 75
12%, 12750 3239 0375 95 49.61 7365 3080 1398 12.000 3049 — — 1060 73 1240 85
14 14.000 3556 0375 95 54.62 81.08 2460 11.17 13250 336.6 — — 96() 1130 77
16 16.000 4064 0375 95 6264 9298 30.00 13.62 15250 3874 — — 840 58 980 68
18 18.000 457.0 0375 95 70.65 10484 3560 1616 17.250 438.0 - — 750 52 880 60
20 20.000 508.0 0375 95 78.67 11678 4200 1907 19250 489.0 — — 680 46 790 54

Note: See Figure 2.

“Weight gain due to end finishing. See 7.4.

bThe calculated inside diameters are given here for information (see 7.2).
€100 kPa = 1 bar
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Table 5—Heavy-wall Threaded Line Pipe Dimensions, Weights, and Test Pressures
(U.S. Customary and Sl Units)

H (€3] ©)] “@ (5) ©) @) ®) ©
Calculated Weight
Specified Plain-End Calculated Minimum Test Pressure
Outside Specified Wall Weight per Threads and Inside
Diameter Thickness Unit Length Coupling?® Diameter? Grade Grade Grade
D t Wpe e d A25 A B
Size in. mm in. mm b/t kg/m Ib kg in. mm psi 100 kPa© psi 100 kPa¢ psi 100 kPac
0.405 0405 103 0.095 24 031 047 002 001 0.215 55 850 59 850 59 850 59
0.540 0540 137  0.119 3.0 054 079 005 002 0.302 7.7 850 59 850 59 850 59
0.675 0675 17.t  0.126 32 074 110 0.07  0.03 0.423 107 850 59 850 59 850 59
0.840 0.840 213  0.147 3.7 1.09 L6l 012 005 0.546 139 850 59 850 59 850 59
1.050 1050 267 0.154 39 148 219 0.18 008 0.742 189 850 59 850 59 850 59
1.315 1315 334 0179 45 217 321 023 010 0957 244 850 59 850 59 850 59
1.660 1.660 422  0.191 49 3.00 451 0.58 056 1278 324 1300 90 1500 103 1600 110
1.900 1900 483 0200 5.1 363 543 036 0.16 1.500  38.1 1300 90 1500 103 1600 110
234 2375 603 0218 55 503 743 1.09  0.50 1939 493 1300 90 2500 172 2500 172
271y 2875 730 0276 7.0 7.67 11.39 .57 071 2323 59.0 1300 90 2500 172 2500 172

3, 3.500 889 0300 7.6 1026 15.24 .76 0.80 2900 737 1300 90 2500 172 2500 172

4 4000 1016 0318 8.1 1252 18.68 3.00 1.36 3364 854 1700 17 2800 193 2800 193
41/, 4500 1143 0.337 8.6 1500 2242 399 181 3826 97.1 1700 117 2700 187 2800 193
5%6 5.563 141.3 0375 9.5 20.80 30.88 494 224 4813 1223 1700 117 2430 167 2800 193
6%/g 6.625 1683 0432 11.0 28.60 42.67 565 256 5761 1463 — — 2350 162 2740 189
85/g 8.625 219.1 0500 127 4343 64.64 11.47 520 7.625 193.7 — - 2090 144 2430 168
10%, 10750 273.1 0500 127 5479 81.55 1532 695 9.750 247.7 - — 1670 116 1950 134
12%, 12750 3239 0500 127 6543 9746 2874 13.04 11750 2985 — — 1410 97 1650 113

AWeight gain due to end finishing (see 7.4).
YThe calculated inside diameters are given here for information (see 7.2).
€100 kPa = [ bar
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Table 6A—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 0.405 Through 1.900 (U.S. Customary Units)

(1 () (3) 4 (5) (6) ) (8) (€] (10)

Specified Plain-end Calculated Minimum Test Pressure (psi)b

Qutside  Specified Wall  Weight per Inside

Diameter Thickness ~ Unit Length  Diameter® Grade A Grade B

D t Wpe d Grade

Size (in.) (in.) (Ib/ft) (in.) A25 Std. Alt. Std. Alt.
0.405 0.405 0.068 0.24 0.269 700 700 — 700 —
0.405 0.405 0.095 0.31 0.215 850 850 — 850 -
0.540 0.540 0.088 043 0.364 700 700 — 700 —
0.540 0.540 0.119 0.54 0.302 850 850 — 850 —
0.675 0.675 0.091 0.57 0.493 700 700 — 700 —
0.675 0.675 0.126 0.74 0.423 850 850 — 850 -
0.840 0.840 0.109 0.85 0.622 700 700 — 700 —
0.840 0.840 0.147 1.09 0.546 850 850 — 850 —
0.840 0.840 0.294 1.72 0.252 1000 1000 — 1000 —
1.050 1.050 0.113 1.13 0.824 700 700 — 700 -
1.050 1.050 0.154 1.48 0.742 850 850 — 850 -
1.050 1.050 0.308 2.44 0.434 1000 1000 — 1000 -
1.315 1.315 0.133 1.68 1.049 700 700 — 700 -
1.315 1315 0.179 2.17 0.957 850 850 — 850 -
1.315 1.315 0.358 3.66 0.599 1000 1000 — 1000 —
1.660 1.660 0.140 2.27 1.380 1000 1200 — 1300 -
1.660 1.660 0.191 3.00 1.278 1300 1800 — 1900 —
1.660 1.660 0.382 5.22 0.896 1400 2200 - 2300 -
1.900 1.900 0.145 2.72 1.610 1000 1200 — 1300 —
1.900 1.900 0.200 3.63 1.500 1300 1800 — 1900 -
1.900 1.900 0.400 6.41 1.100 1400 2200 — 2300 -

Note: See Table E-6A for SI unit values corresponding to the U.S. Customary unit values given in this table.

2The calculated inside diameters are given here for information (see 7.2).

bThe test pressures given in Tables 6A, 6B, and 6C apply to Grades A25, A, B, X42, X46, X52, X56, X60, X65, X70, and X80 only. See 9.4.3 for pressures appli-
cable to other grades.
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Table 6B —Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 23/g through 5%4¢ (U.S. Customary Units)

n 03] (3) @ 5 ® O & © W «an (42 (13 (149 45 (16
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)®
Diameter  Thickness Unit Length Diameter?
D { Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in.) (in.) (1b/ft) (in.) A25 A B X42 X446  X52 X56 X600 X65 X70 X80
23/4¢ 2.375 0.083 2.03 2.209 Std. 600 1260 1470 1760 1930 2180 2350 2520 2730 2940 —
Alt. - 1570 1830 2200 2410 2730 2940 3150 3410 3670 —
23/4¢ 2.375 0.109 2.64 2.157 Std. 800 1650 1930 2310 2530 2860 3000 3000 3000 3000 —
Alt. — 2070 2410 2890 3170 3580 3860 4130 4470 4820 —
23/4¢ 2.375 0.125 3.0t 2.125 Std. 1000 1890 2210 2650 2910 3000 3000 3000 3000 3000 —
Alt. — 2370 2500 3320 3630 4110 4420 4740 5130 5530 —
23/4¢ 2.375 0.141 337 2.093 Std. 1000 2140 2490 2990 3000 3000 3000 3000 3000 3000 @ —
Alt. — 2500 2500 3740 4100 4630 4990 5340 5790 6230 —
23g 2.375 0.154 3.66 2.067 Std. 1000 2330 2500 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2500 2500 4090 4470 5000 5450 35840 6320 6810 —
23/g 2375 0.172 4.05 2.031 Std. 1100 2500 2500 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2500 2500 4560 5000 5650 6080 6520 7060 7260 @ —
234 2.375 0.188 4.40 1.999 Std. 1200 2500 2500 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2500 2500 4990 5460 6170 6650 7120 7260 7260 @ —
23/g 2.375 0.218 5.03 1.939 Std. 1300 2500 2500 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2500 2500 5780 6330 7160 7260 7260 7260 7260 @ —
25 2.375 0.250 5.68 1.875 Std. 1400 2500 2500 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2500 2500 6630 7260 7260 7260 7260 7260 7260 @ —
24 2375 0.281 6.29 1.813 Std. 1400 2500 2500 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2500 2500 7260 7260 7260 7260 7260 7260 7200 @ —
2%/g 2.375 0.436 9.04 1.503 Std. 1400 2500 2500 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2500 2500 7260 7260 7260 7260 7260 7260 7260 @ —
2714¢ 2.875 0.083 2.48 2.709 Std. 600 1040 1210 1460 1590 1800 1940 2080 2250 2430 —
Alt. — 1300 1520 1820 1990 2250 2430 2600 2810 3030  —
27/g¢ 2.875 0.109 3.22 2.657 Std. 800 1360 1590 1910 2090 2370 2550 2730 2960 3000 —
Alt. — 1710 1990 2390 2620 2960 3180 3410 3700 3980 —
27/4¢ 2.875 0.125 3.67 2.625 Std. 1000 1570 1830 2190 2400 2710 2920 3000 3000 3000 —
Alt. — 1960 2280 2740 3000 3390 3650 3910 4240 4570  —
271g¢ 2.875 0.141 4.12 2.593 Std. 1000 1770 2060 2470 2710 3000 3000 3000 3000 3000 —
Alt. — 2210 2500 3090 3380 3830 4120 4410 4780 5150 —
27/g 2.875 0.156 4.53 2.563 Std. 1000 1950 2280 2730 3000 3000 3000 3000 3000 3000 —
Alt. — 2440 2500 3420 3740 4230 4560 4880 5290 5700 —
27/g 2.875 0.172 497 2.531 Std. 1000 2150 2500 3000 3000 3000 3000 3000 3000 3000 @ —
Alt. — 2500 2500 3770 4130 4670 5030 5380 5830 6280 @ —
2714 2.875 0.188 5.40 2.499 Std. 1000 2350 2500 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2500 2500 4120 4510 5100 5490 5890 6380 6870 @ —
27g 2.875 0.203 5.80 2.469 Std. 1000 2500 2500 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2500 2500 4450 4870 5510 5930 6350 6880 7260 @ —
2774 2.875 0.216 6.14 2.443 Std. 1100 2500 2500 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2500 2500 4730 SI180 5860 6310 6760 7260 7260 @ —
2714 2.875 0.250 7.02 2.375 Std. 1200 2500 2500 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2500 2500 5480 6000 6780 7260 7260 7260 7260 @ —
2714 2.875 0.276 7.67 2323 Std. 1300 2500 2500 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2500 2500 6050 6620 7260 7260 7260 7260 7260 @ —
2774 2.875 0.552 13.71 1.771 Std. 1400 2500 2500 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2500 2500 7260 7260 7260 7260 7260 7260 7260 @ —
3l,¢ 3.500 0.083 3.03 3.334 Std. 600 850 1000 1200 1310 1480 1590 1710 1850 1990  —
Alt. — 1070 1250 1490 1640 1850 1990 2130 2310 2490 —
315¢ 3.500 0.109 3.95 3.282 Std. 800 1120 1310 1570 1720 1940 2090 2240 2430 2620 —
Alt. — 1400 1640 1960 2150 2430 2620 2800 3040 3270 —
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Table 6B (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 23/g through 5946 (U.S. Customary Units)

() 2 (3) “ (5) ® O & O Qo an (12 a3 Jd4 (15 (16
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)?
Diameter  Thickness Unit Length Diameter®
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in.) (in.) (Ib/tt) (in) A25 A B X42  X46 X52 X56 X60 X65 X70 X80
3175¢ 3.500 0.125 451 3.250 Std. 1000 1290 1500 1800 1970 2230 2400 2570 2790 3000 —
Alt. - 1610 1880 2250 2460 2790 3000 3210 3480 3750 —
3lpe 3.500 0.141 5.06 3.218 Std. 1000 1450 1690 2030 2220 2510 2710 2900 3000 3000 —
Alt. — 1810 2120 2540 2780 3140 3380 3630 3930 4230 —
31,0 3.500 0.156 558 3.188 Std. 1000 1600 1870 2250 2460 2780 3000 3000 3000 3000 —
Alt. — 2010 2340 2810 3080 3480 3740 4010 4350 4680 —
3, 3.500 0.172 6.12 3.156 Std. 1000 1770 2060 2480 2710 3000 3000 3000 3000 3000 —
Alt. — 2210 2500 3100 3390 3830 4130 4420 4790 5160 —
317, 3.500 0.188 6.66 3.124 Std. 1000 1930 2260 2710 2970 3000 3000 3000 3000 3000 @ —
Alt. — 2420 2500 3380 3710 4190 4510 4830 5240 5640 —
34, 3.500 0216 7.58 3.068 Std. 1000 2220 2500 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2500 2500 3890 4260 4810 5180 5550 6020 6480 @ —
3, 3.500 0.250 8.69 3.000 Std. — 2500 2500 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2500 2500 4500 4930 5570 6000 6430 6960 7260 @ —
317, 3.500 0.281 9.67 2.938 Std. — 2500 2500 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2500 2500 5060 5540 6260 6740 7230 7260 7260 —
3, 3.500 0.300 10.26 2.900 Std. 1300 2500 2500 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2500 2500 5400 5910 6690 7200 7260 7260 7260 @ —
3, 3.500 0.600 18.60 2.300 Std. — 2500 2500 3000 3000 3000 3000 3000 3000 3000 @—
Alt. - 2500 2500 7260 7260 7260 7260 7260 7260 7260 @ —
4¢ 4.000 0.083 3.48 3.834 Std. — 750 870 1050 1150 1290 1390 1490 1620 1740 —
Alt. - 930 1090 1310 1430 1620 1740 1870 2020 2180 —
4¢ 4.000 0.109 453 3.782 Std. 600 980 1140 1370 1500 1700 1830 1960 2130 2290 —
Alt. - 1230 1430 1720 1880 2130 2290 2450 2660 2860 —
4¢ 4.000 0.125 5.18 3.750 Std. — 1130 1310 1580 1730 1950 2100 2250 2440 2630 —
Alt. — 1410 1640 1970 2160 2440 2630 2810 3050 3280 —
4¢ 4.000 0.14] 5.82 3.718 Std. 800 1270 1480 1780 1950 2200 2370 2540 2750 2960 —
Alt. - 1590 1850 2220 2430 2750 2960 3170 3440 3700 —
4¢ 4.000 0.156 6.41 3.688 Std. — 1400 1640 1970 2150 2430 2620 2810 3000 3000 —
Alt. — 1760 2050 2460 2690 3040 3280 3510 3800 4100 —
4 4.000 0.172 7.04 3.656 Std. 1000 1550 1810 2170 2370 2680 2890 3000 3000 3000 —
Alt. — 1940 2260 2710 2970 3350 3610 3870 4190 4520 —
4 4.000 0.188 7.66 3.624 Std. 1200 1690 1970 2370 2590 2930 3000 3000 3000 3000 —
Alt. — 2120 2470 2960 3240 3670 3950 4230 4580 4940 —
4 4.000 0.226 9.12 3.548 Std. 1200 2030 2370 2850 3000 3000 3000 3000 3000 3000 @~
Alt. — 2540 2800 3560 3900 4410 4750 5090 5510 5930 —
4 4.000 0.250 10.02 3.500 Std. — 2250 2630 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2800 2800 3940 4310 4880 5250 5630 6090 6560 @ —
4 4.000 0.281 11.17 3.438 Std. — 2530 2800 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2800 2800 4430 4850 5480 5900 6320 6850 7260 @—
4 4.000 0.318 12.52 3.364 Std. 1700 2800 2800 3000 3000 3000 3000 3000 3000 3000 —
Alt. — 2800 2800 5010 5490 6200 6680 7160 7260 7260 @ —
417,¢ 4.500 0.083 3.92 4334 Std. — 660 770 930 1020 1150 1240 1330 1440 1550 1770
Alt. — 830 970 1160 1270 1440 1550 1660 1800 1940 2210
4l/5¢ 4.500 0.125 5.85 4.250 Std. 800 1000 1170 1400 1530 1730 1870 2000 2170 2330 2670
Alt. - 1250 1460 1750 1920 2170 2330 2500 2710 2920 3330
4l1/5¢ 4.500 0.141 6.57 4218 Std. — 1130 1320 1580 1730 1960 2110 2260 2440 2630 3000
Alt. — 1410 1650 1970 2160 2440 2630 2820 3060 3290 3760
4l75¢ 4.500 0.156 724 4.188 Std. 1000 1250 1460 1750 1910 2160 2330 2500 2700 2910 3000

Al — 1560 1820 2180 2390 2700 2910 3120 3380 3640 4160
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Table 6B (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 2%/g through 5%4¢ (U.S. Customary Units)

(1 €3] (3) @) (5) (©) Q) (8) © a0 dn gz a3y g4 15 Je)
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)®
Diameter ~ Thickness Unit Length Diameter®
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in.) (in.) (1b/ft) (in.) A25 A B X42 X46 X52 XS56 X600 X655 X70 X80
4/, 4.500 0.172 7.96 4.156 Std. — 1380 1610 1930 2110 2390 2570 2750 2980 3000 3000
Alt. — 1720 2010 2410 2640 2980 3210 3440 3730 4010 4590
4y, 4.500 0.188 8.67 4.124 Std. 1200 1500 1750 2110 2310 2610 2810 3000 3000 3000 3000
Alt. — 1830 2190 2630 2880 3260 3510 3760 4070 4390 5010
41/, 4.500 0.203 9.32 4.094 Std. — 1620 1890 2270 2490 2810 3000 3000 3000 3000 3000
Alt. — 2030 2370 2840 3110 3520 3790 4060 4400 4740 5410
4/, 4.500 0.219 10.02 4.062 Std. 1200 1750 2040 2450 2690 3000 3000 3000 3000 3000 3000
Alt. — 2190 2560 3070 3360 3800 4090 4380 4750 5110 5840
41/, 4.500 0.237 10.80 4.026 Std. 1200 1900 2210 2650 2910 3000 3000 3000 3000 3000 3000
Alt. — 2370 2770 3320 3630 4110 4420 4740 5140 5530 6320
4y, 4.500 0.250 11.36 4.000 Std. — 2000 2330 2800 3000 3000 3000 3000 3000 3000 3000
Alt. — 2500 2800 3500 3830 4330 4670 5000 5420 5830 6670
417, 4.500 0.281 12.67 3.938 Std. — 2250 2620 3000 3000 3000 3000 3000 3000 3000 3000
Alt. — 2800 2800 3930 4310 4870 5250 5620 6090 6560 7260
4/, 4.500 0.312 13.97 3.876 Std. — 2500 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. — 2800 2800 4370 4780 5410 5820 6240 6760 7260 7260
44, 4.500 0.337 15.00 3.826 Std. 1700 2700 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. — 2800 2800 4720 5170 5840 6290 6740 7260 7260 7260
41/, 4.500 0.438 19.02 3.624 Std. — 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. — 2800 2800 6130 6720 7260 7260 7260 7260 7260 7260
41y, 4.500 0.531 2253 3.438 Std. — 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. — 2800 2800 7260 7260 7260 7260 7260 7260 7260 7260
4y, 4.500 0.674 27.57 3.152 Std. — 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. — 2800 2800 7260 7260 7260 7260 7260 7260 7260 7260
5916 5.563 0.083 4.86 5.397 Std. — 540 630 750 820 930 1000 1070 1160 1250 1430
Alt. — 670 780 940 1030 (160 1250 1340 1450 1570 1790
596 5.563 0.125 7.27 5313 Std. 670 810 940 1130 1240 1400 1510 1620 1750 1890 2160
Alt. — 1010 1180 1420 1550 1750 1890 2020 2190 2360 2700
5%6¢ 5.563 0.156 9.02 5.251 Std. 840 1010 1180 1410 1550 1750 1880 2020 2190 2360 2690
Alt. — 1260 1470 1770 1930 2190 2360 2520 2730 2940 3370
5% 6 5.563 0.188 10.80 5.187 Std. 1010 1220 1420 1700 1870 2110 2270 2430 2640 2840 3000
Alt. — 1520 1770 2130 2330 2640 2840 3040 3290 3550 4060
5% 5.563 0.219 12.5] 5.125 Std. 1180 1420 1650 1980 2170 2460 2650 2830 3000 3000 3000
Alt. — 1770 2070 2480 2720 3070 3310 3540 3840 4130 4720
%16 5.563 0.258 14.63 5.047 Std. 1200 1670 1950 2340 2560 2890 3000 3000 3000 3000 3000
Alt. — 2090 2430 2920 3200 3620 3900 4170 4520 4870 5570
%6 5.563 0.281 15.87 5.001 Sed. 1520 1820 2120 2550 2790 3000 3000 3000 3000 3000 3000
Alt. — 2270 2650 3180 3490 3940 4240 4550 4920 5300 6060
5% 6 5.563 0.312 17.51 4.939 Std. 1680 2020 2360 2830 3000 3000 3000 3000 3000 3000 3000
Alt. — 2520 2800 3530 3870 4370 4710 5050 5470 5890 6730
5916 5.563 0.344 19.19 4.875 Std. 1860 2230 2600 3000 3000 3000 3000 3000 3000 3000 3000
Alt. — 2780 2800 3900 4270 4820 5190 5570 6030 6490 7260
596 5.563 0.375 20.80 4.813 Std. 2020 2430 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. — 2800 2800 4250 4650 5260 5660 6070 6570 7080 7260
5%16 5.563 0.500 27.06 4.563 Swd. 2700 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. — 2800 2800 5660 6200 7010 7260 7260 7260 7260 7260
5% 5.563 0.625 32.99 4313 Std. 2800 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000

Alt. — 2800 2800 7080 7260 7260 7260 7260 7260 7260 7260
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Table 6B (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 23/g through 5%45 (U.S. Customary Units)

h (2) ) @) (5) (6) )] (3) @ o an da2 A4z 44 (15 16

Specified  Specitied  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)®

Diameter ~ Thickness Unit Length Diameter?

D 1 Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade

Size (in.) (in) (Ib/ft) (in.) A25 A B X42  X46  X52 X56 X60 X65 X70 X80

5%16 5.563 0.750 38.59 4.063 Std. 2800 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000

Alt. — 2800 2800 7260 7260 7260 7260 7260 7260 7260 7260

Note: See Table E-6B for SI unit values corresponding to the U.S. Customary unit values given in this table.

“The calculated inside diameters are given here for information (see 7.2).

bThe test pressures given in Tables 6A, 6B, and 6C apply to Grades A25, A, B, X42, X46, X52, X56, X60, X65, X70, and X80 only. See 9.4.3 for pressures appli-
cable to other grades.

¢Pipe that has this combination of specified outside diameter and specified wall thickness is special plain-end pipe; other combinations given in this table are regu-
lar plain-end pipe. Pipe that has a combination of specified outside diameter and specified wall thickness that is intermediate to the tabulated values is considered
to be special plain-end pipe if the next lower tabulated value is for special plain-end pipe; other intermediate combinations are considered to be regular plain-end
pipe. (See Table 10 for the applicable weight tolerances.)

Table 6C —Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (U.S. Customary Units)

(N () (3) 4) &) (6) @) (8) © o dn a2 a3 a4 15
Specified  Specified  Plain-end  Calculated
Qutside Wall Weight per Inside Minimum Test Pressure (psi)®
Diameter  Thickness Unit Length Diameter?
D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in.) (in.) (Ib/ft) (in.) A B X42 X446  X52 X56 X60 X65 X770 X80
6/g¢ 6.625 0.083 5.80 6.459 Std. 450 530 790 80 980 1050 1130 1220 1320 1500
Alt. 560 660 790 860 980 1050 1130 1220 1320 1500
65/4° 6.625 0.109 7.59 6.407 Std. 590 690 1040 1140 1280 1380 1480 1600 1730 1970
Alt. 740 860 1040 1140 1280 1380 1480 1600 1730 1970
Glge 6.625 0.125 8.69 6.375 Std. 680 790 1190 1300 1470 1580 1700 1840 1980 2260
Alt. 850 990 1190 1300 1470 1580 1700 1840 1980 2260
67/g¢ 6.625 0.141 9.77 6.343 Std. 770 890 1340 1470 1660 1790 1920 2080 2230 2550
Alt. 960 1120 1340 1470 1660 1790 1920 2080 2230 2550
63/ge 6.625 0.156 10.79 6.313 Std. 850 990 1480 1620 1840 1980 2120 2300 2470 2830
Alt. 1060 1240 1480 1620 1840 1980 2120 2300 2470 2830
6°/g 6.625 0.172 11.87 6.281 Std. 930 1090 1640 1790 2030 2180 2340 2530 2730 3000
Alt. 1170 1360 1640 1790 2030 2180 2340 2530 2730 3120
6l 6.625 0.188 12.94 6.249 Std. 1020 1190 1790 1960 2210 2380 2550 2770 2980 3000
Alt. 1280 1490 1790 1960 2210 2380 2550 2770 2980 3410
6%/g 6.625 0.203 13.94 6.219 Std. 1100 1290 1930 2110 2390 2570 2760 2990 3000 3000
Alt. 1380 1610 1930 2110 2390 2570 2760 2990 3220 3680
6y 6.625 0.219 15.00 6.187 Std. 1190 1390 2080 2280 2580 2780 2980 3000 3000 3000
Alt. 1490 1740 2080 2280 2580 2780 2980 3220 3470 3970
6y 6.625 0.250 17.04 6.125 Std. 1360 1580 2380 2600 2940 3000 3000 3000 3000 3000
Alt. 1700 1980 2380 2600 2940 3170 3400 3680 3960 4530
67y 6.625 0.280 18.99 6.065 Std. 1520 1780 2660 2920 3000 3000 3000 3000 3000 3000
Alt. 1900 2220 2660 2920 3300 3550 3800 4120 4440 5070
65/g 6.625 0.312 21.06 6.001 Std. 1700 1980 2970 3000 3000 3000 3000 3000 3000 3000
Alt. 2120 2470 2970 3250 3670 3960 4240 4590 4940 5650
6y 6.625 0.344 23.10 5.937 Std. 1870 2180 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2340 2730 3270 3580 4050 4360 4670 5060 5450 6230
63y 6.625 0.375 25.05 5.875 Std. 2040 2380 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2550 2800 3570 3910 4420 4750 5090 5520 5940 6790
6y 6.625 0.432 28.60 5.761 Std. 2350 2740 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 4110 4500 5090 5480 5870 6360 6850 7260
65/4 6.625 0.500 32.74 5.625 Std. 2720 2800 3000 3000 3000 3000 3000 3000 3000 3000

Alt. 2800 2800 4750 5210 5890 6340 6790 7260 7260 7260
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (U.S. Customary Units)

(D 2 (3) 4 5) (6) ] (8) O (o an a1z azmn a4 a1s
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (pq])b
Diameter  Thickness Unit Length Diameter?
D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in.) (in.) (1b/ft) (in.) A B X42 X446 X52 X56 X600 X65 X70 X80
6y 6.625 0.562 36.43 5.501 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 5340 5850 6620 7i30 7260 7260 7260 7260
635 6.625 0.625 40.09 5.375 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 5940 6510 7260 7260 7260 7260 7260 7260
65y 6.625 0.719 45.39 5.187 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 6840 7260 7260 7260 7260 7260 7260 7260
65/g 6.625 0.750 47.10 5.125 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 7130 7260 7260 7260 7260 7260 7260 7260
65/g 6.625 0.864 53.21 4.897 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 7260 7260 7260 7260 7260 7260 7260 7260
63/g 6.625 0.875 53.78 4.875 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000

Alt. 2800 2800 7260 7260 7260 7260 7260 7260 7260 7260

85/4¢ 8.625 0.125 11.36 8.375 Std. 520 610 910 1000 1130 1220 1300 1410 1520 1740
Alt. 650 760 910 1000 1130 1220 1300 1410 1520 1740
85/4° 8.625 0.156 14.12 8.313 Std. 650 760 1140 1250 1410 1520 1630 1760 1900 2170
Alt. 810 950 1140 1250 1410 1520 1630 1760 1900 2170
84 8.625 0.188 16.96 8.249 Std. 780 920 1370 1500 1700 1830 1960 2130 2290 2620
Alt. 980 1140 1370 1500 1700 1830 1960 2130 2290 2620
8¢ 8.625 0.203 18.28 8219 Std. 850 990 1480 1620 1840 1980 2120 2290 2470 2820
Alt. 1060 1240 1480 1620 1840 1980 2120 2290 2470 2820
85/5 8.625 0.219 19.68 8.187 Std. 910 1070 1600 1750 1980 2130 2290 2480 2670 3000
Alt. 1140 1330 1600 1750 1980 2130 2290 2480 2670 3050
85/g 8.625 0.250 22.38 8.125 Std. 1040 1220 1830 2000 2260 2430 2610 2830 3000 3000
Alt. 1300 1520 1830 2000 2260 2430 2610 2830 3040 3480
85/g 8.625 0.277 24.72 8.071 Std. 1160 1350 2020 2220 2510 2700 2890 3000 3000 3000
Alt. 1450 1690 2020 2220 2510 2700 2890 3130 3370 3850
85/g 8.625 0.312 27.73 8.001 Std. 1300 1520 2280 2500 2820 3000 3000 3000 3000 3000
Alt. 1630 1900 2280 2500 2820 3040 3260 3530 3800 4340
85/g 8.625 0.322 28.58 7.981 Std. 1340 1570 2350 2580 2910 3000 3000 3000 3000 3000
Alt. 1680 1960 2350 2580 2910 3140 3360 3640 3920 4480
85/3 8.625 0.344 30.45 7.937 Std. 1440 1680 2510 2750 3000 3000 3000 3000 3000 3000
Ale. 1790 2090 2510 2750 3110 3350 3590 3890 4190 4790
8/g 8.625 0.375 33.07 7.875 Std. 1570 1830 2740 3000 3000 3000 3000 3000 3000 3000
Alt. 1960 2280 2740 3000 3390 3650 3910 4240 4570 5220
85/g 8.625 0.438 38.33 7.749 Std. 1830 2130 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2290 2670 3200 3500 3960 4270 4570 4950 5330 6090
83/g 8.625 0.500 43.43 7.625 Std. 2090 2430 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2610 2800 3650 4000 4520 4870 5220 5650 6090 6960
85/3 8.625 0.562 48.44 7.501 Std. 2350 2740 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 4110 4500 5080 5470 5860 6350 6840 7260
8573 8.625 0.625 53.45 7.375 Std. 2610 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 4570 5000 5650 6090 6520 7070 7260 7260
83/g 8.625 0.719 60.77 7.187 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 5250 5750 6500 7000 7260 72060 7260 7260
8/g 8.625 0.750 63.14 7.125 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Al 2800 2800 5480 6000 6780 7260 7260 7260 7260 7260
83/g 8.625 0.812 67.82 7.001 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 5930 6500 7260 7260 7260 7260 7260 7260
8574 8.625 0.875 72.49 6.875 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000

Alt. 2800 2800 6390 7000 7260 7260 7260 7260 7260 7260
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (U.S. Customary Units)
o)) (2) (©)] (C)] ©)] 6 ) ® © (o dan a2 43 949 Js
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)®
Diameter ~ Thickness Unit Length Diameter®
D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in.) (in.) (Ib/tt) (in.) A B X42  X46 X52  X56 X60 X65 X70 X80
85/g 8.625 1.000 81.51 6.625 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 7260 7260 7260 7260 7260 7260 7260 7260
1034 10.750 0.156 17.67 10.438 Std. 520 610 1040 1130 1280 1380 1480 1600 1730 1970
Alt. 650 760 1040 1130 1280 1380 1480 1600 1730 1970
103/4¢ 10.750 0.188 21.23 10.374 Std. 630 730 1250 1370 1550 1660 1780 1930 2080 2380
Alt. 790 920 1250 1370 1550 1660 1780 1930 2080 2380
10%/4¢ 10.750 0.203 22.89 10.344 Std. 680 790 1350 1480 1670 1800 1930 2090 2250 2570
Al 850 990 1350 1480 1670 1800 1930 2090 2250 2570
103/, 10.750 0.219 24.65 10312 Std. 730 860 1450 1590 1800 1940 2080 2250 2420 2770
Alt. 920 1070 1450 1590 1800 1940 2080 2250 2420 2770
1034 10.750 0.250 28.06 10.250 Std. 840 980 1660 1820 2060 2210 2370 2570 2770 3000
Alt. 1050 1220 1660 1820 2060 2210 2370 2570 2770 3160
1034 10.750 0.279 31.23 10.192 Std. 930 1090 1850 2030 2290 2470 2650 2870 3000 3000
Alt. 1170 1360 1850 2030 2290 2470 2650 2870 3090 3530
1034 10.750 0.307 3427 10.136 Std. 1030 1200 2040 2230 2520 2720 2910 3000 3000 3000
Al 1290 1500 2040 2230 2520 2720 2910 3160 3400 3880
103/, 10.750 0.344 38.27 10.062 Std. 1150 1340 2280 2500 2830 3000 3000 3000 3000 3000
Alt. 1440 1680 2280 2500 2830 3050 3260 3540 3810 4350
1034 10.750 0.365 40.52 10.020 Std. 1220 1430 2420 2660 3000 3000 3000 3000 3000 3000
Alt. 1530 1780 2420 2660 3000 3230 3460 3750 4040 4620
103/, 10.750 0.438 48.28 9.874 Std. 1470 1710 2910 3000 3000 3000 3000 3000 3000 3000
Alt. 1830 2140 2910 3190 3600 3880 4160 4500 4850 5540
1034 10.750 0.500 54.79 9.750 Std. 1670 1950 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2090 2440 3320 3640 4110 4430 4740 5140 5530 6330
1034 10.750 0.562 61.21 9.626 Std. 1880 2200 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2350 2740 3730 4090 4620 4980 5330 5780 6220 7110
103/ 10.750 0.625 67.65 9.500 Std. 2090 2440 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2620 2800 4150 4550 5140 5530 5930 6420 6920 7260
1034 10.750 0.719 77.10 9.312 Std. 2410 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 4780 5230 5910 6370 6820 7260 7260 7260
103, 10.750 0.812 86.26 9.126 Std. 2720 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 5390 5910 6680 7190 7260 7260 7260 7260
1034 10.750 0.875 92.37 9.000 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 5810 6370 7200 7260 7260 7260 7260 7260
1034 10.750 0.938 98.39 8.874 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 6230 6820 7260 7260 7260 7260 7260 7260
10374 10.750 1.000 104.23 8.750 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 6640 7260 7260 7260 7260 7260 7260 7260
1034 10.750 1.250 126.94 8.250 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 7260 7260 7260 7260 7260 7260 7260 7260
123/4¢ 12.750 0.172 23.13 12.406 Std. 490 570 960 1050 1190 1280 1380 1490 1610 1830
Alt. 610 710 960 1050 1190 1280 1380 1490 1610 1830
1234 12.750 0.188 25.25 12.374 Std. 530 620 1050 1150 1300 1400 1500 1630 1750 2010
Alt. 660 770 1050 1150 1300 1400 1500 1630 1750 2010
123/4¢ 12.750 0.203 27.23 12.344 Std. 570 670 1140 1250 1410 1520 1620 1760 1890 2170
Alt. 720 840 1140 1250 1410 1520 1620 1760 1890 2170
123/4¢ 12.750 0.219 29.34 12312 Std. 620 720 1230 1340 1520 1640 1750 1900 2040 2340
Alt. 770 900 1230 1340 1520 1640 1750 1900 2040 2340
12314 12.750 0.250 3341 12.250 Std. 710 820 1400 1530 1730 1870 2000 2170 2330 2670
Alt. 880 1030 1400 1530 1730 1870 2000 2170 2330 2670
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6%/g through 80 (U.S. Customary Units)

(n 2) 3 (4 (5) (6) ()] (8) © a0 an azy a3 (4 15
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)
Diameter  Thickness Unit Length Diameter?
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in.) (in.) (Ib/ft) (in.) A B X42 X446 X52 X56 X60  X65 X70 X80
123/, 12.750 0.281 37.46 12.188 Std. 790 930 1570 1720 1950 2100 2250 2440 2620 3000
Alt. 990 1160 1570 1720 1950 2100 2250 2440 2620 3000
123/, 12.750 0.312 41.48 12.126 Std. 880 1030 1750 1910 2160 2330 2500 2700 2910 3000
Alt. 1100 1280 1750 1910 2160 2330 2500 2700 2910 3330
123/4 12.750 0.330 43.81 12.090 Std. 930 1090 1850 2020 2290 2460 2640 2860 3000 3000
Alt. 1160 1360 1850 2020 2290 2460 2640 2860 3080 3520
123/, 12.750 0.344 45.62 12.062 Std. 970 1130 1930 2110 2390 2570 2750 2980 3000 3000
Alt. 1210 1420 1930 2110 2390 2570 2750 2980 3210 3670
123/, 12.750 0.375 49.61 12.000 Std. 1060 1240 2100 2300 2600 2800 3000 3000 3000 3000
Alt. 1320 1540 2100 2300 2600 2800 3000 3250 3500 4000
123/4 12.750 0.406 53.57 11.938 Std. 1150 1340 2270 2490 2810 3000 3000 3000 3000 3000
Alt. 1430 1670 2270 2490 2810 3030 3250 3520 3790 4330
12314 12.750 0.438 57.65 11.874 Std. 1240 1440 2450 2690 3000 3000 3000 3000 3000 3000
Alt. 1550 1800 2450 2690 3040 3270 3500 3800 4090 4670
1234 12.750 0.500 65.48 11.750 Std. 1410 1650 2800 3000 3000 3000 3000 3000 3000 3000
Alt. 1760 2060 2800 3070 3470 3730 4000 4330 4670 5330
123/, 12.750 0.562 73.22 11.626 Std. 1590 1850 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 1980 2310 3150 3450 3900 4200 4500 4870 5250 5990
123/, 12.750 0.625 81.01 11.500 Std. 1760 2060 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2210 2570 3500 3830 4330 4670 5000 5420 5830 6670
1234 12.750 0.688 88.71 11.374 Std. 1940 2270 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2430 2800 3850 4220 4770 5140 5500 5960 6420 7260
1234 12.750 0.750 96.21 11.250 Std. 2120 2470 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2650 2800 4200 4600 5200 5600 6000 6500 7000 7260
123/4 12.750 0.812 103.63 11.126 Std. 2290 2670 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 4550 4980 5630 6060 6500 7040 7260 7260
12314 12.750 0.875 111.08 11.000 Std. 2470 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 4900 5370 6070 6530 7000 7260 7260 7260
12374 12.750 0.938 118.44 10.874 Std. 2650 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 5250 5750 6500 7000 7260 7260 7260 7260
123/, 12.750 1.000 125.61 10.750 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 5600 6130 6930 7260 7260 7260 7260 7260
123/ 12,750 1.062 132.69 10.626 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 5950 6510 7260 7260 7260 7260 7260 7260
123/4 12.750 1.125 139.81 10.500 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 6300 6900 7260 7260 7260 72600 7260 7260
123/, 12.750 1.250 153.67 10.250 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000

Alt. 2800 2800 7000 7260 7260 7260 7260 7260 7260 7260

14¢ 14.000 0.188 27.76 13.624 Std. 480 560 960 1050 1190 1280 1370 1480 1600 1830
Alt. 600 710 960 1050 1190 1280 1370 1480 1600 1830
14¢ 14.000 0.203 29.94 13.594 Std. 520 610 1040 1130 1280 1380 1480 1600 1730 1970
Alt. 650 760 1040 1130 1280 1380 1480 1600 1730 1970
14¢ 14.000 0.210 30.96 13.580 Std. 540 630 1070 1170 1330 1430 1530 1660 1790 2040
Alt. 680 790 1070 1170 1330 1430 1530 1660 1790 2040
14¢ 14.000 0.219 32.26 13.562 Std. 560 660 1120 1220 1380 1490 1600 1730 1860 2130
Alt. 700 820 1120 1220 1380 1490 1600 1730 1860 2130
14¢ 14.000 0.250 36.75 13.500 Std. 640 750 1280 1400 1580 1700 1820 1970 2130 2430
Alt. 800 940 1280 1400 1580 1700 1820 1970 2130 2430
14¢ 14.000 0.281 41.21 13.438 Std. 720 840 1430 1570 1770 1910 2050 2220 2390 2730

Alt. 900 1050 1430 1570 1770 1910 2050 2220 2390 2730
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (U.S. Customary Units)
[ 2) 3) 4 5) (6) 7 ® © a0 an a2y a3 (14 J15)
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)h
Diameter  Thickness Unit Length Diameter?
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in.) (in.) (Ib/ft) (in.) A B X42  X46 X52 XS56 X60 X65 X70 X80
14 14.000 0312 45.65 13.376 Std. 800 940 1590 1740 1970 2120 2270 2460 2650 3000
Alt. 1000 1170 1590 1740 1970 2120 2270 2460 2650 3030
14 14.000 0.344 50.22 13.312 Std. 880 1030 1750 1920 2170 2340 2510 2720 2920 3000
Alt. 1110 1290 1750 1920 2170 2340 2510 2720 2920 3340
14 14.000 0.375 54.62 13.250 Std. 960 1130 1910 2090 2370 2550 2730 2960 3000 3000
Alt. 1210 1410 1910 2090 2370 2550 2730 2960 3190 3640
14 14.000 0.406 59.00 13.188 Std. 1040 1220 2070 2270 2560 2760 2960 3000 3000 3000
Alt. 1310 1520 2070 2270 2560 2760 2960 3200 3450 3940
14 14.000 0.438 63.50 13.124 Std. 1130 1310 2230 2450 2770 2980 3000 3000 3000 3000
Alt. 1410 1640 2230 2450 2770 2980 3190 3460 3720 4250
14 14.000 0.469 67.84 13.062 Std. 1210 1410 2390 2620 2960 3000 3000 3000 3000 3000
Alt. 1510 1760 2390 2620 2960 3190 3420 3700 3990 4560
14 14.000 0.500 72.16 13.000 Std. 1290 1500 2550 2790 3000 3000 3000 3000 3000 3000
Alt. 1610 1880 2550 2790 3160 3400 3640 3950 4250 4860
14 14.000 0.562 80.73 12.876 Std. 1450 1690 2870 3000 3000 3000 3000 3000 3000 3000
Alt. 1810 2110 2870 3140 3550 3820 4090 4440 4780 5460
14 14.000 0.625 89.36 12.750 Std. 1610 1880 3000 3000 3000 3000 3000 3000 3000 3000
Al 2010 2340 3190 3490 3950 4250 4550 4930 5310 6070
14 14.000 0.688 97.91 12.624 Std. 1770 2060 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2210 2580 3510 3840 4340 4680 5010 5430 5850 6680
14 14.000 0.750 106.23 12.500 Std. 1930 2250 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2410 2800 3830 4190 4740 5100 5460 5920 6380 7260
14 14.000 0.812 114.48 12.376 Std. 2090 2440 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2610 2800 4140 4540 5130 5520 5920 6410 6900 7260
14 14.000 0.875 122.77 12.250 Std. 2250 2630 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 4460 4890 5530 5950 6380 6910 7260 7260
14 14.000 0.938 130.98 12.124 Std. 2410 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 4780 5240 5920 6380 6830 7260 7260 7260
14 14.000 1.000 138.97 12.000 Std. 2570 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 5100 5590 6310 6800 7260 7260 7260 7260
14 14.000 1.062 146.88 11.876 Std. 2730 2800 3000 3000 3000 3000 3000 3000 3000 3000
’ Alt. 2800 2800 5420 5930 6710 7220 7260 7260 7260 7260
14 14.000 1.125 154.84 11.750 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 5740 6280 7100 7260 7260 7260 7260 7260
14 14.000 1.250 170.37 11.500 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 6380 6980 7260 7260 7260 7260 7260 7260
16° 16.000 0.188 31.78 15.624 Std. 420 490 840 920 1040 1120 1200 1300 1400 1600
Alt. 530 620 840 920 1040 1120 1200 1300 1400 1600
16¢ 16.000 0.203 34.28 15.594 Std. 460 530 910 990 1120 1210 1290 1400 1510 1730
Alt. 570 670 910 990 1120 1210 1290 1400 1510 1730
16¢ 16.000 0.219 36.95 15.562 Std. 490 570 980 1070 1210 1300 1400 1510 1630 1860
Alt. 620 720 980 1070 1210 1300 1400 1510 1630 1860
16 16.000 0.250 42.09 15.500 Std. 560 660 1120 1220 1380 1490 1590 1730 1860 2130
Alt. 700 820 1120 1220 1380 1490 1590 1730 1860 2130
16° 16.000 0.281 47.22 15.438 Std. 630 740 1250 1370 1550 1670 1790 1940 2090 2390
Alt. 790 920 1250 1370 1550 1670 1790 1940 2090 2390
16 16.000 0312 52.32 15.376 Std. 700 820 1390 1520 1720 1860 1990 2150 2320 2650
Alt. 880 1020 1390 1520 1720 1860 1990 2150 2320 2650
16 16.000 0.344 57.57 15.312 Std. 770 900 1540 1680 1900 2050 2190 2380 2560 2920
Alt. 970 1130 1540 1680 1900 2050 2190 2380 2560 2920
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6%/g through 80 (U.S. Customary Units)
(1) ] 3) 4 (5) (6) 0] (8) © a0 an o 12y (13 (14 (15)
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)®
Diameter ~ Thickness Unit Length Diameter?
D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in.) (in.) (Ib/ft) (in.) A B X42 X46 X52 X56 X60 X65 X70 X80
16 16.000 0.375 62.64 15.250 Std. 840 980 1670 1830 2070 2230 2390 2590 2790 3000
Alt. 1050 1230 1670 1830 2070 2230 2390 2590 2790 3190
16 16.000 0.406 67.68 15.188 Std. 910 1070 1810 1980 2240 2420 2590 2800 3000 3000
Alt. 1140 1330 1810 1980 2240 2420 2590 2800 3020 3450
16 16.000 0.438 72.86 15.124 Std. 990 1150 1950 2140 2420 2610 2790 3000 3000 3000
Alt. 1230 1440 1950 2140 2420 2610 2790 3020 3260 3630
16 16.000 0.469 77.87 15.062 Std. 1060 1230 2090 2290 2590 2790 2990 3000 3000 3000
Alt. 1320 1540 2090 2290 2590 2790 2990 3240 3490 3630
16 16.000 0.500 82.85 15.000 Std. 1130 1310 2230 2440 2760 2980 3000 3000 3000 3000
Alt. 1410 1640 2230 2440 2760 2980 3190 3450 3630 3630
16 16.000 0.562 92.75 14.876 Std. 1260 1480 2510 2750 3000 3000 3000 3000 3000 3000
Alt. 1580 1840 2510 2750 3110 3340 3580 3630 3630 3630
16 16.000 0.625 102.72 14.750 Std. 1410 1640 2790 3000 3000 3000 3000 3000 3000 3000
Alt. 1760 2050 2790 3050 3450 3630 3630 3630 3630 3630
16 16.000 0.688 112.62 14.624 Std. 1550 1810 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 1940 2260 3070 3360 3630 3630 3630 3630 3630 3630
16 16.000 0.750 12227 14.500 Std. 1690 1970 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2110 2460 3350 3630 3630 3630 3630 3630 3630 3630
16 16.000 0.812 131.84 14.376 Std. 1830 2130 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2280 2660 3620 3630 3630 3630 3630 3630 3630 3630
16 16.000 0.875 141.48 14.250 Std. 1970 2300 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2460 2800 3630 3630 3630 3630 3630 3630 3630 3630
16 16.000 0.938 151.03 14.124 Std. 2110 2460 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2640 2800 3630 3630 3630 3630 3630 3630 3630 3630
16 16.000 1.000 160.35 14.000 Std. 2250 2630 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 3630 3630 3630 3630 3630 3630 3630 3630
16 16.000 1.062 169.59 13.876 Std. 2390 2790 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 3630 3630 3630 3630 3630 3630 3630 3630
16 16.000 1125 178.89 13.750 Std. 2530 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 3630 3630 3630 3630 3630 3630 3630 3630
16 16.000 1.188 188.11 13.624 Std. 2670 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 3630 3630 3630 3630 3630 3630 3630 3630
16 16.000 1.250 197.10 13.500 Std. 2800 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 3630 3630 3630 3630 3630 3630 3630 3630
18¢ 18.000 0.188 35.80 17.624 Std. 380 440 750 820 920 990 1070 1150 1240 1420
Alt. 470 550 750 820 920 990 1070 1150 1240 1420
18¢ 18.000 0.219 41.63 17.562 Std. 440 510 870 950 1080 1160 1240 1340 1450 1650
Alt. 550 640 870 950 1080 1160 1240 1340 1450 1650
18¢ 18.000 0.250 47.44 17.500 Std. 500 580 990 1090 1230 1320 1420 1530 1650 1890
Alt. 630 730 990 1090 1230 1320 1420 1530 1650 1890
18¢ 18.000 0.281 53.23 17.438 Sd. 560 660 1110 1220 1380 1490 1590 1730 1860 2120
Alt. 700 820 1110 1220 1380 1490 1590 1730 1860 2120
18 18.000 0.312 58.99 17.376 Std. 620 730 1240 1360 1530 1650 1770 1920 2060 2360
Alt. 780 910 1240 1360 1530 1650 1770 1920 2060 2360
18 18.000 0.344 64.93 17.312 Std. 690 800 1360 1490 1690 1820 1950 2110 2270 2600
Alt. 860 1000 1360 1490 1690 1820 1950 2110 2270 2600
18 18.000 0.375 70.65 17.250 Std. 750 880 1490 1630 1840 1980 2130 2300 2480 2830
Alt. 940 1090 1490 1630 1840 1980 2130 2300 2480 2830
18 18.000 0.406 76.36 17.188 Std. 810 950 1610 1760 1990 2150 2300 2490 2680 3000
Alt. 1020 1180 1610 1760 1990 2150 2300 2490 2680 3070
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6%/g through 80 (U.S. Customary Units)
(n 2 (3 @ ® o O & © Jqo an (2 a3y (g4 45
Specified  Specitied  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (pSi)b
Diameter  Thickness Unit Length Diameter®

D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade

Size (in.) (in.) (1b/ft) (in) A B X42  X46 X52 X56 X60 X65 X70 X80
18 18.000 0.438 82.23 17.124 Std. 880 1020 1740 1900 2150 2320 2480 2690 2900 3000
Alt. 1100 1280 1740 1900 2150 2320 2480 2690 2900 3310

18 18.000 0.469 87.89 17.062 Std. 940 1090 1860 2040 2300 2480 2660 2880 3000 3000
Alt. 1170 1370 1860 2040 2300 2480 2660 2880 3100 3540

18 18.000 0.500 93.54 17.000 Std. 1000 1170 1980 2170 2460 2640 2830 3000 3000 3000
Alt. 1250 1460 1980 2170 2460 2640 2830 3070 3310 3630

18 18.000 0.562 104.76 16.876 Std. 1120 1310 2230 2440 2760 2970 3000 3000 3000 3000
Alt. 1410 1640 2230 2440 2760 2970 3180 3450 3630 3630

18 18.000 0.625 116.09 16.750 Std. 1250 1460 2480 2720 3000 3000 3000 3000 3000 3000
Alt. 1560 1820 2480 2720 3070 3310 3540 3630 3630 3630

18 18.000 0.688 127.32 16624 Std. 1380 1610 2730 2990 3000 3000 3000 3000 3000 3000
Alt. 1720 2010 2730 2990 3380 3630 3630 3630 3630 3630

18 18.000 0.750 138.30 16.500 Std. 1500 1750 2980 3000 3000 3000 3000 3000 3000 3000
Alt. 1880 2190 2980 3260 3630 3630 3630 3630 3630 3630

18 18.000 0.812 149.20 16.376 Std. 1620 1890 3000 3000 3000 3000 3000 3000 3000 3000
Al 2030 2370 3220 3530 3630 3630 3630 3630 3630 3630

18 18.000 0.875 160.18 16.250 Std. 1750 2040 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2190 2550 3470 3630 3630 3630 3630 3630 3630 3630

18 18.000 0.938 171.08 16.124 Std. 1880 2190 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2350 2740 3630 3630 3630 3630 3630 3630 3630 3630

18 18.000 1.000 181.73 16.000 Std. 2000 2330 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2500 2800 3630 3630 3630 3630 3630 3630 3630 3630

i8 18.000 1.062 192.29 15.876 Std. 2120 2480 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2660 2800 3630 3630 3630 3630 3630 3630 3630 3630

18 18.000 1.125 202.94 15.750 Std. 2250 2630 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 3630 3630 3630 3630 3630 3630 3630 3630

18 18.000 1.188 21351 15.624 Std. 2380 2770 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 3630 3630 3630 3630 3630 3630 3630 3630

18 18.000 1.250 223.82 15.500 Std. 2500 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 3630 3630 3630 3630 3630 3630 3630 3630

20¢ 20.000 0219 46.31 19.562 Std. 390 460 830 910 1020 1100 1180 1280 1380 1580
Alt. 490 570 830 910 1020 1100 1180 1280 1380 1580

20¢ 20.000 0.250 52.78 19.500 Std. 450 530 950 1040 1170 1260 1350 1460 1580 1800
Alt. 560 660 950 1040 1170 1260 1350 1460 1580 1800

20¢ 20.000 0.281 59.23 19.438 Std. 510 590 1060 1160 1320 1420 1520 1640 1770 2020
Alt. 630 740 1060 1160 1320 1420 1520 1640 1770 2020

20 20.000 0312 65.66 19.376 Std. 560 660 1180 1290 1460 1570 1680 1830 1970 2250
Al 700 820 1180 1290 1460 1570 1680 1830 1970 2250

20 20.000 0.344 72.28 19.312 Std. 620 720 1300 1420 1610 1730 1860 2010 2170 2480
Alt. 770 900 1300 1420 1610 1730 1860 2010 2170 2480

20 20.000 0.375 78.67 19.250 Std. 680 790 1420 1550 1760 1890 2030 2190 2360 2700
Alt. 840 980 1420 1550 1760 1890 2030 2190 2360 2700

20 20.000 0.406 85.04 19.188 Std. 730 850 1530 1680 1900 2050 2190 2380 2560 2920
Alt. 910 1070 1530 1680 1900 2050 2190 2380 2560 2920

20 20.000 0438 91.59 19.124 Std. 790 920 1660 1810 2050 2210 2370 2560 2760 3000
Alt. 990 1150 1660 1810 2050 2210 2370 2560 2760 3150

20 20.000 0.469 97.92 19.062 Std. 840 980 1770 1940 2190 2360 2530 2740 2950 3000
Alt. 1060 1230 1770 1940 2190 2360 2530 2740 2950 3380

20 20.000 0.500 104.23 19.000 Std. 900 1050 1890 2070 2340 2520 2700 2930 3000 3000
Alt. 1130 1310 1890 2070 2340 2520 2700 2930 3150 3600
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for

Sizes 6°/g through 80 (U.S. Customary Units)

(1) (2) (3) ) 5) (6) @ (8) 9 o g a2 a3 (4 15
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)®
Diameter  Thickness Unit Length Diameter®
D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in.) (in.) (Ib/tt) (in)) A B X42 X446 X52 X556 X60 X65 X70 X80
20 20.000 0.562 116.78 18.876 Std. 1010 1180 2120 2330 2630 2830 3000 3000 3000 3000
Alt. 1260 1480 2120 2330 2630 2830 3030 3290 3540 3630
20 20.000 0.625 129.45 18.750 Std. 1130 1310 2360 2590 2930 3000 3000 3000 3000 3000
Al 1410 1640 2360 2590 2930 3150 3380 3630 3630 3630
20 20.000 0.688 142.03 18.624 Std. 1240 1440 2600 2850 3000 3000 3000 3000 3000 3000
Alt. 1550 1810 2600 2850 3220 3630 3630 3630 3630 3630
20 20.000 0.750 154.34 18.500 Std. 1350 1580 2840 3000 3000 3000 3000 3000 3000 3000
Alt. (690 1970 2840 3110 3510 3630 3630 3630 3630 3630
20 20.000 0.812 166.56 18.376 Std. 1460 1710 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 1830 2130 3070 3360 3630 3630 3630 3630 3630 3630
20 20.000 0.875 178.89 18.250 Std. 1580 1840 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 1970 2300 3310 3620 3630 3630 3630 3630 3630 3630
20 20.000 0.938 191.14 18.124 Std. 1690 1970 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2110 2460 3550 3630 3630 3630 3630 3630 3630 3630
20 20.000 1.000 203.11 18.000 Std. 1800 2100 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2250 2630 3630 3630 3630 3630 3630 3630 3630 3630
20 20.000 1.062 215.00 17.876 Std. 1910 2230 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2390 2790 3630 3630 3630 3630 3630 3630 3630 3630
20 20.000 1.125 227.00 17.750 Std. 2030 2360 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2530 2800 3630 3630 3630 3630 3630 3630 3630 3630
20 20.000 1.188 23891 17.624 Std. 2140 2490 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2670 2800 3630 3630 3630 3630 3630 3630 3630 3630
20 20.000 1.250 250.55 17.500 Std. 2250 2630 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 3630 3630 3630 3630 3630 3630 3630 3630
20 20.000 1.312 262.10 17.376 Std. 2360 2760 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 3630 3630 3630 3630 3630 3630 3630 3630
20 20.000 1.375 273.76 17.250 Std. 2480 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 3630 3630 3630 3630 3630 3630 3630 3630
22¢ 22.000 0.219 50.99 21.562 Std. 360 420 750 820 930 1000 1080 1160 1250 1430
Alt. 450 520 750 820 930 1000 1080 1160 1250 1430
22¢ 22.000 0.250 58.13 21.500 Std. 410 480 860 940 1060 1150 1230 1330 1430 1640
Alt. 510 600 860 940 1060 1150 1230 1330 1430 1640
22¢ 22.000 0.281 65.24 21.438 Std. 460 540 970 1060 1200 1290 1380 1490 1610 1840
Alt. 570 670 970 1060 1200 1290 1380 1490 1610 1840
22 22.000 0.312 72.34 21.376 Std. 510 600 1070 1170 1330 1430 1530 1660 1790 2040
Alt. 640 740 1070 1170 1330 1430 1530 1660 1790 2040
22 22.000 0.344 79.64 21.312 Std. 560 660 1180 1290 1460 1580 1690 1830 1970 2250
Alt. 700 820 1180 1290 1460 1580 1690 1830 1970 2250
22 22.000 0.375 86.69 21.250 Std. 610 720 1290 1410 1600 1720 1840 1990 2150 2450
Alt. 770 890 1290 1410 1600 1720 1840 1990 2150 2450
22 22.000 0.406 93.72 21.188 Std. 660 780 1400 1530 1730 1860 1990 2160 2330 2660
Alt. 830 970 1400 1530 1730 1860 1990 2160 2330 2660
22 22.000 0.438 100.96 21.124 Std. 720 840 1510 1650 1860 2010 2150 2330 2510 2870
Alt. 900 1050 1510 1650 1860 2010 2150 2330 2510 2870
22 22.000 0.469 107.95 21.062 Std. 770 900 1610 1770 2000 2150 2300 2490 2690 3000
Alt. 960 1120 1610 1770 2000 2150 2300 2490 2690 3070
22 22.000 0.500 114.92 21.000 Std. 820 950 1720 1880 2130 2290 2450 2660 2860 3000
Alt. 1020 1190 1720 1880 2130 2290 2450 2660 2860 3270
22 22.000 0.562 128.79 20.876 Std. 920 1070 1930 2120 2390 2570 2760 2990 3000 3000
Alt. 1150 1340 1930 2120 2390 2570 2760 2990 3220 3630
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (U.S. Customary Units)
(1 2 3 4) &) (6) () ®) 9 a0 an a2 a3y 14 45
Specitied  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)®
Diameter ~ Thickness Unit Length Diameter®

D { Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade

Size (in.) (in.) (Ib/ft) (in.) A B X42  X46  X52 X56 X60 X65 X70 X80
22 22.000 0.625 142.81 20.750 Std. 1020 1190 2150 2350 2660 2860 3000 3000 3000 3000
Alt. 1280 1490 2150 2350 2660 2860 3070 3320 3580 3630

22 22.000 0.688 156.74 20.624 Std. 1130 1310 2360 2590 2930 3000 3000 3000 3000 3000
Alt. 1410 1640 2360 2590 2930 3150 3380 3630 3630 3630

22 22.000 0.750 170.37 20.500 Sd. 1230 1430 2580 2820 3000 3000 3000 3000 3000 3000
Alt. 1530 1790 2580 2820 3190 3630 3630 3630 3630 3630

22 22.000 0.812 183.92 20.376 Std. 1330 1550 2790 3000 3000 3000 3000 3000 3000 3000
Alt. 1660 1940 2790 3060 3450 3630 3630 3630 3630 3630

22 22.000 0.875 197.60 20.250 Std. 1430 1670 3000 3000 3000 3000 3000 3000 3000 3000
Al 1790 2090 3010 3290 3630 3630 3630 3630 3630 3630

22 22.000 0.938 211.19 20.124 Std. 1530 1790 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 1920 2240 3220 3530 3630 3630 3630 3630 3630 3630

22 22.000 1.000 224.49 20.000 Std. 1640 1910 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2050 2390 3440 3630 3630 3630 3630 3630 3630 3630

22 22.000 1.062 237.70 19.876 Std. 1740 2030 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2170 2530 3630 3630 3630 3630 3630 3630 3630 3630

22 22.000 1.125 251.05 19.750 Std. 1840 2150 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2300 2680 3630 3630 3630 3630 3630 3630 3630 3630

22 22.000 1.188 264.31 19.624 Std. 1940 2270 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2430 2800 3630 3630 3630 3630 3630 3630 3630 3630

22 22.000 1.250 27127 19.500 Std. 2050 2390 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2560 2800 3630 3630 3630 3630 3630 3630 3630 3630

22 22.000 1.312 290.15 19.376 Std. 2150 2500 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2680 2800 3630 3630 3630 3630 3630 3630 3630 3630

22 22.000 1.375 303.16 19.250 Std. 2250 2630 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 3630 3630 3630 3630 3630 3630 3630 3630

22 22.000 1.438 316.08 19.124 Std. 2350 2750 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 3630 3630 3630 3630 3630 3630 3630 3630

22 22.000 1.500 328.72 19.000 Std. 2450 2800 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 3630 3630 3630 3630 3630 3630 3630 3630

24¢ 24.000 0.250 63.47 23.500 Std. 380 440 790 860 980 1050 1130 1220 1310 1500
Alt. 470 550 790 860 980 1050 1130 1220 1310 1500

24¢ 24.000 0.281 71.25 23.438 Std. 420 490 890 970 1100 1180 1260 1370 1480 1690
Alt. 530 610 890 970 1100 1180 1260 1370 1480 1690

24 24.000 0312 79.01 23.376 Std. 470 550 980 1080 1220 1310 1400 1520 1640 1870
Alt. 590 680 980 1080 1220 1310 1400 1520 1640 1870

24 24.000 0.344 86.99 23.312 Std. 520 600 1080 1190 1340 1440 1550 1680 1810 2060
Alt. 650 750 1080 1190 1340 1440 1550 1680 1810 2060

24 24.000 0.375 94.71 23.250 Std. 560 660 1180 1290 1460 1580 1690 1830 1970 2250
Alt. 700 820 1180 1290 1460 1580 1690 1830 1970 2250

24 24.000 0.406 102.40 23.188 Std. 610 710 1280 1400 1580 1710 1830 1980 2130 2440
Alt. 760 890 1280 1400 1580 1710 1830 1980 2130 2440

24 24.000 0.438 110.32 23.124 Std. 660 770 1380 1510 1710 1840 1970 2140 2300 2630
Alt. 820 960 1380 1510 1710 1840 1970 2140 2300 2630

24 24.000 0.469 117.98 23.062 Std. 700 820 1480 1620 1830 1970 2110 2290 2460 2810
Alt. 880 1030 1480 1620 1830 1970 2110 2290 2460 2810

24 24.000 0.500 125.61 23.000 Std. 750 880 1580 1730 1950 2100 2250 2440 2630 3000
Alt. 940 1090 1580 1730 1950 2100 2250 2440 2630 3000

24 24.000 0.562 140.81 22.876 Std. 840 980 1770 1940 2190 2360 2530 2740 2950 3000
Alt, 1050 1230 1770 1940 2190 2360 2530 2740 2950 3370
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6%/g through 80 (U.S. Customary Units)

(1) 2) (3) 4) 5) © 9 (®) © 0 an 12y 3y (14) (15
Specified  Specified  Plain-end  Calculated
Qutside Wall Weight per Inside Minimum Test Pressure (ps[)b
Diameter ~ Thickness Unit Length Diameter®
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in)) (in.) (Ib/ft) (in.) A B X42 X446 X52 X56 X600 X65 X70 X80
24 24.000 0.625 156.17 22.750 Std. 940 1090 1970 2160 2440 2630 2810 3000 3000 3000
Alt. 1170 1370 1970 2160 2440 2630 2810 3050 3280 3630
24 24.000 0.688 171.45 22.624 Std. 1030 1200 2170 2370 2680 2890 3000 3000 3000 3000
Alt. 1290 1510 2170 2370 2680 2890 3100 3350 3610 3630
24 24.000 0.750 186.41 22.500 Std. 1130 1310 2360 2590 2930 3000 3000 3000 3000 3000
Alt. 1410 1640 2360 2590 2930 3150 3380 3630 3630 3630
24 24.000 0.812 201.28 22.376 Std. 1220 1420 2560 2800 3000 3000 3000 3000 3000 3000
Alt. 1520 1780 2560 2800 3170 3630 3630 3630 3630 3630
24 24.000 0.875 216.31 22.250 Std. 1310 1530 2760 3000 3000 3000 3000 3000 3000 3000
Alt. 1640 1910 2760 3020 3410 3630 3630 3630 3630 3630
24 24.000 0.938 231.25 22.124 Std. 1410 1640 2950 3000 3000 3000 3000 3000 3000 3000
Alt. 1760 2050 2950 3240 3630 3630 3630 3630 3630 3630
24 24.000 1.000 245.87 22.000 Std. 1500 1750 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 1880 2190 3150 3450 3630 3630 3630 3630 3630 3630
24 24.000 1.062 260.41 21.876 Std. 1590 1860 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 1990 2320 3350 3630 3630 3630 3630 3630 3630 3630
24 24.000 1.125 275.10 21.750 Std. 1690 1970 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2110 2460 3540 3630 3630 3630 3630 3630 3630 3630
24 24.000 1.188 289.71 21.624 Std. 1780 2080 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2230 2600 3630 3630 3630 3630 3630 3630 3630 3630
24 24.000 1.250 304.00 21.500 Std. 1830 2190 3000 3000 3000 3000 3000 3000 3000 3000
Ale. 2340 2730 3630 3630 3630 3630 3630 3630 3630 3630
24 24.000 1.312 318.21 21.376 Std. 1970 2300 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2460 2800 3630 3630 3630 3630 3630 3630 3630 3630
24 24.000 1.375 332.56 21.250 Std. 2060 2410 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2580 2800 3630 3630 3630 3630 3630 3630 3630 3630
24 24.000 1.438 346.83 21.124 Std. 2160 2520 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2700 2800 3630 3630 3630 3630 3630 3630 3630 3630
24 24.000 1.500 360.79 21.000 Std. 2250 2630 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 3630 3630 3630 3630 3630 3630 3630 3630
24 24.000 1.562 374.66 20.876 Std. 2340 2730 3000 3000 3000 3000 3000 3000 3000 3000
Alt. 2800 2800 3630 3630 3630 3630 3630 3630 3630 3630
26° 26.000 0.250 68.82 25.500 Std. 350 400 730 800 900 970 1040 1130 1210 1380
Alt. 430 500 730 800 900 970 1040 1130 1210 1380
26° 26.000 0.281 77.26 25.438 Std. 390 450 820 890 1010 1090 1170 1260 1360 1560
Alt. 490 570 820 890 I010 1090 170 1260 1360 1560
26 26.000 0.312 85.68 25.376 Std. 430 500 910 990 1120 1210 1300 1400 (510 1730
Alt. 540 630 910 990 1120 1210 {300 1400 (510 1730
26 26.000 0.344 94.35 25312 Std. 480 560 1000 1100 1240 1330 1430 1550 1670 1910
Alt. 600 690 1000 1100 1240 1330 1430 1550 1670 1910
26 26.000 0.375 102.72 25.250 Std. 520 610 1090 1190 1350 1450 1560 1690 1820 2080
Alt. 650 760 1090 1190 1350 1450 1560 1690 1820 2080
26 26.000 0.406 111.08 25.188 Std. 560 660 1180 1290 1460 1570 1690 1830 1970 2250
Alt. 700 820 1180 1290 1460 (570 1690 1830 1970 2250
26 26.000 0.438 119.69 25.124 Std. 610 710 1270 1390 1580 1700 1820 1970 2120 2430
Alt. 760 880 1270 1390 1580 1700 1820 1970 2120 2430
26 26.000 0.469 128.00 25.062 Std. 650 760 1360 1490 1690 1820 1950 2110 2270 2600
Alt. 810 950 1360 1490 1690 1820 1950 2110 2270 2600
26 26.000 0.500 136.30 25.000 Std. 690 810 1450 1590 1800 1940 2080 2250 2420 2770
Alt. 870 1010 1450 1590 1800 1940 2080 2250 2420 2770
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (U.S. Customary Units)
ey @ 3 @ (&) © O @® O Jqo «dan a4z a3z g ([J1s)
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)®
Diameter  Thickness Unit Length Diameter®

D t Wy d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade

Size (in.) (in.) (Ib/ft) (in.) A B X42 X46 X52 X56 X60 X65 X70 X80
26 26.000 0.562 152.83 24.876 Std. 780 910 1630 1790 2020 2180 2330 2530 2720 3000
Alt. 970 1130 1630 1790 2020 2180 2330 2530 2720 3110

26 26.000 0.625 169.54 24.750 Std. 870 1010 1820 1990 2250 2420 2600 2810 3000 3000
Alt. 1080 1260 1820 1990 2250 2420 2600 2810 3030 3460

26 26.000 0.688 186.16 24.624 Std. 950 1110 2000 2190 2480 2670 2860 3000 3000 3000
Alt. 1190 1390 2000 2190 2480 2670 2860 3100 3330 3630

26 26.000 0.750 202.44 24.500 Std. 1040 1210 2180 2390 2700 2910 3000 3000 3000 3000
Alt. 1300 1510 2180 2390 2700 2910 3120 3380 3630 3630

26 26.000 0.812 218.64 24.376 Std. 1120 1310 2360 2590 2920 3000 3000 3000 3000 3000
Alt. 1410 1640 2360 2590 2920 3150 3370 3630 3630 3630

26 26.000 0.875 235.01 24250 Std. 1210 1410 2540 2790 3000 3000 3000 3000 3000 3000
Alt. 1510 1770 2540 2790 3150 3630 3630 3630 3630 3630

26 26.000 0.938 251.30 24.124 Std. 1300 1520 2730 2990 3000 3000 3000 3000 3000 3000
Alt. 1620 1890 2730 2990 3380 3630 3630 3630 3630 3630

26 26.000 1.000 267.25 24.000 Std. 1380 1620 2910 3000 3000 3000 3000 3000 3000 3000
Alt. 1730 2020 2910 3180 3600 3630 3630 3630 3630 3630

28¢ 28.000 0.250 74.16 27.500 Std. 320 380 680 740 840 900 960 1040 1130 1290
Alt. 400 470 680 740 840 900 960 1040 1130 1290

28¢ 28.000 0.281 83.26 27.438 Std. 360 420 760 830 940 1010 1080 1170 1260 1450
Alt. 450 330 760 830 940 1010 1080 1170 1260 1450

28 28.000 0312 92.35 27.376 Std. 400 470 840 920 1040 1120 1200 1300 1400 1600
Alt. 500 590 840 920 1040 1120 1200 1300 1400 1600

28 28.000 0.344 101.70 27.312 Std. 440 520 930 1020 1i50 1240 1330 1440 1550 1770
Alt. 550 650 930 1020 1150 1240 1330 1440 1550 1770

28 28.000 0.375 110.74 27.250 Std. 480 560 1010 1110 1250 1350 1450 1570 1690 1930
Alt. 600 700 1010 1110 1250 1350 1450 1570 1690 1930

28 28.000 0.406 119.76 27.188 Std. 520 610 1100 1200 1360 1460 1570 1700 1830 2090
Alt. 650 760 1100 1200 1360 1460 1570 1700 1830 2090

28 28.000 0.438 129.05 27.124 Std. 560 660 1180 1300 1460 1580 1690 1830 1970 2250
Alt. 700 820 1180 1300 1460 1580 1690 1830 1970 2250

28 28.000 0.469 138.03 27.062 Std. 600 700 1270 1390 1570 1690 (810 1960 2110 2410
Alt. 750 880 1270 1390 1570 1690 [810 1960 2110 2410

28 28.000 0.500 146.99 27.000 Std. 640 750 1350 1480 1670 1800 1930 2090 2250 2570
Alt. 800 940 1350 1480 1670 1800 1930 2090 2250 2570

28 28.000 0.562 164.84 26.876 Std. 720 840 1520 1660 1880 2020 2170 2350 2530 2890
Alt. 900 1050 1520 1660 1880 2020 2170 2350 2530 2890

28 28.000 0.625 182.90 26.750 Std. 800 940 1690 1850 2090 2250 2410 2610 2810 3000
Alt. 1000 1170 1690 1850 2090 2250 2410 2610 2810 3210

28 28.000 0.688 200.87 26.624 Std. 880 1030 1860 2030 2300 2480 2650 2870 3000 3000
Alt. 1110 1290 1860 2030 2300 2480 2650 2870 3100 3540

28 28.000 0.750 218.48 26.500 Std. 960 1130 2030 2220 2510 2700 2890 3000 3000 3000
Alt. 1210 1410 2030 2220 2510 2700 2890 3130 3380 3630

28 28.000 0.812 236.00 26.376 Std. 1040 1220 2190 2400 2710 2920 3000 3000 3000 3000
Alt. 1310 1520 2190 2400 2710 2920 3130 3390 3630 3630

28 28.000 0.875 253.72 26.250 Std. 1130 1310 2360 2590 2930 3000 3000 3000 3000 3000
Alt. 1410 1640 2360 2590 2930 3150 3380 3630 3630 3630

28 28.000 0.938 271.36 26.124 Std. 1210 1410 2530 2770 3000 3000 3000 3000 3000 3000
Alt. 1510 1760 2530 2770 3140 3630 3620 3630 3630 3630

28 28.000 1.000 288.63 26.000 Std. 1290 1500 - 2700 2960 3000 3000 3000 3000 3000 3000
Alt. 1610 1830 2700 2960 3340 3630 3630 3630 3630 3630
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 65/g through 80 (U.S. Customary Units)

(1) 2 (3) 4) )] © O ® O (o an azy a3 (14 Js
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)b
Diameter  Thickness Unit Length Diameter®

D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade

Size (in.) (in.) (Ib/ft) (in.) A B X42 X46 X52 X56 X600 X65 X700 X80
30¢ 30.000 0.250 79.51 29.500 Std. 300 350 630 690 780 840 900 980 1050 1200
Alt. 380 440 630 690 780 840 900 980 1050 1200

30°¢ 30.000 0.281 89.27 29.438 Std. 340 390 710 780 880 940 1010 1100 1180 1350
Alt. 420 490 710 780 880 940 1010 1100 1180 1350

30 30.000 0.312 99.02 29.376 Std. 370 440 790 860 970 1050 1120 1220 1310 1500
Alt. 470 550 790 860 970 1050 1120 1220 1310 1500

30 30.000 0.344 109.06 29.312 Std. 410 480 870 950 1070 1160 1240 1340 1440 1650
Alt. 520 600 870 950 1070 1160 1240 1340 1440 1650

30 30.000 0.375 118.76 29.250 Std. 450 530 950 1040 1170 1260 1350 1460 (580 1800
Alt. 560 660 950 1040 1170 1260 1350 1460 1580 1800

30 30.000 0.406 128.44 29.188 Std. 490 570 1020 1120 1270 1360 1460 1580 1710 1950
Alt. 610 710 1020 1120 1270 1360 1460 1580 1710 1950

30 30.000 0.438 138.42 29.124 Std. 530 610 1100 1210 1370 1470 1580 1710 1840 2100
Alt. 660 770 1100 1210 1370 1470 1580 1710 1840 2100

30 30.000 0.469 148.06 29.062 Std. 560 660 1180 1290 1460 1580 1690 1830 1970 2250
Alt. 700 820 1180 1290 1460 1580 1690 1830 1970 2250

30 30.000 0.500 157.68 29.000 Std. 600 700 1260 1380 1560 1680 1800 1950 2100 2400
Alt. 750 880 1260 1380 1560 1680 1800 1950 2100 2400

30 30.000 0.562 176.86 28.876 Std. 670 790 1420 1550 1750 1890 2020 2190 2360 2700
Alt. 840 980 1420 1550 1750 1890 2020 2190 2360 2700

30 30.000 0.625 196.26 28.750 Std. 750 880 1580 1730 1950 2100 2250 2440 2630 3000
Alt. 940 1090 1580 1730 1950 2100 2250 2440 2630 3000

30 30.000 0.688 215.58 28.624 Std. 830 960 1730 1900 2150 2310 2480 2680 2890 3000
Alt. 1030 1200 1730 1900 2150 2310 2430 2680 2890 3300

30 30.000 0.750 23451 28.500 Std. 900 1050 1890 2070 2340 2520 2700 2930 3000 3000
Alt. 1130 1310 1890 2070 2340 2520 2700 2930 3150 3600

30 30.000 0.812 253.36 28.376 Std. 970 1140 2050 2240 2530 2730 2920 3000 3000 3000
Alt. 1220 1420 2050 2240 2530 2730 2920 3170 3410 3630

30 30.000 0.875 272.43 28.250 Std. 1050 1230 2210 2420 2730 2940 3000 3000 3000 3000
Alt. 1310 1530 2210 2420 2730 2940 3150 3410 3630 3630

30 30.000 0.938 291.41 28.124 Std. 1130 1310 2360 2590 2930 3000 3000 3000 3000 3000
Alt. 1410 1640 2360 2590 2930 3150 3380 3630 3630 3630

30 30.000 1.000 310.01 28.000 Std. 1200 1400 2520 2760 3000 3000 3000 3000 3000 3000
Alt. 1500 1750 2520 2760 3120 3360 3600 3630 3630 3630

30 30.000 1.062 328.53 27.876 Std. 1270 1490 2680 2930 3000 3000 3000 3000 3000 3000
Alt. 1590 1860 2680 2930 3310 3630 3630 3630 3630 3630

30 30.000 1.125 347.26 27.750 Std. 1350 1580 2840 3000 3000 3000 3000 3000 3000 3000
Alt. 1690 1970 2840 3110 3510 3630 3630 3630 3630 3630

30 30.000 1.188 365.90 27.624 Std. 1430 1660 2990 3000 3000 3000 3000 3000 3000 3000
Alt. 1780 2080 2990 3280 3630 3630 3630 3630 3630 3630

30 30.000 1.250 384.17 27.500 Std. 1500 1750 3000 3000 3000 3000 3000 3000 3000 3000

Alt. 1880 2190 3150 3450 3630 3630 3630 3630 3630 3630

32¢ 32.000 0.250 84.85 31.500 Std. 280 330 590 650 730 790 840 910 980 1130
Alt. 350 410 590 650 730 790 840 910 980 1130
32¢ 32.000 0.281 95.28 31.438 Std. 320 370 660 730 820 890 950 1030 1110 1260
Alt, 400 460 660 730 820 890 950 1030 110 1260
32 32.000 0.312 105.69 31.376 Std. 350 410 740 810 910 980 1050 1140 1230 1400
Alt. 440 510 740 810 910 980 1050 1140 1230 1400
32 32.000 0.344 116.41 31312 Std. 390 450 810 890 1010 1080 160 1260 1350 1550

Alt. 480 560 810 890 1010 1080 1160 1260 1350 1550
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (U.S. Customary Units)
(6] e 3 4) &) Q] @) ® ®  ao an a2 (13 (14 J4s)
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (p5|)b
Diameter  Thickness Unit Length Diameter®

D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade

Size (in.) (in.) (Ib/ft) (in.) A B X42  X46  X52  X56 X60 X65 X70 X80
32 32.000 0.375 126.78 31.250 Std. 420 490 890 970 1100 1180 1270 1370 1480 1690
Alt. 530 620 890 970 1100 1180 1270 1370 1480 1690

32 32.000 0.406 137.12 31.188 Std. 460 530 960 1050 1190 1280 1370 1480 1600 1830
Alt. 570 670 960 1050 1190 1280 1370 1480 1600 1830

32 32.000 0.438 147.78 31.124 Std. 490 570 1030 1130 1280 1380 1480 1600 1720 1970
Alt. 620 720 1030 1130 1280 1380 1480 1600 1720 1970

32 32.000 0.469 158.08 31.062 Std. 530 620 1110 1210 1370 1480 1580 1710 1850 2110
Alt. 660 770 1110 1210 1370 1480 1580 1710 1850 2110

32 32.000 0.500 168.37 31.000 Std. 560 660 1180 1290 1460 1580 1690 1830 1970 2250
Alt. 700 820 1180 1290 1460 1580 1690 1830 1970 2250

32 32.000 0.562 188.87 30.876 Std. 630 740 1330 1450 1640 1770 1900 2050 2210 2530
Alt. 790 920 1330 1450 1640 1770 1900 2050 2210 2530

32 32.000 0.625 209.62 30.750 Std. 700 820 1480 1620 1830 1970 2110 2290 2460 2810
Alt. 880 1030 1480 1620 1830 1970 2110 2290 2460 2810

32 32.000 0.688 230.29 30.624 Std. 770 900 1630 1780 2010 2170 2320 2520 2710 3000
Alt. 970 1130 1630 1780 2010 2170 2320 2520 2710 3100

32 32.000 0.750 250.55 30.500 Std. 840 980 1770 1940 2190 2360 2530 2740 2950 3000
Alt. 1050 1230 1770 1940 2190 2360 2530 2740 2950 3380

32 32.000 0.812 270.72 30.376 Std. 910 1070 1920 2100 2380 2560 2740 2970 3000 3000
Alt. 1140 1330 1920 2100 2380 2560 2740 2970 3200 3630

32 32.000 0.875 291.14 30250 Std. 980 1150 2070 2260 2560 2760 2950 3000 3000 3000
Alt. 1230 1440 2070 2260 2560 2760 2950 3200 3450 3630

32 32.000 0.938 311.47 30.124 Std. 1060 1230 2220 2430 2740 2950 3000 3000 3000 3000
Al 1320 1540 2220 2430 2740 2950 3170 3430 3630 3630

32 32.000 1.000 331.39 30.000 Std. 1130 1310 2360 2590 2930 3000 3000 3000 3000 3000
Alt. 1410 1640 2360 2590 2930 3150 3380 3630 3630 3630

32 32.000 1.062 351.23 29.876 Std. 1190 1390 2510 2750 3000 3000 3000 3000 3000 3000
Alt. 1490 1740 2510 2750 3110 3350 3580 3630 3630 3630

32 32.000 1.125 371.31 29.750 Std. 1270 1480 2660 2910 3000 3000 3000 3000 3000 3000
Alt. 1580 1850 2660 2910 3290 3540 3630 3630 3630 3630

32 32.000 1.188 391.30 29.624 Std. 1340 1560 2810 3000 3000 3000 3000 3000 3000 3000
Alt. 1670 1950 2810 3070 3470 3630 3630 3630 3630 3630

32 32.000 1.250 410.90 29.500 Std. 1410 1640 2950 3000 3000 3000 3000 3000 3000 3000
Alt. 1760 2050 2950 3230 3630 3630 3630 3630 3630 3630

34¢ 34.000 0.250 90.20 33.500 Std. 260 310 560 610 690 740 790 860 930 1060
Alt. 330 390 560 610 690 740 790 860 930 1060

34¢ 34.000 0.281 101.29 33.438 Std. 300 350 620 680 770 830 890 970 1040 1190
Alt. 370 430 620 680 770 830 890 970 1040 1190

34 34.000 0.312 112.36 33.376 Std. 330 390 690 760 860 920 990 1070 1160 1320
Alt. 410 480 690 760 860 920 990 1070 1160 1320

34 34.000 0.344 123.77 33312 Std. 360 420 760 840 950 1020 1090 1180 1270 1460
Alt. 460 530 760 840 950 1020 1090 1180 1270 1460

34 34.000 0.375 134.79 33.250 Std. 400 460 830 910 1030 1110 1190 1290 1390 1590
Alt. 500 580 830 910 1030 (110 1190 1290 1390 1590

34 34.000 0.406 145.80 33.188 Std. 430 500 900 990 1120 1200 1290 1400 1500 1720
Alt. 540 630 900 990 1120 1200 1290 1400 1500 1720

34 34.000 0.438 157.14 33.124 Std. 460 540 970 1070 1210 1300 1390 1510 1620 1860
Alt. 580 680 970 1070 1210 1300 1390 1510 1620 1860

34 34.000 0.469 168.11 33.062 Std. 500 580 1040 1140 1290 1390 1490 1610 1740 1990
Al 620 720 1040 1140 1290 1390 1490 1610 1740 1990
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for

Sizes 6°/g through 80 (U.S. Customary Units)

(1 @) (3) ) &) (O] (0] (8 © a0 an az azxy a4y as
Specified  Specified  Plain-end Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)®
Diameter  Thickness Unit Length Diameter®
D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in.) (in.) (Ib/ft) (in.) A B X42 X46 X52 X56 X600 X655 X70 X80
34 34.000 0.500 179.06 33.000 Std. 530 620 L1110 1220 1380 1480 1590 1720 1850 2120
Alt. 660 770 1110 1220 1380 1480 1590 1720 1850 2120
34 34.000 0.562 200.89 32.876 Std. 600 690 1250 1370 1550 1670 1790 1930 2080 2380
Alt. 740 870 1250 1370 1550 1670 1790 1930 2080 2380
34 34.000 0.625 222.99 32.750 Std. 660 770 1390 1520 1720 1850 1990 2150 2320 2650
Alt. 830 970 1390 1520 1720 1850 1990 2150 2320 2650
34 34.000 0.688 245.00 32.624 Std. 730 850 1530 1680 1890 2040 2190 2370 2550 2910
Alt. 910 1060 1530 1680 1890 2040 2190 2370 2550 2910
34 34.000 0.750 266.58 32.500 Std. 790 930 1670 1830 2060 2220 2380 2580 2780 3000
Alt. 990 1160 1670 1830 2060 2220 2380 2580 2780 3180
34 34.000 0.812 288.08 32376 Std. 860 1000 1810 1980 2240 2410 2580 2790 3000 3000
Alt. 1070 1250 1810 1980 2240 2410 2580 2790 3010 3440
34 34.000 0.875 309.84 32.250 Std. 930 1080 1950 2130 2410 2590 2780 3000 3000 3000
Alt. 1160 1350 1950 2130 2410 2590 2780 3010 3240 3630
34 34.000 0.938 331.52 32.124 Std. 990 1160 2090 2280 2580 2780 2980 3000 3000 3000
Alt. 1240 1450 2090 2280 2580 2780 2980 3230 3480 3630
34 34.000 1.000 352.77 32.000 Std. 1060 1240 2220 2440 2750 2960 3000 3000 3000 3000
Alt. 1320 1540 2220 2440 2750 2960 3180 3440 3630 3630
34 34.000 1.062 373.94 31.876 Std. 1120 1310 2360 2590 2920 3000 3000 3000 3000 3000
Alt. 1410 1640 2360 2590 2920 3150 3370 3630 3630 3630
34 34.000 1.125 395.36 31.750 Std. 1190 1390 2500 2740 3000 3000 3000 3000 3000 3000
Alt. 1490 1740 2500 2740 3100 3340 3570 3630 3630 3630
34 34.000 1.188 416.70 31.624 Std. 1260 1470 2640 2890 3000 3000 3000 3000 3000 3000
Alt. 1570 1830 2640 2890 3270 3520 3630 3630 3630 3630
34 34.000 1.250 437.62 31.500 Std. 1320 1540 2780 3000 3000 3000 3000 3000 3000 3000
Alt. 1650 1930 2780 3040 3440 3630 3630 3630 3630 3630
36¢ 36.000 0.250 95.54 35.500 Std. 250 290 530 580 650 700 750 810 880 1000
Alt. 310 360 530 580 650 700 750 810 880 1000
36¢ 36.000 0.281 107.30 35.438 Std. 280 330 590 650 730 790 840 910 980 1120
Alt. 350 410 59 650 730 790 840 910 980 1120
36 36.000 0312 119.03 35.376 Std. 310 360 660 720 810 870 940 1010 1090 1250
Alt. 390 460 660 720 810 870 940 1010 1090 1250
36 36.000 0.344 131.12 35312 Std. 340 400 7200 790 890 960 1030 1120 1200 1380
Alt. 430 500 720 790 890 960 1030 1120 1200 1380
36 36.000 0.375 142.81 35.250 Std. 380 440 790 860 980 1050 1130 1220 1310 1500
Alt. 470 550 790 80 980 1050 1130 1220 1310 1500
36 36.000 0.406 154.48 35.188 Std. 410 470 850 930 1060 1140 1220 1320 1420 1620
Alt. 510 590 850 930 1060 1140 1220 1320 1420 1620
36 36.000 0.438 166.51 35.124 Std. 440 510 920 1010 1140 1230 1310 1420 1530 1750
Alt. 550 640 920 1010 1140 1230 1310 1420 1530 1750
36 36.000 0.469 178.14 35.062 Std. 470 550 980 1080 1220 1310 1410 1520 1640 1880
Alt. 590 680 980 1080 1220 1310 1410 1520 1640 1880
36 36.000 0.500 189.75 35.000 Std. 500 580 1050 1150 1300 1400 1500 1630 1750 2000
Alt. 630 730 1050 1150 1300 1400 1500 1630 1750 2000
36 36.000 0.562 212.90 34.876 Std. 560 660 1180 1290 1460 1570 1690 1830 1970 2250
Alt. 700 820 1180 1290 1460 1570 1690 1830 1970 2250
36 36.000 0.625 236.35 34.750 Std. 630 730 1310 1440 1630 1750 1880 2030 2190 2500
Ale. 780 910 1310 1440 1630 1750 1880 2030 2190 2500
36 36.000 0.688 259.71 34.624 Std. 690 800 1440 1580 1790 1930 2060 2240 2410 2750
Alt. 860 1000 1440 1580 1790 1930 2060 2240 2410 2750
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (U.S. Customary Units)
N () (3) “4) (5) (6) O (8) ©® o an a2y a3 (a4 435
Specified  Specified  Plain-end  Calculated
Qutside Wall Weight per  Inside Minimum Test Pressure (psi)®
Diameter  Thickness Unit Length Diameter?

D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade

Size (in.) (in.) (Ib/ft) (in.) A B X42 X46 X52 X56 X60 X65 X70 X80
36 36.000 0.750 282.62 34.500 Std. 750 880 1580 1730 1950 2100 2250 2440 2630 3000
Alt. 940 1090 1580 1730 1950 2100 2250 2440 2630 3000

36 36.000 0.812 305.44 34.376 Std. 810 950 1710 1870 2110 2270 2440 2640 2840 3000
Alt. 1020 1180 1710 1870 2110 2270 2440 2640 2840 3250

36 36.000 0.875 328.55 34.250 Std. 880 1020 1840 2010 2280 2450 2630 2840 3000 3000
Alt. 1090 1280 1840 2010 2280 2450 2630 2840 3060 3500

36 36.000 0.938 351.57 34.124 Std. 940 1090 1970 2160 2440 2630 2810 3000 3000 3000
Alt. 1170 1370 1970 2160 2440 2630 2810 3050 3280 3630

36 36.000 1.000 374.15 34.000 Std. 1000 1170 2100 2300 2600 2800 3000 3000 3000 3000
Alt. 1250 1460 2100 2300 2600 2800 3000 3250 3500 3630

36 36.000 1.062 396.64 33.876 Std. 1060 1240 2230 2440 2760 2970 3000 3000 3000 3000
Alt. 1330 1550 2230 2440 2760 2970 3190 3450 3630 3630

36 36.000 1.125 419.42 33.750 Std. 1130 1310 2360 2590 2930 3000 3000 3000 3000 3000
Alt. 1410 1640 2360 2590 2930 3150 3380 3630 3630 3630

36 36.000 1.188 442.10 33.624 Std. 1190 1390 2490 2730 3000 3000 3000 3000 3000 3000
Alt. 1490 1730 2490 2730 3090 3330 3560 3630 3630 3630

36 36.000 1.250 464.35 33.500 Std. 1250 1460 2630 2830 3000 3000 3000 3000 3000 3000
Al 1560 1820 2630 2830 3250 3500 3630 3630 3630 3630

38 38.000 0312 125.70 37.376 Std. 300 340 620 680 770 830 890 960 1030 1180
Alt. 370 430 620 680 770 830 890 960 1030 1180

38 38.000 0.344 138.47 37.312 Std. 330 380 680 750 850 910 980 1060 1140 1300
Alt. 410 480 680 750 850 910 980 1060 1140 1300

38 38.000 0.375 150.83 37.250 Std. 360 410 750 820 920 990 1070 1150 1240 1420
Alt. 440 520 750 820 920 990 1070 1150 1240 1420

38 38.000 0.406 163.16 37.188 Std. 380 450 810 830 1000 1080 1150 1250 1350 1540
Alt. 480 560 810 880 1000 1080 1150 1250 1350 1540

38 38.000 0.438 175.87 37.124 Std. 410 480 870 950 1080 1160 1240 1350 1450 1660
Alt. 520 610 870 950 1080 1160 1240 1350 1450 1660

38 38.000 0.469 188.17 37.062 Std. 440 520 930 1020 1160 1240 1330 1440 1560 1780
Al 560 650 930 1020 1160 1240 1330 1440 1560 1780

38 38.000 0.500 200.44 37.000 Std. 470 550 990 1090 1230 1330 1420 1540 1660 1890
Alt. 590 690 990 1090 1230 1330 1420 1540 1660 1890

38 38.000 0.562 224.92 36.876 Std. 530 620 1120 1220 1380 1490 1600 1730 1860 2130
Alt. 670 780 1120 1220 1380 1490 1600 1730 1860 2130

38 38.000 0.625 249.71 36.750 Std. 590 690 1240 1360 1540 1660 1780 1920 2070 2370
Alt. 740 860 1240 1360 1540 1660 1780 1920 2070 2370

38 38.000 0.688 274.42 36.624 Std. 650 760 1370 1500 1690 1830 1960 2120 2280 2610
Alt. 810 950 1370 1500 1690 1830 1960 2120 2280 2610

38 38.000 0.750 298.65 36.500 Std. 710 830 1490 1630 1850 1990 2130 2310 2490 2840
Alt. 890 1040 1490 1630 1850 1990 2130 2310 2490 2840

38 38.000 0.812 322.80 36.376 Std. 770 900 1620 1770 2000 2150 2310 2500 2690 3000
Alt. 960 1120 1620 1770 2000 2150 2310 2500 2690 3080

38 38.000 0.875 347.26 36.250 Std. 830 970 1740 1910 2160 2320 2490 2690 2900 3000
Alt. 1040 1210 1740 1910 2160 2320 2490 2690 2900 3320

38 38.000 0.938 371.63 36.124 Std. 890 1040 1870 2040 2310 2490 2670 2890 3000 3000
Alt. 1110 1300 1870 2040 2310 2490 2670 2890 3110 3550

38 38.000 1.000 395.53 36.000 Std. 950 1110 1990 2180 2460 2650 2840 3000 3000 3000
Alt. 1180 1380 1990 2180 2460 2650 2840 3080 3320 3630

38 38.000 1.062 419.35 35.876 Std. 1010 1170 2110 2310 2620 2820 3000 3000 3000 3000
Alt. 1260 1470 2110 2310 2620 2820 3020 3270 3520 3630
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (U.S. Customary Units)
(" 2 (3} 4) 5) (©] ©)] (®) 9 (o) abh 42y 43y (14 (15
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)®
Diameter  Thickness Unit Length Diameter®
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in.) (in) (Ib/ft) (in.) A B X42 X46 X52 X56 X60 X655 X770 X80
38 38.000 1.125 443.47 35.750 Std. 1070 1240 2240 2450 2770 2980 3000 3000 3000 3000
Alt. 1330 1550 2240 2450 2770 2980 3200 3460 3630 3630
38 38.000 1.188 467.50 35.624 Std. 1130 1310 2360 2590 2930 3000 3000 3000 3000 3000
Alt. 1410 1640 2360 2590 2930 3150 3380 3630 3630 3630
38 38.000 1.250 491.07 35.500 Std. 1180 1380 2490 2720 3000 3000 3000 3000 3000 3000
Alt. 1480 1730 2490 2720 3080 3320 3550 3630 3630 3630
40 40.000 0.312 132.37 39.376 Std. 280 330 590 650 730 790 840 910 980 1120
Alt. 350 410 590 650 730 790 840 910 980 1120
40 40.000 0.344 145.83 39312 Std. 310 360 650 710 800 870 930 1010 1080 1240
Alt. 390 450 650 710 800 870 930 1010 1080 1240
40 40.000 0.375 158.85 39.250 Std. 340 390 710 780 880 950 1010 1100 1180 1350
Alt. 420 490 710 780 880 950 1010 1100 1180 1350
40 40.000 0.406 171.84 39.188 Std. 370 430 770 840 950 1020 (100 190 1280 1460
Alt. 460 530 770 840 950 1020 1100 1190 1280 1460
40 40.000 0.438 185.24 39.124 Std. 390 460 830 910 1020 1100 1180 1280 1380 1580
Alt. 490 570 830 910 1020 1100 (180 1280 1380 1580
40 40.000 0.469 198.19 39.062 Std. 420 490 890 970 1100 1180 1270 1370 1480 1690
Alt. 530 620 890 970 1100 1180 1270 1370 1480 1690
40 40.000 0.500 211.13 39.000 Std. 450 530 950 1040 1170 1260 1350 1460 1580 1800
Alt. 560 660 950 1040 1170 1260 1350 1460 1580 1800
40 40.000 0.562 236.93 38.876 Std. 510 590 1060 1160 1320 1420 1520 1640 1770 2020
Alt. 630 740 1060 1160 1320 1420 1520 1640 1770 2020
40 40.000 0.625 263.07 38.750 Std. 560 660 1180 1290 1460 1580 1690 1830 1970 2250
Alt. 700 820 1180 1290 1460 1580 1690 1830 1970 2250
40 40.000 0.688 289.13 38.624 Std. 620 720 1300 1420 1610 1730 1860 2010 2170 2480
Alt. 770 900 1300 1420 1610 1730 1860 2010 2170 2480
40 40.000 0.750 314.69 38.500 Std. 680 790 1420 1550 1760 1890 2030 2190 2360 2700
Alt. 840 980 1420 1550 1760 1890 2030 2190 2360 2700
40 40.000 0.812 340.16 38.376 Std. 730 850 1530 1680 1900 2050 2190 2380 2560 2920
Alt. 910 1070 1530 1680 1900 2050 2190 2380 2560 2920
40 40.000 0.875 365.97 38.250 Std. 790 920 1650 1810 2050 2210 2360 2560 2760 3000
Alt. 980 1150 1650 1810 2050 2210 2360 2560 2760 3150
40 40.000 0.938 391.68 38.124 Std. 840 980 1770 1940 2190 2360 2530 2740 2950 3000
Alt. 1060 1230 1770 1940 2190 2360 2530 2740 2950 3380
40 40.000 1.000 416.91 38.000 Std. 900 1050 1890 2070 2340 2520 2700 2930 3000 3000
Alt. 1130 1310 1890 2070 2340 2520 2700 2930 3150 3600
40 40.000 1.062 442.05 37.876 Std. 960 1120 2010 2200 2490 2680 2870 3000 3000 3000
Alt. 1190 1390 2010 2200 2490 2680 2870 3110 3350 3630
40 40.000 1.125 467.52 37.750 Std. 1010 1180 2130 2330 2630 2840 3000 3000 3000 3000
Alt. 1270 1480 2130 2330 2630 2840 3040 3290 3540 3630
40 40.000 1.188 49290 37.624 Std. 1070 1250 2250 2460 2780 2990 3000 3000 3000 3000
Alt. 1340 1560 2250 2460 2780 2990 3210 3470 3630 3630
40 40.000 1.250 517.80 37.500 Std. 1130 1310 2360 2590 2930 3000 3000 3000 3000 3000
Alt. 1410 1640 2360 2590 2930 3150 3380 3630 3630 3630
42 42.000 0.344 153.18 41.312 Std. 290 340 620 680 770 830 880 960 1030 1180
Alt. 370 430 620 680 770 830 880 960 1030 1180
42 42.000 0.375 166.86 41.250 Std. 320 380 680 740 840 900 960 1040 1130 1290
Alt. 400 470 680 740 840 900 960 1040 1130 1290
42 42.000 0.406 180.52 41.188 Std. 350 410 730 800 900 970 1040 1130 1220 1390
Alt. 440 510 730 800 900 970 1040 1130 1220 1390
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6%/g through 80 (U.S. Customary Units)

(N @ €) 4 &) (6) Q) (8) © 1o dn a2 A4z (149 45
Specified  Specified  Plain-end  Calculated
Outside Walt Weight per Inside Minimum Test Pressure (psi)®
Diameter ~ Thickness Unit Length Diameter?

D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade

Size (in.) (in.) (Ib/ft) (in.) A B X42 X46 X52 X56 X60 X65 X70 X80
42 42.000 0.438 194.60 41.124 Std. 380 440 790 860 980 1050 1130 1220 1310 1500
Alt. 470 550 790 860 980 1050 1130 1220 1310 1500

42 42.000 0.469 208.22 41.062 Std. 400 470 840 920 1050 1130 1210 1310 1410 1610
Ale. 500 590 840 920 1050 1130 1210 1310 1410 1610

42 42.000 0.500 221.82 41.000 Std. 430 500 900 990 1110 1200 1290 1390 1500 1710
Alt. 540 630 900 990 1110 1200 1290 1390 1500 1710

42 42.000 0.562 248.95 40.876 Std. 480 560 1010 1110 1250 1350 1450 1570 1690 1930
Alt. 600 700 1010 1110 1250 1350 1450 1570 1690 1930

42 42.000 0.625 276.44 40.750 Std. 540 630 1130 1230 1390 1500 1610 1740 1880 2140
Alt. 670 780 1130 1230 1390 1500 1610 1740 1880 2140

42 42.000 0.688 303.84 40624 Std. 590 6950 1240 1360 1530 1650 1770 1920 2060 2360
Alt. 740 860 1240 1360 1530 1650 1770 1920 2060 2360

42 42.000 0.750 330.72 40.500 Std. 640 750 1350 1480 1670 1800 1930 2090 2250 2570
Alt. 800 940 1350 1480 1670 1800 1930 2090 2250 2570

42 42.000 0.812 357.52 40.376 Std. 700 810 1460 1600 1810 1950 2090 2260 2440 2780
Alt. 870 1020 1460 1600 1810 1950 2090 2260 2440 2780

42 42.000 0.875 384.67 40.250 Std. 750 880 1580 1730 1950 2100 2250 2440 2630 3000
Alt. 940 1090 1580 1730 1950 2100 2250 2440 2630 3000

42 42.000 0.938 411.74 40.124 Std. 800 940 1690 1850 2090 2250 2410 2610 2810 3000
Alt. 1010 1170 1690 1850 2090 2250 2410 2610 2810 3220

42 42.000 1.000 438.29 40.000 Std. 860 1000 1800 1970 2230 2400 2570 2790 3000 3000
Alt. 1070 1250 1800 1970 2230 2400 2570 2790 3000 3430

42 42.000 1.062 464.76 39.876 Std. 910 1060 1910 2090 2370 2550 2730 2960 3000 3000
Alt. 1140 1330 1910 2090 2370 2550 2730 2960 3190 3630

42 42.000 1.125 491.57 39.750 Sd. 960 1130 2030 2220 2510 2700 2890 3000 3000 3000
Alt. 1210 1410 2030 2220 2510 2700 2890 3130 3380 3630

42 42.000 1.188 518.30 39.624 Std. 1020 1190 2140 2340 2650 2850 3000 3000 3000 3000
Alt. 1270 1490 2140 2340 2650 2850 3050 3310 3560 3630

42 42.000 1.250 544.52 39.500 Std. 1070 1250 2250 2460 2790 3000 3000 3000 3000 3000

Alt. 1340 1560 2250 2460 2790 3000 3210 3480 3630 3630

44 44.000 0.344 160.54 43312 Std. 280 330 590 650 730 790 840 910 990 1130
Alt. 350 410 590 650 730 790 840 910 990 1130
44 44.000 0.375 174.88 43.250 Std. 310 360 640 710 800 860 920 1000 1070 1230
Alt. 380 450 640 710 800 860 920 1000 1070 1230
44 44.000 0.406 189.20 43.188 Std. 330 390 700 760 860 930 1000 1080 1160 1330
Alt. 420 480 700 760 860 930 1000 1080 1160 1330
44 44.000 0.438 203.97 43.124 Std. 360 420 750 820 930 1000 1080 1160 1250 1430
Alt. 450 520 750 820 930 1000 1080 1160 1250 1430
44 44.000 0.469 218.25 43.062 Std. 380 450 810 880 1000 1070 1150 1250 1340 1530
Alt. 480 560 810 880 1000 1070 1150 1250 1340 1530
44 44.000 0.500 232.51 43.000 Std. 410 480 860 940 1060 1150 1230 1330 1430 1640
Alt. 510 600 860 940 1060 1150 1230 1330 1430 1640
44 44.000 0.562 260.97 42.876 Std. 460 540 970 1060 1200 1290 1380 1490 1610 1840
Alt. 570 670 970 1060 1200 1290 1380 1490 1610 1840
44 44.000 0.625 289.80 42.750 Std. 510 600 1070 1180 1330 1430 1530 1660 1790 2050
Alt. 640 750 1070 1180 1330 1430 1530 1660 1790 2050
44 44.000 0.688 318.55 42.624 Std. 560 660 1180 1290 1460 1580 1690 1830 1970 2250
Alt. 700 820 1180 1290 1460 1580 1690 1830 1970 2250
44 44.000 0.750 346.76 42.500 Std. 610 720 1290 1410 1600 1720 1840 1990 2150 2450

Alt. 770 890 1290 1410 1600 1720 1840 1990 2150 2450
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for

Sizes 6°/g through 80 (U.S. Customary Units)

ey 2) 3) 4 5 ()] M (8) © a0 an a2y (13 a4 ({15
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)®
Diameter  Thickness Unit Length Diameter?
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in.) (in.) (Ib/ft) (in) A B X42 X46 X52 X56 X600 X65 X70 X80
44 44.000 0.812 374.88 42.376 Std. 660 780 1400 1530 1730 1860 1990 2160 2330 2660
Alt. 830 970 1400 1530 1730 1860 1990 2160 2330 2660
44 44.000 0.875 403.38 42.250 Std. 720 840 1500 1650 1860 2000 2150 2330 2510 2860
Alt. 890 1040 1500 1650 1860 2000 2150 2330 2510 2860
44 44.000 0.938 431.79 42.124 Std. 770 900 1610 1770 2000 2150 2300 2490 2690 3000
Alt. 960 1120 1610 1770 2000 2150 2300 2490 2690 3070
44 44.000 1.000 459.67 42.000 Std. 820 950 1720 1880 2130 2290 2450 2660 2860 3000
Alt. 1020 1190 1720 1880 2130 2290 2450 2660 2860 3270
44 44.000 1.062 487.47 41.876 Std. 870 1010 1820 2000 2260 2430 2610 2820 3000 3000
Alt. 1090 1270 1820 2000 2260 2430 2610 2820 3040 3480
44 44.000 1.125 515.63 41.750 Std. 920 1070 1930 2120 2390 2580 2760 2990 3000 3000
Alt. 1150 1340 1930 2120 2390 2580 2760 2990 3220 3630
44 44.000 1.188 543.70 41.624 Std. 970 1130 2040 2240 2530 2720 2920 3000 3000 3000
Alt. 1220 1420 2040 2240 2530 2720 2920 3160 3400 3630
44 44.000 1.250 571.25 41.500 Std. 1020 1190 2150 2350 2660 2860 3000 3000 3000 3000
Alt. 1280 1490 2150 2350 2660 2860 3070 3320 3580 3630
46 46.000 0.344 167.89 45.312 Std. 270 310 570 620 700 750 810 870 940 1080
Alt. 340 390 570 620 700 750 810 870 940 1080
46 46.000 0.375 182.90 45.250 Std. 290 340 620 680 760 820 880 950 1030 1170
Alt. 370 430 620 680 760 820 880 950 1030 1170
46 46.000 0.406 197.88 45.188 Std. 320 370 670 730 830 890 950 1030 1110 1270
Alt. 400 460 670 730 830 890 950 1030 1110 1270
46 46.000 0.438 213.33 45.124 Std. 340 400 720 790 890 960 1030 1110 1200 1370
Alt. 430 500 720 790 890 960 1030 1110 1200 1370
46 46.000 0.469 228.27 45.062 Std. 370 430 770 840 950 1030 1100 1190 1280 1470
Alt. 460 540 770 840 950 1030 1100 1190 1280 1470
46 46.000 0.500 243.20 45.000 Std. 390 460 820 900 1020 1100 1170 1270 1370 1570
Alt. 490 570 820 900 1020 1100 1170 1270 1370 1570
46 46.000 0.562 272.98 44.376 Std. 440 510 920 1010 1140 1230 1320 1430 (540 1760
Alt. 550 640 920 1010 1140 1230 1320 1430 1540 1760
46 46.000 0.625 303.16 44.750 Std. 490 570 1030 1130 1270 1370 1470 1590 1710 1960
Alt. 610 710 1030 1130 1270 1370 1470 1590 1710 1960
46 46.000 0.688 333.26 44.624 Std. 540 630 1130 1240 1400 1510 1620 1750 {880 2150
Alt. 670 790 1130 1240 1400 1510 1620 1750 1880 2150
46 46.000 0.750 362.79 44.500 Std. 590 680 1230 1350 1530 1640 1760 1910 2050 2350
Alt. 730 860 1230 1350 1530 1640 1760 1910 2050 2350
46 46.000 0.812 392.24 44.376 Std. 640 740 1330 1460 1650 1780 1910 2070 2220 2540
Alt. 790 930 1330 1460 1650 1780 1910 2070 2220 2540
46 46.000 0.875 422.09 44.250 Std. 680 800 1440 1580 1780 1920 2050 2230 2400 2740
Alt. 860 1000 1440 1580 1780 1920 2050 2230 2400 2740
46 46.000 0.938 451.85 44.124 Std. 730 860 1540 1690 1910 20060 2200 2390 2570 2940
Alt. 920 1070 1540 1690 1910 2060 2200 2390 2570 2940
46 46.000 1.000 481.05 44.000 Std. 780 910 1640 1800 2030 2190 2350 2540 2740 3000
Alt. 980 1140 1640 1800 2030 2190 2350 2540 2740 3130
46 46.000 1.062 510.17 43.876 Std. 830 970 1750 1910 2160 2330 2490 2700 2910 3000
Alt. 1040 1210 1750 1910 2160 2330 2490 2700 2910 3320
46 46.000 1.125 539.68 43.750 Std. 880 1030 1850 2030 2290 2470 2640 2860 3000 3000
Alt. 1100 1280 1850 2030 2290 2470 2640 2860 3080 3520
46 46.000 1.188 569.10 43.624 Std. 930 1080 1950 2140 2420 2600 2790 3000 3000 3000
Alt. 1160 1360 1950 2140 2420 2600 2790 3020 3250 3630
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (U.S. Customary Units)
(1) @) (3) 4 5y (6) @ ¥ ©®  qo gy a2z a3y Jd4 45
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)®
Diameter  Thickness Unit Length Diameter?
D 1 Whe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in.) (in.) (1b/ft) (in.) A B X42 X46 X52 X56 X60 X65 X70 X80
46 46.000 1.250 597.97 43.500 Std. 980 1140 2050 2250 2540 2740 2930 3000 3000 3000
Alt. 1220 1430 2050 2250 2540 2740 2930 3180 3420 3630
48 48.000 0.344 175.25 47.312 Std. 260 300 540 590 670 720 770 840 900 1030
Alt. 3200 380 540 590 670 720 770 840 900 1030
48 48.000 0.375 190.92 47.250 Std. 280 330 590 650 730 790 840 910 980 1130
Alt. 350 410 590 650 730 790 840 910 980 1130
48 48.000 0.406 206.56 47.188 Std. 300 360 640 700 790 850 910 990 1070 1220
Alt. 380 440 640 700 790 850 910 990 1070 1220
48 48.000 0.438 22270 47.124 Std. 330 380 690 760 850 920 990 1070 1150 1310
Alt. 410 480 690 760 850 920 990 1070 1150 1310
48 48.000 0.469 238.30 47.062 Std. 350 410 740 810 910 980 1060 1140 1230 1410
Alt. 440 510 740 810 910 980 1060 1140 1230 1410
48 48.000 0.500 253.89 47.000 Std. 380 440 790 860 980 1050 1130 1220 1310 1500
Alt. 470 550 790 860 980 1050 1130 1220 1310 1500
48 48.000 0.562 285.00 46.876 Std. 420 490 890 970 1100 1180 1260 1370 1480 1690
Alt. 530 610 890 970 (100 1180 1260 1370 1480 1690
48 48.000 0.625 316.52 46.750 Std. 470 550 980 1080 1220 1310 1410 1520 1640 1880
Alt, 590 680 980 1080 1220 1310 1410 1520 1640 1880
48 48.000 0.688 34797 46.624 Std. 520 600 1080 1190 1340 1440 1550 1680 1810 2060
Alt. 650 750 1080 1190 1340 1440 1550 1680 1810 2060
48 48.000 0.750 378.83 46.500 Std. 560 660 1180 1290 1460 1580 1690 1830 1970 2250
Alt. 700 820 1180 1290 1460 1580 1690 1830 1970 2250
48 48.000 0812 409.61 46.376 Std. 610 710 1280 1400 1580 1710 1830 1980 2130 2440
Alt. 760 890 1280 1400 1580 1710 1830 1980 2130 2440
48 48.000 0.875 440.80 46.250 Std. 660 770 1380 1510 1710 1840 1970 2130 2300 2630
Alt. 820 960 1380 1510 1710 1840 1970 2130 2300 2630
48 48.000 0.938 471.90 46.124 Std. 700 820 1480 1620 1830 1970 2110 2290 2460 2810
Alt. 880 1030 1480 1620 1830 1970 2110 2290 2460 2810
48 48.000 1.000 502.43 46.000 Std. 750 880 1580 1730 1950 2100 2250 2440 2630 3000
Alt. 940 1090 1580 1730 1950 2100 2250 2440 2630 3000
48 48.000 1.062 532.88 45.876 Std. 800 930 1670 1830 2070 2230 2390 2590 2790 3000
Alt. 1000 1160 1670 1830 2070 2230 2390 2590 2790 3190
48 48.000 1.125 563.73 45.750 Std. 840 980 1770 1940 2190 2360 2530 2740 2950 3000
Alt. 1050 1230 1770 1940 2190 2360 2530 2740 2950 3380
48 48.000 1.188 594.50 45.624 Std. 890 1040 1870 2050 2320 2490 2670 2900 3000 3000
Alt. 1110 1300 1870 2050 2320 2490 2670 2900 3120 3560
48 48.000 1.250 624.70 45.500 Std. 940 1090 1970 2160 2440 2630 2810 3000 3000 3000
Alt. 1170 1370 1970 2160 2440 2630 2810 3050 3280 3630
52 52.000 0.375 206.95 51.250 Std. 260 300 550 600 680 730 780 840 910 1040
Alt. 320 380 550 600 680 730 780 840 910 1040
52 52.000 0.406 223.93 51.188 Std. 280 330 590 650 730 790 840 910 980 1120
Alt. 350 410 590 650 730 790 840 910 980 1120
52 52.000 0.438 241.42 51.124 Std. 300 350 640 700 790 850 910 990 1060 1210
Alt. 380 440 640 700 790 850 910 990 1060 1210
52 52.000 0.469 258.36 51.062 Std. 320 380 680 750 840 910 970 1060 1140 1300
Alt. 410 470 680 750 840 910 970 1060 1140 1300
52 52.000 0500 275.27 51.000 Std. 350 400 730 800 900 970 1040 1130 1210 1380
Alt. 430 500 730 800 900 970 1040 1130 1210 1380
52 52.000 0.562 309.03 50.876 Std. 390 450 820 890 1010 1090 1170 1260 1360 1560
Alt. 490 570 820 890 1010 1090 1170 1260 1360 1560
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for

Sizes 65/g through 80 (U.S. Customary Units)

(H 2 3 C)) 5) o O ®& O wo ay (12 A3y g4 145
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)b
Diameter  Thickness Unit Length Diameter®
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in.) (in.) (Ib/tt) (in)) A B X42 X446 X52 X56 X600 X65 X70 X80
52 52.000 0.625 343.25 50.750 Std. 430 500 910 1000 (130 1210 1300 1410 (510 1730
Alt. 540 630 910 1000 1130 1210 1300 1410 1510 1730
52 52.000 0.688 377.39 50.624 Std. 480 560 1000 1100 1240 1330 1430 1550 1670 1910
Alt. 600 690 1000 1100 1240 1330 1430 1550 1670 1910
52 52.000 0.750 410.90 50.500 Std. 520 610 1090 1190 1350 1450 1560 1690 1820 2080
Alt. 650 760 1090 1190 1350 1450 1560 1690 1820 2080
52 52.000 0.812 444.33 50.376 Std. 560 660 1180 1290 1460 1570 1690 1830 1970 2250
Alt. 700 820 1180 1290 1460 1570 1690 1830 1970 2250
52 52.000 0.875 478.21 50.250 Std. 610 710 1270 1390 1580 1700 1820 1970 2120 2420
Alt. 760 880 1270 1390 1580 1700 1820 1970 2120 2420
52 52.000 0.938 512.0t 50.124 Std. 650 760 1360 1490 1690 1820 1950 2110 2270 2600
Alt. 810 950 1360 1490 1690 1820 1950 2110 2270 2600
52 52.000 1.000 545.19 50.000 Std. 690 810 1450 1590 1800 1940 2080 2250 2420 2770
Alt. 870 1010 1450 1590 1800 1940 2080 2250 2420 2770
52 52.000 1.062 578.29 49.876 Std. 740 860 1540 1690 1910 2060 2210 2390 2570 2940
Alt. 920 1070 1540 1690 1910 2060 2210 2390 2570 2940
52 52.000 1.125 611.84 49.750 Std. 780 910 1640 1790 2030 2180 2340 2530 2730 3000
Alt. 970 1140 1640 1790 2030 2180 2340 2530 2730 3120
52 52.000 1.188 645.30 49.624 Std. 820 960 1730 1890 2140 2300 2470 2670 2880 3000
Alt. (030 1200 1730 1890 2140 2300 2470 2670 2880 3290
52 52.000 1.250 678.15 49.500 Std. 870 1010 1820 1990 2250 2420 2600 2810 3000 3000
Alt. 1080 1260 1820 1990 2250 2420 2600 2810 3030 3460
56 56.000 0.375 222.99 55.250 Std. 240 280 510 550 630 680 720 780 840 960
Alt. 300 350 510 550 630 680 720 780 840 960
56 56.000 0.406 241.29 55.188 Std. 260 300 550 600 680 730 780 850 910 1040
Alt. 330 380 550 600 680 730 780 850 910 1040
56 56.000 0.438 260.15 55.124 Std. 280 330 590 650 730 790 840 920 990 1130
Alt. 350 410 590 650 730 790 840 920 990 1130
56 56.000 0.469 278.41 55.062 Std. 300 350 630 690 780 840 900 980 1060 1210
Alt. 380 440 630 690 780 840 900 980 1060 1210
56 56.000 0.500 296.65 55.000 Std. 320 380 680 740 840 900 960 1040 1130 1290
Alt. 400 470 680 740 840 900 960 1040 1130 1290
56 56.000 0.562 333.06 54.876 Std. 360 420 760 830 940 1010 1080 1170 1260 1450
Alt. 450 530 760 830 940 1010 1080 1170 1260 1450
56 56.000 0.625 369.97 54.750 Std. 400 470 840 920 1040 1130 1210 1310 1410 1610
Alt. 500 590 840 920 1040 1130 1210 1310 1410 1610
56 56.000 0.688 406.80 54.624 Std. 440 520 930 1020 1150 1240 1330 1440 1550 1770
Alt. 550 650 930 1020 1150 1240 1330 1440 1550 1770
56 56.000 0.750 442.97 54.500 Std. 480 560 1010 1110 1250 1350 1450 1570 1690 1930
Alt. 600 700 1010 1110 1250 1350 1450 1570 1690 1930
56 56.000 0.812 479.05 54.376 Std. 520 610 1100 1200 1360 1460 1570 1700 1830 2090
Alt. 650 760 1100 1200 1360 1460 (570 1700 1830 2090
56 56.000 0.875 515.63 54.250 Std. 560 660 1180 1290 1460 1580 1690 1830 1970 2250
Alt. 700 820 1180 1290 1460 1580 1690 1830 1970 2250
56 56.000 0.938 552.12 54.124 Std. 600 700 1270 1390 1570 1690 1810 1960 2110 2410
Alt. 750 880 1270 1390 1570 1690 1810 1960 2110 2410
56 56.000 1.000 587.95 54.000 Std. 640 750 1350 1480 1670 1800 1930 2090 2250 2570
Alt. 800 940 1350 1480 1670 1800 1930 2090 2250 2570
56 56.000 1.062 623.70 53.876 Std. 630 800 1430 1570 1780 1910 2050 2220 2390 2730
Alt. 850 1000 1430 1570 1780 1910 2050 2220 2390 2730
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for

Sizes 6°/g through 80 (U.S. Customary Units)

(D @ ©)] “4) (&) ® O & O Jqo Janp 12y J43) (14 (15
Specitied  Specitied  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)b
Diameter  Thickness Unit Length Diameter?

D ! We d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade

Size (in.) (in.) (Ib/ft) (in.) A B X42 X46 X52 X56 X60 X65 X70 X80
56 56.000 1.125 659.94 53.750 Std. 720 840 1520 1660 1880 2030 2170 2350 2530 2890
Alt. 900 1050 1520 1660 1880 2030 2170 2350 2530 2890

56 56.000 1.188 696.10 53.624 Std. 760 890 1600 1760 1990 2140 2290 2480 2670 3000
Alt. 950 1110 1600 1760 1990 2140 2290 2480 2670 3050

56 56.000 1.250 731.60 53.500 Std. 800 940 1690 1850 2090 2250 2410 2610 2810 3000
Alt. 1000 1170 1690 1850 2090 2250 2410 2610 2810 3210

60 60.000 0.375 239.02 59.250 Std. 230 260 470 520 590 630 680 730 790 900
Alt. 280 330 470 520 590 630 680 730 790 900

60 60.000 0.406 258.65 59.188 Std. 240 280 SI0 560 630 680 730 790 850 970
Alt. 300 360 510 560 630 680 730 790 850 970

60 60.000 0.438 278.88 59.124 Std. 260 310 550 600 680 740 790 850 920 1050
Alt. 330 380 550 600 680 740 790 850 920 1050

60 60.000 0.469 298.47 59.062 Std. 280 330 590 650 730 790 840 910 980 1130
Alt. 350 410 590 650 730 790 840 910 980 1130

60 60.000 0.500 318.03 59.000 Std. 300 350 630 690 780 840 900 980 1050 1200
Alt. 380 440 630 690 780 840 900 980 1050 1200

60 60.000 0.562 357.09 58.876 Std. 340 390 710 780 880 940 1010 1100 1180 1350
Alt. 420 490 710 780 880 940 1010 1100 1180 1350

60 60.000 0.625 396.70 58.750 Std. 380 440 790 860 980 1050 1130 1220 1310 1500
Alt. 470 550 790 860 980 1050 1130 1220 1310 1500

60 60.000 0.688 436.22 58.624 Std. 410 480 870 950 1070 1160 1240 1340 1440 1650
Alt. 520 600 870 950 1070 1160 1240 1340 1440 1650

60 60.000 0.750 475.04 58.500 Std. 450 530 950 1040 1170 1260 1350 1460 1580 1800
Alt. 560 660 950 1040 1170 1260 1350 1460 1580 1800

60 60.000 0.812 513.77 58.376 Std. 490 570 1020 1120 1270 1360 1460 1580 1710 1950
Alt. 610 710 1020 1120 1270 1360 1460 1580 1710 1950

60 60.000 0.875 553.04 58.250 Std. 530 610 1100 1210 1370 1470 1580 1710 1840 2100
Alt. 660 770 1100 1210 1370 1470 1580 1710 1840 2100

60 60.000 0.938 592.23 58.124 Std. 560 660 1180 1290 1460 1580 1690 1830 1970 2250
Alt. 700 820 1180 1290 1460 1580 1690 1830 1970 2250

60 60.000 1.000 630.71 58.000 Std. 600 700 1260 1380 1560 1680 1800 1950 2100 2400
Alt. 750 880 1260 1380 1560 1680 1800 1950 2100 2400

60 60.000 1.062 669.11 57.876 Std. 640 740 1340 1470 1660 1780 1910 2070 2230 2550
Alt. 800 930 1340 1470 1660 1780 1910 2070 2230 2550

60 60.000 1.125 708.05 57.750 Std. 680 790 1420 1550 1760 1890 2030 2190 2360 2700
Alt. 840 980 1420 1550 1760 1890 2030 2190 2360 2700

60 60.000 1.188 746.90 57.624 Std. 710 830 1500 1640 1850 2000 2140 2320 2490 2850
Alt. 890 1040 1500 1640 1850 2000 2140 2320 2490 2850

60 60.000 1.250 785.05 57.500 Std. 750 880 1580 1730 1950 2100 2250 2440 2630 3000
Alt. 940 1090 1580 1730 1950 2100 2250 2440 2630 3000

64.000 0.375 255.06 63.250 Std. 210 250 440 490 550 590 630 690 740 840

Alt. 260 310 440 490 550 590 630 690 740 840

64.000 0.406 276.01 63.188 Std. 230 270 480 530 590 640 690 740 800 910

Alt. 290 330 480 530 590 640 690 740 800 910

64 64.000 0.438 297.61 63.124 Std. 250 290 520 570 640 690 740 800 860 990
Alt. 310 360 520 570 640 690 740 800 860 990

64 64.000 0.469 318.52 63.062 Std. 260 310 550 610 690 740 790 860 920 1060
Alt. 330 380 550 610 690 740 790 860 920 1060

64 64.000 0.500 33941 63.000 Std. 280 330 590 650 730 790 840 910 980 1130
Alt. 350 410 590 650 730 790 840 910 980 1130
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (U.S. Customary Units)

(1) 2) (3) 4) (5) (©) 7 (8 © o an a2y (13 14 135
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)®
Diameter  Thickness Unit Length Diameter®
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in.) (in.) (Ib/ft) (in.) A B X42 X46 X52 X56 X60 X65 X70 X80
64 64.000 0.562 381.12 62.876 Std. 320 370 660 730 820 890 950 1030 1110 1260
Alt. 400 460 660 730 820 890 950 1030 1110 1260
64 64.000 0.625 42342 62.750 Std. 350 410 740 810 910 980 1050 1140 1230 1410
Alt. 440 510 740 810 910 980 1050 1140 1230 1410
64 64.000 0.688 465.64 62.624 Std. 390 450 810 890 1010 1080 1160 1260 1350 1550
Alt. 480 560 810 890 1010 1080 1160 1260 1350 1550
64 64.000 0.750 507.11 62.500 Std. 420 490 890 970 1100 1180 1270 1370 1480 1690
Alt. 530 620 890 970 100 1180 1270 1370 1480 1690
64 64.000 0.812 548.49 62.376 Std. 460 530 960 1050 1190 1280 1370 1480 1600 1830
Alt. 570 670 960 1050 1190 1280 1370 1480 1600 1830
64 64.000 0.875 590.46 62.250 Std. 490 570 1030 1130 1280 1380 1480 1600 1720 1970
Alt. 620 720 1030 1130 1280 1380 1480 1600 1720 1970
64 64.000 0.938 632.34 62.124 Std. 530 620 1110 1210 1370 1480 1580 (710 1850 2110
Alt. 660 770 1110 1210 1370 1480 1580 1710 1850 2110
64 64.000 1.000 67347 62.000 Std. 560 660 1180 1290 1460 1580 1690 1830 1970 2250
Alt. 700 820 1180 1290 1460 1580 1690 1830 1970 2250
64 64.000 1.062 71452 61.876 Std. 600 700 1250 1370 1550 1670 1790 1940 2090 2390
Alt. 750 870 1250 1370 1550 1670 1790 1940 2090 2390
64 64.000 1.125 756.15 61.750 Std. 630 740 1330 1460 1650 1770 1900 2060 2210 2530
Alt. 790 920 1330 1460 1650 1770 1900 2060 2210 2530
64 64.000 1.188 797.69 61.624 Std. 670 780 1400 1540 1740 1870 2000 2170 2340 2670
Alt. 840 970 1400 1540 1740 1870 2000 2170 2340 2670
64.000 1.250 838.50 61.500 Std. 700 820 1480 1620 1830 1970 2110 2290 2460 2810

Alt. 830 1030 1480 1620 1830 1970 2110 2290 2460 2810

68 68.000 0.469 33857 67.062 Std. 250 290 520 570 650 700 740 810 870 990
Alt. 310 360 520 570 650 700 740 810 870 990
68 68.000 0.500 360.79 67.000 Std. 260 310 560 610 690 740 790 860 930 1060
Alt. 330 390 560 610 690 740 790 860 930 1060
68 68.000 0.562 405.15 66.876 Std. 300 350 620 680 770 830 890 970 1040 1190
Alt. 370 430 620 680 770 830 890 970 1040 1190
68 68.000 0.625 450.15 66.750 Std. 330 390 690 760 860 930 990 1080 1160 1320
Alt. 410 480 690 760 860 930 990 1080 1160 1320
68 68.000 0.688 495.06 66.624 Std. 360 420 760 840 950 1020 1090 1180 1270 1460
Alt. 460 530 760 840 950 1020 1090 1180 1270 1460
68 68.000 0.750 539.18 66.500 Std. 400 460 830 910 1030 1110 1190 1290 1390 1590
Alt. 500 580 830 910 1030 1110 1190 1290 1390 1590
68 68.000 0.812 583.21 66.376 Std. 430 500 900 990 1120 1200 1290 1400 1500 1720
Alt. 540 630 900 990 1120 1200 1290 1400 1500 1720
68 68.000 0.875 627.87 66.250 Std. 460 540 970 1070 1200 1300 1390 I510 1620 1850
Alt. 580 680 970 1070 1200 1300 1390 1510 1620 1850
68 68.000 0.938 672.45 66.124 Std. 500 580 1040 1140 1290 1390 1490 1610 1740 1990
Alt. 620 720 1040 1140 1290 1390 1490 1610 1740 1990
68 68.000 1.000 716.23 66.000 Std. 530 620 {110 1220 1380 1480 1590 1720 1850 2120
Alt. 660 770 1110 1220 1380 1480 1590 1720 1850 2120
68 68.000 1.062 75993 65.876 Std. 560 660 1180 1290 1460 1570 1690 1830 1970 2250
Alt. 700 820 1180 1290 1460 1570 1690 1830 1970 2250
68 68.000 1.125 804.26 65.750 Std. 600 690 1250 1370 1550 1670 1790 1940 2080 2380
Alt. 740 870 1250 1370 1550 1670 1790 1940 2080 2380
68 68.000 1.188 848.49 65.624 Std. 630 730 1320 1450 1640 1760 1890 2040 2200 2520

Alt. 790 920 1320 1450 1640 1760 1890 2040 2200 2520
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for

Sizes 6°/g through 80 (U.S. Customary Units)

(1) )] (3 4) 5) 6 G ©» G an Jd (13 (4 Js)
Specified  Specified  Plain-end Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)®
Diameter  Thickness Unit Length Diameter?
D { Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in.) (in.) (Ib/ft) (in.) A B X42  X46 X52 X56 X60 X65 X70 X80
68 68.000 1.250 891.95 65.500 Std. 660 770 1390 1520 1720 1850 1990 2150 2320 2650
Alt. 830 970 1390 1520 1720 1850 1990 2150 2320 2650
72 72.000 0.500 382.17 71.000 Std. 250 290 530 580 650 700 750 810 880 1000
Alt. 310 360 530 580 650 700 750 810 880 1000
72 72.000 0.562 429.18 70.876 Std. 280 330 590 650 730 790 840 910 980 1120
Alt. 350 410 590 650 730 790 840 910 980 1120
72 72.000 0.625 476.87 70.750 Std. 310 360 660 720 810 880 940 1020 1090 1250
Alt. 390 460 660 720 810 880 940 1020 1090 1250
72 72.000 0.688 524.48 70.624 Std. 340 400 720 790 890 960 1030 1120 1200 1380
Alt. 430 500 720 790 890 960 1030 1120 1200 1380
72 72.000 0.750 571.25 70.500 Std. 380 440 790 860 980 1050 1130 1220 1310 1500
Alt. 470 550 790 860 980 1050 1130 1220 1310 1500
72 72.000 0.812 617.93 70.376 Std. 410 470 850 930 1060 1140 1220 1320 1420 1620
Alt. 510 590 850 930 1060 1140 1220 1320 1420 1620
72 72.000 0.875 665.29 70.250 Std. 440 510 9200 1010 1140 1230 1310 1420 1530 1750
Alt. 550 640 920 1010 1140 1230 1310 1420 1530 1750
72 72.000 0.938 712.55 70.124 Std. 470 550 980 1080 1220 1310 1410 1520 1640 1880
Alt, 590 680 980 1080 1220 1310 1410 1520 1640 1880
72 72.000 1.000 758.99 70.000 Std. 500 580 1050 1150 1300 1400 1500 1630 1750 2000
Alt. 630 730 1050 1150 1300 1400 1500 1630 1750 2000
72 72.000 1.062 805.34 69.876 Std. 530 620 1120 1220 1380 1490 1590 1730 1860 2120
Alt. 660 770 1120 1220 1380 1490 1590 1730 1860 2120
72 72.000 1.125 852.36 69.750 Std. 560 660 1180 1290 1460 1580 1690 1830 1970 2250
Alt. 700 820 1180 1290 1460 1580 1690 1830 1970 2250
72 72.000 1.188 899.29 69.624 Std. 590 690 1250 1370 1540 1660 1780 1930 2080 2380
Alt. 740 870 1250 1370 1540 1660 1780 1930 2080 2380
72 72.000 1.250 945.40 69.500 Std. 630 730 1310 1440 1630 1750 1880 2030 2190 2500
Alt. 780 910 1310 1440 1630 1750 1880 2030 2190 2500
76 76.000 0.500 403.55 75.000 Std. 240 280 500 540 620 660 710 770 830 950
Alt. 300 350 500 540 620 660 710 770 830 950
76 76.000 0.562 453.21 74.876 Std. 270 310 560 610 690 750 800 870 930 1060
Alt. 330 390 560 610 690 750 800 870 930 1060
76 76.000 0.625 503.60 74.750 Std. 300 350 620 680 770 830 890 960 1040 1180
Alt. 370 430 620 680 770 830 890 960 1040 1180
76 76.000 0.688 553.90 74.624 Std. 330 380 680 750 850 910 980 1060 1140 1300
Alt. 410 480 680 750 850 910 980 1060 1140 1300
76 76.000 0.750 603.32 74.500 Std. 360 410 750 820 920 990 1070 1150 1240 1420
Alt. 440 520 750 820 920 990 1070 1150 1240 1420
76 76.000 0.812 652.65 74.376 Std. 380 450 810 880 1000 1080 1150 1250 1350 1540
Alt. 480 560 810 880 1000 1080 1150 1250 1350 1540
76 76.000 0.875 702.70 74.250 Std. 410 480 870 950 1080 1160 1240 1350 1450 1660
Alt. 520 600 870 950 1080 1160 1240 1350 1450 1660
76 76.000 0.938 752.66 74.124 Std. 440 520 930 1020 1160 1240 1330 1440 1560 1780
Alt. 560 650 930 1020 1160 1240 1330 1440 1560 1780
76 76.000 1.000 801.75 74.000 Std. 470 550 990 1090 1230 1330 1420 1540 1660 1890
Alt. 590 690 990 1090 1230 1330 1420 1540 1660 1890
76 76.000 1.062 850.75 73.876 Sud. 500 590 1060 1160 1310 1410 1510 1630 1760 2010
Alt. 630 730 1060 1160 1310 1410 1510 1630 1760 2010
76 76.000 1.125 900.47 73.750 Std. 530 620 1120 1230 1390 1490 1600 1730 1870 2130
Alt. 670 780 1120 1230 1390 1490 1600 1730 1870 2130
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Table 6C (Continued)—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 65/g through 80 (U.S. Customary Units)

(1) 2 3 (C)] (&) @ O @& © o an 3d2 43 (14 {15
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure (psi)®
Diameter  Thickness Unit Length Diameter®
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (in) (in.) (Ib/ft) (in.) A B X42 X46 XS52  X56 X60 X65 X70 X80
76 76.000 1.188 950.09 73.624 Std. 560 660 1180 1290 1460 1580 1690 830 1970 2250
Alt. 700 820 1180 1290 1460 1580 16950 1830 1970 2250
76 76.000 1.250 998.85 73.500 Std. 590 690 1240 1360 1540 1660 1780 1920 2070 2370

Alt. 740 860 1240 1360 1540 1660 1780 1920 2070 2370

80 80.000 0.562 477.25 78.876 Std. 250 300 530 580 660 710 760 820 890 1010
Alt. 3200 370 530 580 660 710 760 820 890 1010
80 80.000 0.625 530.32 78.750 Std. 280 330 590 650 730 790 840 910 980 1130
Alt. 350 410 390 650 730 790 840 910 980 1130
80 80.000 0.688 583.32 78.624 Std. 310 360 650 710 800 870 930 1010 1080 1240
Alt. 390 450 650 710 800 870 930 1010 1080 1240
80 80.000 0.750 635.39 78.500 Std. 340 390 710 780 880 950 1010 1100 1180 1350
Alt. 420 490 710 780 880 950 1010 1100 1180 1350
80 80.000 0.812 687.37 78.376 Std. 370 430 770 840 950 1020 1100 1190 1280 1460
Alt. 460 530 770 840 950 1020 1100 1190 1280 1460
80 80.000 0.875 740.12 78.250 Std. 390 460 830 910 1020 1100 1180 1280 1380 1580
Al 490 570 830 910 1020 1100 1180 1280 1380 1580
80 80.000 0.938 79277 78.124 Std. 420 490 890 970 1100 1180 1270 1370 1480 1690
Alt. 530 620 890 970 1100 1180 1270 1370 1480 1690
80 80.000 1.000 84451 78.000 Std. 450 530 950 1040 1170 1260 1350 1460 1580 1800
Alt. 560 660 950 1040 1170 1260 1350 1460 1580 1800
80 80.000 1.062 896.17 77.876 Std. 480 560 1000 1100 1240 1340 1430 1550 1670 1910
Alt. 600 700 1000 1100 1240 1340 1430 1550 1670 1910
80 80.000 1.125 94857 77.750 Std. 510 590 1060 1160 1320 1420 1520 1650 1770 2030
Alt. 630 740 1060 1160 1320 1420 1520 1650 1770 2030
80 80.000 1.188 1000.89 77.624 Std. 530 620 1120 1230 1390 1500 1600 1740 1870 2140
Alt. 670 780 1120 1230 1390 1500 1600 1740 1870 2140
80 80.000 1.250 1052.30 77.500 Std. 560 660 1180 1290 1460 1580 1690 1830 1970 2250

Alt. 700 820 1180 1290 1460 1580 1690 1830 1970 2250

Note: See Table E-6C for SI unit values corresponding to the U.S. Customary unit values given in this table.

aThe calculated inside diameters are given here for information (see 7.2).

YThe test pressures given in Tables 6A, 6B, and 6C apply to Grades A25, A, B, X42, X46, X52, X56, X60, X65, X70, and X80 only. See 9.4.3 for pressures appli-
cable to other grades.

CPipe that has this combination of specified outside diameter and specified wall thickness is special plain-end pipe; other combinations given in this table are reg-
ular plain-end pipe. Pipe that has a combination of specified outside diameter and specified wall thickness that is intermediate to the tabulated values is considered
to be special plain-end pipe if the next lower tabulated value is for special plain-end pipe; other intermediate combinations are considered to be regular plain-end
pipe. (See Table 10 for the applicable weight tolerances.)
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Table 7—Tolerances for Diameter of Pipe Body

Tolerance® (with respect to specified outside

Size diameter)
<234 +0.016 in.,— 0.031] in. (+ 0.41 mm, - 0.8 mm)
= 23/5 and = 4!/,, continuous welded +1.00%
= 23/g and < 20 +0.75%
= 20, seamless + 1.00%
220 and = 36, welded +0.75%,-0.25%
> 36, welded + /gin., ~ g in. (+ 6.4 mm, - 3.2 mm)

In the case of pipe hydrostatically tested to pressures in excess of standard test pressures,
other tolerances may be agreed upon between the manufacturer and the purchaser.

Table 8—Tolerance for Diameter at Pipe Ends

Out-of-Roundness

Maximum Differential
Between Minimum and
Maximum Diameters

End-to-End Diameter, Axis Tolerance (Applies only to Pipe
Size Minus Tolerance Plus Tolerance Tolerance (Percent of Specified OD)? with D/t < 75)
= 103, 164 (0.4 mm) 1716 (1.6 mm) — — —
> 103/, and = 20 1735 (0.8 mm) 3/3, (2.4 mm) — — —
>20 and = 42 1/35 (0.8 mm) 3/39 (2.4 mm) b +1% <0.500 in. (12.7 mm)
>42 1/35 (0.8 mm) 3/35 (2.4 mm) b + 1% =<0.625 in. (15.9 mm)

a0ut-of-roundness tolerances apply to maximum and minimum diameters as measured with a bar gage, caliper, or device measuring actual max-

imum and minimum diameters.
YThe average diameter (as measured with a diameter tape) of one end of pipe shall not differ by more than /3, in. (2.4 mm) from that of the other

end.

Table 9—Tolerances for Wall Thickness

Tolerance? (Percent of Specified Wall Thickness)

Size Type of Pipe Grade B or Lower Grade X42 or Higher
=27l All +20.0,—- 125 +15.0,-12.5
>27/g and <20 All +15.0,- 125 +15.0,-12.5
=20 Welded +17.5,-12.5 +19.5,-8.0
220 Seamless +15.0,-12.5 +17.5,-10.0

¥Where negative tolerances smaller than those listed are specified by the purchaser, the positive toler-
ance shall be increased to the applicable total tolerance range in percent less the wall thickness negative
tolerance.
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Table 10—Tolerances for Weight

Quantity

Tolerance (percent)

Single lengths, special plain-end pipe or A25 pipe

Single lengths, other pipe

Carloads, Grade A25, 40,000 Ib (18 144 kg) or more

Carloads, other than Grade A25, 40,000 1b (18 144 kg) or more
Carloads, all grades, less than 40,000 1b (18 144 kg)

Order items, Grade A25, 40,000 1b (18 144 kg) or more

Order items, other than Grade A25, 40,000 b (18 144 kg) or more
Order items, all grades, less than 40,000 b (18 144 kg)

+10,-5.0

+10,-3.5
-25
-1.75
-3.5
-3.5
- 1.75
-35

Notes:

1. Weight tolerances apply to the calculated weights for threaded-and-coupled pipe and to the tabu-
lated or calculated weights for plain-end pipe. Where negative wall thickness tolerances smaller than
those listed in Table 9 are specified by the purchaser, the plus weight tolerance for single lengths shall

be increased to 22.5% less the wall thickness negative tolerance.

2. For carloads composed of pipe from more than one order item, the carload tolerances are to be

applied on an individual order item basis.

3. The tolerances for order items apply to the overall quantity of pipe shipped for the order item.

Table 11—Tolerances on Lengths

Nominal Minimum Minimum Average Length Maximum
Length? Length for Each Order Itemb Length
ft m ft m ft m ft m
Threaded-and-coupled Pipe
20 6 16.0 4.88 17.5 5.33 225 6.86
40 12 22.0 6.71 35.0 10.67 45.0 13.72
Plain-end Pipe
20 6 9.0 2.74 17.5 5.33 225 6.86
40 12 14.0 4.27 35.0 10.67 45.0 13.72
50 15 17.5 5.33 43.8 13.35 55.0 16.76
60 18 21.0 6.40 52.5 16.00 65.0 19.81
80 24 28.0 8.53 70.0 21.34 85.0 25.91

ANominal lengths of 20 ft (6 m) were formerly designated “singie random lengths” and those of 40 ft (12 m) “double random lengths.”
By agreement between the purchaser and the manufacturer, these tolerances shall apply to each carload.
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Table 12—Coupling Dimensions, Weights, and Tolerances

" @) (3) C)) &) (6)
Specified Specified Specified Specified
Outside Diameter Minimum Diameter of Width of Calculated

of Coupling® W Length, Ny Recess, O Bearing Face, b Coupling Weight

Size in. mm in. mm in. mm in. mm 1b kg
0.405 0.563 14.3 16 27.0 0.468 11.9 139 0.8 0.04 0.02
0.540 0.719 18.3 15/4 41.3 0.603 15.3 139 0.8 0.09 0.04
0.675 0.875 222 15/g 41.3 0.738 18.8 139 0.8 0.13 0.06
0.840 1.063 27.0 2174 54.0 0.903 229 6 1.6 0.24 0.11
1.050 1.313 334 21/g 54.0 1.113 28.3 6 1.6 0.34 0.15
1.315 1.576 40.0 25/g 66.7 1.378 35.0 313, 24 0.54 0.25
1.660 2.054 522 231y 69.8 1.723 43.8 33, 2.4 1.03 0.47
1.900 2.200 55.9 2314 69.8 1.963 49.9 3130 24 0.90 0.41
24 2.875 73.0 271 73.0 2.469 62.7 g 3.2 1.86 0.84
2714 3375 85.7 4174 104.8 2.969 754 e 4.8 327 1.48
3, 4.000 101.6 41/, 108.0 3.594 91.3 316 4.8 4.09 1.86
4 4.625 117.5 4375 111.1 4.094 104.0 6 4.3 5.92 2.69
41/, 5.200 132.1 414, 114.3 4.594 116.7 14 6.4 7.60 3.45
5% 6.296 159.9 4573 117.5 5.657 143.7 1y 6.4 9.99 4.53
&g 7.390 187.7 47/ 123.8 6.719 170.7 Iy 6.4 12.93 5.87
837y 9.625 244.5 51y 133.4 8.719 221.5 14 6.4 23.20 10.52
1034 11.750 298.4 534 146.0 10.844 2754 3¢ 9.5 31.58 14.32
123/4 14.000 355.6 6/g 155.6 12.844 326.2 34 9.5 49.32 22.37
14 15.000 381.0 6%/g 161.9 14.094 358.0 34 9.5 45.88 20.81
16 17.000 431.8 N 171.4 16.094 408.8 3/g 9.5 55.89 23.35
18 19.000 482.6 74 181.0 18.094 459.6 g 9.5 66.61 30.20
20 21.000 5334 7518 193.7 20.094 5104 3/g 9.5 79.45 36.03

Note: See Figure 2.

“Tolerance on outside diameter, W, is + 1%.
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Table 13—Maximum Inspection Lot Size for Tensile Testing

(1) 2 &) “ ®) (6)
Maximum Inspection Lot? Size

Weld Tensile Tests

Longitudinal or Transverse

Pipe Size Type of Pipe  Grade Tensile Test Long. or Hetical Seam Weld Skelp End Weld
< 1.900 Welded A25 25 tons (25 Mg) — —
> 1.900 Welded A25 50 tons (50 Mg) — —
=5%¢ Welded >A25 400 lengthsb — -
< 5% Seamless All 400 lengthsP — —
> 5% and < 8%/ All All 200 lengths per heat — —

= 8%/g through 123/4 All All 200 lengths per heat per 200 lengths per heat per 200 lengths per

)4 cold expansion percentageS cold expansion percentage® 4 cold expansion percentage:<-f
> 123/, All All 100 lengths per heat per 100 lengths per heat per 100 lengths per cold

cold expansion percentage® cold expansion percentage®d€  expansion percentagec-df
p p g

“Inspection lots consist of pipe that are made to the same size and the same specified wall thickness by the same process and under the same
manufacturing conditions.

®In addition, over the duration of the pipe production run, each heat of steel is to be tested at least once.

“The cold expansion percentage is designated by the manufacturer, and is derived using the designated before-expansion outside diameter or cir-
cumference and the designated after-expansion outside diameter or circumference. An increase or decrease in the cold expansion percentage of
more than 0.2 percentage point (for example, a change from 1.0% cold expansion to < 0.8% or > 1.2%) constitutes a change in inspection lot.
dIn addition, over the duration of the pipe production run, pipe produced by each welding machine is to be tested at least once per week.

CFor each test of double seam pipe, both weld seams in the pipe selected to represent the inspection lot are to be tested.

fApplies only to finished helical seam pipe containing skelp end welds.

Note: The test frequency is one test per inspection lot. (See 9.3.1.2.)

Table 14—Relationship between Pipe Dimensions and Required Charpy Specimens

| Specified Wall Thickness, in. (mm)
Full Size 2/5 Size 1, Size 2/5 Size I/, Size
Size Transverse Transverse Transverse Longitudinal Longitudinal
z 4, and < 5% 6 = 0.495 (12.6) 0.429 - 0.494 0.397 -0.428 0.312-0.396 0.246-0311
(10.9-12.5) (10.1 -10.8) (7.9-10.0) (6.2-17.8)
= 5% and < 6°/g = 0.469 (11.9) 0.371 - 0.468 0.338-0.370 0.310-0.337 0.245-0.309
(9.4-11.8) (8.6-9.3) (7.9-9.2) (6.2-7.8)
z 6%/g and < 8/g = 0.460 (11.7) 0.334 - 0.459 0.301 -0.333 0.244 - 0.300
(8.6-11.6) (7.6-8.4) (6.2-17.5)
= 85/gand < 103/, =0.450 (11.4) 0.318 - 0.449 0.257-0.317 0.242 - 0.256
(8.1-11.3) (6.5-8.0) (6.1 -6.4)
= 103, and < 123/, = 0.443 (11.3) 0.311-0442 0.246 -0.310 0241 -0.245
(79-11.2) (62-17.8) 6.1)
> 1234 and < 14 20438 (11.1) 0.307 - 0.437 0.241 - 0.306
(7.8-11.0) (6.1-7.7)
= 14and < 16 =0.436 (L1.1) 0.305 - 0.435 0.239-0.304
77-11.0) (6.1 -7.6)
=16 =0.434 (11.0) 0.304 - 0.433 0.237-0.303
M| (1.7-10.9) (6.0-7.6)
Notes:

I. This table provides a description of the required specimens and the relationship between pipe dimensions and acceptable
specimens. The size limits for transverse specimens shown are based upon the use of nonflattened, tapered end, test specimens.
2. All specimen dimension limits include machining tolerances.

3. Pipe in size and specified wall thickness combinations not covered by this table are not required to be tested.
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Table 14A—Relationship between Pipe Dimensions and Transverse Tensile Specimens

Minimum Wall Thickness, in. (mm)

0.500 (127 mm) 0350 (89 mm)  0.250 (6.4 mm)
Size Specimen Specimen Specimen
= 85%g and < 103/, - - 0.670 — 1.000
(17.0-254)
> 10%/4 and < 123/, - 1.031 ~ 1.250 0.620 - 1.030
(26.2-31.8) (15.7-26.1)
=123, and < 14 - 0.961 - 1.250 0.590 - 0.960
(23.7-31.8) (15.0 - 24.3)
=14and< 16 - 0.931 - 1.250 0.580 - 0.930
(23.7-31.8) (14.7 - 23.6)
= 16and < 18 =1.191 0.891 - 1.190 0.560 — 0.890
(30.2) (22.6 -30.2) (14.2 -22.5)
= 18and <20 > 1.141 0.871 - 1.140 0.550 - 0.870
(29.0) (22.1 -28.9) (14.0-22.0)
=20 and < 22 = 1111 0.841-1.110 0.530 —0.840
(28.2) (21.4-28.1) (13.5-21.3)
=22 and < 24 = 1.081 0.821 - 1.080 0.530-0.820
(27.4) (20.8 -27.3) (13.5-20.7)
=24 and < 26 = 1.051 0.811-1.050 0.520-0.810
(26.7) (20.6 - 26.6) (13.2 -20.5)
=26 and <28 = 1.031 0.791 - 1.030 0.510-0.790
(26.2) (20.1 -26.1) (13.0-20.0)
228 = 1.021 0.781 - 1.020 0.510~0.780
(25.9) (19.8 -25.8) (13.0-19.7)
Notes:

1. Dimensions are based on a total specimen length of 5 in. (125 mm), 4 in. (100 mm)
and 2.75 in. (70 mm) for the 0.500 (12.7 mm), 0.350 in. (8.9 mm), and 0.250 in. (6.4
mm) specimens, respectively.

2. For pipe sizes too small to obtain a 0.250 in. (6.4 mm) specimen, round bar tensile
test specimens shall not be used.

Table 15—ASTM Hole-type 1QlI for Fluoroscopic Inspection

QY 2 (3) 4) (5)
Weld Thickness?
Over Through IQI Thickness Q1 Essential
in. mm in. mm in. mm Designation Hole
— — 56 8 0.0125 0.32 12 4T
e 8 e 1 0.0150 0.38 15 4T
e 11 6 14 0.0175 0.44 17 4T
e 14 e 18 0.0200 0.51 20 4T
Wie 18 1 25 0.0250 0.64 25 4T

I 25 1 32 0.0300 0.76 30 4T
1174 32 15/g 41 0.0350 0.89 35 4T

4The weld thickness is the sum of the specified wall thickness and the estimated thickness of weld reinforcement.

04



SPECIFICATION FOR LINE PIPE

73

Table 16—ASTM Hole-type 1Ql for Radiographic Inspection

(h (2) (3) G (5)
M a
Weld Thickness 10l
Over Through Thickness Q1 Essential
in mm in mm in. mm Designation Hole
— — 516 8 0.0100 0.25 10 2T
e 8 e 11 0.0125 0.32 12 2T
e 1t 6 14 0.0150 0.38 15 2T
96 14 6 18 0.0175 0.44 17 2T
"6 18 1 25 0.0200 0.51 20 2T
l 25 1/, 32 0.0250 0.64 25 2T
174 32 15/¢ 41 0.0300 0.76 30 2T
aThe weld thickness is the sum of the specified wall thickness and the estimated thickness of weld reinforcement.
Table 17—ISO Wire-type QI for Fluoroscopic Inspection
(D ) (3) 4 (5) (6) )
1 a 1 1
Weld Thickness Specified Wall Thickness Essential Wire
Over Through Over Through Diameter Fe Wire Wire
in. mm in. mm in. mm in. mm in. mm Set Number
— — 5716 8 — — 0.312 79 0013 032 10/16 or 10712 11
e 8 e 11 0.312 7.9 0.438 11.1 0.016 0.40 10/16 or 10/12 10
e 1 6 14 0.438 11.1 0.562 14.3 0.020  0.50 6/12 9
%6 14 /6 18 0.562 143 0.688 17.5 0.025 0.63 6/12 8
e 18 1 25 0.688 17.5 1.000 25.4 0.032 0.80 6/120r 1/7 7
1 25 174 32 1 254 1.250 31.8 0.040 1.00 6/12 or 1/7 6
14 32 15/ 41 — — — — 0.050 1.25 /7 5

9The weld thickness is the sum of the specified wall thickness and the estimated thickness of weld reinforcement.

Notes:
1. The essential wire diameter based on weld thickness is used to verify proper sensitivity in locations with weld reinforcement.

2. The essential wire diameter based on specified wall thickness is used to verify proper sensitivity in locations without weld reinforcement.

Table 18—I1SO Wire-type 1QI for Radiographic Inspection

ey 2 3 C)) (5) ©) N
Weld Thickness? Specified Wall Thickness Essential Wire
Over Through Over Through Diameter Fe Wire Wire
in. mm in. mm n. mm in. mm in. mm Set Number
— — 516 8 — — 0.312 7.9 0.006 0.16 10/16 14
516 8 76 11 0312 79 0.438 1.1 0.008 0.20 10/16 13
e 11 6 14 0.438 11.1 0.562 14.3 0.010 0.25 10/16 or 6/12 12
6 14 16 18 0.562 14.3 0.688 17.5 0.013 0.32 10/16 or 6/12 B
6 18 1 25 0.688 17.5 1.000 254 0.016 0.40 10/16 or 6/12 10
i 25 1 32 | 254 1.250 318 0.020 0.50 6/12 9
1 32 15/¢ 41 — — — — 0.025 0.63 6/12 8

4The weld thickness is the sum of the specified wall thickness and the estimated thickness of weld reinforcement.

Notes:

1. The essential wire diameter based on weld thickness is used to verify proper sensitivity in locations with weld reinforcement.
2. The essential wire diameter based on specified wall thickness is used to verify proper sensitivity in locations without weid reinforcement.
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Table 19—ASTM Wire-type 1QI for Fluoroscopic Inspection

(nH (2) (3) @ (5) (6) 7
Weld Thickness® Specified Wall Thickness Essential Wire
Over Through Over Through Diameter Wire Wire
in. mm in. mm in. mm in. mm in. mm Set Identity
- — e 8 — — 0.312 7.9 0.013 033 B 7
56 8 76 11 0312 7.9 0.438 11.1 0.016 041 B 8
e § 6 14 0.438 11.1 0.562 143 0020 051 B 9
%6 14 "6 18 0.562 14.3 0.688 17.5 0.025 0.64 B 10
6 18 | 25 0.688 17.5 1.000 254 0.032 0.81 BorC Il
| 25 1174 32 I 254 1.250 31.8 0.040 1.02 C 12
14 32 15/g 4] — — — — 0.050 1.27 C 13

aThe weld thickness is the sum of the specified wall thickness and the estimated thickness of weld reinforcement.

Notes:

I. The essential wire diameter based on weld thickness is used to verify proper sensitivity in locations with weld reinforcement.
2. The essential wire diameter based on specified wall thickness is used to verify proper sensitivity in locations without weld reinforcement.

Table 20—ASTM Wire-type QI for Radiographic Inspection

() (2) 3 ) )] (6) )
Weld Thickness? Specified Wall Thickness Essential Wire
Over T'hrough Over Through Diameter Wire Wire
in. mm in. mm in. mm in. mm in. mm Set Identity

—_ — 56 8 — — 0.312 7.9 0.0063 0.16 A 4
516 8 6 11 0.312 7.9 0.438 1.1 0.008 0.20 A 5
e 11 %6 14 0.438 11.1 0.562 14.3 0.010 0.25 AorB 6
6 14 6 18 0.562 14.3 0.688 17.5 0.013 0.33 B 7
6 18 1 25 0.688 17.5 1.000 254 0.016 0.41 B 8
1 25 114 32 1 254 1.250 31.8 0.020 0.51 B 9
17, 32 15/g 4] - — — - 0.025 0.64 B 10

9The weld thickness is the sum of the specified wall thickness and the estimated thickness of weld reinforcement.

Notes:

1. The essential wire diameter based on weld thickness is used to verify proper sensitivity in locations with weld reinforcement.
2. The essential wire diameter based on specified wall thickness is used to verify proper sensitivity in locations without weld reinforcement.

Table 21—Elongated Slag-inclusion-type Discontinuities?

H

)

3

Maximum Dimensions

Minimum Separation

Maximum Number in any

in. mm in. mm 6in. (152.4 mm)
116 x 11y 1.6 x12.7 6 152.4 I
Ve x 114 1.6x64 3 76.2
1716 % /g 1.6 x3.2 2 50.8 3

Note: See Figure 8.

AMaximum accumulated length of discontinuities in any 6 in. (152.4 mm) shall not exceed 15 in. (12.7 mm).
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Table 22—Circular Slag-inclusion-type and Gas-pocket-type Discontinuities?

(1 2 (3) 4
Size Adjacent Size Minimum Separation Maximum Number in any
in. mm in. mm in. mm 6 in. (152.4 mm)
T7¢b 32 Tjeb 32 2 50.8 2
1/gb 3.2 Uig 1.6 1 25.4 Varies
/gb 32 3, 0.8 1, 12.7 Varies
I/gb 32 Vea 0.4 3g 95 Varies
6 1.6 Yis 1.6 1, 12.7 4
e 1.6 3 038 g 9.5 Varies
6 1.6 ea 0.4 1, 6.4 Varies
sy 0.8 an 0.8 1/4¢ 6.4 8
V3o 0.8 Vs 0.4 36 4.3 Varies
Vea 04 Yea 0.4 g 32 16

Note: See Figure 7.

aThe sum of the diameters of all discontinuities in any 6 in. (152.4 mm) not to exceed !/4 in. (6.4 mm).
bMaximum size discontinuity for 0.250 in. (6.4 mm) wall and lighter shall be 3/35 in. (2.4 mm).

“Two discontinuities !/3; in. (0.8 mm) or smaller may be as close as one diameter apart provided they are separated from any other dis-
continuity by at least /5 in. (12.7 mm).

Table 23—Acceptance Limits

(M 2 3) @
Hole Size Acceptance Limit
[tem Notch Type in. mm Signal, %
Submerged-arc, gas-metal arc, N5 76 1.6 100
laser, and repair welds NI1O g 32 33175
Electric welds N10 g 3.2 100
Seamless Pipe N12.5 lg 32 100

Table 24—Pipe Weld Seam Nondestructive Inspection Methods

(H 03 (3) C))
Nondestructive Inspection Methods
Weld Seam Type EMI uUT RT
Electric A A N
Laser N R N
Submerged-arc N RU NU
Gas Metal-arc N R N
Skelp End N RU NU
Legend:
EMI = Electromagnetic inspection
UT = Ultrasonic inspection
RT = Radiographic inspection
A = One method or a combination of methods are required
N = Not required
R = Required
RU = Required, unless RT has been agreed upon between the
purchaser and the manufacturer
NU = Not required, unless RT has been agreed upon between
the purchaser and the manufacturer

Notes:

1. This table is applicable to welded pipe in sizes of 23/8 and larger, in
grades higher than Grade A 25.

2. The weld seam at the pipe ends may require additional inspection.
(See 9.8.3.1.)
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Table 25—Pipe Body Nondestructive Inspection Methods—Seamless

(1) @) 3 4)
Nondestructive Inspection Methods
[tem EMI UT MT
PSL.2 A A A
PSL 1 Grade B Q&T A A A
PSL | Other Al Al Al
Legend:
EMI = Electromagnetic inspection
UT = Ultrasonic inspection
MT = Magnetic particle inspection, circular field
A = One method or a combination of methods are to be used
Al = One method or a combination of methods are to be used if non-
destructive inspection is specified on the purchase order.
Table 26—Reference Indicators
Q) @3 3 C)) 5) ©) N (3) 9
Reference Indicators?®
Notch Dimensions, Maximum Diameter of
Radially
Notch Notch Drilled Through-
Location Orientation Length® Width© wall Holed
Item oD ID Long. Trans. Depth®  in. mm in. mm in. r
Electric weld seam R R R N 100 2.0 50 0.040 1 78 32
Laser weld seam R R R N 5.0¢ 2.0 50 0.040 ] 168 1.6°
Submerged-arc weld seamf R R R A 5.0¢ 2.0 50 0.040 ! 76e 1.6¢
Gas metal-arc weld seam! R R R A 5.0¢ 20 50 0.040 1 17168 1.6°
Skelp end weld seam! R R R A 5.0¢ 2.0 50 0.040 1 17168 1.6°
Seamless (PSL 2) R R RS N 12.5 2.0 50 0.040 ] 178 3.2
Seamless (PSL | Grade B Q&T) RP RP RS N 12.5 2.0 50 0.040 1 /g 32
Seamless (PSL | Other) RP N R& N 12.5 20 50 0.040 1 /8 3.2

“Reference indicators need not be located in the weld.

bDepth, expressed as a percentage of the specified wall thickness, with a minimum specified notch depth of 0.012 in. (0.3 mm). The depth tolerance shall be
+15% of the specitied notch depth or £0.002 in. (0.05 mm), whichever is the greater. The notch types are designated N5, N10, and N12.5.

¢At full depth.

dDrilled hole diameters are based upon standard drill bit sizes. A hole is not required if a notch is used to establish the reject threshold.

¢At the option of the manufacturer, it shall be permissible for N10 notches or !/8-in. (3.2-mm) radially drilied holes to be used.

FAt the option of the manufacturer, for submerged-arc weld seams and gas metal-arc weld seams it shall be permissible for the reject threshold to be established
using weld-edge notches or weld-edge radially drilled holes.

£At the option of the manufacturer, it shall be permissible for the notches to be oriented at such an angle as to optimize the detection of anticipated defects.

Legend:

R = Required it a notch is used to establish the reject threshold.
RP = Required for pipe of size 23/8 and larger, if a notch is used to establish the reject threshold.

N = Not required.
A = Either a transverse notch or a !/16-in. (1.6-mm) radially drilled hole is required for inspection for transverse imperfections.
Notes:

1. For weld seam inspection, this table is applicable to welded pipe in sizes 2%/8 and larger, in a grade higher than Grade A25.
2. Notches are rectangular or U-shaped, as shown in Figure 2 of ASTM E 213.
3. For electromagnetic inspection, it may be necessary for the reference standard to contain OD notches, ID notches and drilled holes. (See 9.8.5.2.)
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Table 27—Retention of Records

Requirement Reference

Chemical Properties

Heat Analyses Paragraph 9.2.1

Product Analyses Paragraph 9.2.2
Mechanical Tests

Tensile Tests Paragraph 9.3.1

Weld Tensile Tests Paragraph 9.3.1.5

Guided-bend Tests Paragraph 9.3.4

Fracture Toughness Tests Paragraph 9.3.5, SRS, SR6, SR19
Hydrostatic Tests

Tester Recorder Charts (Where Used) Paragraph 9.4.2

Supplementary Hydrostatic Tests Paragraph 9.4.4
Visual Inspection Paragraph 9.7
Nondestructive Inspection

Qualification of Personnel Paragraph 9.8.1

Radiographic Images (Where Used)
Welded Jointers
Radiographic Images
Repair Welding Procedure
Transverse Tensile Test
Transverse Guided-bend Test
Nick-break Test

Paragraph 9.8.3.1

Paragraph A.4
Paragraph C.1
Paragraph C.2.2.2
Paragraph C.2.2.3
Paragraph C.2.2.4

04






APPENDIX A—SPECIFICATION FOR WELDED JOINTERS (NORMATIVE)

A.1 Method

Welding of any type that uses deposited filler metal and is
generally recognized as sound practice shall be permitted
unless the purchaser specifies a particular method. Welding
procedures, welders, and welding machine operators (hereaf-
ter called operators) shall be qualified in accordance with API
Standard 1104. Copies of the welding procedure specification
and procedure qualification record shall be provided to the
purchaser upon request.

A.2 Workmanship

The ends of the pipe to be welded together shall be pre-
pared in accordance with the requirements of the procedure to
be used. Pipe weld seams (straight, helical, or skelp end) shall
be staggered between 2 in. and 8 in. (51 mm and 203 mm)
unless otherwise specified by the purchaser. The completed
Jjointers shall be straight within the limits of 7.6 of this speci-
fication. Each weld shall have a substantially uniform cross
section around the entire circumference of the pipe. At no
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point shall its crowned surface be below the outside surface of
the parent metal nor shall it rise above the parent metal by
more than /8 in. (3.18 mm) if submerged-arc welded, or by
more than /16 in. (1.59 mm), if welded by another process.

A.3 Marking

Each jointer shall be marked using paint to identify the
welder or operator.

A.4 Nondestructive Testing

The girth welds of jointers shall be 100% radiographed in
accordance with the procedures and standards of acceptabil-
ity in API Standard 1104 (see note). Jointer welds failing to
pass this radiographic testing may be repaired and re-radio-
graphed in accordance with the procedures and acceptance
criteria of APl Standard 1104. Radiographic images shall be
traceable to the pipe identity.

Note: See 7.7 for length requirements on jointers.
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APPENDIX B—REPAIR OF DEFECTS BY WELDING (NORMATIVE)

B.1 Types Of Pipe

B.1.1 SEAMLESS PIPE AND PARENT METAL OF
WELDED PIPE

For PSL 1 pipe, the repair of defects in seamless pipe and
parent metal of welded pipe is permissible except (a) when the
depth of the defect exceeds 33!/3% of the specified wall thick-
ness of the pipe and the length of that portion of the defect in
which the depth exceeds 12!/2% is greater than 25% of the
specified outside diameter of the pipe; or (b) when more than
one repair is required in any length equivalent to 10 times the
specified outside diameter of the pipe. Repairs shall be made
in accordance with B.2. Repair welds shall be inspected by the
magnetic particle method in accordance with 9.7.5.1 through
9.7.5.3; by liquid penetrant; or by other NDT methods as
agreed start between purchaser and the manufacturer.

For PSL 2, seamless pipe, the parent metal (body) of
welded pipe, plate, and skelp shall not be repaired by welding.

B.1.2 WELD SEAM OF WELDED PIPE

B.1.2.1 Defects in filler metal welds may be repaired at the
option of the manufacturer; such repairs shall be in accor-
dance with B.3. All repair welds shall be inspected by ultra-
sonic methods in accordance with 9.8.5.1,9.8.5.2, and 9.8.5.4.,
except that the equipment need not be capable of continuous
and uninterrupted operation and, at the option of the manu-
facturer, repairs made by submerged-arc welding or by
shielded metal-arc welding may alternatively be inspected by
radiological methods in 9.8.4.

B.1.2.2 For PSL | pipe, weld seams made without filler
metal (electric and laser welds) may be repaired by welding
only by agreement between the purchaser and the manutac-
turer; such repairs shall be in accordance with B.4.

B.1.2.3 For PSL 2 pipe, weld seams made without filler
metal shall not be repaired by welding.

B.1.3 HEATTREATED PIPE

When heat treated pipe has been repaired by welding, the
need for and type of reheat treatment shall be based on the
effect of the repair on the structure and properties of the heat
treated pipe, by agreement between the purchaser and the
manufacturer.

B.2 Procedure for Repair by Welding of
Seamless Pipe and Parent Metal of
Welded Pipe (PSL 1 Only)

The repair of defects in seamless pipe and parent metal of
welded pipe shall conform to the requirements listed in B.2.1-
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B.2.5. Conformance to the repair procedure is subject to
approval of the purchaser’s inspector.

B.2.1 The defect shall be removed completely by chipping
and/or grinding. The resulting cavity shall be thoroughly
cleaned and shall be inspected before welding by magnetic
particle methods in accordance with 9.8.6 to ensure complete
removal of the defect.

B.2.2 The minimum length of repair weld shall be 2 in.
(50.8 mm). Where the orientation of the defect permits, the
repair weld shall be placed in the circumferential direction.

B.2.3 The repair weld shall be made either by automatic
submerged-arc welding, gas metal-arc welding, or manual
shielded metal-arc welding using low-hydrogen electrodes.
The metal temperature in the area to be repaired shall be a
minimum of 50°F (10°C). The welding procedure and perfor-
mance shall be qualified in accordance with Appendix C.

B.2.4 The repair weld shall be ground to merge smoothly
into the original contour of the pipe.

B.2.5 Repaired pipe shall be tested hydrostatically after
repairing, in accordance with 9.4.

B.3 Procedure for Repair of Submerged-
Arc and Gas Metal-Arc Welds

The repair of submerged-arc and gas metal-arc welds shall
conform to the requirements listed in B.3.1-B.3.3. Conform-
ance is subject to approval of purchaser’s inspector.

B.3.1 The defect shall be completely removed and the cav-
ity thoroughly cleaned. Where multiple pass repairs are used,
the size of the cavity shall be sufficiently large [at least 2 in.
(50.8 mm) in length] to avoid coincidence of starts and stops
of individual passes.

B.3.2 The minimum length of each repair weld shall be 2
in. (50.8 mm). The repair weld shall be made either by auto-
matic submerged-arc welding, gas metal-arc welding, or
manual shielded metal-arc welding using low-hydrogen elec-
trodes. The welding procedure and performance shall be
qualified in accordance with Appendix C.

B.3.3 Each length of repaired pipe shall be tested hydro-
statically in accordance with 9.4.

B.4 Procedure for Repair of Electric and
Laser Welds (PSL 1 Only)

The repair of electric and laser welds shall conform to the
requirements in B.4.1 through B.4.6 and shall include the
weld zone, which is defined for the purposes of repair as '/2
in. (12.7 mm) on each side of the tusion line. Conformance to

| 04



82 APl SPECIFICATION 5L

the repair procedure is subject to approval of the purchaser’s
inspector.

B.4.1 The weld zone defect shall be removed completely
by chipping and/or grinding, and the resulting cavity shall be
thoroughly cleaned.

B.4.2 The minimum length of repair weld shall be 2 in.
(50.8 mm), and individual weld repairs shall be separated by
at least 10 ft (3 m).

B.4.3 The repair weld shall be made by either automatic
submerged-arc welding, gas metal-arc welding, or manual
shielded metal-arc welding using low-hydrogen electrodes.
The metal temperature in the area to be repaired shall be a

minimum of 50°F (10°C). The welding procedure and perfor-
mance shall be qualified in accordance with Appendix C.

B.4.4 When a repair weld is made through the full wall
thickness, it shall include weld passes made from both the ID
and the OD of the pipe. Starts and stops of the ID and OD
repair welds shall not coincide.

B.4.5 The repair shall be ground to merge smoothly into
the original contour of the pipe and shall have a maximum
crown of 0.06 in. (1.52 mm).

B.4.6 Repaired pipe shall be hydrostatically tested after
repair in accordance with 9.4.

Weld Reinforcement

~

- T /g in. (3.2 mm) max

________ Rim of resultant cavity

Figure B-1—Resultant Cavity for Undercut Repair (PSL 2 Only)
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APPENDIX C—REPAIR WELDING PROCEDURE (NORMATIVE)

C.1 General

All repair welds shall be made in the flat position accord-
ing to a qualified procedure and by a welding machine opera-
tor (hereafter called operator) or repair welder who is
qualified in a flat position as specified in C.3. Repair welds
may be made by one of the following methods:

a. Automatic submerged arc.
b. Automatic or semi-automatic gas metal arc.
¢. Manual shielded metal arc using low-hydrogen electrodes.

All welding materials shall be properly handled and stored
in accordance with the manufacturer’s recommendations so
as to preclude moisture or other contamination. Test welds
may be made on either plate stock or pipe stock at the option
of the manufacturer.

The manufacturer shall maintain a record of the welding
procedure and procedure qualification test results. Copies of
the welding procedure specification and procedure qualifica-
tion record shall be provided to the purchaser upon request.

C.2 Repair Welding Procedure
Qualification

Welding procedures shall be qualified by preparing and
testing welds in accordance with this appendix. At the option
of the manufacturer, the tests specified in the ASME Boiler
and Pressure Vessel Code, Section [X, may be substituted
herein. For the purpose of this appendix, the term automatic
welding includes both machine welding and automatic weld-
ing as defined in the ASME Boiler and Pressure Vessel Code,
Section IX.

C.2.1 ESSENTIAL VARIABLES

An existing procedure shall not be applicable and new pro-
cedure shall be qualified when any of the following essential
variables is changed beyond the stated limits:

a. Welding process:
I. A change in the welding process, such as submerged
arc to gas metal arc.
2. A change in the method, such as manual to semi-
automatic.

b. Pipe material:
1. A change in grade category. When different alloying
systems are used within one grade category, each alloying
composition shall be separately qualified. Grade catego-
ries are as follows:
= X42
> X42 and < X65
each grade = X65
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2. Within each grade category, a thicker material than the
material qualified.

3. Within the grade category and thickness range, a car-
bon equivalent, CE (see note), based on product analysis
for the material to be repaired, that is more than 0.04%
greater than the CE of the material qualified.

Note:

+Cr+M0+V+N1'+Cu
5 15

CE = c+Mn
6

c. Welding materials:
1. A change in filler metal classification.
2. A change in electrode diameter.
3. A change of more than 5% in the composition of
shielding gas.
4. A change of more than 10% in the flow rate of shield-
ing gas.
5. A change in submerged-arc welding flux from one des-
ignation to another.
d. Welding parameters:
1. A change in the type of current (such as AC versus DC).
2. A change in polarity.
3. For automatic and semi-automatic welding, schedules
of welding current, voltage, and speed may be established
to cover ranges of wall thicknesses. Within the schedule,
appropriately selected points shall be tested to qualify the
entire schedule. Thereafter, a new qualification is required
if there is a deviation from the qualified schedule greater
than the following:
10% in amperage
7% in voltage
10% in travel speed for automatic welding
e. Weld bead: For manual and semi-automatic welding, a
change in bead width greater than 50%.
f. Preheat and post-weld heat treatment:

1. Repair welding at a pipe temperature lower than the
pipe temperature of the qualification test.
2. The addition or deletion of post-weld heat treatment.

C.2.2 MECHANICALTESTING

C.2.2.1 Number of Tests

Two specimens of each type are required from each proce-
dure qualification test.

C.2.2.2 Transverse Tensile Test

The transverse tensile test specimens shall be approxi-
mately 1.5 in. (38.1 mm) wide and shall have the transverse

loa



84 AP| SPECIFICATION 5L

butt weld perpendicular to the longitudinal axis at the center
of the test specimen (See Figure C-1 or Figure 4.) The weld
reinforcement shall be removed from both faces. The ultimate
tensile strength shall be at least equal to the minimum speci-
fied for the pipe grade.

C.2.2.3 Transverse Guided-Bend Test

The transverse guided-bend test specimens shall conform
to Figure C-2. The weld shall be made in a groove as shown.
Each specimen shall be placed on the die with the weld at
mid-span and shall be bent approximately 180° in a jig in
accordance with Figure C-3 and Table C-1, with the exposed
surface of the weld in tension. The bend test shall be consid-
ered acceptable if no crack or other defect exceeding !/8 in.
(3.18 mm) in any direction is present in the weld metal or
base metal after bending. Cracks that both originate along the
edges of the specimen during testing and measure less than /4
in. (6.35 mm) in all directions shall not be considered.

C.2.2.4 Nick-Break Test

The nick-break specimens shall conform to Figure C-4.
The weld shall be made in a groove as shown. Each specimen
shall be saw-notched from both edges at the center of the
weld and shall be broken by pulling or hammer blows at the
center of one end. The exposed surface of the specimen shall
be visually examined and shall be considered acceptable if it
meets the following criteria:

a. No gas pockets exceeding !/16 in. (1.59 mm) in any
direction.

b. Not more than one gas pocket of any size for specified
wall thicknesses of 0.250 in. (6.4 mm) and less.

¢. Not more than two gas pockets of any size for specified
wall thicknesses of 0.500 in. (12.7 mm) or less but greater
than 0.250 in. (6.4 mm).

d. Not more than three gas pockets of any size for specified
wall thicknesses greater than 0.500 in. (12.7 mm).

e. Slag inclusions shall be separated by at least !/2 in. (12.7
mm) of sound metal and shall appear no greater than !/16 in.
(1.59 mm) in width or 3/16 in. (4.76 mm) in length.

C.3 Welding Personnel Performance
Qualification

C.3.1 QUALIFICATION
C.3.1.1 General

Each repair welder and operator is required to qualify. A
repair welder or operator qualified on one grade category is
qualified for any lower grade category provided the same
welding process is used.

C.3.1.2 Testing

To quality, a repair welder or operator shall produce welds
that are acceptable in the following tests:

a. Film radiographic examination per Section 9 of this
specification.

b. Two transverse guided-bend tests per C.2.2.3 of this
appendix.

c. Two nick-break tests per C.2.2.4 of this appendix.

C.3.1.3 Test Failures

If one or more of the tests in C.3.1.2 fail to meet the speci-
fied requirements, the welder or operator may make one addi-
tional qualification weld. If that weld fails one or more of the
tests in C.3.1.2, the welder or operator is disqualified. No fur-
ther retests shall be permitted until the welder has completed
additional training.

C.3.2 REQUALIFICATION

Requalification in accordance with C.3.1 is required under
the following circumstances:

a. One year has elapsed since the last prior applicable
qualification.

b. The individual has not been welding using qualified proce-
dures for a period of 3 months.

c. There is reason to question the individual’s ability.
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Specimen edges

shall be machined —7

11/21in.
I (38 mmy)

/16 in. (1.6 mm) max.
Weld

L % ] t—— Wall thickness (1)

6 in. (150 mm) min.

Note: Weld reinforcement shall be removed from both faces.

Figure C-1—Transverse Tensile Test Specimen

Specimen edges may be oxygen cut

and may also be machined 47

11/2in.
| (38 mm)

/16 in. (1.6 mm) max.

L WL | }—seec21b2

I |
t /8 = 0.010 in. (3.2 = 0.2 mm)
6 in. (150 mm) min. -

Note: Weld reinforcement shall be removed.

Figure C-2—Guided-bend Test Specimen
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|~———— Asrequired ——— f-——— Asrequired ———]
F2==3 Tapped === -
Fois: mounting hole ] :EZt
T T T 3 T
I I 1 I
! I 1 1
2t
) Shoulders hardened and
~ 2in. =~ greased. Hardened | o
,(50.8 mm) rollers may be substituted. f2 '”-«'———T——»—— 3t
"‘ /a4 in. (6.4 mm) (12.7 mm)
3/gin. A
(9.5 mm)
18t | !
3/ain. !
(19.0 mm) |
A )
17 7t+ /16 in. max
g in: r8 (7t+ 1.6 mm)
(32mm) ! 7/gin. min.
(22.2 mm)
¥
I
Ra
2t ﬂ I ?
— 2t
L
~——————5t+ 2in—————— 20t — -
(5t + 50.8 mm) T24t

Alternate Jigs

t+1/16in.
(t+ 1.6 mm)

Ra
3/, )
| B /4 in. min.

(19.0 mm)
\ 4/

Adjustable Type Wrap-around Type

t = Specified wall thickness of pipe,
Note: See Table C-1.

Figure C-3—Jig for Guided-Bend Test
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6 in. (150 mm) min.

|

1/ in. (6.4 mm)
(

1121n.
(38 mm)

(CCCCC(e

1/4in. (6.4 mm)

Saw cut 4/ T

—/8+0.010 in. (3.2 + 0.25 mm)
-
%)
97

.4

f

Figure C-4—Nick-Break Test Specimen
Table C-1—Guided-bend Test Jig Dimensions

(O (2) (3) ® (5) (6)
Pipe Grade®

Member Dimension A, B, & X42 X46 X52 & X56 X60 & X65 X70 & X80

Radius of male member, R4 3t 31721 4t 4lj2; 5t
Radius of female member, R 4t + /16 in. (4t + 1.6 mm) 5t+ 16 in. 512t + 116 in. 61+ /16 in.

121+ 1116 in. (472t + 1.6 mm) (5t+ 1.6 mm) (572t + 1.6 mm) (61 + 1.6 mm)

Width of male member, A 6t 7t 8t 9¢ 10t

Width of groove in female member, B 8+ /8 in. 9t + /8 in. 10t + /8 in. P+ Y8 in. 12+ Y8 in.

(8t + 3.2 mm) (9 + 3.2 mm) (10t +3.2 mm) (11t + 3.2 mm) (121 + 3.2 mm)

Notes:

1. See Figure C-3.

2. t = specified wall thickness of the pipe.
aFor intermediate grades of pipe, the dimensions of the bending jig shall conform to those shown for the next lower grade or shall
be proportional thereto.






APPENDIX D—ELONGATION TABLE (NORMATIVE)

These minimum elongation values were calculated by the equation in Footnote a of Tables 3A and 3B.

Table D-1—Elongation Table (U.S. Customary Units)

4} (2) (3 ) 5) ()] )] (3 ©) oy an o 12y a3 (14)
Elongation in 2 in., Minimum (percent)
Specified Wall Thickness tor Strip Grade
Tensile Test Specimen Testing (in.) A25 A B&X42 X46 X52  X56 X60 X635 X70 X80
Specimen Area Strip Specimen Specified Width Specrhed Minimum Ultimate Tensile Strength (psi)

(sq. in.) 34 in. 1in. 112 n. 45,000 48,000 60,000 63,000 66,000 71,000 75,000 77.000 82,000 90,000
0.75 =0.994 =0.746 = 0497 38 36 30 28 27 25 24 24 22 21
0.74 980 — 993 735 — 745 490 — 496 38 36 29 28 27 25 24 24 22 20
0.73 967 — 979 726 — 134 484 — 489 38 36 29 28 27 25 24 23 22 20
0.72 954 — 966 715 — 725 477 — 483 38 36 29 28 27 25 24 23 22 20
0.71 941 — 953 706 — 714 AT1 — 476 38 36 29 28 27 25 24 23 22 20
0.70 927 — 940 695 — 705 464 — 470 38 36 29 28 27 25 24 23 22 20
0.69 914 — 926 686 — .694 A57 — 463 38 36 29 28 27 25 24 23 22 20
0.68 900 — 913 675 — 685 450 — 456 38 35 29 28 27 25 24 23 22 20
0.67 .887 — 899 666 — .674 444 — 449 37 35 29 28 27 25 24 23 22 20
0.66 874 — 886 .655 — .665 437 — 443 37 35 29 28 26 25 24 23 22 20
0.65 861 — .873 646 — 654 431 — 436 37 35 29 27 26 25 23 23 22 20
0.64 847 — 860 635 — .645 424 — 430 37 35 29 27 26 25 23 23 22 20
0.63 834 — 846 626 — .634 417 — 423 37 35 29 27 26 25 23 23 22 20
0.62 820 — .833 615 — 625 410 — 416 37 35 28 27 26 24 23 23 21 20
0.61 .807 — .819 606 — .614 404 — 409 37 35 28 27 26 24 23 23 21 20
0.60 794 — 806 595 — .605 397 — 403 37 35 28 27 26 24 23 23 21 20
0.59 81 — 793 .586 — .594 391 — .396 36 34 28 27 26 24 23 23 21 20
0.58 767 — 780 575 — .585 384 — 390 36 34 28 27 26 24 23 22 21 19
0.57 754 — 766 566 — 574 377 — 383 36 34 28 27 26 24 23 22 21 19
0.56 740 — 753 555 — .565 370 — 376 36 34 28 27 26 24 23 22 21 19
0.55 727 — 739 546 — .554 364 — 369 36 34 28 27 25 24 23 22 21 19
0.54 714 — 726 535 — .545 357 — 363 36 34 28 26 25 24 23 22 21 19
0.53 701 — 713 526 — 534 351 — 356 36 34 28 26 25 24 23 22 21 19
0.52 .687 — 700 S15 — 525 344 — 350 36 34 27 26 25 24 22 22 21 19
0.51 674 — 686 506 — 514 337 — 343 35 33 27 26 25 24 22 22 21 19
0.50 660 — .673 495 — 505 330 — .336 35 33 27 26 25 23 22 22 21 19
0.49 647 — 659 486 — .494 324 — 329 35 33 27 26 25 23 22 22 20 19
048 634 — 646 475 — .485 317 — 323 35 33 27 26 25 23 22 22 20 19
0.47 621 — .633 466 — 474 311 — 316 35 33 27 26 25 23 22 22 20 19
0.46 607 — .620 455 — 465 304 — 310 35 33 27 26 25 23 22 21 20 19
0.45 594 — .606 446 — 454 297 — 303 35 33 27 26 24 23 22 21 20 19
0.44 580 — 593 435 — 445 .290— 296 34 32 27 25 24 23 22 21 20 18
0.43 567 — 579 426 — 434 284 — 289 34 32 26 25 24 23 22 21 20 18
0.42 .554 — 566 415 — 425 277 — 283 34 32 26 25 24 23 22 21 20 18
0.41 541 — 553 406 — 414 271 — 276 34 32 26 25 24 23 21 21 20 18
0.40 527 — 540 395 — 405 264 — 270 34 32 26 25 24 22 21 21 20 18
0.39 514 — 526 .386 — .394 257 — 263 34 32 26 25 24 22 21 21 20 18
0.38 500 — 513 375 — 385 250 — .256 33 32 26 25 24 22 21 21 19 18
0.37 487 — 499 366 — 374 244 — 249 33 31 26 25 24 22 21 20 19 18
0.36 474 — 486 355 — .365 237 — 243 33 31 26 24 23 22 21 20 19 18
0.35 461 — 473 346 — 354 231 — 236 33 31 25 24 23 22 21 20 19 18
0.34 447 — 460 335 — .345 224 — 230 33 31 25 24 23 22 21 20 19 18
0.33 434 — 446 326 — 334 217 — 223 32 31 25 24 23 22 21 20 19 17
0.32 420 — 433 315 — 325 210 — 216 32 30 25 24 23 21 20 20 19 17
0.31 407 — 419 306 — 314 204 — 209 32 30 25 24 23 21 20 20 19 17
0.30 394 — 406 295 — .305 197 — 203 32 30 25 24 23 21 20 20 19 17
0.29 381 — .393 286 — 294 191 — (196 32 30 24 23 22 21 20 20 18 17
0.28 367 — .380 275 — 285 .184 — 190 31 30 24 23 22 21 20 19 18 17
0.27 354 — .366 266 — 274 477 — 1183 31 29 24 23 22 21 20 19 8 17
0.26 340 — 353 255 — 265 170 — 1176 31 29 24 23 22 21 20 19 18 17
0.25 327 — 339 246 — 254 164 — 169 31 29 24 23 22 20 19 19 18 16
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Table D-1—Elongation Table (U.S. Customary Units) (Continued)
(N (2 (3) “4) (5) ©) (7) ® 9 (10y (1 2y  (13) (14
Elongation in 50.8 mm, Minimum (percent)
Specified Wall Thickness for Strip Grade
Tensile Test Specimen Testing (mm) A25 A B&X42 X46 X52 X56 X60 X65 X70 X80
Specimen Area Strip Specimen Specified Width Specified Minimum Ultimate Tensile Strength (MPa)

(mm?) 19.0 mm 25.4 mm 38.1 mm 310 331 414 434 455 490 517 531 565 621
0.24 314 — 326 235 — 245 157 — 1163 30 29 24 23 22 20 19 19 18 16
0.23 301 — 313 226 — 234 51 — 156 30 29 23 22 21 20 19 19 18 16
0.22 287 — 300 215 — 225 144 — 150 30 28 23 22 21 20 19 18 17 16
0.21 274 — 286 206 — 214 137 — 1143 30 28 23 22 21 20 19 18 17 16
0.20 260 — 273 195 — 205 130 — (136 29 28 23 22 21 19 19 18 17 16
0.19 247 — 259 186 — (194 124 — (129 29 27 22 21 21 19 18 18 17 16
0.18 234 — 246 175 — (185 A17 — 1123 29 27 22 21 20 19 18 18 17 15
0.17 221 — 233 166 — 174 J11 — (116 28 27 22 21 20 19 18 18 17 15
0.16 207 — 220 155 — 165 104 — (110 28 27 22 21 20 19 18 17 16 15
0.15 194 — 206 146 — 154 .097 — 103 28 26 21 20 20 18 18 17 16 15
0.14 180 — 1193 135 — (145 .090 — .096 27 26 21 20 19 18 17 17 16 15
0.13 167 — 179 126 — (134 .084 — .089 27 25 21 20 19 18 17 17 16 14
0.12 154 — (166 115 — 125 083 27 25 20 20 19 18 17 16 15 14
0.11 41 — 153 106 — (114 — 26 25 20 19 18 17 16 16 15 14
0.10 127 — 1140 095 — 105 — 26 24 20 19 18 17 16 16 15 14
0.09 114 — 126 086 — .094 — 25 24 19 19 18 17 16 15 15 13
0.08 100 — 113 083 — .085 — 24 23 19 18 17 16 15 15 14 13
0.07 .087 — .099 - — 24 22 18 18 17 16 15 15 14 13
0.06 .083 — .086 — — 23 22 18 17 16 15 15 14 13 12
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Table D-2—Elongation Table (S| Units)

(1) 2) (3) 4) (5) (6) @) 8) ) (10) an (12) (13) (14)
Elongation in 50.8 mm, Minimum (%)
. . . Grade
Tensile Specified Wall Thickness for
Test Strip Specimen Testing (in.) A25 A B & X42  X46 X52 X56 X60 X65 X70 X80
Sp;crien;en Strip Specimen Specified Width Specified Minimum Ultimate Tensile Strength (MPa)

(mm?) 190mm 254mm  38.1 mm 310 331 414 434 455 490 517 531 565 621
485 — =191 =127 38 36 30 28 27 25 24 24 22 21
480 — 1.87-19.0 125-12.6 38 36 29 28 27 25 24 24 22 20
470 — 183 -18.6 122-124 38 36 29 28 27 25 24 23 22 20
460 — 17.9-182 11.9-12.1 38 36 29 28 27 25 24 23 22 20
450 — 17.5-17.8 11.7-11.8 38 36 29 28 27 25 24 23 22 20
440 — 17.1-174 114-11.6 38 35 29 28 27 25 24 23 22 20
430 — 16.7-17.0 11.2-11.3 37 35 29 28 26 25 24 23 22 20
420 - 16.3-166 109-11.1 37 35 29 28 26 25 24 23 22 20
410 — 159-162 10.6~10.8 37 35 29 27 26 25 23 23 22 20
400 — 156-15.8 104105 37 35 28 27 26 24 23 23 21 20
390 — 15.2-155 10.1-10.3 37 35 28 27 26 24 23 23 21 20
380 — 14.8 -15.1 9.8-10.0 37 34 28 27 26 2 23 22 21 20
370 — 144-147 96-9.7 36 34 28 27 26 24 23 22 21 19
360 — 140-143 93-95 36 34 28 27 26 24 23 22 21 19
350 — 13.6-139 9.1-9.2 36 34 28 27 25 24 23 22 21 19
340 - 132-135 88-9.0 36 34 28 26 25 24 23 22 21 19
330 — 128-13.1 85-87 35 33 27 26 25 24 22 22 21 19
320 — 124-127 83-84 35 33 27 26 25 23 22 22 21 19
310 — 120-123 80-82 35 33 27 26 25 23 22 22 20 19
300 — 11.6-119 77-79 35 33 27 26 25 23 22 21 20 19
290 150-152 11.2-115 75-76 35 33 27 26 24 23 22 21 20 19
280 145-149 108 ~11.1 72-74 34 32 26 25 24 23 22 21 20 18
270 139-144 104-107 7.0-17.1 34 32 26 25 24 23 22 21 20 18
260 134-138 10.0-103 6.7-69 34 32 26 25 24 22 21 21 20 18
250 129-133 96-99 64-66 34 32 26 25 24 22 21 21 20 18
240 124-128 93-95 62-63 33 31 26 25 24 22 21 21 19 18
230 11.8-123 89-92 59-6.1 33 31 25 24 23 22 21 20 19 18
220 113-117 85-88 56-58 33 31 25 24 23 22 21 20 19 18
210 108-112 81-84 54-55 32 31 25 24 23 21 20 20 19 17
200 103-107 7.7-80 51-53 32 30 25 24 23 21 20 20 19 17
190 97-102 73-76 49-50 32 30 24 23 23 21 20 20 19 17
180 92-96 69-72 46-48 31 30 24 23 22 21 20 19 18 17
170 8.7-9.1 65-68 43-45 31 29 24 23 22 21 20 19 18 17
160 82-86 6.1-64 41-42 31 29 24 23 22 20 19 19 18 16
150 7.6-38.1 57-60 3.8-40 30 29 23 22 21 20 19 19 18 16
140 7.1-75 53-56 35-37 30 28 23 22 21 20 19 18 17 16
130 66-70 49-52 33-34 29 28 23 22 21 20 19 18 17 16
120 6.1-65 45-48 30-32 29 27 22 21 21 19 18 18 17 16
110 55-60 4.1-44 28-29 28 27 22 21 20 19 18 18 17 15
100 50-54 37-40 25-27 28 26 22 21 20 19 18 17 16 15

90 45-49 33-36 22-24 27 26 21 20 19 18 17 17 16 15
80 39-44 3.0-32 2.1 27 25 21 20 19 18 17 16 16 14
70 34-38 26-29 — 26 25 20 19 18 17 16 16 15 14
60 29-33 22-25 — 25 24 19 19 18 17 16 16 15 14
50 24-238 2.1 — 24 23 19 18 17 16 15 15 14 13
40 2.1-23 — — 23 22 18 17 16 1S 15 14 14 12

04

04






APPENDIX E—DIMENSIONS, WEIGHTS, AND TEST PRESSURES—SI UNITS (NORMATIVE)

Tables E-6A, E-6B, and E-6C provide the SI unit values for sponding to the U.S. Customary unit values given in Tables
dimensions, weights per unit length, and test pressures, corre- 6A, 6B, and 6C.

Table E-6A—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 0.405 Through 1.900 (Sl Units)

(D (2) 3 (C)] (5) ©) @) (3) &) (10)

Specified Plain-end Calculated Minimum Test Pressure® (kPa x 100)¢

Outside  Specified Wall ~ Weight per Inside

Diameter Thickness  Unit Length  Diameter? Grade A Grade B

D t Wpe d Grade

Size (mm) (mm) (kg/m) {mm) A25 Std. Alt. Std. Alt.
0.405 103 1.7 0.36 6.9 48 48 — 48 —
0.405 10.3 2.4 0.47 55 59 59 — 59 -
0.540 13.7 22 0.62 93 48 48 — 48 —
0.540 13.7 3.0 0.79 77 59 59 — 59 —
0.675 17.1 23 0.84 12.5 48 48 - 48 —
0.675 17.1 32 1.10 10.7 59 59 - 59 -
0.840 21.3 2.8 1.28 15.7 48 48 — 48 —
0.840 213 3.7 1.61 13.9 59 59 - 59 —
0.840 213 7.5 2.55 6.3 69 69 — 69 —
1.050 26.7 2.9 1.70 209 48 48 — 48 -
1.050 26.7 3.9 2.19 18.9 59 59 - 59 -
1.050 26.7 78 3.64 1.1 69 69 — 69 —
1.315 334 34 2.52 26.6 48 48 — 48 —
1.315 334 45 3.21 244 59 59 — 59 -
1.315 334 9.1 5.45 15.2 69 69 — 69 —
1.660 422 3.6 343 35.0 69 83 — 90 —
1.660 422 49 4.51 324 90 124 - 131 —
1.660 422 9.7 7.77 22.8 96 152 — 158 -
1.900 483 37 4.07 409 69 83 — 90 -
1.900 483 5.1 5.43 38.1 90 124 - 131 -
1.900 483 10.2 9.58 279 96 152 — 158 —

Note: See Table 6A for U.S. Customary unit values cotresponding to the SI unit values given in this table.

4The calculated inside diameters are given here for information (see 7.2).

bThe test pressures given in E-6A, E-6B, and E-6C apply to Grades A25, A, B, X42, X46, X52, X56, X60, X65, X70, and X80 only. See 9.4.3 for pressures appli-
cable to other grades.

€100 kPa = 1 bar.
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Table E-6B—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 25/g through 5% (SI Units)

(h (03] 3 (C)) (5) @ O @& O (@ an Jdz 13 J49 ds (16
Specified  Specitied  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure® (kPa x 100)¢
Diameter  Thickness Unit Length Diameter®

D 1 Whe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade

Size (mm) (mm) (kg/m) (mm) A25 A B X42 X46 X52 XS56 X60 X65 X70 X80
23744 60.3 2.1 3.01 56.1 Sud. 41 87 101 121 132 150 16l 173 187 202 207
Alt. — 108 126 151 166 188 202 216 234 252 288

23/¢4 60.3 2.8 3.97 54.7 Std. 55 115 134 162 177 200 207 207 207 207 207
Alt. — 144 168 202 221 250 269 288 312 336 384

23/¢4 60.3 3.2 4.51 53.9 Std. 69 132153 185 202 207 207 207 207 207 207
Alt. - 165 172 231 252 286 307 330 357 384 439

2344 60.3 3.6 5.03 53.1 Std. 69 148 172 207 207 207 207 207 207 207 207
Alt. — 172 172 260 284 321 346 371 401 433 494

23/ 60.3 3.9 5.42 52.5 Std. 69 161 172 207 207 207 207 207 207 207 207
Alt. — 172 172 281 308 348 374 402 435 469 500

23/g 60.3 44 6.07 51.5 Std. 76 172 172 207 207 207 207 207 207 207 207
Alt. — 172 172 317 347 393 422 453 490 500 500

234 60.3 4.8 6.57 50.7 Std. 83 172 172 207 207 207 207 207 207 207 207
Alt. — 172 172 346 379 429 461 494 500 500 500

2%/4 60.3 5.5 7.43 493 Std. 90 172 172 207 207 207 207 207 207 207 207
Alt. - 172 172 397 434 491 500 500 500 500 500

23/¢ 60.3 6.4 8.51 475 Std. 96 172 172 207 207 207 207 207 207 207 207
Alt. — 172 172 462 500 500 500 500 500 500 500

23/g 60.3 7.1 9.31 46.1 Std. 96 172 172 207 207 207 207 207 207 207 207
Alt. — 172 172 500 500 500 500 500 500 500 500

2% 60.3 1.1 13.47 38.1 Std. 96 172 172 207 207 207 207 207 207 207 207
Al — 172 172 500 500 500 500 500 500 500 500

27744 73.0 2.1 3.67 68.8 Std. 41 71 83 100 109 124 133 143 155 167 191
Alt. — 89 104 125 137 155 167 179 193 208 238

2774 73.0 2.8 4.85 67.4 Std. 55 95 111 133 146 165 178 191 206 207 207
Alt. — 119 139 167 182 207 222 238 258 278 318

271g8 73.0 3.2 5.51 66.6 Std. 69 109 127 153 167 189 203 207 207 207 207
Alt. — 136 158 191 208 236 254 272 295 318 363

27/ 73.0 3.6 6.16 65.8 Std. 69 122 143 172 18 207 207 207 207 207 207
Alt. — 153 172 215 234 266 286 306 331 357 408

2714 73.0 4.0 6.81 65.0 Std. 69 136 158 191 207 207 207 207 207 207 207
Alt. — 170 172 238 261 295 317 340 368 397 454

2714 73.0 4.4 7.44 64.2 Std. 69 150 172 207 207 207 207 207 207 207 207
Alt. — 172 172 262 287 325 349 374 405 437 499

27fg 73.0 4.8 8.07 63.4 Std. 69 163 172 207 207 207 207 207 207 207 207
Alt. — 172 172 286 313 354 381 408 442 476 500

2714 73.0 52 8.69 62.6 Std. 69 172 172 207 207 207 207 207 207 207 207
Alt. — 172 172 310 339 384 412 442 479 500 500

2714 73.0 5.5 9.16 62.0 Std. 76 172 172 207 207 207 207 207 207 207 207
Alt. — 172 172 328 358 406 436 468 500 500 500

2714 73.0 64 10.51 60.2 Std. 83 172 172 207 207 207 207 207 207 207 207
Alt. — 172 172 381 417 472 S00 500 500 500 500

27/ 73.0 7.0 11.39 59.0 Std. 90 172 172 207 207 207 207 207 207 207 207
Alt. — 172 172 417 456 500 500 500 500 500 500

27/ 73.0 14.0 20.37 45.0 Std. 96 172 172 207 207 207 207 207 207 207 207
Alt. - 172 172 500 500 500 500 500 500 500 500

37,9 88.9 2.1 450 84.7 Std. 41 59 68 82 9 102 109 117 127 137 156
Alt. - 73 85 103 112 127 137 147 159 171 196

34 88.9 2.8 595 833 Std. 55 78 9] 110 120 136 146 156 169 183 207

Alt. — 98 114 137 150 170 182 196 212 228 26l
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Table E-6B—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 23/g through 5% (S Units) (Continued)

(1) ()] 3 @) () ® O ® © o an g2y 13 (4 (s (1o
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure® (kPa x 100)¢
Diameter ~ Thickness Unit Length Diameter®
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A25 A B X42 X46 X52 X56 X60 X65 X70 X80
3174 88.9 32 6.76 82.5 Std. 69 89 104 125 137 155 167 179 194 207 207
Alt. — 112 130 157 171 194 208 224 242 261 298
31,4 88.9 3.6 7.57 81.7 Std. 69 101 117 141 154 174 188 201 207 207 207
Alt. - 126 146 176 193 218 234 25! 272 293 335
3174 88.9 4.0 8.37 80.9 Std. 69 12 130 157 171 194 207 207 207 207 207
Al. - 140 163 196 214 242 261 279 302 326 373
31, 88.9 44 9.17 80.1 Std. 69 123 143 172 188 207 207 207 207 207 207
Alt. — 154 172 215 235 267 287 307 333 359 410
31, 88.9 4.8 9.95 79.3 Std. 69 134 156 188 205 207 207 207 207 207 207
Alt. — 168 172 235 257 291 313 335 363 391 447
3, 88.9 5.5 11.31 77.9 Std. 69 154 172 207 207 207 207 207 207 207 207
Alt. — 172 172 269 294 333 358 384 416 448 500
3, 88.9 6.4 13.02 76.1 Std. — 172 172 207 207 207 207 207 207 207 207
Alt. — 172 172 313 342 388 417 447 484 500 500
3, 88.9 7.1 14.32 74.7 Std. — 172 172 207 207 207 207 207 207 207 207
Alt. — 172 172 347 380 430 462 496 500 500 500
31, 88.9 7.6 15.24 73.7 Std. 90 172 172 207 207 207 207 207 207 207 207
Alt. — 172 172 372 407 460 495 500 500 500 500
3, 88.9 15.2 27.63 58.5 Std. — 172 172 207 207 207 207 207 207 207 207
Alt. — 172 172 500 500 500 500 500 500 500 500
4d 101.6 2.1 5.15 97.4 Std. —_ 51 60 72 79 89 9% 103 11 120 137
Alt. — 64 75 0 98 11 120 128 139 150 171
4d 101.6 2.8 6.82 96.0 Std. 41 68 80 9% 105 119 128 137 148 160 183
Alt. — 86 100 120 131 148 160 171 185 200 228
4d 101.6 32 7.76 95.2 Std. — 78 91 110 120 136 146 156 169 183 207
Alt. — 98 114 137 150 170 182 196 212 228 26l
4d 101.6 3.6 8.70 94.4 Std. 55 88 102 123 135 153 164 176 190 205 207
Alt. — 110 128 154 168 191 205 220 238 257 293
4d 101.6 4.0 9.63 93.6 Std. -— 98 14 137 150 170 182 196 207 207 207
Alt. — 122 142 171 187 212 228 244 265 285 326
4 101.6 4.4 10.55 92.8 Std. 69 108 125 151 165 187 201 207 207 207 207
Alt. — 134 157 188 206 233 251 269 291 314 359
4 101.6 4.8 11.46 92.0 Std. 83 117 137 164 180 204 207 207 207 207 207
Alt. — 147 171 206 225 254 274 293 317 342 391
4 101.6 5.7 1348 90.2 Std. 83 139 162 195 207 207 207 207 207 207 207
Alt. - 174 193 244 267 302 325 348 377 406 465
4 101.6 6.4 15.02 88.8 Std. - 156 182 207 207 207 207 207 207 207 207
Alt. — 193 193 274 300 339 365 391 423 456 500
4 101.6 7.1 16.55 874 Std. — i74 193 207 207 207 207 207 207 207 207
Alt. — 193 193 304 332 376 405 434 470 500 500
4 101.6 8.1 18.68 85.4 Sd. 117 193 193 207 207 207 207 207 207 207 207
Alt. — 193 193 347 379 429 462 495 500 500 500
4l 1143 2.1 5.81 110.1 Std. — 46 53 64 70 79 85 91 99 06 122
Alt. — 57 66 80 87 9 106 114 123 133 152
417, 1143 32 8.77 107.9 Std. 55 70 81 97 106 120 130 139 151 162 185
Alt. — 87 101 122 133 151 162 174 188 203 232
4l 1143 3.6 9.83 107.1 Sd.  — 78 91 110 120 136 146 156 169 183 207
Alt. — 98 114 137 150 170 182 196 212 228 261
41,4 1143 4.0 10.88 106.3 Std. 69 87 104 122 133 151 162 174 188 203 207

Alt. — 109 127 152 166 188 203 217 235 254 290
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Table E-6B—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 2%/g through 5% (SI Units) (Continued)

) ) 3 4) (5) ® O @& O Jqo Jdn a4z a3 a4 (145 16

Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure? (kPa x 100)¢

Diameter  Thickness Unit Length Diameter?

D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade

Size (mm) (mm) (kg/m) (mm) A25 A B X42 X46 X52 XS6 X600 X65 X70 X80

4]/2 1143 4.4 11.92 105.5 Std. — 96 111 134 146 166 178 191 207 207 207

Alt. — 120 139 167 183 207 223 239 259 279 319

417 114.3 4.8 12.96 104.7 Std. 83 104 121 146 160 181 195 207 207 207 207

Alt. — 130 152 183 200 226 243 26l 282 304 348

417, 1143 52 13.99 103.9 Std. — 113 132 158 173 196 207 207 207 207 207

Alt. — 141 164 198 216 245 263 283 306 330 377

41/, 114.3 56 15.01 103.1 Std. 83 122 142 170 186 207 207 207 207 207 207

Alt. -— 152 177 213 233 264 284 304 329 355 406

41y, 1143 6.0 16.02 102.3 Std. 83 130 152 183 200 207 207 207 207 207 207

Alt. — 163 190 228 250 283 304 326 353 380 435

4, 1143 6.4 17.03 101.5 Std. — 139 162 195 207 207 207 207 207 207 207

Alt. — 174 193 244 266 302 324 348 376 406 464

4'/2 114.3 7.1 18.77 100.1 Std. — 154 180 207 207 207 207 207 207 207 207

Alt. — 193 193 270 295 335 360 386 417 450 500

4]/2 1143 7.9 20.73 98.5 Std. — 172 193 207 207 207 207 207 207 207 207

Alt. — 193 193 301 329 372 400 429 464 500 500

41/2 1143 8.6 2242 97.1 Std. 117 187 193 207 207 207 207 207 207 207 207

Alt. — 193 193 327 358 405 436 467 500 500 500

4Y, 114.3 T 28.25 92.1 Std. — 193 193 207 207 207 207 207 207 207 207

Alt. —_ 193 193 422 462 500 500 500 500 500 500

41/, 114.3 13.5 33.56 87.3 Std. —_ 193 193 207 207 207 207 207 207 207 207

Alt. — 193 193 500 500 500 500 500 500 500 500

4/, 114.3 17.1 40.99 80.1 Std. — 193 193 207 207 207 207 207 207 207 207

Al — 193 193 500 500 500 500 500 500 500 500

5964 1413 2.1 7.21 137.1 Std. — 37 43 52 57 64 69 74 80 86 98

Alt. — 46 54 65 71 80 86 92 100 108 123

5964 141.3 3.2 10.90 134.9 Std. 46 56 65 79 86 98 105 113 122 131 150

Alt. — 70 82 99 108 122 131 141 152 164 188

59/[()d 141.3 4.0 13.54 133.3 Std. 58 70 82 9 108 122 131 141 152 164 188

Alt. —_ 88 102 123 135 152 164 176 190 205 234

56 141.3 4.8 16.16 131.7 Std. 70 84 98 118 129 146 157 169 183 197 207

Alt. — 105 123 148 162 183 197 211 228 246 281

5% 141.3 5.6 18.74 130.1 Std. 81 98 115 138 151 171 184 197 207 207 207

Alt. — 123 143 172 188 213 229 246 266 287 328

596 141.3 6.6 21.92 128.1 Std. 83 116 135 163 178 201 207 207 207 207 207

Alt. — 145 169 203 222 252 270 290 314 338 387

596 141.3 7.1 23.50 127.1 Std. 105 125 145 175 191 207 207 207 207 207 207

Alt. — 156 182 219 239 271 291 312 338 364 416

596 141.3 7.9 25.99 125.5 Std. 116 139 162 195 207 207 207 207 207 207 207

Alt. - 174 193 243 266 30l 324 347 376 405 463

5916 141.3 8.7 28.45 123.9 Std. 128 153 178 207 207 207 207 207 207 207 207

Alt. — 191 193 268 293 332 356 382 414 446 500

596 141.3 95 30.88 122.3 Std. 139 167 193 207 207 207 207 207 207 207 207

Alt. — 193 193 292 320 362 389 418 452 487 500

5916 141.3 127 40.28 1159 Std. 186 193 193 207 207 207 207 207 207 207 207

Alt. - 193 193 391 427 484 500 500 S00 500 500

596 141.3 15.9 49.17 109.5 Std. 193 193 193 207 207 207 207 207 207 207 207

Alt. - 193 193 489 500 500 500 500 500 500 500
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Table E-6B—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 2%/g through 5%4¢ (S| Units) (Continued)

(1) 2 3 @) 5 © @O ® © (10 dn a2 a3xn (4 (15 (16

Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure? (kPa x 100)¢

Diameter ~ Thickness Unit Length Diameter?

D f Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade

Size (mm) (mm) (kg/m) (mm) A25 A B X42 X446  X52 X56  X60 X65 < X70 X80

%6 141.3 19.1 57.56 103.1 Std. 193 193 193 207 207 207 207 207 207 207 207

Alt. - 193 193 500 500 500 500 500 500 500 500

Note: See Table 6B for U.S. Customary unit values corresponding to the ST unit values given in this table.

4The calculated inside diameters are given here for information (see 7.2).

YThe test pressures given in Tables E-6A, E-6B, and E-6C apply to Grades A25, A, B, X42, X46, X52, X56, X60, X65, X70, and X80 only. See 9.4.3 for pressures
applicable to other grades.

€100 kPa = | bar.

dPipe that has this combination of specified outside diameter and specified wall thickness is special plain-end pipe; other combinations given in this table are reg-
ular plain-end pipe. Pipe that has a combination of specified outside diameter and specified wall thickness that is intermediate to the tabulated values is considered
to be special plain-end pipe if the next lower tabulated value is for special plain-end pipe; other intermediate combinations are considered to be regular plain-end
pipe. (See Table 10 for the applicable weight tolerances.)

Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 65/g through 80 (S| Units)

(0 (2) (3) (4) (5) (6) % 8 © a0 an gz a3z J4 (15
Specified  Specified  Plain-end  Calculated
Outside Wali Weight per Inside Minimum Test Pressureb (kPa x 100)¢
Diameter  Thickness Unit Length Diameter®
D { Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42  X46 X52 X56 X60 X65 X70 X80
6o/gd 168.3 2.1 8.61 164.1 Std. 31 36 54 59 67 72 77 84 90 103
Alt. 39 45 54 59 67 72 77 84 9 103
63/g4 168.3 28 11.43 162.7 Std. 41 48 72 79 90 9% 103 112 121 138
Alt. 52 60 72 79 90 9 103 112 121 138
65744 168.3 32 13.03 161.9 Std. 47 55 83 90 102 110 118 128 138 157
Alt. 59 69 83 90 102 110 118 128 138 157
65/gd 168.3 3.6 14.62 161.1 Std. 53 62 93 102 115 124 133 144 155 177
Al 66 77 93 102 115 124 133 144 155 177
65744 168.3 40 16.21 160.3 Std. 59 69 103 113 128 138 148 160 172 197
Alt. 74 86 103 113 128 138 148 160 172 197
65/g 168.3 44 17.78 159.5 Std. 65 76 114 124 141 151 162 176 189 207
Alt. 81 95 114 124 141 IS1 162 176 189 216
65y 168.3 4.8 19.35 158.7 Std. 71 82 124 136 154 165 177 192 207 207
Alt. 80 103 124 136 154 165 177 192 207 236
6y 168.3 52 2091 157.9 Std. 77 89 134 147 166 179 192 207 207 207
Al 9 112 134 147 166 179 192 208 224 256
65/g 168.3 56 22.47 157.1 Std. 83 96 145 158 179 193 207 207 207 207
Alt. 103 120 145 158 179 193 207 224 241 276
65/g 168.3 64 25.55 155.5 Std. 94 110 165 181 205 207 207 207 207 207
Alt. 118 137 165 181 205 220 236 256 276 315
65/g 168.3 7.1 28.22 154.1 Std. 105 122 184 201 207 207 207 207 207 207
Alt. 131 153 184 201 227 244 262 283 306 349
6y 168.3 79 31.25 152.5 Std. 117 136 204 207 207 207 207 207 207 207
Alt. 146 170 204 223 253 272 291 315 340 389
6lg 168.3 8.7 34.24 150.9 Std. 128 149 207 207 207 207 207 207 207 207
Alt. 161 187 225 246 278 299 321 347 375 428
65/g 168.3 95 37.20 1493 Std. 140 163 207 207 207 207 207 207 207 207
Alt. 175 193 246 268 304 327 351 379 409 467
65/g 168.3 11.0 42.67 146.3 Std. 162 189 207 207 207 207 207 207 207 207

Alt. 193 193 284 311 352 378 406 439 474 500
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Table E-6C—~Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (SI Units) (Continued)

(N (2) (3) 4) 5 (6) (7 ® ©  qo an a2 a3 (14 Js
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure? (kPa x 100)¢
Diameter  Thickness Unit Length Diameter?
D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42 X46 X52 X56 X60 X65 X70 X80
65/y 168.3 12.7 48.73 142.9 Std. 187 193 207 207 207 207 207 207 207 207
Alt. 193 193 328 359 406 437 469 500 500 500
65/4 168.3 14.3 54.31 139.7 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 370 404 458 492 500 500 500 500
65/ g 168.3 159 59.76 136.5 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 411 449 500 500 500 500 500 500
6>y 168.3 18.3 67.69 131.7 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 473 500 500 500 500 500 500 500
63y 168.3 19.1 70.27 130.1 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 494 500 500 500 500 500 500 500
65/g 168.3 21.9 79.06 1245 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 500 500 500 500 500 500 500 500
63/g 168.3 222 79.98 123.9 Std. 193 193 207 207 207 207 207 207 207 207

Alt. 193 193 500 500 500 500 500 500 500 500

8/ 219.1 32 17.04 212.7 Std. 36 42 64 69 79 85 91 98 106 121
Alt. 45 53 64 69 79 85 91 98 106 121
85/4d 219.1 40 21.22 2111 Std. 45 53 79 87 98 106 113 123 132 151
Alt. 57 66 79 87 98 106 113 123 132 151
8574 219.1 4.8 25.37 209.5 Std. 54 63 95 104 118 127 136 147 159 181
Alt. 68 79 95 104 118 127 136 147 159 181
85/4 219.1 52 27.43 208.7 Std. 59 69 103 113 128 137 147 159 172 197
Alt. 74 86 103 113 128 137 147 159 172 197
85/4 219.1 5.6 29.48 207.9 Std. 63 74 111 122 138 148 159 172 185 207
Alt. 79 92 111 122 138 148 159 172 185 212
8/g 219.1 6.4 33.57 206.3 Std. 73 84 127 139 157 169 181 196 207 207
Alt. 91 106 127 139 157 169 181 196 212 242
8/g 219.1 7.0 36.61 205.1 Std. 79 92 139 152 172 185 198 207 207 207
Alt. 9 115 139 152 172 185 198 215 231 265
8%/y 219.1 7.9 41.14 203.3 Std. 90 104 157 171 194 207 207 207 207 207
Alt. 112 130 157 171 194 209 224 242 26l 299
8/g 219.1 82 42.65 202.7 Std. 93 108 163 178 202 207 207 207 207 207
Alt. 116 135 163 178 202 217 232 252 271 310
8y 219.1 8.7 45.14 201.7 Std. 99 115 173 189 207 207 207 207 207 207
Alt. 123 144 173 189 214 230 247 267 288 329
85/3 219.1 9.5 49.10 200.1 Std. 108 125 189 206 207 207 207 207 207 207
Alt. 135 157 189 206 233 251 269 291 314 359
85/g 219.1 1.1 56.94 196.9 Std. 126 147 207 207 207 207 207 207 207 207
Alt. 157 183 220 241 273 293 315 340 367 419
8574 219.1 12.7 64.64 193.7 Std. 144 168 207 207 207 207 207 207 207 207
Alt. 180 193 252 276 312 336 360 390 420 480
85/¢ 219.1 14.3 72.22 190.5 Std. 162 189 207 207 207 207 207 207 207 207
Alt. 193 193 284 310 351 378 405 439 473 500
8¢ 219.1 159 79.67 187.3 Std. 180 193 207 207 207 207 207 207 207 207
Alt. 193 193 316 345 391 420 451 488 500 500
85/ 219.1 18.3 90.62 1825 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 363 397 450 484 500 500 500 500
8y 219.1 19.1 94.20 180.9 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 379 415 469 500 500 500 500 500
85/4 219.1 20.6 100.84 1779 Std. 193 193 207 207 207 207 207 207 207 207

Alt. 193 193 409 447 500 500 500 S00 500 500
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6%/g through 80 (S| Units) (Continued)

H 2) (3) €y 5) ©® o ® © qao qn a9z Aq3;) (49 43
Specified  Specified  Plain-end Calculated
Outside Wall Weight per  Inside Minimum Test Pressure? (kPa x 100)¢
Diameter  Thickness Unit Length Diameter®
D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42 X46 X52 X56 X600 X65 X70 X80
85/g 219.1 22.2 107.79 174.7 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 441 482 500 500 S00 500 500 500
85/5 219.1 254 121.33 168.3 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 500 500 500 500 500 500 500 500
10%/,¢ 273.1 4.0 26.54 265.1 Std. 36 42 72 79 89 9% 103 12 120 137
Alt. 45 53 72 79 89 9% 103 12 120 137
10344 273.1 4.8 31.76 263.5 Std. 44 51 87 95 107 115 124 134 144 165
Alt. 55 64 87 95 107 115 124 134 144 165
103744 273.1 5.2 34.35 2627 Std. 47 55 94 103 116 125 134 145 156 179
Alt. 59 69 94 103 il6 125 134 145 156 179
1034 273.1 5.6 36.94 261.9 Std. 51 59  10i 111 125 135 144 156 168 192
Alt. 64 74 101 11 125 135 144 156 168 192
1034 273.1 6.4 42.09 260.3 Std. 58 68 16 126 143 154 165 178 192 207
Alt. 73 85 16 126 143 154 165 178 192 220
103/, 273.1 7.1 46.57 258.9 Std. 65 75 128 1490 159 171 183 198 207 207
Alt. 81 94 128 140 159 171 183 198 213 244
103/, 273.1 7.8 51.03 2575 Std. 71 83 141 154 174 187 2001 207 207 207
Alt. 89 103 141 154 174 187 201 218 235 268
10%/4 273.1 8.7 56.72 255.7 Std. 79 92 157 172 194 207 207 207 207 207
Alt. 9 115 157 172 194 209 224 243 202 299
103/, 273.1 9.3 60.50 2545 Std. 85 98 168 184 207 207 207 207 207 207
Alt. 106 123 168 184 208 223 240 259 280 320
103/ 273.1 11.1 71.72 2509 Std. 101 g 200 207 207 207 207 207 207 207
Alt. 126 147 200 219 248 267 286 310 334 38l
1034 273.1 127 81.55 247.7 Std. 116 134 207 207 207 207 207 207 207 207
Alt. 144 168 229 251 284 305 327 354 382 436
1034 273.1 14.3 91.26 244.5 Std. 130 151 207 207 207 207 207 207 207 207
Alt. 163 189 258 282 320 344 369 399 430 491
103/, 273.1 15.9 100.85 241.3 Std. 145 168 207 207 207 207 207 207 207 207
Alt. 181 193 287 314 355 382 410 443 478 500
103/, 273.1 18.3 114.99 236.5 Std. 166 193 207 207 207 207 207 207 207 207
Alt. 193 193 330 361 409 440 472 500 500 500
1034 273.1 20.6 128.27 231.9 Std. 187 193 207 207 207 207 207 207 207 207
Alt. 193 193 372 406 460 495 500 500 500 500
1034 273.1 222 137.36 228.7 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 401 438 496 500 500 500 500 500
103/ 273.1 23.8 146.32 2255 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 430 470 500 500 500 500 500 500
1034 273.1 254 155.15 222.3 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 459 500 500 500 500 500 500 500
1034 273.1 318 189.22 2095 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 500 500 500 500 500 500 500 500
123/ 323.9 44 34.67 315.1 Std. 34 39 67 73 83 89 96 103 112 127
Alt. 42 49 67 73 83 89 9% 103 112 127
12374 3239 4.8 37.77 3143 Std. 37 43 73 80 90 97 104 113 122 139
Alt. 46 54 73 80 90 97 104 113 122 139
123/,d 323.9 5.2 40.87 313.5 Std. 40 46 79 87 98 105 113 122 132 151
Alt. 50 58 79 87 98 105 113 122 132 151
123/,9 3239 5.6 43.96 3127 Std. 43 50 85 93 106 113 122 132 142 162
Alt. 54 63 85 93 106 113 122 132 142 162
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (S| Units) (Continued)
(n 2) (3) “ &) © O ®& © o an Jdz a3y g9 ds
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure® (kPa x 100)¢
Diameter ~ Thickness Unit Length Diameter®

D 1 Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade

Size (mm) (mm) (kg/m) (mm) A B X42 X46 X52 X56 X60 X65 X70 X80
123/4 3239 6.4 50.11 311.1 Std. 49 57 97 106 121 130 139 150 162 185
Alt. 61 71 97 106 121 130 139 150 162 185

123/4 323.9 7.1 55.47 309.7 Std. 54 63 108 118 134 144 154 167 180 206
Alt. 68 79 108 118 134 144 154 167 180 206

123/4 3239 79 61.56 308.1 Std. 61 71 120 131 149 160 172 186 200 207
Alt. 76 88 120 131 149 160 172 186 200 229

123/, 323.9 8.4 65.35 307.1 Std. 64 75 128 140 158 170 183 198 207 207
Alt. 81 94 128 140 158 170 183 198 213 243

1231, 323.9 8.7 67.62 306.5 Std. 67 78 132 145 164 176 189 205 207 207
Alt. 83 97 132 145 164 176 189 205 221 252

123/ 3239 95 73.65 3049 Std. 73 85 145 158 179 192 206 207 207 207
Alt. 91 106 145 158 179 192 206 223 241 275

123/, 323.9 10.3 79.65 303.3 Std. 79 92 157 171 194 207 207 207 207 207
Alt. 99 115 157 171 194 209 224 242 261 298

123/, 3239 1.1 85.62 301.7 Std. 85 99 169 185 207 207 207 207 207 207
Alt. 106 124 169 185 209 225 241 261 281 322

123/, 3239 12.7 97.46 298.5 Std. 97 113 193 207 207 207 207 207 207 207
Alt. 122 142 193 211 239 257 276 299 322 368

1234 3239 14.3 109.18 295.3 Std. 110 128 207 207 207 207 207 207 207 207
Alt. 137 160 218 238 269 290 311 336 363 414

123/, 323.9 159 120.76 202.1 Std. 122 142 207 207 207 207 207 207 207 207
Alt. 152 177 242 265 300 322 345 374 403 461

123/, 3239 17.5 132.23 288.9 Std. 134 156 207 207 207 207 207 207 207 207
Alt. 168 193 266 291 330 355 380 411 444 500

123/, 3239 19.1 143.56 285.7 Std. t46 171 207 207 207 207 207 207 207 207
Alt. 183 193 291 318 360 387 415 449 484 500

12344 323.9 20.6 154.08 282.7 Std. 158 184 207 207 207 207 207 207 207 207
Alt. 193 193 314 343 388 417 448 484 500 500

123/, 3239 222 165.17 279.5 Std. 170 193 207 207 207 207 207 207 207 207
Alt. 193 193 338 369 418 450 482 500 500 500

12314 3239 23.8 176.13 276.3 Std. 183 193 207 207 207 207 207 207 207 207
Alt. 193 193 362 396 448 482 500 500 500 500

123/, 3239 25.4 186.97 273.1 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 387 423 479 500 500 500 500 500

123/4 3239 27.0 197.68 269.9 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 411 449 500 500 500 500 500 500

123/ 4 3239 28.6 208.27 266.7 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 435 476 500 500 500 500 500 500

123/4 3239 31.8 229.06 260.3 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 484 500 500 500 500 500 500 500

144 355.6 4.8 41.52 346.0 Std. 34 39 67 73 82 89 95 103 111 127
Alt. 42 49 67 73 82 89 95 103 111 127

144 355.6 5.2 4493 3452 Std. 36 42 72 79 89 96 103 111 120 137
Alt. 45 53 72 79 89 96 103 111 120 137

144 355.6 53 45.78 345.0 Std. 37 43 73 80 9] 98 105 114 122 140
Alt. 46 54 73 80 91 98 105 114 122 140

14d 355.6 5.6 48.33 344.4 Std. 39 46 78 85 9% 103 111 120 129 148
Alt. 49 57 78 85 96 103 111 120 129 148

144 355.6 6.4 55.11 342.8 Std. 45 52 89 97 110 118 127 137 148 169
Alt. 56 65 89 97 110 118 127 137 148 169
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 65/g through 80 (SI Units) (Continued)

(1) 2 (3) (4) (5) (6) () (8) G a0 an gz a3y (14 (15)
Specified  Specified  Plain-end  Calculated
Qutside Wall Weight per Inside Minimum Test Pressure® (kPa x 100)¢
Diameter  Thickness Unit Length Diameter?
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42 X46 X52 X56 X600 X65 X70 X80
14d 355.6 7.1 61.02 341.4 Std. 50 58 98 108 122 131 141 152 164 187
Alt. 62 72 98 108 122 131 141 152 164 187
14 355.6 79 67.74 3398 Std. 55 64 110 120 136 146 156 169 182 207
Alt. 69 80 110 120 136 146 156 169 182 208
14 355.6 8.7 74.42 338.2 Std. 61 71 121 132 149 161 172 186 201 207
Alt. 76 88 121 132 149 161 172 186 201 230
14 355.6 9.5 81.08 336.6 Std. 66 77 132 144 163 175 188 203 207 207
Alt. 83 97 132 144 163 175 188 203 219 251
14 355.6 10.3 87.71 335.0 Std. 72 84 143 156 177 190 204 207 207 207
Alt. 20 105 143 156 177 190 204 221 238 272
14 355.6 1.4 94.30 3334 Std. 78 90 154 168 191 205 207 207 207 207
Alt. 97 113 154 168 191 205 220 238 256 293
14 355.6 11.9 100.86 331.8 Std. 83 97 165 180 204 207 207 207 207 207
Alt. 104 121 165 180 204 220 236 255 275 314
14 355.6 12.7 107.39 330.2 Std. 89 103 176 192 207 207 207 207 207 207
Alt. 11 129 176 192 218 234 251 272 293 335
14 355.6 14.3 120.36 327.0 Std. 100 116 198 207 207 207 207 207 207 207
Alt. 125 145 198 217 245 264 283 306 330 377
14 355.6 159 133.19 323.8 Std. 111 129 207 207 207 207 207 207 207 207
Alt. 139 162 220 241 273 293 315 341 367 420
14 355.6 17.5 14591 320.6 Std. 122 142 207 207 207 207 207 207 207 207
Alt. 153 178 243 265 300 323 346 375 404 462
14 355.6 19.1 158.49 317.4 Std. 133 155 207 207 207 207 207 207 207 207
Alt. 167 193 265 289 328 352 378 409 441 500
14 355.6 20.6 170.18 314.4 Std. 144 168 207 207 207 207 207 207 207 207
Alt. 180 193 286 312 354 380 408 441 476 500
14 355.6 222 182.52 311.2 Std. 155 181 207 207 207 207 207 207 207 207
Alt. 193 193 308 336 381 410 439 475 500 500
14 355.6 23.8 194.74 308.0 Std. 166 193 207 207 207 207 207 207 207 207
Alt. 193 193 330 361 408 439 471 500 500 500
14 355.6 254 206.83 304.8 Std. 177 193 207 207 207 207 207 207 207 207
Alt. 193 193 352 385 436 469 500 500 500 500
14 355.6 27.0 218.79 301.6 Std. 189 193 207 207 207 207 207 207 207 207
Alt. 193 193 374 409 463 498 500 500 500 500
14 355.6 28.6 230.63 298.4 Std. 193 193 207 207 207 207 207 207 207 207
Ait. 193 193 397 433 491 500 500 500 500 500
14 355.6 31.8 253.92 292.0 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 441 482 500 500 500 500 500 500
164 406.4 4.8 47.54 396.8 Std. 29 34 58 64 72 78 83 PA 97 11
Alt. 37 43 58 64 72 78 83 90 97 11
16¢ 406.4 52 51.45 396.0 Std. 32 37 63 69 78 84 90 97 105 120
Alt. 40 46 63 69 78 84 90 97 105 120
164 406.4 5.6 55.35 395.2 Std. 34 40 68 74 84 90 97 105 (13 129
Alt. 43 50 68 74 84 90 97 105 113 129
164 406.4 6.4 63.13 393.6 Std. 39 46 78 85 96 103 111 120 129 148
Alt. 49 57 78 85 96 103 111 120 129 148
164 406.4 7.1 69.91 3922 Std. 43 51 86 94 107 115 123 133 143 164
Alt. 54 63 86 94 107 115 123 133 143 164
16 406.4 79 77.63 390.6 Std. 48 56 96 105 119 128 137 148 160 182
Alt. 60 70 96 105 119 128 137 148 160 182
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (S| Units) (Continued)
M @ 3 @ &) © O & ©» G Jan d2 J3) (14 35
Specified  Specified  Plain-end  Calculated
Outside Wall Weightper  Inside Minimum Test Pressure® (kPa x 100)¢
Diameter  Thickness Unit Length Diameter®
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42 X446 X52 X56 X60 X65 X70 X80
16 406.4 8.7 85.32 389.0 Std. 53 62 106 115 131 140 151 163 176 201
Alt. 66 77 106 115 131 140 151 163 176 201
16 406.4 9.5 92.98 387.4 Std. 58 68 115 126 143 153 165 178 192 207
Alt. 73 85 115 126 143 153 165 178 192 219
16 406.4 10.3 100.61 385.8 Std. 63 73 125 137 155 166 178 193 207 207
Alt. 79 92 125 137 155 166 178 193 208 238
16 406.4 11.1 108.20 384.2 Std. 68 79 135 147 167 179 192 207 207 207
Alt. 85 99 135 147 167 179 192 208 224 250
16 406.4 11.9 115.77 382.6 Std. 73 85 144 158 179 192 206 207 207 207
Alt. 91 106 144 158 179 192 206 223 240 250
16 406.4 12.7 123.30 381.0 Std. 78 90 154 168 191 205 207 207 207 207
Alt. 97 113 154 168 191 205 220 238 250 250
16 406.4 14.3 138.27 377.8 Std. 87 102 173 190 207 207 207 207 207 207
Alt. 109 127 173 190 215 231 248 250 250 250
16 406.4 159 153.11 374.6 Std. 97 113 193 207 207 207 207 207 207 207
Alt. 121 141 193 211 239 250 250 250 250 250
16 406.4 17.5 167.83 3714 Std. 107 125 207 207 207 207 207 207 207 207
Alt. 134 156 212 232 250 250 250 250 250 250
16 406.4 19.1 182.42 368.2 Std. 117 136 207 207 207 207 207 207 207 207
Al 146 170 232 250 250 250 250 250 250 250
16 4064 20.6 195.98 365.2 Std. 126 147 207 207 207 207 207 207 207 207
Alt. 157 183 250 250 250 250 250 250 250 250
16 406.4 222 210.33 362.0 Std. 136 158 207 207 207 207 207 207 207 207
Alt. 170 193 250 250 250 250 250 250 250 250
16 4064 23.8 224.55 358.8 Std. 145 169 207 207 207 207 207 207 207 207
Alt. 182 193 250 250 250 250 250 250 250 250
16 406.4 254 238.64 355.6 Std. 155 181 207 207 207 207 207 207 207 207
Alt. 193 193 250 250 250 250 250 250 250 250
16 406.4 27.0 252.61 352.4 Std. 165 192 207 207 207 207 207 207 207 207
Alt. 193 193 250 250 250 250 250 250 250 250
16 406.4 28.6 266.45 349.2 Std. 175 193 207 207 207 207 207 207 207 207
Alt. 193 193 250 250 250 250 250 250 250 250
16 406.4 30.2 280.17 346.0 Std. 185 193 207 207 207 207 207 207 207 207
Alt. 193 193 250 250 250 250 250 250 250 250
16 406.4 31.8 293.76 3428 Std. 193 193 207 207 207 207 207 207 207 207
Alt. 193 193 250 250 250 250 250 250 250 250
184 457.0 4.8 53.53 447.4 Std. 26 30 52 57 64 69 74 80 86 99
Alt. 33 38 52 57 64 69 74 80 86 99
184 457.0 5.6 62.34 4458 Std. 30 35 60 66 75 80 86 93 101 115
Alt. 38 44 60 66 75 80 86 93 101 115
18d 457.0 6.4 71.12 4442 Std. 35 41 69 75 85 92 99 107 115 131
Alt. 43 51 69 75 85 92 99 107 115 131
18d 457.0 7.1 78.77 4428 Std. 39 45 77 84 95 102 109 118 128 146
Alt. 48 56 77 84 95 102 109 118 128 146
18 457.0 79 87.49 4412 Std. 43 50 85 93 106 113 122 132 142 162
Alt. 54 62 85 93 106 113 122 132 142 162
18 457.0 8.7 96.18 439.6 Std. 47 55 94 103 116 125 134 145 156 179
Alt. 59 69 94 103 116 125 134 145 156 179
18 4570 9.5 104.84 4330 Std. 52 60 102 112 127 136 146 158 171 195
Alt. 65 750 102 112 127 136 146 158 171 195
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (Sl Units) (Continued)

(O ) (3 (C] ® © O ® ©» o abh a2 axn (4 15
Specified  Specified  Plain-end Calculated
Outside Wall Weight per Inside Minimum Test Pressure® (kPa x 100)¢
Diameter  Thickness Unit Length Diameter?
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42 X46 X52 X56 X600 X65 X70 X80
18 457.0 10.3 113.46 436.4 Std. 56 65 il 121 138 148 159 {72 185 207
Alt. 70 81 111 121 138 148 159 172 185 211
18 457.0 1.1 122.05 434.8 Std. 60 70 120 131 148 159 171 185 199 207
Alt. 75 88 120 131 148 159 171 185 199 228
18 457.0 11.9 130.62 4332 Std. 65 75 128 140 159 171 183 198 207 207
Alt. 81 94 128 140 159 171 183 198 214 244
18 457.0 12.7 139.15 431.6 Std. 69 80 137 150 170 182 196 207 207 207
Alt. 8% 100 137 150 170 182 196 212 228 250
18 457.0 143 156.11 4284 Std. 78 90 154 169 191 205 207 207 207 207
Alt. 97 113 154 169 191 205 220 238 250 250
18 457.0 159 172.95 4252 Std. 8 101 172 187 207 207 207 207 207 207
Alt. 108 126 172 187 212 228 245 250 250 250
18 457.0 17.5 189.67 4220 Std. 95 111 189 206 207 207 207 207 207 207
Alt. 119 138 189 206 234 250 250 250 250 250
18 457.0 19.1 206.25 418.8 Std. 104 121 206 207 207 207 207 207 207 207
Alt. 130 151 206 225 250 250 250 250 250 250
18 457.0 20.6 221.69 415.8 Std. 1z 130 207 207 207 207 207 207 207 207
Alt. 140 163 222 243 250 250 250 250 250 250
18 457.0 222 238.03 412.6 Std. 121 140 207 207 207 207 207 207 207 207
Alt. 151 176 239 250 250 250 250 250 250 250
18 457.0 23.8 254.25 409.4 Std. 129 151 207 207 207 207 207 207 207 207
Alt. 162 188 250 250 250 250 250 250 250 250
18 457.0 254 270.34 406.2 Std. 138 161 207 207 207 207 207 207 207 207
Alt. 173 193 250 250 250 250 250 250 250 250
18 457.0 270 286.30 403.0 Std. 147 171 207 207 207 207 207 207 207 207
Alt. 183 193 250 250 250 250 250 250 250 250
18 457.0 28.6 302.14 3998 Std. 155 181 207 207 207 207 207 207 207 207
Alt. 193 193 250 250 250 250 250 250 250 250
18 457.0 302 317.85 396.6 Std. 164 191 207 207 207 207 207 207 207 207
Alt. 193 193 250 250 250 250 250 250 250 250
18 457.0 318 333.44 3934 Std. 173 193 207 207 207 207 207 207 207 207
Alt. 193 193 250 250 250 250 250 250 250 250
204 508.0 5.6 69.38 496.8 Std. 27 32 58 63 71 77 82 89 9% 110
Alt. 34 40 58 63 71 77 82 89 9% 110
204 508.0 6.4 79.16 495.2 Std. 31 36 66 72 81 88 94 102 110 125
Alt. 39 46 06 72 81 88 94 102 110 125
204 508.0 7.1 87.70 493.8 Std. 35 40 73 80 90 97 104 113 122 139
Alt. 43 51 73 80 90 97 104 13 122 139
20 508.0 79 97.43 4922 Std. 39 45 81 89 100 108 116 125 135 155
Alt. 48 56 81 89 100 108 116 125 135 155
20 508.0 8.7 107.12 490.6 Std. 43 50 89 98 111 19 128 138 149 170
Alt. S3 62 89 98 111 19 128 138 149 170
20 508.0 9.5 116.78 489.0 Std. 46 54 98 107 121 130 139 151 163 186
Alt. 58 68 98 107 121 130 139 151 163 186
20 508.0 10.3 126.41 487.4 Std. 50 59 106 116 131 141 151 164 176 201
Alt. 63 73 106 116 131 141 151 164 176 201
20 508.0 11.1 136.01 485.8 Std. 54 63 14 125 141 152 163 176 190 207
Alt. 68 79 114 125 141 152 163 176 190 217
20 508.0 11.9 145.58 484.2 Std. 58 68 122 134 151 163 175 189 204 207
Alt. 73 85 122 134 151 163 175 189 204 233
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (S| Units) (Continued)
(n 2 (3 ) ) ©) O] ® © a0 an a» a3 (4 45
Specified  Specified  Plain-end  Calculated
Qutside Wall Weight per Inside Minimum Test Pressure? (kPa x 100)¢
Diameter ~ Thickness Unit Length Diameter?
D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42 X46 X52 X56 X60 X65 X70 X80
20 508.0 12.7 155.12 482.6 Std. 62 72 131 143 162 174 186 202 207 207
Alt. 78 90 131 143 162 174 186 202 217 248
20 508.0 14.3 174.10 4794 Std. 70 81 147 16l 182 196 207 207 207 207
Alt. 87 102 147 161 182 196 210 227 245 250
20 508.0 15.9 192.95 476.2 Std. 78 91 163 179 202 207 207 207 207 207
Alt. 97 113 163 179 202 217 233 250 250 250
20 508.0 17.5 216.34 4722 Std. 88 102 184 201 207 207 207 207 207 207
Alt. 109 127 184 201 228 245 250 250 250 250
20 508.0 19.1 230.27 469.8 Std. 93 109 196 207 207 207 207 207 207 207
Alt. 117 136 196 215 243 250 250 250 250 250
20 508.0 20.6 247.60 466.8 Std. 101 117 207 207 207 207 207 207 207 207
Alt. 126 147 212 23] 250 250 250 250 250 250
20 508.0 222 265.95 463.6 Std. 109 126 207 207 207 207 207 207 207 207
Alt. 136 158 228 249 250 250 250 250 250 250
20 508.0 23.8 284.18 460.4 Std. 116 135 207 207 207 207 207 207 207 207
Alt. 145 169 245 250 250 250 250 250 250 250
20 508.0 254 302.28 4572 Std. 124 145 207 207 207 207 207 207 207 207
Alt. IS5 181 250 250 250 250 250 250 250 250
20 508.0 27.0 320.26 454.0 Std. 132 154 207 207 207 207 207 207 207 207
Alt. 165 192 250 250 250 250 250 250 250 250
20 508.0 28.6 338.11 450.8 Std. 140 163 207 207 207 207 207 207 207 207
Alt. 175 193 250 250 250 250 250 250 250 250
20 508.0 30.2 355.83 447.6 Std. 148 172 207 207 207 207 207 207 207 207
Alt. 185 193 250 250 250 250 250 250 250 250
20 508.0 318 37343 444 4 Std. 155 181 207 207 207 207 207 207 207 207
Alt. 193 193 250 250 250 250 250 250 250 250
20 508.0 33.3 389.81 4414 Std. 163 190 207 207 207 207 207 207 207 207
Alt. 193 193 250 250 250 250 250 250 250 250
20 508.0 349 407.17 438.2 Std. 171 193 207 207 207 207 207 207 207 207
Alt. 193 193 250 250 250 250 250 250 250 250
22d 559.0 56 76.42 547.8 Std. 25 29 52 57 65 70 75 81 87 100
Alt. 31 36 52 57 65 70 75 81 87 100
224 559.0 64 87.21 546.2 Std. 28 33 60 65 74 80 85 92 100 114
Alt. 36 41 60 65 74 80 85 92 100 114
224 559.0 7.1 96.63 544.8 Std. 32 37 66 72 82 88 95 102 110 126
Alt. 39 46 66 72 82 88 95 102 110 126
22 559.0 7.9 107.36 543.2 Std. 35 41 74 81 91 98 105 114 123 140
Alt. 44 51 74 81 91 98 105 114 123 140
22 559.0 8.7 118.06 541.6 Std. 39 45 81 89 101 108 116 126 135 155
Alt. 48 56 81 89 10l 108 116 126 135 155
22 559.0 9.5 128.73 540.0 Std. 42 49 89 97 110 118 127 137 148 169
Alt. 53 61 89 97 110 118 127 137 148 169
22 559.0 10.3 139.37 538.4 Std. 46 53 96 105 119 128 137 149 160 183
Alt. 57 67 96 105 119 128 137 149 160 183
22 559.0 11.1 149.97 536.8 Std. 49 57 104 113 128 138 148 160 173 197
Alt. 62 72 104 113 128 138 148 160 173 197
22 559.0 11.9 160.55 535.2 Std. 53 62 111 121 138 148 159 172 185 207
Alt. 66 77 111 121 138 148 159 172 185 212
22 559.0 12.7 171.09 533.6 Std. 56 66 119 130 147 158 169 183 198 207
Alt. 71 82 119 130 147 158 169 183 198 226
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 65/g through 80 (S| Units) (Continued)

(H (2) 3) 4 ©)] 6) @ (3) ® Qo an a2y ay (14 15
Specified  Specified  Plain-end Calculated
Outside Wall Weight per Inside Minimum Test Pressure? (kPa x 100)¢
Diameter  Thickness Unit Length Diameter®

D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade

Size (mm) (mm) (kg/m) (mm) A B X42 X446 X52 XS56 X600 X65 X70 X80
22 559.0 14.3 192.08 530.4 Std. 64 74 134 146 165 178 191 206 207 207
Alt. 79 92 134 146 165 178 191 206 222 250

22 559.0 159 212.95 5272 Std. 71 82 148 162 184 198 207 207 207 207
Alt. 88 103 148 162 184 198 212 229 247 250

22 559.0 17.5 233.68 524.0 Std. 78 91 163 179 202 207 207 207 207 207
Alt. 97 113 163 179 202 218 233 250 250 250

22 559.0 19.1 254.30 520.8 Std. 85 99 178 195 207 207 207 207 207 207
Alt. 106 124 178 195 221 237 250 250 250 250

22 559.0 20.6 273.51 517.8 Std. 92 107 192 207 207 207 207 207 207 207
Alt. 114 133 192 210 238 250 250 250 250 250

22 559.0 222 293.87 514.6 Std. 9 115 207 207 207 207 207 207 207 207
Alt. 123 144 207 227 250 250 250 250 250 250

22 559.0 23.8 314.11 511.4 Std. 106 123 207 207 207 207 207 207 207 207
Alt. 132 154 222 243 250 250 250 250 250 250

22 559.0 25.4 334.23 508.2 Std. 113 131 207 207 207 207 207 207 207 207
Alt. 141 164 237 250 250 250 250 250 250 250

22 559.0 27.0 354.22 505.0 Std. 120 140 207 207 207 207 207 207 207 207
Alt. 150 175 250 250 250 250 250 250 250 250

22 559.0 28.6 374.08 501.8 Std. 127 148 207 207 207 207 207 207 207 207
Alt. 159 185 250 250 250 250 250 250 250 250

22 559.0 30.2 393.81 498.6 Std. 134 156 207 207 207 207 207 207 207 207
Alt. 168 193 250 250 250 250 250 250 250 250

22 559.0 318 413.42 4954 Std. 141 165 207 207 207 207 207 207 207 207
Alt. 177 193 250 250 250 250 250 250 250 250

22 559.0 333 431.69 4924 Std. 148 172 207 207 207 207 207 207 207 207
Alt. 185 193 250 250 250 250 250 250 250 250

22 559.0 349 451.06 489.2 Std. 155 180207 207 207 207 207 207 207 207
Alt. 193 193 250 250 250 250 250 250 250 250

22 559.0 36.5 470.30 486.0 Std. 162 189 207 207 207 207 207 207 207 207
Alt. 193 193 250 250 250 250 250 250 250 250

22 559.0 38.1 489.41 482.8 Std. 169 193 207 207 207 207 207 207 207 207

Alt. 193 193 250 250 250 250 250 250 250 250

244 610.0 6.4 95.26 597.2 Std. 26 30 55 60 68 73 78 85 91 104
Alt. 33 38 55 60 68 73 78 85 91 104
244 610.0 7.1 105.56 595.8 Std. 29 34 6l 66 75 81 87 94 101 116
Alt. 36 42 61 66 75 81 87 94 101 116
24 610.0 7.9 117.30 5942 Std. 32 37 68 74 84 90 97 104 113 129
Alt. 40 47 68 74 84 90 97 104 113 129
24 610.0 8.7 129.00 592.6 Std. 35 41 74 81 92 99 106 115 124 142
Alt. 44 52 74 81 92 99 106 15 124 142
24 610.0 9.5 140.68 591.0 Std. 39 45 81 89 101 108 116 126 135 155

Alt. 48 56 81 89 101 108 116 126 135 155
24 610.0 10.3 152.32 589.4 Std. 42 49 88 96 109 117 126 136 147 168
Alt. 52 6l 88 96 109 117 126 136 147 168

04

24 610.0 1.1 163.93 587.8 Std. 45 53 95 1 118 126 136 147 158 181
Alt. 57 66 95 104 118 126 136 147 158 181
24 610.0 11.9 175.51 586.2 Std. 48 56 102 111 126 136 145 157 170 194
Alt. 61 71 102 11 126 136 145 157 170 194
24 610.0 12.7 187.06 584.6 Std. 52 60 109 1o 135 145 155 168 181 207

Alt. 65 75 109 119 135 145 155 168 181 207
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (S| Units) (Continued)
(1 2) (3) “ )] © O ® O a0 danp a2 a3 (@4 J45
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure® (kPa x 100)¢
Diameter  Thickness Unit Length Diameter?
D f Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42  X46 X52 XS56 X60 X65 X70 X80
24 610.0 14.3 210.07 581.4 Std. 58 68 122 134 151 163 175 189 204 207
Alt. 73 85 122 134 151 163 175 189 204 233
24 610.0 159 232.94 5782 Std. 65 75 136 149 168 181 194 207 207 207
Alt. 81 94 136 149 168 181 194 210 227 250
24 610.0 17.5 255.69 575.0 Std. 71 83 150 164 185 199 207 207 207 207
Alt. 89 104 150 164 185 199 214 231 249 250
24 610.0 19.1 278.32 571.8 Std. 78 91 163 179 202 207 207 207 207 207
Alt. 97 113 163 179 202 218 233 250 250 250
24 610.0 20.6 29941 568.8 Std. 84 98 176 193 207 207 207 207 207 207
Alt. 105 122 176 193 218 235 250 250 250 250
24 610.0 222 321.79 565.6 Std. 90 105 190 207 207 207 207 207 207 207
Alt. I3 132 190 208 235 250 250 250 250 250
24 610.0 23.8 344.05 562.4 Std. 97 113 204 207 207 207 207 207 207 207
Alt. 121 141 204 223 250 250 250 250 250 250
24 610.0 254 366.17 559.2 Std. 103 120 207 207 207 207 207 207 207 207
Alt. 129 151 217 238 250 250 250 250 250 250
24 610.0 27.0 388.17 556.0 Std. 1o 128 207 207 207 207 207 207 207 207
Alt. 137 160 231 250 250 250 250 250 250 250
24 610.0 28.6 410.05 552.8 Std. 116 136 207 207 207 207 207 207 207 207
Alt. 146 169 245 250 250 250 250 250 250 250
24 610.0 30.2 431.80 549.6 Std. 123 143 207 207 207 207 207 207 207 207
Alt. 154 179 250 250 250 250 250 250 250 250
24 610.0 31.8 453.42 546.4 Std. 129 151 207 207 207 207 207 207 207 207
Alt. 162 188 250 250 250 250 250 250 250 250
24 610.0 333 473.57 5434 Std. 136 158 207 207 207 207 207 207 207 207
Alt. 170 193 250 250 250 250 250 250 250 250
24 610.0 34.9 494.95 540.2 Std. 142 165 207 207 207 207 207 207 207 207
Alt. 178 193 250 250 250 250 250 250 250 250
24 610.0 36.5 516.20 537.0 Std. 149 173 207 207 207 207 207 207 207 207
Alt. 186 193 250 250 250 250 250 250 250 250
24 610.0 38.1 537.33 533.8 Std. 155 181 207 207 207 207 207 207 207 207
Alt. 193 193 250 250 250 250 250 250 250 250
24 610.0 39.7 558.32 530.6 Std. 162 188 207 207 207 207 207 207 207 207
Alt. 193 193 250 250 250 250 250 250 250 250
264 660.0 6.4 103.15 647.2 Std. 24 28 51 55 63 67 72 78 84 96
Alt. 30 35 51 55 63 67 72 78 84 96
264 660.0 7.1 114.31 645.8 Std. 27 31 56 61 70 75 80 87 9% 107
Alt. 33 39 56 61 70 75 80 87 94 107
26 660.0 7.9 127.04 644.2 Std. 30 35 62 68 77 83 89 97 104 119
Alt. 37 43 62 68 77 83 89 97 104 119
26 660.0 8.7 139.73 642.6 Std. 33 38 69 75 85 92 98 106 115 131
Alt. 41 48 69 75 85 92 98 106 115 131
26 660.0 9.5 152.39 641.0 Std. 36 42 75 82 923 100 107 116 125 143
Alt. 45 52 75 82 93 100 107 116 125 143
26 660.0 10.3 165.02 6394 Std. 39 45 81 89 10} 108 116 126 136 155
Alt. 48 56 81 89 101 108 116 126 136 155
26 660.0 111 177.62 637.8 Std. 42 49 88 9% 109 117 125 136 146 167
Alt. 52 6l 88 96 109 117 125 136 146 167
26 660.0 11.9 190.19 636.2 Std. 45 52 94 103 117 125 134 145 157 179
Alt. 56 65 94 103 117 125 134 145 157 179
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 65/g through 80 (S| Units) (Continued)

H 2 (©) * 5 ©® O & © o 0y Ay a3 (44 d1s
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressureb (kPa x 100)°
Diameter  Thickness Unit Length Diameter?

D { Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade

Size (mm) (mm) (kg/m) (mm) A B X42 X46 X52 X56  X60 X65 X70 X80
26 660.0 12.7 202.72 634.6 Std. 48 56 100 110 124 134 143 155 167 191
Al 60 70 100 110 124 134 143 155 167 191

26 660.0 143 227.70 6314 Std. 54 63  LI3  124 140 151 161 175 188 207
Alt. 67 78 113 124 140 151 161 175 188 215

26 660.0 159 252.55 6282 Std. 60 70 126 137 156 167 180 194 207 207
Alt. 75 87 126 137 156 167 180 194 209 239

26 660.0 17.5 271.27 625.0 Std. 66 77 138 151 171 184 198 207 207 207
Alt. 82 9 138 151 171 184 198 214 231 250

26 660.0 19.1 301.87 6218 Std. 72 84 151 165 187 201 207 207 207 207
Alt. 90 105 151 165 187 201 216 233 250 250

26 660.0 206 324.81 618.8 Std. 78 9 163 178 202 207 207 207 207 207
Alt. 97 113 163 178 202 217 233 250 250 250

26 660.0 222 349.16 615.6 Std. 84 97 176 192 207 207 207 207 207 207
Alt. 104 122 176 192 217 234 250 250 250 250

26 660.0 23.8 373.39 6124 Std. 90 104 188 206 207 207 207 207 207 207
Al 12 130 18 206 233 250 250 250 250 250

26 660.0 254 397.49 609.2 Std. 9% 111 200 207 207 207 207 207 207 207

Alt. 119 139 20t 220 249 250 250 250 250 250

284 711.0 6.4 111.20 698.2 Std. 22 26 47 51 58 63 67 73 78 89
Alt. 28 33 47 51 58 63 67 73 78 89
28d 711.0 7.1 123.24 696.8 Std. 25 29 52 57 65 69 74 81 87 99
Alt. 31 36 52 57 65 69 74 81 87 99
28 711.0 79 136.97 695.2 Std. 28 32 58 63 72 77 83 90 97 110
Alt. 35 40 58 63 72 77 83 90 97 110
28 711.0 8.7 150.67 693.6 Std. 30 35 64 70 79 85 91 99 106 122
Alt. 38 44 64 70 79 85 9l 99 106 122
28 711.0 95 164.34 692.0 Std. 33 39 70 76 86 93 100 108 116 133
Alt. 41 48 70 76 86 93 100 108 116 133
28 7110 10.3 177.98 690.4 Std. 36 42 76 83 94 101 108 117 126 144
Alt. 45 52 76 83 94 101 108 117 126 144
28 7110 1.1 191.58 688.8 Std. 39 45 81 89 101 108 116 126 136 155
Alt. 48 56 81 89 101 108 116 126 136 155
28 711.0 11.9 205.15 687.2 Std. 42 48 87 96 108 116 125 135 146 166
Alt. 52 61 87 96 108 16 125 135 146 166
28 711.0 12.7 218.69 685.6 Std. 44 52 93 102 115 124 133 144 155 177
Alt. 55 65 93 102 115 124 133 144 155 177
28 711.0 143 245.68 682.4 Std. 50 58 105 115 130 140 150 162 175 200
Alt. 62 73 105 115 130 140 150 162 175 200
28 711.0 15.9 272.54 679.2 Std. 56 65 117 128 145 155 167 180 194 207
Alt. 69 81 117 128 145 155 167 180 194 222
28 711.0 17.5 299.28 676.0 Std. 61 71 128 140 159 171 183 198 207 207
Alt. 76 89 128 140 159 171 183 198 214 245
28 711.0 19.1 325.89 672.8 Std. 67 78 140 153 174 187 200 207 207 207
Alt. 83 97 140 153 174 187 200 217 234 250
28 711.0 20.6 350.72 669.8 Std. 72 84 151 165 187 201 207 207 207 207
Alt. 90 105 151 165 187 201 216 234 250 250
28 711.0 222 377.08 666.6 Std. 78 90 163 178 202 207 207 207 207 207
Alt. 97 113 163 178 202 217 233 250 250 250
28 7110 23.8 403.32 663.4 Std. 83 97 175 191 207 207 207 207 207 207

Alt. 104 121 175 191 216 233 249 250 250 250
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (S| Units) (Continued)
(1) (€] ©)] 4) S (6) (7 (8 © ao an a2 ds) a4 45
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure® (kPa x 100)¢
Diameter  Thickness Unit Length Diameter®
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42 X446 X52 X56 X60 X65 X70 X80
28 711.0 254 429.44 660.2 Std. 8 103 18 204 207 207 207 207 207 207
Alt. 111 129 186 204 231 248 250 250 250 250
304 762.0 64 119.25 749.2 Std. 21 24 44 48 54 58 63 68 73 83
Alt. 26 30 44 43 54 58 63 68 73 83
30d 762.0 7.1 132.17 747.8 Std. 23 27 49 53 60 65 69 75 81 93
Alt. 29 34 49 53 60 65 69 75 81 93
30 762.0 7.9 146.91 746.2 Std. 26 30 54 59 67 72 77 84 90 103
Alt. 32 37 54 59 67 72 77 84 90 103
30 762.0 8.7 161.61 744.6 Std. 28 33 60 65 74 79 85 92 99 113
Alt. 35 41 60 65 74 79 85 92 99 113
30 762.0 95 176.29 743.0 Std. 31 36 65 71 81 87 93 101 108 124
Alt. 39 45 65 71 81 87 93 101 108 124
30 762.0 10.3 190.93 741.4 Std. 34 39 71 77 87 94 101 109 118 134
Al 42 49 71 77 87 94 101 109 118 134
30 762.0 11.1 205.54 739.8 Std. 36 42 76 83 94 101 109 17 127 145
Alt. 45 53 - 76 83 94 101 109 117 127 145
30 762.0 11.9 220.12 7382 Std. 39 45 82 89 101 109 116 126 136 155
Alt. 48 56 82 89 101 109 116 126 136 155
30 762.0 12.7 234.67 736.6 Std. 41 48 87 95 108 116 124 134 145 166
Alt. 52 60 87 95 108 116 124 134 145 166
30 762.0 14.3 263.67 733.4 Std. 47 54 98 107 121 130 140 151 163 186
Alt. 58 68 98 107 121 130 140 151 163 186
30 762.0 15.9 292.54 730.2 Std. 52 60 109 119 135 145 155 168 181 207
Alt. 65 75 109 119 135 145 155 168 181 207
30 762.0 17.5 321.29 727.0 Std. 57 66 120 131 148 160 171 185 200 207
Alt. 71 83 120 131 148 160 171 185 200 228
30 762.0 19.1 34991 723.8 Std. 62 72 131 143 162 174 187 202 207 207
Alt. 78 91 131 143 162 174 187 202 218 249
30 762.0 20.6 376.63 720.8 Std. 67 78 141 154 175 188 201 207 207 207
Alt. 84 98 141 154 175 188 201 218 235 250
30 762.0 222 405.00 7176 Std. 72 84 152 166 188 202 207 207 207 207
Alt. 9 105 152 166 188 202 217 235 250 250
30 762.0 23.8 433.26 714.4 Std. 78 9 163 178 202 207 207 207 207 207
Alt. 97 113 163 178 202 217 233 250 250 250
30 762.0 254 461.38 711.2 Std. 83 96 174 19 207 207 207 207 207 207
Alt. 104 121 174 190 215 232 248 250 250 250
30 762.0 27.0 489.38 708.0 Std. 88 102 18 202 207 207 207 207 207 207
Alt. 110 128 185 202 229 246 250 250 250 250
30 762.0 28.6 517.25 704.8 Std. 93 109 196 207 207 207 207 207 207 207
Alt. 117 136 196 214 243 250 250 250 250 250
30 762.0 30.2 544.99 701.6 Std. 98 115 207 207 207 207 207 207 207 207
Alt. 123 143 207 226 250 250 250 250 250 250
30 762.0 31.8 572.61 698.4 Std. 104 121 207 207 207 207 207 207 207 207
Alt. 130 151 218 238 250 250 250 250 250 250
32d 813.0 6.4 127.30 800.2 Std. 20 23 41 45 51 55 59 63 68 78
Alt. 24 28 41 45 51 55 59 63 68 78
32 813.0 7.1 141.10 798.8 Std. 22 25 46 50 56 61 65 70 76 87
Alt. 27 32 46 50 56 61 65 70 76 87
32 813.0 79 156.84 797.2 Std. 24 28 51 55 63 68 72 78 84 97
Alt. 30 35 51 55 63 68 72 78 84 97
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Table E-6C—~Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 65/g through 80 (S| Units) (Continued)

(N ) (3 4) )] (6) ) (8) © a0 an a2y a3y a4 Jds
Specified  Specified  Plain-end Calculated
Outside Wall Weight per  Inside Minimum Test Pressureb (kPa x 100)¢
Diameter  Thickness Unit Length Diameter®
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42 X46 X52 XS56 X600 X655 X770 X80
32 813.0 8.7 172.56 795.6 Std. 27 31 56 6l 69 74 80 86 93 106
Alt. 33 39 56 61 69 74 80 86 93 106
32 813.0 9.5 188.24 794.0 Std. 29 34 61 67 76 81 87 94 102 116
Alt. 36 42 6l 67 76 81 87 94 102 116
32 813.0 10.3 203.88 7924 Std. 31 37 66 72 82 88 94 102 110 126
Alt. 39 46 66 72 82 88 94 102 110 126
32 813.0 1.1 219.50 790.8 Std. 34 39 71 78 88 95 102 110 119 136
Alt. 42 49 71 78 88 95 102 110 119 136
32 813.0 1.9 235.09 789.2 Std. 36 42 76 84 95 102 109 118 127 145
Alt. 45 53 76 84 95 102 109 118 127 145
32 813.0 12.7 250.64 787.6 Std. 39 45 82 89 101 109 116 126 136 155
Alt. 49 56 82 89 101 109 116 126 136 155
32 813.0 143 281.65 784.4 Std. 44 51 92 100 114 122 131 142 153 175
Alt. 55 64 92 100 114 122 131 142 153 175
32 813.0 15.9 312.54 7812 Std. 49 57 102 112 126 136 146 158 170 194
Alt. 61 71 102 112 126 136 146 158 170 194
32 813.0 17.5 343.30 778.0 Std. 53 62 112 123 139 150 160 174 187 207
Alt. 67 78 112 123 139 150 160 174 187 214
32 813.0 19.1 373.93 774.8 Std. 58 68 123 134 152 163 175 189 204 207
Alt. 73 85 123 134 152 163 175 189 204 233
32 813.0 20.6 402.54 771.8 Std. 63 73 132 145 164 176 189 204 207 207
Alt. 79 92 132 145 164 176 189 204 220 250
32 813.0 222 432.93 768.6 Std. 68 79 143 156 176 190 203 207 207 207
Alt. 85 99 143 156 176 190 203 220 237 250
32 813.0 23.8 463.19 765.4 Std. 73 8 153 167 189 203 207 207 207 207
Alt. 91 106 153 167 189 203 218 236 250 250
32 813.0 254 493.32 762.2 Std. 78 90 163 178 202 207 207 207 207 207
Alt. 97 113 163 178 202 217 233 250 250 250
32 813.0 27.0 523.33 759.0 Std. 82 96 173 189 207 207 207 207 207 207
Alt. 103 120 173 189 215 231 247 250 250 250
32 813.0 286 553.22 755.8 Std. 87 102 184 201 207 207 207 207 207 207
Alt. 109 127 184 201 227 244 250 250 250 250
32 813.0 30.2 582.98 752.6 Std. 92 107 194 207 207 207 207 207 207 207
Alt. 115 134 194 212 240 250 250 250 250 250
32 813.0 31.8 612.61 749.4 Std. 97 113 204 207 207 207 207 207 207 207

Alt. 121 141 204 223 250 250 250 250 250 250

344 864.0 64 135.35 851.2 Std. 18 21 39 42 48 51 55 60 64 74
Alt. 23 27 39 42 48 51 55 60 o4 74
344 864.0 7.1 150.03 849.8 Std. 20 24 43 47 53 57 61 66 71 82
Alt. 26 30 43 47 53 57 6l 66 71 82
34 864.0 79 166.78 848.2 Std. 23 26 48 52 59 64 68 74 79 91
Alt. 28 33 48 52 59 64 68 74 79 91
34 864.0 8.7 183.50 846.6 Std. 25 29 53 57 65 70 75 81 88 100
Alt. 31 36 53 57 65 70 75 81 88 100
34 864.0 95 200.18 845.0 Std. 27 32 57 63 71 76 82 89 96 109
Alt. 34 40 57 63 71 76 82 89 96 109
34 864.0 10.3 216.84 843.4 Std. 30 34 62 68 77 83 89 96 104 118
Alt. 37 43 62 68 77 83 89 96 104 118
34 864.0 111 233.46 841.8 Std. 32 37 67 73 83 89 96 104 112 128

Alt. 40 46 67 73 83 89 96 104 112 128
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (SI Units) (Continued)

)] @ 3 4 ()] o O ®& © G anp gz 43 g4  J135)
Specified  Specified  Plain-end  Calculated
Outside Wail Weight per  Inside Minimum Test Pressureb (kPa x 100)¢
Diameter  Thickness Unit Length Diameter®
D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42  X46 X52 X56 X60 X65 X70 X80
34 864.0 11.9 250.05 840.2 Std. 34 40 72 79 89 9% 103 111 120 137
Alt. 43 50 72 79 89 96 103 111 120 137
34 864.0 12.7 266.61 838.6 Std. 37 43 77 84 95 102 110 119 128 146
Alt. 46 53 77 84 95 102 110 119 128 146
34 864.0 14.3 299.64 8354 Std. 41 48 86 94 107 115 123 133 144 164
Alt. 51 60 86 94 107 115 123 133 144 164
34 864.0 159 332.53 832.2 Std. 46 53 9% 105 119 128 137 148 160 183
Alt. 57 67 96 105 119 128 137 148 160 183
34 864.0 17.5 365.31 829.0 Std. 50 59 106 116 131 141 151 163 176 201
Alt. 63 73 106 116 131 141 151 163 176 201
34 864.0 19.1 397.95 825.8 Std. 55 64 115 126 143 154 165 178 192 207
Alt. 69 80 115 126 143 154 165 178 192 220
34 864.0 20.6 428.44 822.8 Std. 59 69 124 136 154 166 178 192 207 207
Alt. 74 8 124 136 154 166 178 192 207 237
34 864.0 222 460.85 819.6 Std. 64 74 134 147 166 179 191 207 207 207
Alt. 80 93 134 147 166 179 191 207 223 250
34 864.0 23.8 493.12 816.4 Std. 68 80 144 157 178 191 205 207 207 207
Alt. 86 100 144 157 178 191 205 222 239 250
34 864.0 254 525.27 813.2 Std. 73 85 153 168 190 204 207 207 207 207
Alt. 91 106 153 168 190 204 219 237 250 250
34 864.0 27.0 557.29 810.0 Std. 78 %0 163 178 202 207 207 207 207 207
Alt. 97 113 163 178 202 217 233 250 250 250
34 864.0 28.6 589.19 806.8 Std. 82 96 173 189 207 207 207 207 207 207
Alt. 103 120 173 189 214 230 247 250 250 250
34 864.0 30.2 620.96 803.6 Std. 87 101 182 199 207 207 207 207 207 207
Alt. 109 126 182 199 226 243 250 250 250 250
34 864.0 318 652.60 800.4 Std. 91 106 192 207 207 207 207 207 207 207

Alt. 114 133 192 210 238 250 250 250 250 250

364 914.0 6.4 143.24 901.2 Std. 17 20 37 40 45 49 52 56 61 70
Alt. 22 25 37 40 45 49 52 56 61 70
36d 914.0 7.1 158.79 899.8 Std. 19 22 41 44 50 54 58 63 68 77
Alt. 24 28 41 44 50 54 58 63 68 77
36 914.0 79 176.52 898.2 Std. 21 25 45 49 56 60 64 70 75 86
Alt. 27 31 45 49 56 60 64 70 75 86
36 914.0 8.7 194.22 896.6 Std. 24 28 50 54 62 66 71 77 83 95
Alt. 30 34 50 54 62 66 71 77 83 95
36 9140 9.5 211.90 895.0 Std. 26 30 54 59 67 72 77 84 9 103
Alt. 32 38 54 59 67 72 77 84 90 103
36 914.0 10.3 229.54 893.4 Std. 28 33 59 64 73 78 84 91 98 112
Alt. 35 41 59 64 73 78 84 91 98 112
36 914.0 1.1 247.15 891.8 Std. 30 35 63 69 78 84 91 98 106 121
Alt. 38 44 63 69 78 84 91 98 106 121
36 914.0 11.9 264.72 890.2 Std. 32 38 68 74 84 90 97 105 113 129
Alt. 40 47 68 74 84 90 97 105 113 129
36 914.0 12.7 282.27 888.6 Std. 35 40 73 79 90 97 104 112 121 138
Alt. 43 50 73 79 90 97 104 112 121 138
36 914.0 14.3 317.27 885.4 Std. 39 45 82 89 101 109 117 126 136 155
Alt. 49 57 82 89 101 109 117 126 136 155
36 914.0 159 352.14 882.2 Std. 43 50 91 99 112 121 130 140 151 173
Alt. 54 63 91 99 112 121 130 140 151 173
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Table E-6C—~Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (S| Units) (Continued)

(1 2) (3) ) 5) 6 ) (8) o a0 dan g2y Az (4 (15
Specified  Specified  Plain-end Calculated
Outside Wall Weightper  Inside Minimum Test Pressure® (kPa x 100)¢
Diameter  Thickness Unit Length Diameter®
D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42  X46  X52 X56 X60  X65  X70 X80
36 914.0 17.5 386.88 879.0 Std. 48 55 100 109 124 133 143 154 166 190
Alt. 59 69 100 109 124 133 143 154 166 190
36 914.0 19.1 421.50 875.8 Std. 52 60 109 119 135 145 156 169 182 207
Alt. 65 76 109 119 135 145 156 169 182 208
36 914.0 20.6 453.84 872.8 Std. 56 65 118 129 146 157 168 182 196 207
Alt. 70 81 118 129 146 157 168 182 196 224
36 914.0 222 488.22 869.6 Std. 60 70 127 139 157 169 18I 196 207 207
Alt. 75 88 127 139 157 169 181 196 211 241
36 914.0 23.8 522.47 866.4 Std. 65 75 136 149 168 181 194 207 207 207
Alt. 81 94 136 149 168 181 194 210 226 250
36 914.0 254 556.59 863.2 Std. 69 80 145 159 180 193 207 207 207 207
Alt. 86 100 145 159 180 193 207 224 242 250
36 914.0 270 590.58 860.0 Std. 73 85 154 169 191 205 207 207 207 207
Alt. 2] 107 154 169 191 205 220 238 250 250
36 914.0 28.6 624.45 856.8 Std. 78 90 163 179 202 207 207 207 207 207
Alt. 97 113 163 179 202 217 233 250 250 250
36 914.0 302 658.19 853.6 Std. 82 96 172 189 207 207 207 207 207 207
Alt. 103 119 172 189 214 230 246 250 250 250
36 914.0 31.8 691.81 850.4 Std. 86 101 182 199 207 207 207 207 207 207

Alt. 108 126 182 199 225 242 250 250 250 250

38 965.0 7.9 186.46 949.2 Std. 20 24 43 47 53 57 6l 66 71 81
Alt. 25 30 43 47 53 57 61 66 71 81
38 965.0 8.7 205.17 947.6 Std. 22 26 47 51 58 63 67 73 78 90
Alt. 28 33 47 51 58 63 67 73 78 90
38 965.0 95 223.84 946.0 Std. 24 28 51 56 64 68 73 79 86 98
Alt. 31 36 51 56 64 68 73 79 86 98
38 965.0 10.3 242.49 944.4 Std. 27 31 56 61 69 74 80 86 93 106
Alt. 33 39 56 6l 69 74 80 86 93 106
38 965.0 11.1 261.11 942.8 Std. 29 33 60 66 74 80 86 93 100 114
Alt. 36 42 60 66 74 80 86 93 100 114
38 965.0 11.9 279.69 941.2 Std. 31 36 64 70 80 86 92 99 107 123
Alt. 38 45 64 70 80 86 92 99 107 123
38 965.0 12.7 298.24 939.6 Std. 33 38 69 75 85 91 98 106 114 131
Alt. 41 48 69 75 85 91 98 106 114 131
38 965.0 14.3 335.25 936.4 Std. 37 43 77 85 96 103 110 119 129 147
Alt. 46 54 77 85 96 103 110 119 129 147
38 965.0 159 372.14 9332 Std. 41 43 86 94 106 114 123 133 143 164
Alt. 51 60 86 94 106 114 123 {33 143 164
38 965.0 17.5 408.89 930.0 Std. 45 52 95 103 117 126 135 146 158 180
Alt. 56 66 95 103 117 126 135 146 158 180
38 965.0 19.1 445.52 926.8 Std. 49 57 103 L3 128 138 147 160 172 197
Alt. 61 72 103 113 128 138 147 160 172 197
38 965.0 206 479.75 923.8 Std. 53 62 11 122 138 148 159 172 186 207
Alt. 66 77 11t 122 138 148 159 172 186 212
38 965.0 22.2 516.14 920.6 Std. 57 67 120 131 149 160 171 186 200 207
Alt. 71 83 120 131 149 160 171 186 200 229
38 965.0 23.8 552.40 917.4 Std. 6l 71 129 141 159 171 184 199 207 207
Alt. 77 89 129 141 159 171 184 199 214 245
38 965.0 254 588.53 9142 Std. 65 76 137 150 170 183 196 207 207 207

Alt. 82 95 137 150 170 183 196 212 229 250
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (S| Units) (Continued)
(N (@) (3) (4) 5) ©) (7 (3 9 a0 an azy a3 (14 15
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure® (kPa x 100)¢
Diameter  Thickness Unit Length Diameter?®
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mmy) (mm) (kg/m) {mm) A B X42 X46 X52 X56 X60 X65 X70 X80
38 965.0 27.0 624.54 911.0 Std. 70 81 146 160 18I 194 207 207 207 207
Alt. 87 101 146 160 181 194 209 226 243 250
38 965.0 28.6 660.42 907.8 Std. 74 86 155 169 192 206 207 207 207 207
Alt. 92 107 155 169 192 206 221 239 250 250
38 965.0 30.2 696.18 904.6 Std. 78 91 163 179 202 207 207 207 207 207
Alt. 97 113 163 179 202 217 233 250 250 250
38 965.0 31.8 731.80 901.4 Std. 82 95 172 188 207 207 207 207 207 207
Alt. 102 119 172 188 213 229 246 250 250 250
40 1016.0 79 196.39 1000.2 Std. 19 22 41 44 50 54 58 63 68 77
Alt. 24 28 41 44 50 54 58 63 68 77
40 1016.0 8.7 216.11 998.6 Std. 21 25 45 49 55 59 64 69 74 85
Alt. 27 31 45 49 55 59 64 69 74 85
40 1016.0 9.5 235.79 997.0 Std. 23 27 49 53 60 65 70 75 81 93
Alt. 29 34 49 53 60 65 70 75 81 93
40 1016.0 10.3 255.45 995.4 Std. 25 29 53 58 66 70 76 82 88 101
Alt. 31 37 53 58 66 70 76 82 88 101
40 1016.0 111 275.07 993.8 Std. 27 32 57 62 71 76 81 88 95 109
Alt. 34 39 57 62 71 76 81 88 95 109
40 1016.0 1.9 294.66 992.2 Std. 29 34 61 67 76 81 87 94 102 116
Alt. 36 42 61 67 76 81 87 94 102 116
40 1016.0 12.7 314.22 990.6 Std. 31 36 65 71 81 87 93 101 109 124
Alt. 39 45 65 71 81 87 93 101 109 124
40 1016.0 14.3 353.24 987.4 Std. 35 41 73 80 91 98 105 113 122 140
Alt. 44 51 73 80 91 98 105 113 122 140
40 1016.0 159 392.13 984.2 Std. 39 45 82 89 101 109 117 126 136 155
Alt. 49 57 82 89 101 109 117 126 136 155
40 1016.0 7.5 430.90 981.0 Std. 43 50 90 98 11l 120 128 139 150 171
Alt. 53 62 90 98 111 120 128 139 150 171
40 1016.0 19.1 469.55 977.8 Std. 47 54 98 107 121 131 140 152 163 187
Alt. 58 68 98 107 121 131 140 152 163 187
40 1016.0 20.6 505.66 974.8 Std. 50 59 106 116 131 141 151 164 176 201
Alt. 63 73 106 116 131 141 151 164 176 201
40 1016.0 222 544.06 971.6 Std. 54 63 114 125 141 152 163 176 190 207
Alt. 68 79 114 125 141 152 163 176 190 217
40 1016.0 23.8 582.33 968.4 Std. 58 68 122 134 151 163 175 189 204 207
Alt. 73 85 122 134 151 163 175 189 204 233
40 1016.0 254 620.48 965.2 Std. 62 72 131 143 162 174 186 202 207 207
Alt. 78 90 131 143 162 174 186 202 217 248
40 1016.0 27.0 658.50 962.0 Std. 66 77 139 152 172 185 198 207 207 207
Alt. 83 9% 139 152 172 185 198 214 23] 250
40 1016.0 28.6 696.39 958.8 Std. 70 81 147 161 182 196 207 207 207 207
Alt. 87 102 147 161 182 196 210 227 245 250
40 1016.0 30.2 734.16 955.6 Std. 74 8 155 170 192 207 207 207 207 207
Alt. 92 107 155 170 192 207 222 240 250 250
40 1016.0 31.8 771.80 9524 Std. 78 91 163 179 202 207 207 207 207 207
Alt. 97 113 163 179 202 217 233 250 250 250
42 1067.0 8.7 227.05 1049.6 Std. 20 24 43 47 53 57 61 66 71 81
Alt. 25 29 43 47 53 57 61 66 71 81
42 1067.0 9.5 247.74 1048.0 Std. 22 26 46 51 58 62 66 72 77 88
Alt. 28 32 46 51 58 62 66 72 77 88
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (SI Units) (Continued)

ey (2) (3) 4) 5) ©) Y @ O a0 an gz gy 144 (143
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure? (kPa x 100)¢
Diameter  Thickness Unit Length Diameter®
D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42 X446  X52 X556 X600 X65 X70 X80
42 1067.0 10.3 268.40 1046.4 Std. 24 28 50 55 62 67 72 78 84 96
Alt. 30 35 50 55 62 67 72 78 84 96
42 1067.0 1.1 289.03 1044.8 Std. 26 30 54 59 67 72 78 84 90 103
Alt. 32 38 54 59 67 72 78 84 90 103
42 1067.0 11.9 309.62 1043.2 Std. 28 32 58 64 72 77 83 90 97 11
Alt. 35 40 58 64 72 77 83 90 97 11!
42 1067.0 12.7 330.19 1041.6 Std. 30 34 62 68 77 83 89 96 103 118
Alt. 37 43 62 68 77 83 89 96 103 118
42 1067.0 14.3 371.22 1038.4 Std. 33 39 70 76 87 93 100 108 117 133
Alt. 42 48 70 76 87 93 100 108 17 133
42 1067.0 15.9 412.13 1035.2 Std. 37 43 78 85 9 104 11 120 130 148
Alt. 46 S4 78 85 96 104 111 120 130 148
42 1067.0 17.5 452.91 1032.0 Std. 41 47 86 94 106 114 122 132 143 163
Alt. 51 59 86 94 106 114 122 132 143 163
42 1067.0 19.1 493.57 1028.8 Std. 44 52 93 102 116 124 133 144 156 178
Alt. 56 65 93 102 116 124 133 144 156 178
42 1067.0 20.6 531.57 1025.8 Std. 48 56 101 1o 125 134 144 156 168 192
Alt. 60 70 101 110 125 134 144 156 168 192
42 1067.0 222 571.98 1022.6 Std. 52 60 109 119 134 145 155 168 181 207
Alt. 65 75 109 119 134 145 155 168 181 207
42 1067.0 23.8 612.26 10194 Std. 55 65 116 127 144 155 166 180 194 207
Alt. 69 81 116 127 144 155 166 180 194 222
42 1067.0 254 652.42 1016.2 Std. 59 69 124 136 154 165 177 192 207 207
Alt. 74 86 124 136 154 165 177 192 207 237
42 1067.0 27.0 692.45 1013.0 Std. 63 73 132 144 164 176 189 204 207 207
Alt. 79 91 132 144 164 176 189 204 220 250
42 1067.0 28.6 732.36 1009.8 Std. 67 78 140 153 173 186 200 207 207 207
Alt. 83 97 140 153 173 186 200 216 233 250
42 1067.0 30.2 772.14 1006.6 Std. 70 82 148 162 183 197 207 207 207 207
Alt. 88 102 148 162 183 197 211 228 246 250
42 1067.0 31.8 811.79 1003.4 Std. 74 86 156 170 193 207 207 207 207 207
Alt. 93 108 156 170 193 207 222 240 250 250
44 1118.0 8.7 237.99 1100.6 Std. 19 23 41 44 50 54 58 63 68 77
Alt. 24 28 41 44 50 54 58 63 68 77
44 1118.0 9.5 259.69 1099.0 Std. 21 25 44 48 55 59 63 69 74 84
Alt. 26 31 44 48 55 59 63 69 74 84
44 1118.0 10.3 281.35 1097.4 Std. 23 27 48 53 60 64 69 74 80 92
Alt. 29 33 48 53 60 64 69 74 80 92
44 1118.0 11.1 302.99 1095.8 Std. 25 29 52 57 64 69 74 80 86 99
Alt. 31 36 52 57 64 69 74 80 86 99
44 1118.0 11.9 324.59 1094.2 Std. 26 31 56 6l 69 74 79 86 93 106
Alt. 33 38 56 61 69 74 79 86 93 106
44 1118.0 12.7 346.16 1092.6 Std. 28 33 59 65 73 79 85 92 99 113
Alt. 35 41 59 65 73 79 85 92 99 113
44 1118.0 143 389.21 1089.4 Std. 32 37 67 73 83 89 95 103 111 127
Alt. 40 46 67 73 83 89 95 103 11 127
44 1118.0 159 432.13 1086.2 Std. 35 41 74 81 92 99 106 115 124 141
Alt. 44 51 74 81 92 99 106 15 124 141
44 1118.0 17.5 474.92 1083.0 Std. 39 45 82 89 101 109 117 126 136 156
Alt. 49 57 82 89 101 109 117 126 136 156
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (S| Units) (Continued)

)] 2 (3 4 (&) © O & © (G an az d3) Jd49 45
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure® (kPa x 100)¢
Diameter ~ Thickness Unit Length Diameter®
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42 X46 X52 X56 X60 X635 X70 X80
44 1118.0 19.1 517.59 1079.8 Std. 42 49 89 97 110 119 127 138 149 170
Alt. 53 62 89 97 110 119 127 138 149 170
44 1118.0 20.6 557.47 1076.8 Std. 46 53 9 105 119 128 137 149 160 183
Alt. 57 67 96 105 119 128 137 149 160 183
44 1118.0 222 599.90 1073.6 Std. 49 57 104 113 128 138 148 160 173 197
Alt. 62 72 104 113 128 138 148 160 173 197
44 1118.0 23.8 642.19 1070.4 Std. 53 62 111 121 138 148 159 172 185 207
Alt. 66 77 111 121 138 148 159 172 185 212
44 1118.0 254 684.37 1067.2 Std. 56 66 119 130 147 158 169 183 198 207
Al 71 82 119 130 147 158 169 183 198 226
44 1118.0 27.0 726.41 1064.0 Std. 60 70 126 138 156 168 180 195 207 207
Alt. 75 87 126 138 156 168 180 195 210 240
44 1118.0 28.6 768.33 1060.8 Std. 64 74 134 146 165 178 191 206 207 207
Alt. 79 92 134 146 165 178 191 206 222 250
1118.0 30.2 810.12 1057.6 Std. 67 78 141 154 175 188 201 207 207 207
Alt. 84 98 141 154 175 188 201 218 235 250
1118.0 31.8 851.79 1054.4 Std. 71 82 148 162 184 198 207 207 207 207

Alt. 88 103 148 162 184 198 212 229 247 250

46 1168.0 8.7 248.72 1150.6 Std. 19 22 39 43 48 52 56 60 65 74
Alt. 23 27 39 43 48 52 56 60 65 74
46 1168.0 9.5 271.40 1149.0 Std. 20 24 42 46 53 57 61 66 71 81
Alt. 25 29 42 46 53 57 6l 66 71 81
46 1168.0 10.3 294.05 1147.4 Std. 22 26 46 50 57 61 66 71 77 88
Alt. 27 32 46 50 57 6l 66 71 77 88
46 1168.0 1.1 316.67 1145.8 Std. 24 27 50 54 61 66 71 77 83 94
Alt. 30 34 50 54 6l 66 71 77 83 94
46 1168.0 11.9 339.26 1144.2 Std. 25 29 53 58 66 71 76 82 89 101
Alt. 32 37 53 58 66 71 76 82 89 101
46 1168.0 12.7 361.82 1142.6 Std. 27 31 57 62 70 76 81 88 95 108
Alt. 34 39 57 62 70 76 81 88 95 108
46 1168.0 14.3 406.84 11394 Std. 30 35 64 70 79 85 91 99 106 122
Alt. 38 44 64 70 79 85 91 99 106 122
46 1168.0 159 451.73 1136.2 Std. 34 39 71 78 88 95 101 110 118 135
Alt. 42 49 71 78 88 95 101 110 118 135
46 1168.0 17.5 496.50 1133.0 Std. 37 43 78 85 97 104 112 121 130 149
Alt. 47 54 78 85 97 104 112 121 130 149
46 1168.0 19.1 541.14 1129.8 Std. 41 47 85 93 106 114 122 132 142 162
Al 51 59 85 93 106 114 122 132 142 162
46 1168.0 20.6 582.87 1126.8 Std. 44 51 92 101 114 123 131 142 153 175
Alt. 55 64 92 101 114 123 131 142 153 175
46 1168.0 222 627.27 1123.6 Std. 47 55 99 108 123 132 142 153 165 189
Alt. 59 69 99 108 123 132 142 153 165 189
46 1168.0 23.8 671.54 1120.4 Std. 51 59 106 116 132 142 152 164 177 202
Alt. 63 74 106 116 132 142 152 164 177 202
46 1168.0 25.4 715.68 1117.2 Std. 54 63 114 124 141 151 162 175 189 207
Alt. 68 79 114 124 141 151 162 175 189 216
46 1168.0 27.0 759.70 1114.0 Std. 57 67 121 132 149 161 172 186 201 207
Alt. 72 84 121 132 149 161 172 186 201 230
46 1168.0 28.6 803.59 1110.8 Std. 6l 71 128 140 158 170 182 197 207 207

Alt. 76 89 128 140 158 170 182 197 213 243
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Table E-6C—~Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (S! Units) (Continued)

(H 2) (3) 4) &) ©® D @& O 0o qan a2 a3y Jda  J4s5
Specified ~ Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure? (kPa x 100)¢
Diameter ~ Thickness Unit Length Diameter®
D t Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42  X46  X52  X56 X600 X65 X70 X80
46 1168.0 30.2 847.36 1107.6 Std. 64 75 135 148 167 180 193 207 207 207
Alt. 80 93 135 148 167 180 193 209 225 250
46 1168.0 31.8 890.99 1104.4 Std. 68 79 142 155 176 189 203 207 207 207

Alt. 85 98 142 155 176 189 203 220 237 250

48 1219.0 8.7 259.66 120L.6 Std. 18 21 37 41 46 50 53 58 62 71
Alt. 22 26 37 4] 46 50 53 58 2 71
48 1219.0 95 283.35 1200.0 Std. 19 23 41 44 50 54 58 63 68 77
Alt. 24 28 44 50 54 58 63 68 77

48

41
48 1219.0 10.3 307.01 1198.4 Std. 21 24 44 55 59 63 68 73 84
Alt. 26 31 44 48 55 59 63 68 73 84
48 1219.0 111 330.63 1196.8 Std. 23 26 48 52 59 63 68 73 79 90
Alt. 28 33 48 52 59 63 68 73 79 90
48 1219.0 11.9 354.23 11952 Std. 24 28 51 56 63 68 73 79 85 97
Alt. 30 35 51 56 63 68 73 79 85 97
48 1219.0 12.7 377.79 1193.6 Std. 26 30 54 59 67 72 78 84 91 104
Alt. 32 38 54 59 67 72 78 84 91 104
48 1219.0 14.3 424.82 1190.4 Std. 29 34 6l 67 76 82 87 95 102 117
Alt. 36 42 61 67 76 82 87 95 102 117
48 1219.0 159 471.73 1187.2 Std. 32 38 68 74 84 91 97 105 113 130
Alt. 41 47 68 74 84 91 97 105 13 130
48 1219.0 17.5 5185t 1184.0 Std. 36 42 75 82 93 100 107 116 125 143
Alt. 45 52 75 82 93 100 107 116 125 143
48 1219.0 19.1 565.16 1180.8 Std. 39 45 82 89 101 109 117 126 136 156
Alt. 49 57 82 89 101 109 117 126 136 156
48 1219.0 20.6 608.78 1177.8 Std. 42 49 88 96 109 117 126 136 147 168
Alt. 52 61 88 96 109 117 126 136 147 168
48 1219.0 222 655.19 1174.6 Std. 45 53 95 104 118 127 136 147 158 181
Alt. 57 66 95 104 118 127 136 147 158 181
48 1219.0 238 701.47 11714 Std. 48 56 102 11l 126 136 145 157 170 194
Alt. 61 71 102 18! 126 136 145 157 170 194
48 1219.0 254 747.63 1168.2 Std. 52 60 109 119 135 145 155 168 181 207
Alt. 65 75 109 119 135 145 155 168 181 207
48 1219.0 27.0 793.66 1165.0 Std. 55 64 116 126 143 154 165 179 193 207
Alt. 69 80 116 126 143 154 165 179 193 220
48 1219.0 28.6 839.56 1161.8 Std. 58 68 122 134 152 163 175 189 204 207
Alt. 73 85 122 134 152 163 175 189 204 233
48 1219.0 302 885.34 1158.6 Std. 62 72 129 141 160 172 185 200 207 207
Alt. 71 90 129 141 160 172 185 200 215 246
48 1219.0 31.8 930.99 1155.4 Std. 65 75 136 149 169 181 194 207 207 207

Alt. 81 94 136 149 169 181 194 210 227 250

52 1321.0 95 307.25 1302.0 Std. 18 21 38 41 46 50 54 58 63 71
Alt. 22 26 38 41 46 50 54 58 63 71
52 1321.0 103 332.92 13004 Std. 19 23 41 44 50 54 58 63 68 77
Alt. 24 28 41 44 50 54 58 63 08 77
52 1321.0 11.1 358.55 1298.8 Std. 21 24 44 48 54 58 63 68 73 83
Alt. 26 30 44 48 54 58 63 68 73 83
52 1321.0 11.9 384.16 12972 Std. 22 26 47 51 58 63 67 73 78 90
Alt. 28 33 47 51 58 63 67 73 78 90
52 1321.0 12.7 409.74 1295.6 Std. 24 28 50 55 62 67 72 78 84 96

Alt. 30 35 50 55 62 67 72 78 84 96
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (S| Units) (Continued)
(1 (2) 3 ) ®) (6) % (3) © a0 dan az 143 (14 J4s
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure® (kPa x 100)¢
Diameter  Thickness Unit Length Diameter?
D { Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42  X46 X522 X56 X600 X65 X70 X80
52 1321.0 14.3 460.79 1292.4 Std. 27 31 57 62 70 75 81 87 94 108
Alt. 34 39 57 62 70 75 81 87 94 108
52 1321.0 159 S511.72 1289.2 Std. 30 35 63 69 78 84 90 97 105 120
Alt. 37 44 63 69 78 84 90 97 105 120
52 1321.0 17.5 562.53 1286.0 Std. 33 38 69 76 86 92 99 107 115 132
Alt. 41 48 69 76 86 92 99 107 115 132
52 1321.0 19.1 613.20 1282.8 Std. 36 42 75 83 93 100 108 117 126 144
Alt. 45 52 75 83 93 100 108 117 126 144
52 1321.0 20.6 660.60 1279.8 Std. 39 45 81 89 101 108 116 126 136 155
Alt. 48 56 81 89 101 108 116 126 136 155
52 1321.0 222 711.03 1276.6 Std. 42 49 88 96 109 117 125 136 146 167
Alt. 52 61 88 96 109 117 125 136 146 167
52 1321.0 23.8 761.34 1273.4 Std. 45 52 94 103 116 125 134 145 157 179
Alt. 56 65 94 103 116 125 134 145 157 179
52 1321.0 254 811.52 1270.2 Std. 48 56 100 110 124 134 143 155 167 191
Alt. 60 70 100 110 124 134 143 155 167 191
52 1321.0 27.0 861.57 1267.0 Std. 51 59 107 117 132 142 152 165 178 203
Alt. 63 74 107 117 132 142 152 165 178 203
52 1321.0 28.6 911.50 1263.8 Std. 54 63 113 124 140 150 161 175 188 207
Alt. 67 78 113 124 140 150 161 175 188 215
52 1321.0 30.2 961.30 1260.6 Std. 57 66 119 130 148 159 170 184 199 207
Alt. 71 83 119 130 148 159 170 184 199 227
52 1321.0 31.8 1010.98 1257.4 Std. 60 70 126 137 156 167 179 194 207 207
Alt. 75 87 126 137 156 167 179 194 209 239
56 1422.0 9.5 330.91 1403.0 Std. 17 19 35 38 43 46 50 54 58 66
Alt. 21 24 35 38 43 46 50 54 58 66
56 1422.0 10.3 358.57 1401.4 Std. 18 21 38 41 47 50 54 58 63 72
Alt. 22 26 38 41 47 50 54 58 63 72
56 1422.0 11.1 386.20 1399.8 Std. 19 23 41 45 50 54 58 63 68 78
Alt. 24 28 41 45 50 54 58 63 68 78
56 1422.0 11.9 413.80 1398.2 Std. 21 24 44 48 54 58 62 67 73 83
Alt. 26 30 44 48 54 58 62 67 73 83
56 1422.0 12.7 441.37 1396.6 Std. 22 26 47 51 58 62 67 72 78 89
Alt. 28 32 47 51 58 62 67 72 78 89
56 1422.0 14.3 496.41 1393.4 Std. 25 29 52 57 65 70 75 81 87 100
Alt. 31 36 52 57 65 70 75 81 87 100
56 1422.0 159 551.32 1390.2 Std. 28 32 58 64 72 78 83 90 97 111
Alt. 35 40 58 64 72 78 83 90 97 111
56 1422.0 17.5 606.11 1387.0 Std. 31 36 64 70 80 86 R 99 107 122
Alt. 38 44 64 70 80 86 2] 99 107 122
56 1422.0 19.1 660.77 1383.8 Std. 33 39 70 77 87 93 100 108 117 133
Alt. 4?2 49 70 77 87 93 100 108 117 133
56 1422.0 20.6 711.91 1380.8 Std. 36 42 76 83 94 101 108 117 126 144
Alt. 45 52 76 83 94 101 108 117 126 144
56 1422.0 222 766.32 1377.6 Std. 39 45 81 89 101 108 116 126 136 155
Alt. 48 56 81 89 101 108 116 126 136 155
56 1422.0 23.8 820.61 1374.4 Std. 42 48 87 96 108 116 125 135 146 166
Alt. 52 61 87 96 108 116 125 135 146 166
56 1422.0 25.4 874.78 1371.2 Std. 44 52 93 102 115 124 133 144 155 177
Alt. 55 65 93 102 115 124 133 144 155 177
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for

Sizes 65/g through 80 (S! Units) (Continued)

(0] (2) ©)] (G (5) © O ® O a0 an a2 a3 (14 (45
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure® (kPa x 100)¢
Diameter  Thickness Unit Length Diameter®
D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42 X446 X52  X56  X60 X655  X70 X80
56 1422.0 27.0 928.82 1368.0 Std. 47 55 99 108 123 132 141 153 165 189
Alt. 59 69 99 108 123 132 141 153 165 189
56 1422.0 28.6 982.73 1364.8 Std. 50 58 105 115 130 140 150 162 175 200
Alt. 62 73 105 115 130 140 150 162 175 200
56 1422.0 30.2 1036.52 1361.6 Std. 53 61 111 121 137 148 158 171 185 207
Alt. 66 77 11 121 137 148 158 171 185 211
56 1422.0 318 1090.18 1358.4 Std. 56 65 117 128 145 155 167 180 194 207
Alt. 69 81 117 128 145 155 167 1830 194 222
60 1524.0 9.5 354.80 1505.0 Std. 15 18 33 36 40 43 46 50 54 62
Alt. 19 23 33 36 40 43 46 50 54 62
60 1524.0 10.3 384.48 1503.4 Std. 17 20 35 39 44 47 50 55 59 67
Alt. 21 24 35 39 44 47 50 55 59 67
60 1524.0 1.1 414.12 1501.8 Std. 18 21 38 42 47 51 54 59 63 72
Alt. 23 26 38 42 47 51 54 59 63 72
1524.0 119 443.73 1500.2 Std. 19 23 41 45 50 54 58 63 68 78
Alt. 24 28 41 45 50 54 58 63 68 78
1524.0 127 473.31 1498.6 Std. 21 24 44 48 54 58 62 67 72 83
Alt. 26 30 44 48 54 58 62 67 72 83
60 1524.0 14.3 532.38 1495.4 Std. 23 27 49 54 61 65 70 76 2 93
Alt. 29 34 49 54 61 65 70 76 82 93
60 1524.0 159 591.32 1492.2 Std. 26 30 54 60 67 72 78 84 91 104
Alt. 32 38 54 60 67 72 78 84 91 104
60 1524.0 175 650.13 1489.0 Std. 29 33 60 66 74 80 86 93 o 114
Ait. 36 42 60 66 74 80 86 93 100 {14
60 1524.0 19.1 708.82 1485.8 Std. 31 36 65 72 81 87 93 101 109 125
Alt. 39 45 65 72 81 87 93 101 109 125
60 1524.0 20.6 763.72 1482.8 Std. 34 39 71 77 87 9% 101 109 118 134
Alt. 42 49 71 77 87 94 101 109 118 134
60 1524.0 222 822.16 1479.6 Std. 36 42 76 83 94 101 109 117 127 145
Alt. 45 53 76 83 94 101 09 117 127 145
60 1524.0 23.8 880.48 1476.4 Std. 39 45 82 89 10! 109 116 126 136 155
Alt. 48 56 82 89 101 109 116 126 136 155
60 1524.0 254 938.67 1473.2 Std. 41 48 87 95 108 116 124 134 145 166
Alt. 52 60 87 95 108 16 124 134 145 166
60 1524.0 21.0 996.73 1470.0 Std. 44 S1 92 101 114 123 132 143 154 176
Alt. 55 64 92 101 114 123 132 143 154 176
60 1524.0 28.6 1054.67 1466.8 Std. 47 54 98 107 121 130 140 151 163 186
Alt. 58 68 98 107 121 130 140 151 163 186
60 1524.0 30.2 1112.48 1463.6 Std. 49 57 103 113 128 138 148 160 172 197
Alt. 62 72 103 113 128 138 148 160 172 197
60 1524.0 31.8 1170.17 1460.4 Std. 52 60 109 119 135 145 155 168 181 207
Alt. 65 75 109 119 135 145 155 168 181 207
1626.0 9.5 378.70 1607.0 Std. 15 17 30 33 38 41 44 47 51 58
Alt. 18 21 30 33 38 41 44 47 51 58
1626.0 10.3 410.38 1605.4 Std. 16 18 33 36 4] 4 47 51 55 63
Alt. 20 23 33 36 41 44 47 51 55 63
1626.0 1.1 442.04 1603.8 Std. 17 20 36 39 44 47 51 55 59 68
Alt. 21 25 36 39 44 47 51 55 59 68
64 1626.0 11.9 473.66 1602.2 Std. 18 21 38 42 47 51 55 59 64 73
Alt. 23 26 38 42 47 51 55 59 o4 73
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6°/g through 80 (S| Units) (Continued)

M (€3] 3 @) 5) o O & © q dn (12 a3 g J4s
Specified Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure® (kPa x 100)¢
Diameter ~ Thickness Unit Length Diameter?
D { Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42 X46 X52 X56 X60 X65 X70 X80
64 1626.0 12.7 505.26 1600.6 Std. 19 23 41 45 50 54 58 63 68 78
Alt. 24 28 41 45 50 54 58 63 68 78
64 1626.0 14.3 568.35 1597.4 Std. 22 25 46 50 57 61 66 71 76 87
Alt. 27 32 46 50 57 6l 66 71 76 87
64 1626.0 159 631.31 1594.2 Std. 24 28 51 56 63 68 73 79 85 97
Alt. 30 35 51 56 63 68 73 79 85 97
64 1626.0 17.5 694.15 1591.0 Std. 27 31 56 61 70 75 80 87 9 107
Alt. 33 39 56 61 70 75 80 87 94 107
1626.0 19.1 756.86 1587.8 Std. 29 34 61 67 76 82 88 95 102 117
Alt. 36 42 61 67 76 82 88 95 102 117
1626.0 20.6 815.54 1584.8 Std. 31 37 66 72 82 88 94 102 110 26
Alt. 39 46 66 72 82 88 94 102 110 126
1626.0 222 878.00 1581.6 Std. 34 39 71 78 88 95 102 110 119 136
Alt. 4?2 49 71 78 88 95 102 110 119 136
1626.0 23.8 940.34 1578.4 Std. 36 42 76 84 95 102 109 118 127 145
Alt. 45 53 76 84 95 102 109 118 127 145
64 1626.0 25.4 1002.56 1575.2 Std. 39 45 82 89 101 109 116 126 136 155
Alt. 49 56 82 89 101 109 116 126 136 155
64 1626.0 27.0 1064.65 1572.0 Std. 41 48 87 95 107 115 124 134 144 (65
Alt. 52 60 87 95 107 115 124 134 144 165
64 1626.0 28.6 1126.61 1568.8 Std. 44 51 92 100 114 122 131 142 153 175
Alt. 55 64 92 100 114 122 131 142 153 175
64 1626.0 30.2 1188.44 1565.6 Std. 46 54 97 106 120 129 138 150 161 185
Alt. 58 67 97 106 120 129 138 150 161 185
64 1626.0 31.8 1250.15 1562.4 Std. 49 57 102 112 126 136 146 158 170 194
Alt. 61 71 102 112 126 136 146 158 170 194
68 1727.0 1.9 503.30 1703.2 Std. 17 20 36 39 45 48 51 56 60 68
Alt. 21 25 36 39 45 48 51 56 60 68
68 1727.0 12.7 536.89 1701.6 Std. 18 21 38 42 48 51 55 59 64 73
Alt. 23 27 38 42 48 51 55 59 64 73
68 1727.0 14.3 603.96 1698.4 Std. 21 24 43 47 54 58 62 67 72 82
Alt. 26 30 43 47 54 58 62 67 72 82
68 1727.0 159 670.91 1695.2 Std. 23 27 48 53 59 64 69 74 80 91
Alt. 29 33 48 53 59 64 69 74 80 91
68 1727.0 17.5 737.73 1692.0 Std. 25 29 53 58 65 70 76 82 88 101
Alt. 31 37 53 58 65 70 76 82 88 101
68 1727.0 19.1 804.43 1688.8 Std. 27 32 58 63 71 77 82 89 9% 110
Alt. 34 40 58 63 71 77 82 89 96 110
68 1727.0 20.6 866.84 1685.8 Std. 30 34 62 68 77 83 89 9 104 119
Alt. 37 43 62 68 77 83 89 96 104 119
68 1727.0 222 933.30 1682.6 Std. 32 37 67 73 3 89 96 104 112 128
Alt. 40 46 67 73 83 89 9% 104 112 128
68 1727.0 238 999.62 1679.4 Std. 34 40 72 79 89 96 103 111 120 137
Alt. 43 50 72 79 89 96 103 111 120 137
68 1727.0 254 1065.82 1676.2 Std. 37 43 77 84 95 102 110 119 128 146
Alt. 46 53 77 84 95 102 110 119 128 146
68 1727.0 27.0 1131.89 1673.0 Std. 39 45 82 89 101 109 117 126 136 155
Alt. 49 57 82 89 101 109 117 126 136 155
68 1727.0 28.6 1197.84 1669.8 Std. 41 48 86 94 107 115 123 134 144 165

Alt. 51 60 86 94 107 s 123 134 144 165
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 65/g through 80 (S| Units) (Continued)

(D @) (3) 4) (5) ©) )] (8) ® a0 an a2 a3 (14 (15
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure® (kPa x 100)¢
Diameter  Thickness Unit Length Diameter®
D { Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42 X446 X522 X56 X600 X65 X70 X80
68 1727.0 302 1263.66 1666.6 Std. 43 51 91 100 113 121 130 141 152 174
Ale. 54 63 91 100 (13 121 130 141 152 174
68 1727.0 318 1329.36 1663.4 Std. 46 53 9% 105 119 128 137 148 160 183

Alt. 57 67 96 105 119 128 137 148 160 183

72 1829.0 12.7 568.83 1803.6 Std. 17 20 36 40 45 48 52 56 60 69
Alt. 22 25 36 40 45 48 52 56 60 69
72 1829.0 14.3 639.93 1800.4 Std. 19 23 41 45 51 54 58 63 68 78
Alt. 24 28 41 45 51 54 58 63 68 78
72 1829.0 159 71091 1797.2 Std. 22 25 45 50 56 60 65 70 76 86
Alt. 27 31 45 50 56 60 65 70 76 86
72 1829.0 17.5 781.75 1794.0 Std. 24 28 50 55 62 66 71 77 83 95
Alt. 30 35 50 55 62 66 71 77 83 95
72 1829.0 19.1 852.47 1790.8 Std. 26 30 55 60 67 73 78 84 91 104
Alt. 32 38 55 60 67 73 78 84 91 104
72 1829.0 20.6 918.66 1787.8 Std. 28 33 59 64 73 78 84 91 98 112
Alt. 35 41 59 64 73 78 84 91 98 112
72 1829.0 222 989.14 1784.6 Std. 30 35 63 69 78 84 90 98 106 121
Alt. 38 44 63 69 78 84 90 98 106 121
72 1829.0 23.8 1059.49 1781.4 Std. 32 38 68 74 84 90 97 105 113 129
Alt. 40 47 68 74 84 90 97 105 113 129
72 1829.0 254 1129.71 1778.2 Std. 34 40 72 79 90 96 103 112 121 138
Alt. 43 50 72 79 90 96 103 112 121 138
72 1829.0 27.0 1199.81 1775.0 Std. 37 43 77 84 95 103 110 119 128 147
Alt. 46 53 77 84 95 103 110 119 128 147
72 1829.0 28.6 1269.78 1771.8 Std. 39 45 82 89 10l 109 17 126 136 155
Alt. 49 57 82 89 101 109 117 126 136 155
72 1829.0 30.2 1339.62 1768.6 Std. 41 48 86 94 107 115 123 133 144 164
Alt. 51 60 86 94 107 115 123 133 144 164
72 1829.0 31.8 1409.34 1765.4 Std. 43 50 91 99 112 121 130 140 151 173
Alt. 54 63 91 99 112 121 130 140 151 173
76 1930.0 127 600.46 1904.6 Std. 16 19 34 38 43 46 49 53 57 65
Alt. 20 24 34 38 43 46 49 53 57 65
76 1930.0 14.3 675.55 1901.4 Std. 18 21 39 42 48 51 55 60 64 74
Alt. 23 27 39 42 48 51 55 60 64 74
76 1930.0 159 750.51 1898.2 Std. 20 24 43 47 53 57 6l 66 72 82
Alt. 26 30 43 47 53 57 6l 66 72 82
76 1930.0 17.5 825.34 1895.0 Std. 23 26 47 52 59 63 68 73 79 90
Alt. 28 33 47 52 59 63 68 73 79 90
76 1930.0 19.1 900.05 1891.8 Std. 25 29 52 56 64 69 74 80 86 98
Alt. 31 36 52 56 64 69 74 80 86 98
76 1930.0 20.6 969.97 1888.8 Std. 27 31 56 61 69 74 80 86 93 106
Alt. 33 39 56 6l 69 74 80 86 93 106
76 1930.0 222 1044.43 1885.6 Std. 29 33 60 66 74 80 86 93 100 114
Alt. 36 42 60 66 74 80 86 93 100 114
76 1930.0 23.8 1118.76 1882.4 Std. 31 36 64 70 80 86 92 99 107 123
Alt. 38 45 64 70 80 86 92 99 107 123
76 1930.0 254 1192.97 1879.2 Std. 33 38 69 75 85 91 98 106 114 131

Alt. 41 48 69 75 85 9] 98 106 114 131
76 1930.0 27.0 1267.06 1876.0 Std. 35 40 73 80 20 97 104 113 122 139
Alt. 43 51 73 80 90 97 104 113 122 139
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Table E-6C—Plain-end Line Pipe Dimensions, Weights per Unit Length, and Test Pressures for
Sizes 6%/g through 80 (SI Units) (Continued)

(1 @ 3) @ ® © O & © an gy az Jd3x g4 (15
Specified  Specified  Plain-end  Calculated
Outside Wall Weight per Inside Minimum Test Pressure? (kPa x 100)¢
Diameter ~ Thickness Unit Length Diameter?
D ! Wpe d Grade Grade Grade Grade Grade Grade Grade Grade Grade Grade
Size (mm) (mm) (kg/m) (mm) A B X42 X46 X52 X56 X60 X65 X70 X80
76 1930.0 28.6 1341.01 1872.8 Std. 37 43 77 85 96 103 110 119 129 147
Alt. 46 54 77 85 96 103 110 119 129 147
76 1930.0 30.2 1414.84 1869.6 Std. 39 45 82 89 101 109 117 126 136 155
Alt. 49 57 82 89 101 109 117 126 136 155
76 1930.0 31.8 1488.55 1866.4 Std. 41 48 86 94 106 114 123 133 143 164

Alt. 51 60 86 94 106 114 123 133 143 164

80 2032.0 14.3 711.52 2003.4 Std. 17 20 37 40 45 49 52 57 6l 70
Alt. 22 25 37 40 45 49 52 57 61 70
80 2032.0 15.9 790.50 2000.2 Std. 19 23 41 45 51 54 58 63 68 78
Alt. 24 28 41 45 51 54 58 63 68 78
80 2032.0 17.5 869.36 1997.0 Std. 21 25 45 49 56 60 64 69 75 86
Alt. 27 31 45 49 56 60 64 69 75 86
80 2032.0 19.1 948.09 1993.8 Std. 23 27 49 54 61 65 70 76 82 93
Alt. 29 34 49 54 6l 65 70 76 82 93
80 2032.0 20.6 1021.78 1990.8 Std. 25 29 53 58 66 70 76 82 88 101
Alt. 31 37 53 58 66 70 76 82 88 101
80 2032.0 222 1100.27 1987.6 Std. 27 32 57 62 71 76 81 88 95 109
Alt. 34 39 57 62 71 76 81 88 95 109
80 2032.0 23.8 1178.63 1984.4 Std. 29 34 61 67 76 81 87 94 102 116
Alt. 36 42 6l 67 76 81 87 94 102 116
80 2032.0 254 1256.86 1981.2 Std. 31 36 65 71 8l 87 93 101 109 124
Alt. 39 45 65 71 81 87 93 101 109 124
80 2032.0 27.0 1334.97 1978.0 Std. 33 38 69 76 86 92 99 107 116 132
Alt. 41 48 69 76 86 92 99 107 116 132
80 2032.0 28.6 1412.95 1974.8 Std. 35 41 73 80 91 98 105 113 122 140
Alt. 44 51 73 80 91 98 105 113 122 140
80 2032.0 30.2 1490.80 1971.6 Std. 37 43 78 85 96 103 111 120 129 148
Alt. 46 54 78 85 96 103 111 120 129 148
80 2032.0 31.8 1568.53 1968.4 Std. 39 45 82 89 101 109 117 126 136 155

Alt. 49 57 82 89 101 109 117 126 136 155

Note: See Table 6C for U.S. Customary unit values corresponding to the SI unit values given in this table.

“The calculated inside diameters are given here for information (see 7.2).

bThe test pressures given in Tables E-6A, E-6B, and E-6C apply to Grades A25, A, B, X42, X46, X52, X56, X60, X65, X70, and X80 only.
See 9.4.3 for pressures applicable to other grades.

€100 kPa = | bar.

dPipe that has this combination of specified outside diameter and specified wall thickness is special plain-end pipe; other combinations given in
this table are regular plain-end pipe. Pipe that has a combination of specified outside diameter and specified wall thickness that is intermediate to
the tabulated values is considered to be special plain-end pipe if the next lower tabulated value is for special plain-end pipe; other intermediate
combinations are considered to be regular plain-end pipe. (See Table 10 for the applicable weight tolerances.)




APPENDIX F—SUPPLEMENTARY REQUIREMENTS (NORMATIVE)

When specified on the purchase order, the following sup-
plementary requirements (SR) shall apply.

SR3 Color Identification

SR3.1 For Grades X46 and higher of pipe sizes 4!/2 and
larger shall be identified by color in accordance with the color
code given in SR3.3.

SR3.2 The manufacturer shall apply a 2 in. (50 mm) daub of
paint of the appropriate color on the inside surface at one end
of each length of pipe.

SR3.3 The grade identification colots are as follows:

Grade Color
X46 Black
X52 Green
X56 Blue
X60 Red
X65 White
X70 Purple
X80 Yellow

SR5 Fracture Toughness Testin1g (Charpy
V-notch) for Pipe of Size 4'/2 or
Larger

SR5.1 Charpy V-notch tests shall be conducted in accordance
with ASTM A 370, except as modified herein. Either or both
toughness criteria (SRSA—Shear Area or SRSB— Absorbed
Energy) may be specified under this supplementary require-
mernt.

SR5.2 The following applies to all specified limits and
observed values to be used in connection with this supple-
mentary requirement.

For purposes of determining conformance with these sup-
plementary requirements, an observed value shall be rounded
to the nearest whole number in accordance with the rounding
method of ASTM E 29. Further, limiting values as specified
or calculated under this supplementary requirement shall be
expressed as whole numbers rounded, if necessary.

SR5.3 Except for flattened specimens, the requirements of this
supplementary requirement are limited to pipe sizes and wall
thicknesses from which a !/2 size specimen may be secured.

The specimen shall be oriented circumferentially from a
location 90° from the weld with the axis of the notch oriented
through the pipe wall thickness as shown in Figure F-3.

SR5.4 Except as limited by item ¢ below, any of the follow-
ing Charpy V-notch specimens are permissible by agreement
between the purchaser and the manufacturer.
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a. Full-size specimens. Full-size specimens (10 mm by 10
mm) with or without tapered ends may be used (see note
below and Figure F-2).

b. Subsize specimens. The largest possible subsize specimen
(see Table F-1) with or without tapered ends may be used. All
dimensions other than specimen width are the same as the
full-size specimen. Selecting subsize specimens for pipe
whose size permits full-size specimens is also permissible by
agreement between the purchaser and the manufacturer.

c. Flattened specimens. When because of combinations of
diameter and wall thickness the use of %/3 size tapered end
specimens is not practicable (see Table F-1), flattened speci-
mens, /2 size conventional specimens, or !/2 size tapered end
specimens shall be used by agreement between the purchaser
and the manufacturer. Flattened specimens may be flattened
at room temperature in the same manner as transverse tensile
strip specimens are prepared. Hot flattening, artificial aging,
or heat treatment of flattened specimens is not permitted.

The flattened specimens shall have OD and ID surfaces
machined no more than sufficient to make them parallel, or
the surfaces shall be wire brushed or cleaned without machin-
ing. The specimen width shall essentially represent the full
wall thickness of the pipe. All dimensions other than speci-
men width shall be the same as full-size specimens. The user
is cautioned that results of flattened specimens and full-size
or subsize specimens may not be correlated or directly com-
pared with one another.

Note: “Tapered end specimens” are designated as “tubular impact
specimens containing original OD surface” in ASTM A 370. This
terminology is not used here because of possible confusion with the
flattened specimens permitted in this SR; flattened specimens may
also contain the original OD surface (but not curvature), since
machining of flattened specimens is not required by this SR.

SR5.5 If any Charpy V-notch test result for a heat of pipe
fails to conform to the applicable requirements of SRSA or
SR5B, the manufacturer may elect to heat treat the heat of
pipe in accordance with the requirements of 5.4, consider it to
be a new heat, test it in accordance with all requirements of
6.2, 9.3, SRS, and SR6 that are applicable to the order item,
and proceed in accordance with the applicable requirements
of this specification. After one reprocessing heat treatment,
any additional reprocessing heat treatment shall be subject to
agreement with the purchaser.

For non-heat treated pipe, any reprocessing heat treatment
shall be subject to agreement with the purchaser. For heat
treated pipe, any reprocessing with a different type of heat
treatment (see 5.4) shall be subject to agreement with the pur-
chaser.
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SR5A Shear Area

SR5A.1 Three transverse specimens shall be taken from one
length of pipe from each heat supplied on the order.

SR5A .2 The specimens shall be tested at SO°F (10°C) or at a
lower temperature as specified by the purchaser. The average
shear value of the fracture appearance of the three specimens
shall not be less than 60%, and the all-heat average for each
order per diameter size and grade shall not be less than 80%.

SR5A.3 If the average of the three specimens from one heat
does not meet the requirement of 60% shear, the manufacturer
may elect to repeat the tests on specimens cut from two addi-
tional lengths of pipe from the same heat. If such specimens
conform to the specified requirements, all the lengths in the
heat shall be accepted except the length initially selected for
test. If any of the retest specimens fail to pass this specified
retest requirement, the manufacturer may elect to test speci-
mens cut from the individual lengths remaining in the heat.

SR5A.4 The average shear value for a heat shall be the aver-
age of the original three specimens if the average is 60% or
more; the combined average of the retest specimens, provided
the average of each group of three specimens is 60% or more;
or, in the event individual lengths are tested, the combined
average of all groups of three specimens that meet 60%. The
all-heat average value is the combined average of the average
shear value for each of the heats supplied for the order item.

SR5A.5 If the all-heat average of the order does not meet the
requirement of 80% shear, the manufacturer shall be respon-
sible for replacement of such heats as may be necessary to
bring the average shear area up to 80%.

SR5A.6 Alternatively, the manufacturer may elect to test
two or more additional lengths from one or more of the
heats. In determining the new heat average, the original test
values may be discarded if the pipe length represented is
rejected or the three or more individual values are averaged.
In any case, the new test values shall be incorporated into
the value for the heat.

SR5A.7 Specimens showing material defects or defective
preparation, whether observed before or after breaking, may
be discarded and replacements shall be considered as original
specimens.

SR5A.8 Marking. Pipe tested in accordance with the shear
area requirements of this supplementary requirement shall be
marked to indicate the type of test, the test temperature, and if
flattened specimens are used, the type of specimen. Tempera-
tures below zero shall be preceded by the letter M.

Example at + 32°F: SR5A-32F
Example of flattened specimen
at—40°C: SRSAF-M40C

SR5B Absorbed Energy

SR5B.1 The fracture toughness of the pipe shall be deter-
mined using Charpy V-notch impact test specimens in accor-
dance with ASTM A 370, as modified herein, and the
requirements of SR5A.1, except that test frequency shall be
as indicated in SR5B.2. The purchaser shall specify, in whole
numbers, both the test temperature and the minimum average
absorbed energy for full-size specimens.

Specimens used for shear area determination according to
SRSA may be additionally used for the determination of
absorbed energy.

SR5B.2 Three transverse specimens representing one test
shall be taken from one length of pipe from each inspection
lot of 100 lengths per heat produced. An inspection lot shali
consist of pipe that is made to the same size and same speci-
fied wall thickness by the same process and under the same
manufacturing conditions.

SR5B.3 For acceptance, the average absorbed energy of the
three individual specimens from a length shall not be less than
the full-size value specified by the purchaser. In addition, the
lowest individual reading of the three specimens shall not be
less than 75% of the specified value. When subsize specimens
are used, the individual readings and the average of the three
readings are divided by the ratio of the specimen thickness
tested to the full-size specimen thickness and compared with
the full-size acceptance criteria. When flattened specimens are
used, each of the three individual impact energy readings shall
be multiplied by 0.3937 (10), and divided by the actual mea-
sured specimen width, in inches (millimeters). These results,
and the average of the three results, shall meet the specified
absorbed energy acceptance criteria for full-size specimens.

SR5B.4 Specimens showing material defects or defective
preparations, whether observed before or after breaking, may
be discarded and replacements shall be considered original
specimens.

In the event a set of test specimens fails to meet the
acceptance criteria, the manufacturer may elect to replace
the lot of material involved or alternatively to test two more
lengths from the same lot. If both of the new tests meet the
acceptance criteria, then all pipe in that lot with the excep-
tion of the original selected length shall be considered to
meet the requirement. Failure of either of the two additional
tests shall require testing of each length in the lot for accep-
tance.

SR5B.5 Pipe complying with the absorbed energy require-
ments of this supplementary requirement shall be marked to
indicate the type of test, the specified [full-size] minimum aver-
age absorbed energy, the test temperature, and, if flattened
specimens are used, the type of specimen. Temperatures below
zero shall be preceded by the letter M, and absorbed energy
specified in joules shall be followed by the letter J.
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Example for 20 ft-1b at +32°F:
Example of flattened specimens for
20 ft-1b at — 40°F:

Example of flattened specimens for
both SR5A and SR5B for 27 joules
at 0°C:

SR5B-20-32F

SR5BF-20-M40F

SR5ABF-27]-0C

SR6 Drop-weight Tear Testing on Welded
Pipe of Size 20 or Larger, Grade X52
or Higher

SR6.1 Fracture toughness of pipe sizes 20 and larger, Grade
X52 and higher, shall be determined by the manufacturer
using drop-weight tear tests in accordance with the following
requirements in SR6.2 through SR6.8.

SR6.2 Two transverse specimens shall be taken from one
length of pipe from each heat supplied on the order. The spec-
imens shall be oriented circumferentially from a location 90°
from the weld with the axis of the notch oriented through the
pipe wall thickness as shown in Figure F-3. The specimens
shall be tested at 50°F (10°C) or at a lower temperature as
specified by the purchaser.

SR6.3 The test specimens, testing procedure, and rating of
the specimens shall be in accordance with API RP 5L3. The
type of notch (pressed or chevron) shall be selected by agree-
ment between the manufacturer and the purchaser.

SR6.4 At least 80% of the heats shall exhibit a fracture
appearance shear area of 40% or more for the specified test
temperature (see note).

Note: Due to manufacturing difficulties encountered with thicker
materials, pipe manufacturers may not be able to offer pipe in all
grades that meet this requirement.

SR6.5 In the event the average value of the two specimens
from the length selected to represent the heat is less than
40%, the manufacturer may elect to establish the heat average
by testing two specimens from each of two or more additional
lengths of pipe in the heat. In establishing the new heat aver-
age, the manufacturer may elect (a) to employ the combined
average of the three tests or more; or (b) to discard the result
of the first test, reject the pipe from which it was taken, and
employ the combined average of the two or more additional
tests. Alternatively, the manufacturer may elect to test all the
pipe in the heat, in which case 80% or more of the lengths
tested and applied to the order shall exhibit an average of
40% or more shear.

SR6.6 Specimens showing material defects or defective
preparation, whether observed before or after breaking, may
be discarded, and replacements shall be considered as origi-
nal specimens.

SR6.7 The manufacturer shall be responsible for replace-
ment of such heats as may be necessary to meet the above
requirements.

SR6.8 Pipe tested in accordance with SR6 shall be marked to
indicate the type of test, the type of notch, and the testing
temperature. Temperatures below zero shall be preceded by
the letter M.

SR6C-32F
SR6P-M10C

Example for chevron notch at 32°F:
Example for pressed notch at — 10°C:

SR7 Through-the-Flowline (TFL) Pipe

SR7.1 GENERAL

TFL pipe shall comply with all requirements of this speci-
fication and the additional requirements specified in SR7.2
through SR7.6.

SR7.2 DIMENSION AND GRADES

TFL pipe shall be seamless or longitudinal seam pipe in
the outside diameters, wall thicknesses, and grades listed in
Table F-2.

SR7.3 LENGTH

Unless otherwise specified, TFL pipe shall be furnished
only in double random lengths with no jointers (girth welds).

SR7.4 DRIFTTESTS

Each length of TFL pipe shall be tested throughout its
entire length with a cylindrical drift mandrel conforming to
the requirements listed below. The leading edge of the drift
mandrel shall be rounded to permit easy entry into the pipe.
The drift mandrel shall pass freely through the pipe with a
reasonable exerted force equivalent to the weight of the man-
drel being used for the test. Pipe shall not be rejected until it
has been drift tested when it is free of all foreign matter and
properly supported to prevent sagging.

Drift Mandrel Size

Length Diam., min.
Size in. mm in. mm
<3l 42 1066 d =33, d-24
=3/, 42 1066 d=g d-32

SR7.5 HYDROSTATICTESTS

TFL pipe shall be hydrostatically tested in accordance with
the requirements of 9.4, except that the minimum test pres-
sures shall be as shown in Table F-2. These test pressures in
Table F-2 represent the lesser of 10,000 psi (68 900 kPa) and
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the pressure calculated with the equation given in 9.4.3, using
a fiber stress (§) equal to 80% of the specified minimum yield
strength.

SR7.6 MARKING

TFL pipe manufactured in accordance with SR7 shall be
marked with the letters TFL in addition to the marking
required in Section 10 or Appendix I.

SR15 Test Certificates and Traceability
for Line Pipe

SR15.1 The manufacturer shall provide the following data,
as applicable, for each order item for which this supplemen-
tary requirement is specified on the purchase order. The man-
ufacturer’s certificate of compliance shall state the API
specification and date of revision to which pipe was manufac-
tured. A Material Test Report, Certificate of Compliance, or
similar document printed from or used in electronic form
from an electronic data interchange (EDI) transmission shall
be regarded as having the same validity as a counterpart
printed in the manufacturer’s facility. The content of the EDI
transmitted document must meet the requirements of this
specification and conform to any existing EDI agreement
between the purchaser and the manufacturer.

a. Specified outside diameter, specified wall thickness,
grade, process of manufacture, and type of heat treatment.

b. Chemical analyses (heat, product, control, and recheck)
showing the weight percent of all elements whose limits or
reporting requirements are set in this specification; for PSL 2
pipe, carbon equivalent and applicable maximum allowable
value. If order is for by-agreement “high carbon equivalent
pipe,” that designation shall be included.

c. Test data for all tensile tests required by this specification,
including yield strength, ultimate tensile strength, and elonga-
tion. The type, size, and orientation of specimens shall be
shown.

d. Fracture toughness test results (including test type and cri-
teria and the size, location, and orientation of the specimen)
where such testing is required.

e. Minimum hydrostatic test pressure and duration.

f. For welded pipe for which nondestructive inspection of
the weld seam is required by this specification, the method of
nondestructive spection employed (radiological, ultrasonic,
electromagnetic, and/or magnetic particle), and the type and
size of all penetrameters and reference standards used.

g. For seamless pipe for which nondestructive inspection is
required, the method of inspection employed (ultrasonic,
electromagnetic, or magnetic particle) and the type and size
of the reference indicators used.

h. For electric welded pipe and laser welded pipe, the mini-
mum temperature for heat treatment of the weld seam. Where

such heat treatment is not performed, the words “No Seam
Heat Treatment” shall be stated on the certificate.

i. Results of any supplemental testing required by the
purchaser.

SR15.2 The manufacturer shall establish and follow proce-
dures for maintaining heat and lot identity of all pipe covered
by this supplementary requirement. The procedures shall pro-
vide means for tracing any length of pipe or coupling to the
proper heat and lot and to all applicable chemical and
mechanical test results.

SR17 Nondestructive Inspection of Welds
in Electric Welded Pipe and Laser
Welded Pipe

SR17.1 SUPPLEMENTARY NONDESTRUCTIVE

INSPECTION

The weld in electric welded pipe shall be inspected full
length for surface and subsurface defects by either ultrasonic
or electromagnetic methods. The weld in laser-welded pipe
shall be inspected full length for surface and subsurface
defects by ultrasonic methods. The location of the equipment
in the mill shall be at the discretion of the manufacturer. How-
ever, the nondestructive inspection shall take place after all
heat treating, hydrostatic testing, expansion, and rotary
straightening operations, if performed, but may take place
before cropping, beveling, and sizing of pipe.

SR17.2 EQUIPMENT AND REFERENCE
STANDARDS

The ultrasonic or electromagnetic inspection equipment
requirements are given in 9.7.4.1, and the reference standards
are described in 9.7.4.2. Details of the specific techniques
(such as method, reference indicators, transducer properties,
and sensitivity) shall be agreed upon between the purchaser
and the manufacturer for the implementation of this supple-
mentary requirement.

SR17.3 ACCEPTANCE LIMITS AND EMI
INSPECTIONS

Table 21 gives the height of acceptance limit signals in per-
cent of height of signals produced by reference standards. An
imperfection that produced a signal greater than the acceptance
limit signal given in Table 21 shall be classified as a defect.

SR17.4 DISPOSITION

Disposition of defects shall be in accordance with 9.9, item
a, ¢, or d. Repair by welding is not permitted. If a defect is
removed by grinding, the ground area shall be reinspected by
the same method originally used.

SR17.5 MARKING

Pipe nondestructively inspected in accordance with this
supplementary requirement shall be marked SR17.

04
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SR18 Carbon Equivalent

SR18.1 For pipe grades up to Grade X70 inclusive, the
carbon equivalent, CE, calculated using product analysis and
the following equation shall not exceed 0.43%:

+Cr+M0+ V+Ni+Cu
5 15

CE = C+M6ﬁ

SR18.2 The elements analyzed for product analysis shall
include all elements contained in the carbon equivalent equa-
tion.

SR19 Additional Fracture Toughness
Requirements (Transverse Charpy
V-notch) for PSL 2 Pipe

SR19.1 Except as allowed by SR19.2, fracture toughness
testing shall be performed in accordance with the require-
ments of 9.3.5.1 and 9.3.5.2, with a test temperature of 32°F
(0°C) or a lower temperature as specified on the purchase
order. The required minimum all-heat average full-size
absorbed energy value shall be the greater of

a. 30 ft-1b (40 J) for grades below Grade X80, 60 ft-1b (80 J)
for Grade X80 pipe; and

b. The value obtained from the following equation, using a
stress factor (F) of 0.72 or a higher value if specified on the
purchase order, and rounding the calculated value to the near-
est foot-pound (joule):

U.S. Customary Unit Equation SI Unit Equation

CV = 0.000512(Fo,) (lz—))%

or—
[T}

cv = 0.0345(F0_l,)%<l-22)

where

CV = minimum all-heat average full-size Charpy V-
notch absorbed energy requirement, ft-1b (J),

F = stress factor,
oy = specified minimum yield strength, ksi (MPa),
D = specified outside diameter, in. (mm).
Notes:

1. See Table F-3 for the required minimum all heat-aver-
age absorbed energy values for pipe having a standard size
and grade, and a stress factor of 0.72.

2. The above equation is one of a number of such rela-
tionships derived from full-scale burst test data for a
limited number of sizes and grades (see ASME B31.8). It
is also judged to be conservative for initiation conditions
in pipelines.

SR19.2 Pipe tested at a lower temperature than is required in
SR19.1 shall be acceptable if it meets the required absorbed
energy values.

SR19.3 Pipe tested in accordance with SRI19 shall be
marked to indicate the specified (full-size) minimum all-heat
average absorbed energy value and the specified test tempera-
ture. Temperatures below zero shall be preceded by the letter
M, and the absorbed energy specified in joules shall be fol-
lowed by the letter J.

Example for 30 ft-1b at + 32°F:
Example for 70 J at - 5°C:

SR19-30-32F
SR19-70J-M5C
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Maximum Minimum Maximum
13.5 mm 28 mm 13.5 mm

RN

Minimum f
T T
‘ \
oD
Curvature

04] Figure F-1—Impact Test Specimen Tapered End Allowance
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LONGITUDINAL SEAM PIPE

HELICAL SEAM PIPE

Figure F-2—Charpy V-notch and Drop-weight Tear Test Specimen Locations

Table F-1—Minimum Wall Thickness to Obtain Transverse Charpy V-notch Test Specimens?

Size

Specified Wall Thickness, Minimum, in. (mm)

Full Size Specimen

2/5 Size Specimen

1/, Size Specimen

=41y and <5% 4
> 59/|(, and < 65/8
= 65/g and < 8%/g

= 85/g and < 103/,
103/4 and < 123/4
123/4 and < 14
14 and < 16

=
=

0.495 (12.6)
0.469 (11.9)
0.460 (11.7)
0.450 (11.4)
0.443 (11.3)
0.438 (11.1)
0.436 (11.1)
0.434 (11.0)

0429 (10.9)
0.371 (9.4)
0.334 (8.5)
0.318 (8.1)
0.311(7.9)

0.307 (7.638)
0.305 (7.7)
0.304 (7.7)

0.397 (10.1)
0.338 (8.6)
0.301 (7.6)
0.257 (6.5)
0.246 (6.2)
0.241 (6.1)
0.239(6.1)
0.237 (6.0)

“This table provides a description of the acceptable specimens and the relationship between pipe dimensions
and acceptable specimens. The size limits shown are based upon the use of tapered end transverse specimens

(see Figure F-2). These specimen dimension limits include machining tolerances.

jo4
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Table F-2—Dimensions, Weights per Unit Length, and Test Pressures for TFL Pipe

() ) (3 “ ) (6) Q)
Calculated
Specified Specified Plain-end Weight Calculated Minimum
Outside Diameter Wall Thickness per Unit Length Inside Diameter® Hydrostatic
D t Wpe d Test Pressure
Size in. mm. Grade in. mm 1b/ft kg/m in. mm psi 100 kPab
2y 2.375 60.3 X 56 0.188 4.8 4.40 6.57 1.999 50.7 7090 492
2774 2.875 73.0 X 56 0438 11.1 11.41 16.94 1.999 50.8 10000 689
27/g 2.875 73.0 X 56 0.216 5.5 6.14 9.16 2.443 62.0 6730 465
3, 3.500 88.9 X 56 0.530 135 16.83  25.10 2.440 61.9 10000 689
4 4.000 101.6 X 60 0.750 19.1 26.06  38.86 2.500 63.4 10000 689
4 4.000 101.6 X 42 0.500 12.7 18.71 27.84 3.000 76.2 8400 579
4 4.000 101.6 X 60 0.500 12.7 18.71 27.84 3.000 76.2 10000 689
4 4.000 101.6 X 70 0.250 6.4 10.02 15.02 3.500 88.8 7000 486
41, 4.500 1143 X52 0.750 19.1 30.07 4484 3.000 76.1 10000 689
41/, 4.500 114.3 X 70 0.281 7.1 12.67 18.77 3.938 100.1 6990 480

¥The calculated inside diameters are given here for information.
®100 kPa = | bar.

Table F-3 —Minimum All-heat Average Absorbed Energy Requirements for Stress Factor fof 0.72

(n €] 3) ) S)) ©) Q) (8) 9 10
Minimum All-heat Average Absorbed Energy, ft-1b (J)
Grade
B X42 X46 X52 X56 X60 X65 X70 X80

Size f-lb J ft-lb  J ft-lb J ft-lb  J ft-lb J ftlb  J ft-b J ft-lb  J ft-b  J

al/, 30 40 30 40 30 40 30 40 30 40 30 40 30 40 30 40 60 80
5%16 30 40 30 40 30 40 30 40 30 40 30 40 30 40 30 40 60 80
6lg 30 40 30 40 30 40 30 40 30 40 30 40 30 40 30 40 60 80
8y 30 40 30 40 30 40 30 40 30 40 30 40 30 40 30 40 60 80
103/4 30 40 30 40 30 40 30 40 30 40 30 40 30 40 30 40 60 80
123/4 30 40 30 40 30 40 30 40 30 40 30 40 30 40 31 42 60 80

14 30 40 30 40 30 40 30 40 30 40 30 40 30 40 33 44 60 80
16 30 40 30 40 30 40 30 40 30 40 30 40 31 42 35 47 60 80
18 30 40 30 40 30 40 30 40 30 40 30 40 33 45 37 50 60 80
20 30 40 30 40 30 40 30 40 30 40 31 42 35 47 39 53 60 80
22 30 40 30 40 30 40 30 40 30 40 32 4 37 50 41 56 60 80
24 30 40 30 40 30 40 30 40 31 41 34 46 38 52 43 58 60 80
26 30 40 30 40 30 40 30 40 32 43 35 48 40 54 45 60 60 80
28 30 40 30 40 30 40 30 40 33 45 37 50 41 56 46 63 60 80
30 30 40 30 40 30 40 31 42 34 46 38 5l 43 58 48 65 60 80
32 30 40 30 40 30 40 32 43 35 48 39 53 4 60 49 67 60 82
34 30 40 30 40 30 40 33 44 36 49 40 55 46 62 51 69 62 84
36 30 40 30 40 30 40 34 45 37 sl 42 56 47 63 52 71 64 87
38 30 40 30 40 30 40 34 47 39 52 43 58 48 65 54 73 66 89
40 30 40 30 40 30 40 35 48 40 53 4 59 49 67 55 75 67 91
42 30 40 30 40 30 41 36 49 40 55 45 61 51 69 57 71 69 9
44 30 40 30 40 31 42 37 50 41 56 46 62 52 70 58 79 71 96
46 30 40 30 40 32 43 38 5l 42 57 47 64 53 72 59 80 72 98
48 30 40 30 40 32 4 39 53 43 59 48 65 54 73 60 82 74 100

52 30 40 30 40 34 45 40 55 45 6l 50 68 56 76 63 8 77 104
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Table F-3 (Continued)—Minimum All-heat Average Absorbed Energy Requirements for Stress Factor fof 0.72

(N 2 3) ) ®) ) M 8 &) (10)
Minimum All-heat Average Absorbed Energy, ft-Ib (J)
Grade
B X42 X46 X52 X56 X60 X65 X70 X80
Size ft-lb J ft-tlb J ft-lb  J fi-lb J ft-lb ] f-lb  J felb J ft-lb  J fr-lb  J

56 30 40 30 41 35 47 42 57 47 63 5270 58 19 65 89 80 108
60 30 40 31 43 36 49 43 59 48 65 54 73 60 82 68 92 8 112
64 30 40 32 4 37 50 45 ol 50 68 55 75 62 85 70 95 85 16
68 30 40 33 45 38 52 46 63 5270 57 77 64 87 72 98 88 119
72 30 40 34 47 39 53 47 o4 53 72 59 80 66 90 74 100 90 123
76 30 40 35 48 41 55 49 66 54 74 60 82 68 92 76 103 93 126
80 30 40 36 49 42 56 50 68 56 76 62 84 70 95 78 106 95 129







APPENDIX G—GUIDED-BEND TEST JIG DIMENSIONS (NORMATIVE)

Table G-1 contains guided-bend test jig dimensions discussed in 9.10.3.

Table G-1—Guided-bend Test Jig Dimensions

) ) (3) 4 (5) (6) 0] (3) 9) (10 (n
Specified Dimension A
Wall Grade
Thickness
t A B & X42 X46 X52 X56 X60 X65 X70 X80
Size in. mm in. mm in. mm in. mm in. mm in. mm in. mm in. mm . mm n. mm
123/4 0.172 44 1.0 254 1.4 356 1.4 356 1.6 406 1.6 406 1.6 406 1.9 483 1.9 483 22 559
123/a 0.188 48 1.2 305 1.4 356 1.6 406 1.6  40.6 1.9 483 1.9 483 22 559 22 559 26  66.0
123/4 0203 52 — — 1.6 406 1.6 40.6 483 483 1.9 559 22 559 22 559 22 559 2.6  66.0
12314 0219 56 1.4 356 1.6 406 1.9 483 1.9 483 22 559 22 3559 26 660 26 660 3.1 787
123/4 0250 64 1.6 406 22 559 22 559 22 559 2.6 66.0 26 660 3.1 787 3.1 787 37 940
123/4 0281 7.1 1.9 483 22 559 26 66.0 26 66.0 3.1 787 3.1 787 37 940 3.7 94.0 44 111.8
123/4 0312 79 22 559 26 660 26 660 3.1 787 3.1 787 37 9490 37 940 3.7 940 5.2 132.1
123/4 0330 8.4 22 559 3.1 787 3.1 787 3.1 787 37 94.0 37 940 44 111.8 44 [11.8 52 1321
123/4 0344 8.7 22 559 3.1 787 3.1 787 37 940 37 940 44 111.8 44 1118 52 1321 5.2 132.1
123/4 0375 95 2.6  66.0 3.1 787 3.7 94.0 37 940 44 1118 44 111.8 52 1321 62 1575 62 1575
123/4 0406 103 — — 3.7 94.0 37 940 111.8 44 44 1118 52 132.1 62 1575 62 1575 74 188.0
1234 0438 11.1 3.1 787 44 111.8 44 1118 52 1321 52 1324 6.2 1575 6.2 1575 6.2 1575 8.8 2235
123/4 0.500 127 — — 52 1321 52 132.1 62 1575 62 1575 7.4 188.0 74 188.0 8.8 2235 105 2667
123/4 0562 143 44 1118 6.2 1575 6.2 1575 74 188.0 74 188.0 8.8 2235 8.8 2235 105 2667 126 3200
123/a 0.625 159 5.2 1321 7.4 188.0 7.4 188.0 8.8 2235 105 2667 105 2667 105 266.7 126 3200 18.1 459.7
123/4 0.688 17.5 6.2 1575 8.8 2235 8.8 2235 105 2667 126 320.0 126 3200 151 3835 (8.1 459.7 260 660.4
123/4 0.750 19.1 74 188.0 105 2667 10.5 2667 126 320.0 15.1 3835 5.1 3835 181 4597 21.7 5512 312 7925
123/ 0812 206 8.8 2235 12.6 3200 126 3200 15.1 3835 181 459.7 217 551.2 217 551.2 260 6604 312 7925
123/4 0875 222 10.5 266.7 15.1 3835 18.1 4597 18.1 4597 217 551.2 260 6604 312 7925 312 7925 31.2 7925
14 0.188 4.8 1.2 305 1.4 356 16 406 1.6 406 1.6 40.6 1.9 483 1.9 483 22 559 26 660
14 0203 52 1.2 305 1.6 406 — — — — — — — — —_ — - — 26 660
14 0.210 5.3 — — 1.6 40.6 1.6 406 1.9 483 1.9 483 22 559 22 559 22 559 26 660
14 0219 56 e — 1.6 40.6 1.9 483 1.9 483 22 559 22 559 22 559 2.6  66.0 3.1 787
14 0.250 6.4 1.6 40.6 1.9 483 22 559 22 559 26 66.0 2.6  66.0 26  66.0 3.1 787 3.7 940
14 0.281 7.1 1.9 4383 22 559 26 66.0 2.6 660 26 660 3.1 787 3.1 787 3.1 787 44 1118
14 0312 79 1.9 483 26 660 26 66.0 3.1 787 3.1 787 37 940 37 940 3.7 940 44 1118
14 0.344 8.7 22 559 3.1 787 3.1 787 3.1 787 37 94.0 37 940 37 940 44 111.8 5.2 1321
14 0375 95 26 660 3.1 787 37 940 37 940 44 111.8 44 111.8 44 111.8 52 132.1 6.2 1575
14 0406 103 — — 37 940 37 940 44 111.8 44 111.8 5.2 132.1 52 132.1 52 132.1 7.4 188.0
14 0438 11.1 3.1 787 37 940 44 111.8 44 111.8 52 1321 5.2 1321 52 132.1 6.2 1575 7.4 188.0
14 0469 119 — — 44 111.8 44 111.8 52 132.1 52 1321 6.2 1575 62 1575 7.4 188.0 8.8 2235
14 0500 127 37 940 52 1321 52 1321 52 1321 6.2 1575 6.2 157.5 7.4 188.0 74 188.0 105 2667
14 0562 143 44 111.8 6.2 1575 62 1575 6.2 1575 74 188.0 8.8 2235 8.8 2235 8.8 2235 12,6 3200
14 0625 159 5.2 1321 7.4 188.0 74 188.0 8.8 2235 8.8 2235 105 2667 105 266.7 12.6 3200 15.1 3835
14 0688 175 6.2 1575 8.8 2235 8.8 2235 105 2667 105 266.7 126 3200 126 320.0 5.1 3835 181 4597
14 0.750 19.1 6.2 1575 8.8 2235 105 2667 105 2667 126 320.0 15.1 3835 151 3835 8.1 459.7 26.0 6604
14 0.812 206 74 188.0 105 266.7 — — — — — — — — — — — — — —
14 0875 222 8.8 2235 12,6 320.0 15.1 3835 15.1 3835 181 459.7 21.7 551.2 21.7 5512 312 7925 312 7925
14 0938 238 105 26677 15.1 3835 18.1 4597 21.7 5512 217 5512 260 6604 312 7925 312 7925 312 7925
16 0.188 48 1.2 305 1.4 356 16 406 1.6 406 1.6 406 1.9 483 1.9 483 22 559 26 660
16 0.203 52 1.2 305 1.6 406 1.6 406 1.6 406 1.9 483 1.9 483 1.9 483 22 559 26 660
16 0219 56 1.4 356 1.6 406 1.9 483 1.9 483 22 559 22 559 26 559 26 660 3.1 787
16 0.250 6.4 1.6 406 1.9 483 22 559 22 559 22 559 26 660 2.6 660 26 66.0 3.1 787
16 0.281 7.4 1.6 406 22 559 22 559 26 660 26 66.0 3.1 787 3.1  78.7 3.1 78.7 37 940
16 0312 79 1.9 483 26 660 26 660 3.1 787 31 787 3.1 787 3.1 787 3.7 940 44 1118
16 0.344 8.7 22 559 26 660 3.1 787 3.1 787 37 940 37 940 3.7 940 44 111.8 5.2 132.1

131
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Table G-1—Guided-bend Test Jig Dimensions (Continued)
(1 (2) (3) “4) ®) (6) 7 ®) 9 (10) (1
Specified Dimension A
Wall Grade
Thickness
t A B & X42 X46 X52 X56 X60 X65 X70 X80
Size in. mm . mm in. mm n. mm in. mMm in. mm in. mm in. mm in. mm in. mm

16 0.375 9.5 26  66.0 3.1 787 3.1 787 37 940 3.7  94.0 44 111.8 44 111.8 44 111.8 6.2 1575
16 0.406 10.3 — — 3.7 94.0 3.7 940 3.7 940 44 111.8 44 111.8 5.2 132.1 5.2 132.1 6.2 157.5
16 0438 11.1 3.1 787 3.7 94.0 44 1118 44 1118 5.2 1321 5.2 1321 52 132.1 6.2 1575 7.4 188.0
16 0469 1.9 — — 44 111.8 44 1118 52 1321 5.2 1321 5.2 1321 6.2 1575 6.2 1575 7.4 188.0
16 0.500 12.7 3.7 940 44 111.8 5.2 1321 52 132.1 6.2 1575 6.2 1575 6.2 1575 7.4 188.0 8.8 2235
i6 0562 143 44 1118 52 132.1 6.2 1575 6.2 1575 7.4 1880 74 188.0 7.4 188.0 8.8 2235 105 266.7
16 0.625 159 44 111.8 6.2 1575 6.2 1575 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 2667 126 3200
16 0.688 17.5 52 1321 7.4 188.0 7.4 188.0 8.8 2235 105 2667 105 2667 105 2667 126 3200 15.1 383.5
16 0.750 19.1 6.2 1575 8.8 2235 88 2235 105 2667 105 2667 126 320.0 12.6 3200 15.1 3835 21.7 5512
16 0812 206 74 188.0 105 2667 105 2667 126 3200 126 3200 15.1 3835 15.1 3835 (8.1 4597 260 6604
16 0.875 222 74 188.0 105 26677 126 3200 126 3200 15.1 3835 8.1 4597 181 4597 217 5512 312 7925
16 0938 2338 88 2235 126 320.0 15.1 3835 15.1 3835 18.1 4597 21.7 5512 21.7 5512 260 6604 312 7925
16 1.000 254 105 2667 15.1 3835 15.1 3835 181 4597 217 5512 260 5642 260 5642 312 7925 312 7925
16 1.062 27.0 105 2667 18.1 459.7 (8.1 4597 21.7 551.2 260 5642 31.2 7925 31.2 7925 312 7925 312 7925
16 1.125 286 126 3200 21.7 5512 21.7 551.2 260 5642 312 7925 312 7925 31.2 7925 312 7925 312 7925
18 0.188 4.8 1.0 254 1.4 356 1.4 356 1.6 40.6 1.6 406 1.9 483 19 483 19 483 — -

18 0.219 56 14 356 1.6 406 1.6 406 1.9 483 1.9 483 22 559 22 559 22 559 26  66.0
18 0250 o064 16 406 19 483 1.9 483 22 559 22 559 26 660 26 66.0 26 660 3.1 787
18 0.281 7.1 1.6 406 22 559 22 559 26 660 26 660 26 660 3.1 787 3.1 787 37 94.0
18 0.312 7.9 1.9 483 26 600 2.6  66.0 2.6 66.0 3.1 787 3.1 787 3.1 787 3.7 940 44 1118
18 0344 8.7 22 559 26 66.0 3.1 787 3.1 787 3.7 940 37 940 3.7 940 44 111.8 5.2 132.1
18 0.375 9.5 22 559 3.1 787 3.1 787 37 940 3.7 94.0 37 940 44 111.8 44 111.8 5.2 1321
18 0406 103 — — 3.1 787 3.7 940 3.7 94.0 44 111.8 44 111.8 44 111.8 52 1321 6.2 1575
18 0438 11.1 3.1 787 37 940 37 940 44 111.8 44 1118 5.2 1321 52 1321 52 1321 74 188.0
18 0469 119 — — 44 111.8 44 1118 44 111.8 5.2 1321 5.2 1321 5.2 132.1 62 1575 7.4 188.0
18 0.500 12.7 3.1 787 44 111.8 44 1118 5.2 132.1 5.2 1321 6.2 1575 6.2 1575 6.2 1575 8.8 2235
18 0562 143 37 940 52 132.1 52 1321 6.2 1575 6.2 1575 7.4 188.0 7.4 188.0 74 188.0 105 266.7
18 0.625 159 44 111.8 6.2 1575 6.2 1575 7.4 188.0 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 126 320.0
18 0.688 17.5 52 132.1 7.4 188.0 7.4 188.0 7.4 188.0 8.8 2235 8.8 2235 105 2667 105 26677 15.1 3835
18 0.750 19.1 62 1575 7.4 188.0 8.8 2235 8.8 2235 105 2667 105 2667 126 3200 126 3200 18.1 4597
18 0.812 206 62 1575 8.8 2235 8.8 2235 105 2667 126 3200 126 3200 126 3200 151 3835 217 5512
18 0.875 222 74 183.0 105 2667 10.5 2667 12.6 320.0 12.6 3200 151 3835 15.1 3835 181 4597 26.1 6629
18 0938 23.8 8.8 2235 126 3200 126 3200 15.1 383.5 15.1 3835 18.1 4597 18.1 4597 21.7 5512 312 7925
18 1.000 254 88 2235 126 320.0 15.1 3835 15.1 3835 18.1 4597 21.7 5512 217 551.2 260 6604 312 7925
18 1.062 27.0 105 266.7 15.1 3835 15,1 3835 181 459.7 21.7 5512 21.7 5512 26.0 6604 312 7925 312 7925
18 1.125 28.6 10.5 2667 18.1 459.7 181 4597 21.7 551.2 26,0 6604 260 6604 312 7825 312 7925 312 7925
18 1188 302 126 3200 18.1 4597 21.7 5512 260 6604 31.2 7925 312 7925 312 7925 31.2 7925 312 7925
18 1.250 31.8 15.1 3835 21.7 551.2 260 6604 260 6604 31.2 7925 31.2 7925 312 7925 312 7925 312 7925
20 0.219 5.6 1.2 305 1.6 40.6 1.6 406 1.9 483 1.9 483 22 559 22 559 22 559 26  66.0
20 0250 64 1.6 406 1.9 483 1.9 483 22 559 22 559 26 660 26 660 26 660 3.1 787
20 0.281 7.1 1.6 40.6 22 559 22 559 2.6 66.0 2.6  66.0 26 66.0 3.1 787 3.1 787 37 940
20 0.312 7.9 1.9 483 2.6 660 26 660 26 66.0 3.1 787 3.1 78.7 3.1 787 3.7 94.0 44 111.8
20 0.344 87 22 559 26 660 3.1 787 3.1 787 3.1 787 37 940 3.7 940 3.7 940 44 111.8
20 0.375 9.5 22 559 3.1 787 3.1 787 3.7 940 3.7 940 3.7 94.0 37 940 44 111.8 5.2 1321
20 0406 103 — — 3.1 787 3.7 94.0 3.7 940 44 111.8 44 111.8 44 111.8 52 132.1 6.2 1575
20 0438 111 26 660 37 940 37 940 44 111.8 44 111.8 44 1118 5.2 1321 5.2 1321 6.2 1575
20 0469 11.9 — — 3.7 940 44 1118 44 111.8 5.2 1321 52 132.1 52 1321 6.2 157.5 7.4 188.0
20 0500 127 3.0 787 44 111.8 44 1118 5.2 132.1 52 132.1 52 1321 6.2 1575 6.2 1575 7.4 188.0
20 0562 143 37 940 52 1321 52 132.1 6.2 1575 6.2 1575 6.2 1575 7.4 188.0 7.4 188.0 8.8 2235
20 0625 159 44 111.8 62 1575 62 1575 62 1575 74 188.0 74 183.0 74 18380 8.8 2235 105 266.7
20 0.688 175 5.2 1321 6.2 1575 74 188.0 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 2667 126 3200
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Table G-1—Guided-bend Test Jig Dimensions (Continued)

(D 2) 3 4) &) (6) (N (8) 9 (10) (1)
Specified Dimension A
Wall Grade
Thickness
A B & X42 X46 X52 X56 X60 X65 X70 X80
Size in.  mm in. mm in. mm in. mm in. mm in. mm in. mm in. mm in. mm in. mm
20 0.750 19.1 52 1321 74 188.0 7.4 188.0 8.8 2235 8.8 2235 105 266.7 105 2667 12.6 320.0 15.1 3835
20 0.812 206 6.2 157.5 8.8 223.5 8.8 2235 105 2667 105 2667 126 3200 126 320.0 15.1 3835 18.1 4597
20 0.875 222 74 188.0 8.8 2235 105 2667 105 2667 126 3200 12.6 3200 151 3835 15.1 3835 21.7 551.2
20 0.938 238 74 188.0 105 2667 105 2667 12.6 3200 151 3835 151 3835 151 3835 1i8.1 4597 260 6604
20 1.000 254 88 2235 126 320.0 126 320.0 151 3835 (51 3835 I8.1 4597 181 4597 21.7 551.2 312 7925
20 1.062 27.0 8.8 2235 126 320.0 15.1 3835 15.1 3835 18.1 4597 217 5512 21.7 5512 260 6604 312 7925
20 1.125 286 10.5 266.7 15.1 3835 15.1 3835 18.1 4597 21.7 551.2 21.7 5512 260 6604 312 7925 312 7925
20 1.188  30.2 10.5 266.7 18.1 4597 18.1 459.7 2177 5512 260 6604 260 6604 260 6604 312 7925 312 7925
20 1.250 31.8 126 320.0 18.1 4597 21.7 5512 217 5512 260 6604 312 7925 312 7925 312 7925 31.2 7925
20 1312 333 12.6 3200 21.7 551.2 21.7 551.2 260 6604 312 7925 31.2 7925 312 7925 312 7925 312 7925
20 1.375 349 15.1 3835 21.7 5512 260 6604 312 7925 312 7925 31.2 7925 312 7925 312 7925 31.2 7925
22 0.219 5.6 1.2 305 1.6 406 1.6 406 1.9 483 1.9 483 22 559 22 559 22 559 2.6  66.0
22 0.250 64 14 356 1.9 483 1.9 483 22 559 22 559 26 660 26  66.0 2.6 66.0 3.1 787
22 0.281 7.1 1.6 40.6 22 559 22 559 2.6 660 26 660 2.6 66.0 2.6  66.0 3.1 787 37 940
22 0.312 7.9 1.9 483 26 660 26 66.0 2.6 660 3.1 787 3.1 787 3.1 787 37 940 44 1118
22 0.344 8.7 22 559 26 660 26 660 3.1 78.7 3.1 787 37 940 37 94.0 37 940 44 1118
22 0.375 95 22 559 30 787 3.1 787 3.1 787 3.7 94.0 37 940 3.7 940 44 1118 52 132.1
22 0406 103 — — 3.1 787 3.7 940 3.7 940 37 940 44 111.8 44 111.8 44 {11.8 6.2 1575
22 0438 11.1 26 660 3.7 940 37 940 3.7 940 44 111.8 44 111.8 52 132.1 5.2 132.1 6.2 157.5
22 0469 119 — — 3.7 940 44 111.8 44 [11.8 44 111.8 5.2 132.1 52 132.1 6.2 1575 74 188.0
22 0.500 127 3.1 787 44 111.8 44 111.8 44 111.8 52 1321 52 1321 52 132.1 6.2 1575 7.4 188.0
22 0.562 143 3.7 9.0 52 132.1 52 132.1 52 1321 6.2 1575 6.2 157.5 6.2 1575 7.4 188.0 8.8 2235
22 0.625 159 44 1118 52 1321 6.2 1575 6.2 1575 7.4 188.0 7.4 188.0 7.4 188.0 8.8 2235 105 266.7
22 0688 17.5 52 1321 6.2 1575 6.2 1575 7.4 188.0 7.4 188.0 8.8 2235 8.8 2235 105 26677 126 3200
22 0.750 19.1 5.2 1321 7.4 188.0 74 188.0 8.8 2235 8.8 2235 105 2667 105 2667 10.5 266.7 15.1 383.5
22 0.812 206 6.2 157.5 74 188.0 8.8 2235 8.8 2235 105 26677 105 2667 105 2667 12.6 320.0 15.1 3835
22 0875 222 62 1575 8.8 2235 8.8 2235 105 2667 12.6 3200 12.6 3200 126 320.0 151 3835 181 459.7
22 0.938 2338 74 188.0 10.5 2667 10.5 2667 12.6 3200 12.6 3200 15.1 3835 151 3835 181 4597 21.7 5512
22 1000 254 74 1880 105 2667 126 3200 126 3200 15.1 3835 15.1 3835 181 4597 8.1 4597 260 6604
22 1.062 27.0 8.8 2235 126 3200 126 3200 15.1 3835 15.1 3835 181 4597 18.1 4597 21.7 551.2 31.2 7925
22 1.125 286 105 2667 126 3200 15.1 383.5 15.1 3835 18.1 4597 21.7 551.2 2.7 551.2 260 6604 312 7925
22 1.188 302 105 2667 15.1 3835 15.1 3835 181 4597 21.7 5512 217 551.2 260 6604 312 7925 312 7925
22 1.250 318 126 3200 18.1 459.7 18.1 4597 21.7 5512 21.7 5512 260 6604 260 6604 312 7925 312 7925
22 1.312 333 126 300 18.1 4597 21.7 551.2 21.7 551.2 26.0 6604 312 7925 312 7925 312 7925 312 7925
22 1.375 349 126 3200 21.7 551.2 21.7 551.2 260 6604 312 7925 312 7925 31.2 7925 31.2 7925 312 7925
22 1.438 365 15.1 3835 21.7 5512 260 6604 312 7925 312 7925 312 7925 312 7925 312 7925 312 7925
22 1.500 38.1 (5.1 3835 260 6604 260 6604 312 7925 312 7925 312 7925 31.2 7925 312 7925 312 7925
24 0.250 6.4 1.4 356 1.9 483 1.9 483 22 559 22 559 22 559 26  66.0 26 66.0 3.1 787
24 0.281 7.1 1.6 40.6 22 559 22 559 22 559 26 660 2.6 66.0 26  66.0 3.1 787 37 940
24 0.312 7.9 1.9 483 22 559 26 66.0 2.6 66.0 3.1 66.0 3.1 787 3.1 787 37 940 44 111.8
24 0344 87 22 559 26 660 26 660 31 787 31 787 37 940 37 940 37 940 44 1118
24 0.375 95 22 559 3.1 787 3.1 787 3.1 787 37 940 37 940 37 940 44 1118 5.2 1321
24 0406 103 — — 3.1 787 3.1 787 37 94.0 37 940 44 111.8 44 111.8 44 111.8 5.2 1321
24 0438 11.1 26 66.0 37 940 37 940 37 940 44 1118 44 111.8 44 1118 5.2 1321 6.2 1575
24 0469 119 — — 3.7 940 37 940 44 [11.8 44 111.8 5.2 132.1 52 1321 52 1321 6.2 157.5
24 0.500 12.7 3.1 787 44 1118 44 1118 44 111.8 52 1321 52 132.1 52 132.1 6.2 1575 74 188.0
24 0.562 143 3.7 940 44 111.8 5.2 132.1 5.2 1321 6.2 1575 6.2 157.5 6.5 1575 7.4 188.0 8.8 2235
24 0.625 159 44 111.8 5.2 132.1 6.2 1575 6.2 1575 6.2 1575 7.4 188.0 74 188.0 8.8 2235 105 266.7
24 0.688 17.5 44 111.8 62 1575 6.2 1575 74 188.0 74 188.0 8.8 2235 8.8 2235 8.8 2235 12.6 3200
24 0.750 19.1 52 1321 74 188.0 74 188.0 7.4 188.0 8.8 2235 8.8 2235 88 2235 105 266.7 12.6 3200
24 0.812 20.6 6.2 1575 74 188.0 8.8 2235 88 2235 105 266.7 105 26677 105 2667 126 3200 151 3835
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Table G-1—Guided-bend Test Jig Dimensions (Continued)
(n (2) (3) 4) S) (6) (7 (3 9 (10) (rn
Specified Dimension A
Wall Grade
Thickness
! A B & X42 X46 X52 X56 X60 X65 X70 X80
Size in. mm in. mm in. mm in. mm in. mm in. mm in. mm in. mm in. mm in. mm
24 0.875 222 62 157.5 8.8 2235 8.8 2235 105 266.7 105 2667 126 3200 12.6 3200 12.6 3200 18.1 4597
24 0.938 238 7.4 188.0 8.8 2235 10.5 2667 105 2667 12.6 3200 126 3200 126 3200 15.1 3835 21.7 5512
24 1.000 254 74 183.0 105 2667 105 2667 126 3200 126 3200 151 3835 5.1 3835 181 4597 21.7 551.2
24 1.062  27.0 88 2235 126 3200 126 3200 126 3200 15.1 3835 15.1 3835 I8.1 4597 18.1 459.7 260 6604
24 1.125 28.6 88 2235 126 320.0 126 3200 15.1 3835 18.1 4597 181 4597 18.1 4597 217 5512 312 795
24 1.188 302 105 266.7 15.1 3835 15.1 3835 181 459.7 18.1 4597 21.7 5512 217 5512 260 6604 312 7925
24 1.250  31.8 105 2667 15.1 3835 15.1 3835 181 4597 21.7 5512 217 5512 260 6604 260 6604 312 7925
24 1.312 333 126 3200 18.1 459.7 18.1 4597 21.7 5512 21.7 5512 260 6604 260 6604 312 7925 312 7925
24 1.375 349 126 320.0 18.1 459.7 217 551.2 21.7 5512 260 6604 312 7925 31.2 7925 312 7925 312 7925
24 1.438 36.5 15,1 3835 21.7 5512 21.7 5512 260 6604 312 7925 312 7925 31.2 7925 312 7925 312 7925
24 1.500 38.1 15.1 3835 21.7 5512 260 6604 260 6604 312 7925 312 7925 31.2 7925 312 7925 312 7925
24 1.562 397 15.1 383.5 26.0 6604 260 6604 312 7925 312 7925 312 7925 31.2 7925 312 7925 312 7925
26 0.250 6.4 1.4 356 1.9 483 1.9 483 22 559 22 559 22 559 26  66.0 2.6 660 3.1 787
26 0.281 7.1 1.6 406 22 559 22 559 22 559 26 660 26 66.0 26 66.0 3.1 787 37 940
26 0.312 79 1.9 483 22 559 2.6  66.0 26 66.0 26 660 3.1 787 3.1 787 3.1 787 3.7 940
26 0.344 8.7 22 559 26 600 26 66.0 3.1 787 3.1 787 3.1 787 37 940 37 940 44 1118
26 0.375 95 22 559 3.1 78.7 3.1 787 3.1 787 37 940 37 940 3.7 940 44 111.8 52 1321
26 0.406 103 — — 3.1 78.7 3.4 787 3.7 940 3.7 940 44 111.8 44 111.8 44 1118 5.2 1321
26 0.438 11.1 26 66.0 37 94.0 37 940 37 940 44 111.8 44 111.8 44 111.8 52 132.1 6.2 157.5
26 0469 119 — — 3.7 940 37 940 44 111.8 44 111.8 5.2 132.1 5.2 132.1 5.2 1321 6.2 1575
26 0.500 12.7 3.1 787 3.7 940 44 111.8 44 111.8 5.2 132.1 52 132.1 52 132.1 6.2 1575 7.4 188.0
26 0.562 143 3.7 940 44 111.8 5.1 132.1 52 132.1 6.2 1575 62 1575 6.2 1575 7.4 188.0 8.8 2235
26 0.625 159 44 111.8 52 132.1 52 1321 6.2 1575 6.2 1575 7.4 188.0 7.4 188.0 74 188.0 105 2667
26 0.688 7.5 44 1118 6.2 1575 62 1575 7.4 188.0 7.4 188.0 7.4 188.0 8.8 2235 8.8 2235 105 266.7
26 0.750 19.1 52 1321 62 1575 74 188.0 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 2667 126 320.0
26 0.812 206 52 1321 7.4 188.0 7.4 188.0 8.8 2235 8.8 2235 105 2667 105 266.7 12.6 3200 151 3835
26 0875 222 62 1575 8.8 223.5 8.8 223.5 8.8 2235 105 2667 105 266.7 12.6 3200 12.6 320.0 15.1 3835
26 0.938 23.8 74 188.0 8.8 2235 105 2667 105 2667 12.6 3200 126 3200 126 3200 15.1 3835 18.1 459.7
26 1.0060 254 74 188.0 105 2667 105 2667 126 3200 12.6 3200 151 3835 151 3835 151 3835 21.7 5512
28 0.250 6.4 14 356 1.9 483 1.9 483 22 559 22 559 22 559 22 559 26 660 3.1 787
28 0.281 7.1 1.6 406 22 559 22 559 22 559 26 660 26 66.0 26 660 3.1 787 37 940
28 0312 7.9 1.9 483 22 559 26 66.0 26 66.0 26 660 3.1 787 3.1 787 3.1 787 3.7 94.0
28 0344 87 - — 26 66.0 2.6 66.0 31 787 3.1 787 3.1 787 3.7 940 3.7 940 44 1118
28 0.375 9.5 22 559 3.1 787 3.1 787 3.1 787 37 940 3.7 940 37 940 44 111.8 5.2 132.1
28 0406 103 — — 3.1 787 3.1 78.7 37 940 3.7 940 3.7 940 44 111.8 44 111.8 52 1321
28 0438 1.1 26 660 3.7 94.0 3.7 94.0 3.7 940 44 111.8 44 111.8 44 111.8 52 1321 6.2 1575
28 0469 119 — — 37 940 3.7 940 44 111.8 44 1118 44 111.8 5.2 132.1 52 132.1 6.2 1575
28 0.500 127 31 787 37 94.0 44 1118 44 111.8 5.2 132.1 5.2 1321 5.2 132.1 62 1575 7.4 188.0
28 0.562 143 37 94.0 44 111.8 5.2 1321 52 132.1 5.2 1321 6.2 157.5 6.2 1575 6.2 1575 8.8 2235
28 0625 159 37 940 52 132.1 52 132.1 6.2 1575 6.2 1575 74 188.0 74 188.0 7.4 188.0 8.8 2235
28 0.688 17.5 44 111.8 62 1575 6.2 157.5 6.2 157.5 7.4 188.0 7.4 188.0 7.4 188.0 8.8 2235 105 266.7
28 0.750 19.1 52 132.1 6.2 1575 74 188.0 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 2667 126 3200
28 0.812 206 52 1321 7.4 188.0 74 188.0 8.8 2235 8.8 2235 105 2667 105 2667 105 2667 12.6 320.0
28 0.875 222 62 1575 7.4 188.0 8.8 2235 8.8 2235 105 266.7 105 2667 105 2667 126 320.0 15.1 3835
28 0938 238 62 157.5 8.8 2235 8.8 2235 105 2667 105 2667 126 3200 126 3200 15.1 3835 18.1 4597
28 1.000 254 74 188.0 105 2667 105 2667 105 2667 126 3200 126 3200 126 3200 151 3835 18.1 4597
30 0.250 6.4 14 356 1.9 483 1.9 483 22 559 22 559 22 559 22 559 26 660 3.1 787
30 0.281 7.1 1.6 40.6 22 559 22 559 22 559 26 660 2.6 66.0 26 660 3.1 787 37 940
30 0312 79 19 483 22 559 26 660 26 660 26 660 3.1 787 3.1 787 3.1 787 37 940
30 0.344 8.7 o — 26 660 26  66.0 3.1 787 3.1 787 3.1 787 3.1 787 37 940 44 111.8
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Table G-1—Guided-bend Test Jig Dimensions (Continued)

)] (2 3 4 ©) (6) (N ® 9 (10) (10
Specified Dimension A
Wall Grade
Thickness
t A B & X42 X46 X52 X56 X60 X65 X70 X80
Size in.  mm in. mm in.  mm in. mm in. mm in.  mm in. mm in. mm in.  mm in. mm
30 0.375 95 22 559 2.6  66.0 3.1 78.7 3.1 787 37  94.0 3.7 940 37 940 44 1118 5.2 1321
30 0406 103 - - 3.1 78.7 3.1 78.7 3.7 94.0 3.7 . 94.0 3.7 94.0 44 111.8 44 111.8 5.2 132.1
30 0438 11.1 26 66.0 3.1 787 37 940 3.7 940 44 {11.8 44 1118 44 111.8 52 132.1 6.2 1575
30 0469 119 — — 37 940 37 940 44 1118 44 111.8 44 1118 5.2 132.1 52 1321 6.2 157.5
30 0500 127 3.1 787 37 94.0 44 1118 44 111.8 52 1321 52 132.1 52 1321 62 1575 7.4 188.0
30 0562 143 3.7 94.0 44 111.8 44 111.8 5.2 1321 52 1321 6.2 1575 6.2 1575 6.2 1575 74 188.0
30 0.625 159 37 940 52 132.1 52 132.1 6.2 1575 62 157.5 6.2 1575 7.4 188.0 74 188.0 8.8 2235
30 0.688 175 44 111.8 6.2 157.5 6.2 1575 62 1575 74 188.0 7.4 188.0 7.4 188.0 8.8 2235 105 266.7
30 0.750 19.1 5.2 1321 6.2 1575 6.2 1575 7.4 188.0 74 188.0 8.8 2235 8.8 2235 105 2667 126 3200
30 0812 206 5.2 1321 74 188.0 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 2667 105 2667 12.6 3200
30 0875 222 6.2 1575 74 188.0 8.8 2235 8.8 2235 105 266.7 105 2667 10,5 2667 12.6 320.0 15.1 3835
30 0938 238 62 1575 8.8 2235 8.8 2235 105 2667 105 2667 126 3200 126 3200 126 3200 181 4597
30 1.000 254 7.4 188.0 8.8 2235 105 2667 105 2667 126 3200 126 3200 12.6 3200 15.1 3835 8.1 459.7
32 0.250 6.4 1.4 356 1.9 483 1.9 483 22 559 22 559 22 559 22 559 26  66.0 3.1 787
32 0.281 7.1 1.6 406 22 559 22 559 22 559 26 660 26 66.0 26  66.0 3.1 78.7 37 940
32 0312 79 1.9 4383 22 559 26 66.0 2.6 660 26 660 3.1 787 3.1 78.7 3.1 787 37 940
32 0.344 8.7 — — 26 660 2.6 66.0 3.1 787 3.1 787 3.1 787 3.1 787 37 940 44 111.8
32 0.375 95 22 559 26 660 3.1 787 3.1 787 3.7 94.0 3.7 940 37 940 37 940 5.2 132.1
32 0406 103 — — 3.1 787 3.1 787 3.7 940 37 940 3.7 940 44 1118 44 111.8 5.7 1448
32 0438 11.1 2.6  66.0 3.1 787 3.7 94.0 3.7 940 44 111.8 44 111.8 44 1118 52 1321 6.2 1575
32 0469 119 —_ — 3.7 94.0 3.7 94.0 44 111.8 44 111.8 44 111.8 52 1321 52 132.1 6.2 157.5
32 0.500 127 3.1 78.7 3.7 94.0 44 111.8 44 111.8 44 1118 52 132.1 5.2 1321 52 132.1 6.2 157.5
32 0562 143 3.7 94.0 44 111.8 44 111.8 5.2 1321 52 132.1 6.2 1575 6.2 1575 6.2 1575 74 188.0
32 0.625 159 3.7 940 52 132.1 52 1321 6.2 1575 6.2 1575 6.2 1575 6.2 1575 74 188.0 8.8 2235
32 0.688 175 44 111.8 52 1321 6.2 1575 62 1575 74 188.0 7.4 188.0 74 188.0 8.8 2235 105 266.7
32 0.750 19.1 5.2 132.1 62 1575 6.2 1575 7.4 188.0 74 188.0 8.8 2235 8.8 2235 8.8 223.5 105 266.7
32 0812 206 52 1321 74 1880 74 1880 74 1830 88 2235 88 2235 88 2235 105 2667 12.6 3200
32 0875 222 6.2 157.5 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 2667 105 266.7 126 3200 5.1 3835
32 0938 238 6.2 1575 8.8 223.5 8.8 2235 105 2667 105 2667 105 2667 126 320.0 12.6 320.0 15.1 383.5
32 1.000 254 7.4 188.0 8.8 2235 105 2667 105 2667 126 3200 126 3200 12.6 320.0 5.1 3835 18.1 4597
32 1.062 27.0 7.4 188.0 105 2667 105 2667 105 2667 126 320.0 126 3200 15.1 3835 15.1 3835 18.1 4597
32 1.125 286 88 2235 105 2667 105 2667 126 3200 15.1 3835 5.1 3835 151 3835 18.1 4597 217 5512
32 1.188 302 8.8 2235 12.6 320.0 126 320.0 12,6 3200 15.1 3835 15.1 3835 81 459.7 18.1 4597 260 6604
32 1.250 318 8.8 2235 12.6 3200 126 320.0 15.1 3835 15.1 3835 18.1 4597 18.1 459.7 21.7 551.2 26.0 6604
34 0.250 6.4 14 356 1.9 483 1.9 483 1.9 483 22 559 22 559 22 559 26 660 3.1 78.7
34 0.281 7.1 1.6 406 22 559 22 559 22 559 26 660 26 660 26 660 3.1 787 37 940
34 0312 79 1.9 483 22 559 26 660 2.6 66.0 26 660 3.1 787 3.1 787 3.1 787 37 940
34 0.344 8.7 — — 26 660 2.6 66.0 3.1 787 3.1 787 3.1 78.7 3.1 787 37 940 44 1118
34 0.375 95 22 559 26 660 3.1 787 3.1 787 3.1 787 3.7 940 3.7 940 3.7 940 44 111.8
34 0.406 103 o — 3.1 78.7 3.1 787 37 940 37 940 3.7 94.0 37 940 44 1118 52 1321
34 0438 11.1 26 660 3.4 787 37 940 3.7 940 37 940 44 111.8 44 1118 52 132.1 52 132.1
34 0469 11.9 — — 3.7 94.0 37 940 3.7 940 44 111.8 44 1118 44 111.8 52 132.1 6.2 1575
34 0500 127 3.1 787 37 940 37 94.0 44 1118 44 111.8 5.2 1321 5.2 1321 52 1321 62 1575
34 0562 143 37 940 44 1118 44 1118 52 1321 52 1321 6.2 1575 6.2 1575 62 1575 74 188.0
34 0.625 159 37 940 52 132.1 5.2 132.1 52 132.1 6.2 1575 6.2 1575 6.2 1575 74 188.0 8.8 2235
34 0.688 17.5 44 1118 52 132.1 6.2 1575 6.2 1575 74 188.0 74 188.0 74 188.0 8.8 2235 10.5 266.7
34 0.750 19.1 5.2 1321 6.2 1575 6.2 157.5 7.4 188.0 74 188.0 8.8 2235 8.8 2235 8.8 2235 105 266.7
34 0812 206 5.2 132.1 74 188.0 7.4 188.0 74 188.0 8.8 2235 8.8 2235 8.8 2235 105 20667 150 3810
34 0875 222 62 1575 74 188.0 7.4 188.0 8.8 2235 8.8 2235 10.5 2667 105 2667 105 2667 15.1 3835
34 0938 238 62 1575 8.8 2235 8.8 2235 8.8 2235 105 2667 105 2667 105 266.7 126 320.0 15.1 3835
34 1.000 254 7.4 188.0 8.8 2235 88 2235 105 2667 105 2667 126 3200 126 320.0 151 3835 8.1 459.7




136 APl SPECIFICATION 5L
Table G-1—Guided-bend Test Jig Dimensions (Continued)
(n (2) (3) “4) (5) (6) (7 (8) )] (10) (1
Specified Dimension A
Wall Grade
Thickness
{ A B & X42 X46 X52 X56 X60 X65 X70 X80
Size in. mm in. mm in. mm in. mm in. mm in. mm in. mm in. mMm in. mm n. mm
34 1.062 27.0 74 183.0 105 2667 10.5 2667 10.5 2667 12.6 3200 12.6 3200 12.6 3200 15.1 3835 18.1 4597
34 1.125 28.6 74 188.0 105 2667 105 2667 12.6 320.0 12.6 320.0 15.1 3835 15.1 3835 18.1 4597 21.7 5512
34 1.188 302 8.8 2235 105 2667 126 320.0 126 320.0 15.1 3835 151 3835 151 3835 18.1 4597 217 5512
34 1.250 31.8 8.8 2235 126 320.0 12.6 320.0 151 3835 151 3835 181 4597 18.1 4597 18.1 4597 260 6604
36 0.250 6.4 14 356 1.9 483 1.9 483 1.9 483 22 559 22 559 22 559 26 660 3.1 787
36 0.281 7.1 1.6 406 22 559 22 559 22 559 2.6  66.0 26  66.0 26 660 3.1 787 3.7 940
36 0.312 79 1.9 483 22 55, 922 559 2.6 660 26 660 3.1 787 3.1 787 3.1 787 3.7 940
36 0.344 8.7 — — 2.6 660 26 660 26 660 3.1 787 3.1 78.7 3.1 787 3.7 940 44 111.8
36 0.375 95 22 559 2.6  66.0 3.1 787 3.1 787 3.1 787 37 940 3.7 940 3.7 940 44 111.8
36 0406 103 - - 3.1 787 31 787 37 940 37 940 37 940 3.7 940 44 111.8 52 1321
36 0438 11.1 26 660 3.1 78.7 3.7 940 37 940 3.7 940 44 111.8 44 111.8 44 1118 5.2 1321
36 0469 119 — — 3.7 940 37 940 37 940 44 111.8 44 1118 44 111.8 52 132.1 6.2 1575
36 0.500 12.7 3.1 787 3.7 940 37 940 44 111.8 44 1118 5.2 132.1 5.2 1321 52 132.1 6.2 1575
36 0562 143 37 940 44 111.8 44 111.8 52 132.1 5.2 1321 52 132.1 6.2 1575 6.2 1575 74 188.0
36 0.625 159 37  94.0 52 132.1 5.2 132.1 52 132.1 6.2 1575 6.2 1575 6.2 1575 7.4 188.0 8.8 2235
36 0.688 175 44 111.8 52 1321 62 1575 6.2 1575 7.4 188.0 7.4 188.0 7.4 188.0 8.8 2235 105 266.7
36 0.750 19.1 44 111.8 6.2 1575 6.2 157.5 7.4 188.0 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 266.7
36 0.812 206 52 132 6.2 1575 7.4 188.0 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 2667 126 320.0
36 0.875 222 62 1575 7.4 188.0 74 188.0 8.8 2235 8.8 2235 105 26677 105 2667 10.5 266.7 12,6 3200
36 0.938 238 62 1575 8.8 223.5 8.8 2235 8.8 2235 105 2667 105 2667 105 2667 12.6 320.0 15.1 3835
36 1.000 254 6.2 1575 8.8 2235 8.8 2235 105 2667 10.5 2667 126 3200 12.6 3200 126 3200 15.1 3835
36 1.062 27.0 7.4 188.0 8.8 2235 105 2667 105 2667 12.6 3200 126 3200 126 320.0 5.1 3835 181 4597
36 1.125 28.6 74 188.0 105 2667 105 2667 126 3200 12.6 3200 15.1 3835 5.1 3835 15.1 3835 21.7 5512
36 1.188 30.2 8.8 2235 105 2667 126 3200 126 3200 15.1 3835 15.1 3835 151 3835 18.1 4597 217 5512
36 1.250 31.8 8.8 2235 12,6 320.0 126 320.0 15.1 3835 15.1 3835 151 3835 181 4597 181 4597 260 6604
38 0.312 7.9 19 483 22 559 22 559 26 660 26 660 3.1 787 3.1 787 3.1 787 37 940
38 0.344 8.7 1.9 483 26 660 26 66.0 26 660 3.1 787 3.1 787 3.1 787 3.7 940 44 111.8
38 0.375 9.5 22 559 26 660 3.1 787 3.1 787 3.1 787 37 940 37 940 3.7 94.0 44 111.8
38 0.406 103 22 559 3.1 787 3.1 787 3.1 787 37 940 37 94.0 3.7 940 44 111.8 5.2 1321
38 0438 11.1 26 660 3.1 787 37 940 3.7 940 37 940 44 111.8 44 111.8 44 1118 52 1321
38 0469 119 26  66.0 3.7 940 37 940 3.7 940 44 111.8 44 1118 44 111.8 52 132.1 6.2 1575
38 0.500 12.7 3.1 787 3.7 94.0 37 940 44 111.8 44 1118 52 132.1 52 1321 52 1321 6.2 1575
38 0.562 143 3.1 787 44 111.8 44 111.8 5.2 132.1 5.2 1321 5.2 132.1 6.2 1575 6.2 1575 7.4 188.0
38 0.625 159 37 940 5.2 1321 5.2 132.1 5.2 132.1 6.2 1575 6.2 157.5 6.2 1575 7.4 188.0 8.8 2235
38 0.688 175 44 111.8 52 132.1 6.2 1575 6.2 1575 6.2 1575 7.4 188.0 7.4 188.0 7.4 188.0 8.8 2235
38 0.750  19.1 44 111.8 62 1575 62 1575 7.4 188.0 7.4 188.0 7.4 188.0 8.8 2235 8.8 2235 105 266.7
38 0.812 206 5.2 1321 6.2 157.5 7.4 188.0 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 2067 126 3200
38 0.875 222 52 1321 7.4 188.0 74 188.0 8.8 2235 8.8 2235 105 2667 105 2667 105 2667 126 320.0
38 0.938 238 62 157.1 7.4 188.0 8.8 2235 8.8 2235 105 266.7 105 2667 105 2667 126 3200 15.1 3835
38 1.000 254 62 157.1 8.8 223.5 8.8 2235 105 2667 105 2667 105 266.7 12.6 3200 12.6 3200 15.1 3835
38 1.062 27.0 74 188.0 8.8 2235 105 2667 105 266.7 12.6 3200 126 3200 126 3200 15.1 3835 181 4597
38 1.125 28.6 74 188.0 105 2667 105 2667 (2.6 3200 12.6 3200 12.6 3200 15.1 3835 5.1 3835 8.1 459.7
38 1.188  30.2 88 2235 105 2667 105 2667 126 3200 126 3200 15.1 3835 15.1 3835 181 4597 217 5512
38 1.250 31.8 8.8 2235 126 3200 126 320.0 126 3200 5.1 3835 15.1 3835 151 3835 18.1 459.7 217 5512
40 0312 7.9 1.9 483 22 559 22 559 26 660 26 660 3.1 787 3.1 787 3.1 787 3.7 940
40 0.344 8.7 1.9 483 26  66.0 26 66.0 2.6 66.0 3.1 787 3.1 78.7 3.1 787 3.7 94.0 44 111.8
40 0.375 9.5 22 559 26 660 3.1 787 3.1 787 3.4 787 3.7 94.0 37 940 3.7 940 44 1118
40 0.406 103 22 559 3.1 78.7 3.1 787 31 787 3.7 940 3.7 940 37 94.0 44 111.8 52 132.1
40 0.438 11.1 26 66.0 3.1 787 37 940 37 940 37 940 44 111.8 44 1118 44 1118 52 1321
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Table G-1—Guided-bend Test Jig Dimensions (Continued)

(D 2 ©) “4) &) (6) N ®) 9 (10) (1
Specified Dimension A
Wall Grade
Thickness
t A B & X42 X46 X52 X56 X60 X65 X70 X80
Size in. mm in. mm in. mm in. mm in. mm in. mm in, mm in. mm . mm in, mm

40 0469 119 2.6  66.0 37 94.0 37 940 3.7 940 44 111.8 44 1118 44 111.8 52 13214 6.2 1575
40 0500 127 3.1 787 3.7 940 37 940 44 1118 44 111.8 5.2 132.1 5.2 1321 52 132.1 6.2 157.5
40 0562 143 3.1 787 44 111.8 44 1118 5.2 1321 52 1321 5.2 132.1 6.2 1575 62 1575 7.4 188.0
40 0625 159 3.7 940 52 132.1 2 1321 5.2 1321 62 1575 6.2 157.5 6.2 1574 7.4 188.0 8.8 2235
40 0688 175 44 111.8 52 132.1 62 1575 6.2 157.5 62 1575 7.4 188.0 7.4 188.0 7.4 188.0 8.8 2235
40 0.750 19.1 44 111.8 62 1575 2 1575 7.4 188.0 74 188.0 7.4 188.0 7.4 188.0 8.8 2235 105 266.7
40 0.812 206 52 1321 6.2 1575 7.4 188.0 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 2667 12.6 3200
40 0875 222 52 1321 7.4 188.0 74 188.0 8.8 2235 8.8 223.5 8.8 2235 105 2667 105 2667 12.6 3200
40 0938 238 6.2 1575 7.4 188.0 8.8 2235 8.8 2235 105 2667 105 2667 105 2667 12.6 3200 151 3835
40 1.000 254 6.2 157.5 8.8 2235 8.8 2235 105 2667 105 2667 105 2667 126 320.0 126 320.0 5.1 3835
40 1.062 270 7.4 188.0 8.8 2235 105 26677 105 2667 105 2667 126 3200 12.6 3200 15.1 3835 181 4597
40 1.125 286 74 1880 105 2667 105 2667 105 2667 126 3200 126 320.0 12,6 320.0 15.1 383.5 18.1 459.7
40 1.188 302 8.8 2235 105 2667 105 2667 126 3200 126 320.0 15.1 3835 151 3835 5.1 3835 21.7 5512
40 1250 31.8 8.8 2235 105 2667 126 3200 126 3200 151 3835 15.1 383.5 15.1 3835 18.1 459.7 21.7 551.2
42 0.344 8.7 1.9 483 26 660 26  66.0 26 66.0 3.1 787 3.1 787 34 787 3.7 94.0 44 111.8
42 0.375 9.5 22 559 26 660 3.1 787 3.1 787 3.1 787 3.7 940 37 940 3.7 940 44 111.8
42 0406 103 22 559 3.1 787 3.1 787 3.1 787 37 940 37 940 37 940 44 1118 52 1321
42 0438 11.1 26 66.0 3.1 787 3.1 787 3.7 940 37 940 44 111.8 44 111.8 44 111.8 5.2 1321
42 0469 119 26 66.0 37 940 3.7 940 3.7 940 44 111.8 44 111.8 44 111.8 5.2 132.1 6.2 1575
42 0500 127 3.1 787 37 940 37 940 44 111.8 44 111.8 52 132.1 52 132.1 52 132.1 6.2 1575
42 0562 143 3.1  78.7 44 111.8 44 111.8 52 1321 52 132.1 52 132.1 52 1321 6.2 1575 7.4 188.0
42 0.625 159 37 940 52 132.1 52 132.1 5.2 132.1 62 1575 6.2 1575 6.2 1575 74 188.0 8.8 2235
42 0688 175 44 111.8 5.2 132.1 52 132.1 6.2 1575 6.2 1575 7.4 188.0 74 188.0 7.4 188.0 8.8 2235
42 0.750 19.1 44 111.8 6.2 1575 6.2 1575 6.2 1575 7.4 188.0 7.4 188.0 7.4 188.0 8.8 2235 105 2667
42 0812 20.6 5.2 1321 6.2 1575 7.4 188.0 7.4 188.0 74 188.0 8.8 2235 8.8 2235 105 266.7 105 266.7
42 0875 222 52 1321 74 188.0 74 188.0 8.8 2235 8.8 2235 8.8 2235 105 266.7 105 2667 12.6 320.0
42 0938 238 6.2 157.5 7.4 188.0 8.8 2235 8.8 2235 105 266.7 10.5 26637 105 2667 12.6 320.0 15.1 3835
42 1.000 254 6.2 1575 8.8 2235 8.8 2235 105 2667 105 266.7 105 2667 105 2667 126 3200 15.1 3835
42 1.062 270 7.4 188.0 8.8 2235 8.8 2235 105 2667 105 26677 126 3200 12.6 3200 126 320.0 181 459.7
42 1.125 286 74 188.0 105 26677 105 2667 105 2667 126 3200 126 3200 126 320.0 151 3835 18.1 4597
42 1.188 302 74 188.0 105 2067 105 2667 126 3200 126 3200 151 3835 151 3835 15.1 3835 181 4597
42 1250 31.8 8.8 2235 105 2667 12,6 320.0 12.6 3200 151 3835 15.1 3835 151 3835 18.1 4597 21.7 5512
44 0.344 8.7 1.9 483 26  66.0 26 66.0 2.6 660 3.1 787 3.1 787 3.0 78.7 3.7 94.0 44 1118
44 0.375 95 22 559 26 660 3.1 787 3.1 787 3.1 787 37 940 37 940 3.7 940 44 1118
44 0406 103 22 559 3.1 787 3.1 787 3.1 787 37 94.0 37 94.0 37 94.0 44 111.8 5.2 1321
44 0438 11.1 2.6 66.0 3.1 787 3.1 787 37 940 37 94.0 44 1118 44 1118 44 111.8 52 1321
44 0469 119 26 660 37 940 37 940 37 94.0 44 111.8 44 111.8 44 1118 5.2 1321 6.2 1575
44 0500 127 3.1 787 37 940 37 940 44 111.8 44 111.8 52 132.1 5.2 132.1 52 1321 6.2 1575
44 0562 143 3.1 78.7 44 111.8 44 111.8 5.2 132.1 52 132.1 5.2 132.1 52 132.1 6.2 1575 7.4 188.0
44 0625 159 37 940 52 1321 52 132.1 52 1321 62 1575 6.2 157.5 6.2 1575 7.4 188.0 8.8 223.5
44 0.688 175 44 1118 52 132.1 52 132.1 6.2 1575 62 1575 7.4 188.0 74 188.0 7.4 188.0 8.8 2235
44 0750 19.1 44 1118 6.2 1575 62 1575 6.2 1575 74 188.0 74 188.0 7.4 188.0 8.8 2235 105 266.7
44 0812 206 52 1321 6.2 1575 74 188.0 74 188.0 74 188.0 8.8 2235 8.8 2235 8.8 2235 105 266.7
44 0875 222 52 1321 74 188.0 74 188.0 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 2667 12,6 3200
44 0938 238 6.2 1575 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 2667 105 2667 105 2667 12.6 3200
44 1.000 254 6.2 1575 8.8 2235 8.8 2235 8.8 2235 105 266.7 105 2667 105 2667 12.6 3200 15.1 4089
44 1.062  27.0 74 188.0 8.8 2235 8.8 2235 105 2667 105 266.7 126 3200 126 3200 12.6 320.0 151 3835
44 1.125 286 74 188.0 105 2667 105 266.7 105 2667 126 3200 12.6 3200 126 320.0 5.1 3835 18.1 4597
44 1.188 302 74 188.0 105 2667 105 2667 126 3200 126 3200 126 3200 151 3835 [5.1 3835 18.1 4597
44 1250 318 8.8 2235 105 2667 126 3200 126 3200 151 3835 151 3835 151 3835 181 4897 2t7 5512




138 APl SPECIFICATION 5L
Table G-1—Guided-bend Test Jig Dimensions (Continued)
n (2) (3) 4 (5) ©) @) (8 O] (10) (11)
Specified Dimension A
Wall Grade
Thickness
t A B & X42 X46 X52 X56 X60 X65 X70 X80
Size in. mm in. mm in. mm in. mm in. mm in. mm in. mm in. mm in. mm in. mm
46 0.344 87 1.9 483 26 66.0 26  66.0 2.6 660 3.1 787 3.0 787 3.1 787 37 940 44 111.8
46 0.375 95 22 559 26 660 26 66.0 3.1 787 3.0 787 3.7 94.0 37 940 37 940 44 1118
46 0.406 10.3 22 559 3.1 787 3.1 787 3.1 787 3.7 940 3.7 94.0 3.7 94.0 44 111.8 5.2 1321
46 0.438 11.] 26  66.0 3.1 787 3.1 787 37 940 37 940 44 1118 44 1118 44 111.8 52 132.1
46 0469 11.9 26 660 3.7 94.0 37 940 3.7 940 44 1118 44 111.8 44 111.8 52 1321 6.2 1575
46 0500 127 3.0 787 37 940 37 940 44 111.8 44 111.8 44 111.8 5.2 132.1 52 132.1 6.2 1575
46 0.562 143 3.1 787 44 111.8 44 111.8 44 111.8 52 1321 52 1321 52 1321 62 1575 74 188.0
46 0.625 159 37 940 44 1118 5.2 132.1 52 132.1 6.2 1575 6.2 1575 6.2 1575 7.4 188.0 8.8 2235
46 0.688 17.5 44 111.8 52 132.1 5.2 132.1 6.2 1575 6.2 157.5 74 188.0 74 188.0 7.4 188.0 8.8 2235
46 0.750 19.1 44 111.8 6.2 1575 62 1575 6.2 1575 7.4 188.0 7.4 188.0 7.4 188.0 8.8 2235 105 266.7
46 0.812 20.6 52 1321 6.2 1575 6.2 1575 74 188.0 7.4 1880 8.8 2235 8.8 2235 8.8 2235 105 266.7
46 0.875 222 52 1321 7.4 188.0 74 188.0 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 2667 126 3200
46 0938 23.8 62 1575 74 1830 74 188.0 8.8 2235 8.8 2235 105 2667 105 2667 105 2667 126 320.0
46 1.000 254 6.2 1575 8.8 2235 8.8 223.5 8.8 2235 105 2667 10.5 2667 105 2667 126 3200 15.1 3835
46 1.062 27.0 74 1880 8.8 2235 88 2235 105 2667 105 2667 126 3200 12.6 3200 126 3200 15.1 3835
46 1.125 28.6 74 188.0 8.8 2235 105 2667 105 2667 12.6 3200 126 3200 126 320.0 15.1 3835 181 4597
46 1.188 30.2 74 188.0 105 2667 10.5 2667 126 3200 12.6 3200 12.6 3200 15.1 3835 15.1 3835 18.1 459.7
46 1.250 31.8 8.8 2235 105 2667 12.6 3200 126 3200 126 3200 15! 3835 15.1 3835 181 4597 21.7 5512
48 0.344 8.7 19 483 26 660 26 66.0 26 660 3.1 787 3.1 787 3.1 787 37 940 44 111.8
48 0.375 9.5 22 559 26 660 26 66.0 3.1 787 3.1 787 3.7 9%4.0 3.7 940 3.7 940 44 111.8
48 0.406 103 22 559 3.1 78.7 3.1 787 3.1 787 3.7 940 3.7 940 3.7 940 44 111.8 5.2 132.1
48 0438 1.1 26 660 3.1 78.7 3.1 787 3.7 940 37 940 44 111.8 44 111.8 44 111.8 52 132.1
48 0469 119 26  66.0 3.7 94.0 37 940 37 940 44 111.8 44 111.8 44 111.8 52 132.1 6.2 157.5
48 0.500 12.7 3.1 787 3.7 940 37 940 44 1118 44 1118 44 1118 5.2 132.1 52 132.1 6.7 170.2
48 0562 143 3.1 787 44 1118 44 1118 44 111.8 52 1321 52 1321 52 1321 6.2 1575 7.4 188.0
48 0.625 159 3.7 940 44 1118 52 132.1 52 132.1 6.2 1575 6.2 1575 6.2 1575 7.4 188.0 8.8 2235
48 0.688 17.5 44 111.8 52 132.1 52 132.1 6.2 1575 6.2 1575 7.4 188.0 7.4 188.0 7.4 188.0 8.8 2235
48 0.750  19.1 44 111.8 6.2 1575 62 1575 6.2 1575 74 188.0 7.4 188.0 7.4 188.0 8.8 2235 105 266.7
48 0.812 20.6 5.2 1321 6.2 1575 6.2 1575 7.4 188.0 74 188.0 8.8 2235 8.8 2235 8.8 2235 105 266.7
48 0.875 222 52 1321 7.4 188.0 74 188.0 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 2667 126 320.0
48 0.938 238 62 1575 7.4 188.0 74 188.0 8.8 2235 8.8 2235 105 2667 105 2667 103 2667 12.6 320.0
48 1.000 254 6.2 1575 8.8 2235 8.8 2235 8.8 2235 105 2667 105 2667 105 2667 126 3200 15.1 3835
48 1.062 27.0 6.2 1575 8.8 223.5 8.8 2235 105 2667 105 2667 12.6 3200 126 3200 126 320.0 15.1 383.5
48 1.125 28.6 74 188.0 88 2235 105 2667 105 2667 12.6 3200 12,6 3200 12.6 3200 15.1 3835 18.1 459.7
48 [.188 302 74 188.0 105 2667 105 2667 126 3200 126 320.0 126 320.0 126 3200 15.1 3835 18.1 4597
48 1.250 31.8 8.8 2235 105 266.7 105 2667 126 320.0 12.6 3200 15.1 3835 5.1 3835 151 3835 21.7 5512
52 0.375 9.5 22 559 2.6 6.0 26 66 3.1 787 3.1 787 37 940 3.7 940 37 940 44 111.8
52 0406 103 22 559 3.1 78.7 3.1 787 3.1 787 3.7 940 37 940 3.7 940 44 111.8 52 132.1
52 0438 11.1 26 660 3.1 787 3.1 787 3.7 940 34 94.0 44 1118 44 111.8 44 111.8 52 132.1
52 0469 119 26 660 37 940 37 94.0 37 940 44 1118 44 1118 44 111.8 52 132.1 6.2 1575
52 0500 127 3.1 787 3.7 94.0 37 940 44 111.8 44 111.8 44 1118 52 132.1 52 132.1 6.2 157.5
52 0562 143 3.1 787 44 111.8 44 111.8 44 111.8 5.2 132.1 5.2 1321 5.2 1321 6.2 1575 7.4 188.0
52 0.625 159 37 94.0 44 111.8 5.2 132.1 5.2 132.1 6.2 1575 6.2 1575 6.2 1575 62 1575 74 188.0
52 0.688 17.5 44 111.8 52 132.1 5.2 132.1 6.2 1575 6.2 1575 6.2 1575 7.4 1880 7.4 188.0 8.8 2235
52 0.750 19.1 44 111.8 6.2 1575 62 1575 6.2 1575 74 188.0 7.4 188.0 74 183.0 8.8 2235 105 266.7
52 0.812 206 52 1321 6.2 1575 6.2 1575 7.4 188.0 74 188.0 8.8 2235 8.8 2235 8.8 2235 105 266.7
52 0.875 222 52 132.1 7.4 188.0 74 188.0 7.4 188.0 8.8 223.5 8.8 2235 8.8 2235 105 2667 12.6 3200
52 0938 23.8 6.2 1575 7.4 188.0 74 188.0 8.8 2235 8.8 2235 105 2667 105 2667 105 2667 12.6 320.0
52 1.000 254 6.2 1575 7.4 188.0 8.8 2235 8.8 2235 105 2667 105 2667 10.5 2667 126 3200 15.1 3835
52 1.062 270 6.2 1575 8.8 2235 88 2235 105 2667 105 2667 105 2667 126 3200 12.6 3200 151 3835
52 1.125 286 7.4 188.0 8.8 2235 105 26677 105 2667 105 2667 12.6 3200 12.6 3200 12.6 3200 181 4597
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Table G-1—Guided-bend Test Jig Dimensions (Continued)

() 2) (3) 4 (5) (6) @) 3 9 (10) (1)
Specified Dimension A
Wall Grade
Thickness
A B & X42 X46 X52 X56 X60 X65 X70 X80
Size in. mm in. mm in. mm in. mm in. mm inn. mm in. mm in. mm in. mm in. mm
52 1.188 30.2 74 188.0 105 266.7 105 2667 105 2667 126 3200 126 3200 126 3200 151 3835 8.1 459.7
52 1.250 31.8 8.8 2236 105 2667 105 2667 126 3200 126 3200 15.1 3835 151 3835 151 3835 18.1 4597
56 0.375 95 22 559 26 660 26 66.0 3.1 78.7 3.1 787 3.7 94.0 3.7 9.0 3.7 940 44 1118
56 0406 103 22 559 3.1 787 3.1 787 3.1 787 37 94.0 37 94.0 3.7 94.0 44 111.8 5.2 1321
56 0438 11.1 2.6 66.0 3.1 787 3.1 78.7 37 9.0 37 940 37 940 44 111.8 44 111.8 5.2 1321
56 0469 119 26  66.0 37 940 3.7 94.0 3.7 94.0 44 111.8 44 111.8 44 111.8 5.2 1321 6.2 1575
56 0500 127 3.1 787 37 940 37 940 44 111.8 44 1118 44 111.8 44 1118 52 1321 62 1575
56 0562 143 3.0 787 44 1118 44 111.8 44 111.8 52 1321 52 1321 5.2 1321 62 1575 74 188.0
56 0625 159 37 940 44 111.8 5.2 1321 5.2 1321 52 132.1 6.2 1575 62 1575 62 1575 74 188.0
56 0688 175 44 111.8 52 132.1 5.2 132.1 6.2 157.5 62 1575 6.2 1575 7.4 188.0 7.4 188.0 8.8 2235
56 0.750 19.1 44 111.8 62 1575 6.2 1575 6.2 157.5 74 188.0 74 188.0 7.4 188.0 8.8 2235 105 2667
56 0812 206 52 132.1 6.2 1575 6.2 1575 7.4 188.0 74 188.0 74 188.0 8.8 2235 8.8 2235 105 2667
56 0.875 222 52 1321 7.4 188.0 7.4 188.0 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 2667 12.6 3200
56 0938 238 6.2 1575 7.4 188.0 7.4 188.0 8.8 2235 8.8 223.5 8.8 2235 105 266.7 10.5 266.7 12.6 320.0
56 1.000 254 6.2 1575 7.4 188.0 8.8 2235 8.8 2235 105 2667 105 266.7 105 2667 12.6 320.0 5.1 3835
56 1062 270 62 1575 8.8 223.5 8.8 2235 105 2667 105 266.7 10.5 266.7 10.5 266.7 12.6 320.0 15.1 383.5
56 1.125 286 7.4 188.0 8.8 2235 8.8 2235 105 2667 105 2667 126 3200 126 3200 126 320.0 15.1 3835
56 1.188 302 74 188.0 105 2667 105 26677 105 2667 126 3200 126 3200 12.6 3200 5.1 383.5 8.1 4597
56 1.250 3138 7.4 188.0 105 2067 105 2667 126 3200 126 3200 126 3200 151 3835 151 3835 18.1 4597
60 0.375 95 22 559 26  66.0 26 660 3.1 787 3.1 787 3.1 78.7 37 940 3.7 94.0 44 1118
60 0406 103 22 559 3.1 78.7 3.1 787 3.1 787 37 940 37 940 37 940 44 111.8 5.2 132.1
60 0438 111 26 660 3.1 787 3.1 787 37 940 37 940 3.7 940 44 1118 44 111.8 52 1321
60 0469 119 26 660 3.1 787 37 940 37 940 44 111.8 44 [11.8 44 1118 52 1321 52 1321
60 0500 127 3.1 78.7 37 9.0 3.7 940 44 111.8 44 111.8 44 1118 44 1118 5.2 1321 6.2 1575
60 0562 143 3.1 787 44 111.8 44 111.8 44 111.8 52 132.1 5.2 132.1 52 132.1 6.2 1575 7.4 188.0
60 0.625 159 37 940 44 1118 5.2 1321 5.2 132.1 52 132.1 6.2 157.5 6.2 1575 6.2 1575 7.4 188.0
60 0.688 175 3.7 940 52 132.1 5.2 1321 6.2 157.5 6.2 1575 6.2 157.5 6.2 1575 7.4 188.0 8.8 2235
60 0.750 19.1 44 111.8 52 312.1 6.2 1575 6.2 1575 7.4 188.0 7.4 188.0 74 188.0 8.8 2235 8.8 2235
60 0.812 206 5.2 1321 6.2 1575 6.2 1575 7.4 188.0 74 188.0 74 188.0 8.8 2235 8.8 2235 105 266.7
60 0.875 222 5.2 1321 62 1575 7.4 188.0 74 188.0 8.8 223.5 8.8 2235 8.8 2235 105 2667 105 266.7
60 0938 238 5.2 132.1 7.4 188.0 7.4 188.0 8.8 2235 88 223.5 8.8 2235 105 266.7 105 2667 12.6 320.0
60 1.000 254 6.2 157.5 7.4 188.0 8.8 2235 8.8 2235 88 223.5 105 2667 105 266.7 105 2667 126 320.0
60 1.062 27.0 6.2 1575 8.8 2235 8.8 223.5 8.8 2235 105 2667 105 2667 105 2667 126 3200 151 3835
60 1.125 286 7.4 188.0 8.8 223.5 8.8 2235 105 2667 105 2667 126 3200 126 3200 126 3200 151 3835
60 1.188 30.2 74 188.0 105 2667 105 2667 105 2667 126 320.0 126 3200 126 320.0 151 3835 8.1 4597
60 1250 318 74 188.0 105 26677 105 2667 126 3200 126 3200 126 3200 12.6 3200 151 3835 8.1 4597
64 0.375 95 22 559 2.6  66.0 2.6  66.0 3.1 787 3.1 787 3.1 787 3.7 94.0 3.7 94.0 44 1118
64 0406 103 22 559 3.1 787 3.1 787 3.1 78.7 37 94.0 3.7 940 3.7 94.0 44 111.8 5.2 1321
64 0438 11.1 2.6  66.0 3.1 787 3.1 787 3.7 94.0 3.7 940 37 940 44 111.8 44 111.8 5.2 1321
64 0469 119 2.6 66.0 3.1 787 3.7 9.0 3.7 940 44 111.8 44 1118 44 1118 52 132.1 5.2 1321
o4 0.500 12.7 3.1 787 3.7 94.0 3.7 940 44 111.8 44 111.8 44 111.8 44 111.8 52 132.1 6.2 157.5
o4 0562 143 3.1 787 44 111.8 44 111.8 44 111.8 52 1321 52 132.1 5.2 1321 6.2 1575 7.4 188.0
64 0.625 159 37 940 44 1118 5.2 132.1 5.2 1321 52 132.1 6.2 1575 62 1575 6.2 1575 7.4 188.0
64 0.688 175 37 940 52 1321 5.2 1321 6.2 157.5 62 1575 6.2 1575 6.2 1575 7.4 188.0 8.8 2235
64 0.750 19.1 44 111.8 52 132.1 6.2 157.5 6.2 1575 7.4 188.0 74 188.0 74 188.0 74 188.0 8.8 2235
64 0.812 206 52 132.1 6.2 157.5 6.2 1575 7.4 188.0 7.4 188.0 7.4 188.0 8.8 2235 8.8 2235 (0.5 266.7
64 0.875 222 52 1321 62 1575 7.4 188.0 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 266.7 105 266.7
64 0.938 238 52 1321 7.4 188.0 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 8.8 2235 105 2667 126 3200
64 1.000 254 6.2 1575 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 2667 105 20667 105 2667 126 3200
o4 1.062 27.0 6.2 1575 8.8 223.5 8.8 2235 8.8 2235 105 20667 105 2607 105 2067 12.6 3200 15.1 3835

i04
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Table G-1—Guided-bend Test Jig Dimensions (Continued)
(1) (2) 3) 4 ®) (6) (7 ® 9 (10) (1D
Specified Dimension A
Wall Grade
Thickness
1 A B & X42 X46 X52 X56 X60 X065 X70 X80

Size inn. mm in., mm in. mm in. mm in. mm in. mm in. mm in. mm in. mm in. mm
64 1.125 28.6 74 188.0 88 2235 8.8 2235 10.5 2667 105 2667 10.5 2667 12.6 3200 12.6 320.0 15.1 3835
64 1.188 30.2 74 188.0 8.8 2235 105 2667 105 2667 126 320.0 126 320.0 12.6 3200 15.1 3835 18.1 459.7
64 1.250 31.8 74 188.0 105 26677 10.5 26677 105 2667 126 3200 12.6 3200 126 320.0 15.1 3835 18.1 459.7
68 0469 119 26 66.0 3.1 787 37 940 37 940 44 1118 44 1118 44 111.8 44 111.8 52 1321
68 0.500 12.7 26 66.0 3.7 94.0 37 94.0 3.7 940 44 1118 44 111.8 44 111.8 52 1321 6.2 1575
68 0.562 143 3.1 787 44 111.8 44 1118 44 111.8 52 132.1 52 132.1 52 1321 6.2 157.5 74 188.0
68 0.625 159 37 940 44 1118 5.2 132.1 5.2 132.1 52 1321 62 1575 6.2 1575 6.2 1575 7.4 188.0
68 0.688 175 37 940 52 132.1 5.2 132.1 6.2 157.5 6.2 1575 6.2 1575 62 1575 7.4 188.0 8.8 2235
68 0.750 19.1 44 111.8 52 132.1 62 1575 6.2 1575 6.2 1575 7.4 188.0 7.4 188.0 7.4 188.0 8.8 2235
68 0.812 206 52 1321 6.2 1575 6.2 1575 7.4 188.0 7.4 188.0 7.4 188.0 7.4 188.0 8.8 2235 105 2667
68 0.875 222 52 1321 62 1575 74 188.0 74 1880 74 1880 88 2235 8.8 2235 8.8 2235 105 266.7
68 0938 238 52 132.1 74 188.0 74 1880 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 2667 12.6 3200
68 1.000 254 62 1575 7.4 188.0 7.4 188.0 8.8 2235 8.8 2235 105 2667 105 2667 105 2667 12.6 3200
68 1.062 27.0 62 1575 8.8 2235 8.8 2235 8.8 2235 105 2667 105 2667 105 2667 126 3200 15.1 3835
68 1.125 28.6 7.4 188.0 8.8 2235 8.8 2235 105 266.7 105 2667 105 2667 12.6 3200 12.6 3200 15.1 3835
68 1.188 302 7.4 188.0 8.8 2235 105 26677 105 2667 10.5 2667 126 3200 12.6 3200 126 3200 15.1 3835
68 1250 31.8 74 188.0 105 2667 105 2667 10.5 2667 126 3200 126 320.0 12.6 3200 151 3835 18.1 4597
72 0.500 12.7 26  66.0 3.7 94.0 37 940 3.7 940 44 111.8 44 111.8 44 111.8 5.2 132.1 6.2 1575
72 0562 143 3.1 787 44 111.8 44 1118 44 111.8 5.2 132.1 5.2 1321 52 1321 62 1575 6.2 1575
72 0.625 159 37 940 44 111.8 44 111.8 52 132.1 52 1321 6.2 157.5 6.2 157.5 6.2 157.5 7.4 188.0
72 0.688 175 37 940 52 132.1 52 132.1 5.2 1321 6.2 1575 6.2 157.5 6.2 1575 7.4 188.0 8.8 2235
72 0.750 19.1 44 111.8 52 132.1 62 1575 62 1575 6.2 1575 74 188.0 7.4 188.0 7.4 188.0 8.8 2235
72 0812 206 44 111.8 6.2 1575 62 1575 74 188.0 7.4 188.0 74 188.0 7.4 188.0 8.8 2235 105 266.7
72 0.875 222 52 132.1 62 1575 7.4 188.0 7.4 188.0 74 188.0 8.8 2235 8.8 2235 8.8 2235 10.5 266.7
72 0.938 238 5.2 132 7.4 188.0 74 188.0 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 10.5 2667 126 3200
72 1.000 254 6.2 1575 7.4 188.0 7.4 188.0 8.8 2235 8.8 2235 105 2667 105 2667 10.5 2667 12.6 320.0
72 1.062 27.0 6.2 1577 8.8 2235 8.8 2235 8.8 2235 105 266.7 105 266.7 10.5 2667 126 3200 15.1 383.5
72 1.125 28.6 74 188.0 8.8 2335 8.8 2235 105 266.7 10.5 2667 105 266.7 12.6 3200 126 320.0 15.1 383.5
72 1.188  30.2 74 188.0 8.8 2235 105 2667 105 2667 105 2667 126 3200 12.6 3200 126 3200 151 3835
72 1.250 31.8 74 188.0 105 2667 105 2667 105 2667 126 3200 12.6 3200 126 320.0 15.1 3835 18.1 459.7
76 0.500 127 26  66.0 37 940 37 940 37 940 44 1118 44 1118 44 1118 5.2 1321 6.2 1575
76 0.562 143 3.1 787 44 111.8 44 1118 44 1118 5.2 1321 5.2 132.1 52 1321 6.2 1575 6.2 1575
76 0.625 159 3.7 940 44 111.8 44 111.8 5.2 132.1 5.2 132.1 6.2 157.5 6.2 1575 62 1575 7.4 188.0
76 0.688 175 3.7 940 52 132.1 5.2 1321 52 132.1 6.2 1575 6.2 1575 6.2 1575 7.4 188.0 8.8 2235
76 0.750 19.1 44 111.8 52 132.1 62 1575 6.2 1575 6.2 1575 7.4 188.0 7.4 188.0 7.4 188.0 8.8 2235
76 0.812 206 44 1118 6.2 1575 6.2 1575 6.2 157.5 74 188.0 74 188.0 74 188.0 8.8 2235 10.5 2667
76 0.875 222 5.2 1321 6.2 1575 74 188.0 7.4 188.0 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 2667
76 0.938 23.8 5.2 1321 7.4 188.0 74 188.0 7.4 188.0 8.8 223.5 8.8 2235 8.8 2235 105 2667 126 320.0
76 1.000 254 62 1575 74 188.0 74 188.0 8.8 2235 8.8 2235 105 2667 105 2667 105 2667 126 3200
76 1.062 27.0 6.2 157.5 8.8 2235 88 2235 8.8 2235 105 2667 105 2667 105 2667 12.6 3200 15.1 383.5
76 1.125 286 62 1575 8.8 2235 8.8 2235 105 2667 105 2667 105 2667 105 2667 126 3200 15.1 3835
76 1.188 30.2 74 188.0 8.8 2235 105 2667 105 2667 105 2667 126 3200 12.6 3200 126 3200 15.1 383.5
76 [.250 31.8 74 188.0 105 2667 105 2667 105 2667 126 3200 12.6 320.0 126 3200 5.1 3835 18.1 459.7
80 0562 143 3.1 787 3.7 940 44 1118 44 111.8 5.2 132.1 5.2 132.1 52 1321 6.2 1575 6.6 167.6
80 0.625 159 3.7 940 44 111.8 44 111.8 5.2 132.1 52 1321 62 1575 6.2 1575 6.2 1575 7.4 188.0
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Table G-1—Guided-bend Test Jig Dimensions (Continued)
(0 2 (3) 4 5) (6) (7 (8) 9 (10) (11
Specified Dimension A
Wall Grade
Thickness
t B & X42 X46 X52 X56 X60 X65 X70 X80
Size in. mm in. mm in. mm in. mm in. mm in. mm in. mm in. mm in. mm in. mm
80 0.688 175 3.7 940 52 132.1 52 312.1 5.2 132.1 6.2 1575 6.2 1575 6.2 1575 7.4 188.0 8.8 2235
80 0.750 19.1 44 1118 5.2 1321 6.2 1575 6.2 1575 6.2 1575 7.4 188.0 74 188.0 7.4 188.0 8.8 2235
80 0812 206 44 1118 6.2 1575 62 1575 6.2 1575 74 188.0 74 188.0 74 188.0 8.8 2235 10.5 2667
80 0875 222 52 1321 6.2 1575 74 188.0 7.4 188.0 74 188.0 8.8 2235 8.8 2235 8.8 2235 105 2667
80 0938 238 52 132.1 7.4 188.0 7.4 188.0 7.4 188.0 8.8 2235 8.8 2235 8.8 2235 105 2667 12.6 320.0
80 1.000 254 6.2 1575 74 188.0 7.4 188.0 8.8 2235 8.8 2235 105 266.7 105 2667 105 2667 12,6 320.0
80 1.062 27.0 6.2 1575 74 188.0 8.8 2235 8.8 2235 105 2667 105 2667 105 2667 126 320.0 12.6 3200
80 1.125 286 6.2 1575 8.8 2235 8.8 2235 105 2667 105 2667 105 2667 105 2667 126 320.0 15.1 3835
80 1.188 30.2 74 188.0 8.8 2235 88 2235 105 2667 105 2667 126 3200 126 3200 126 3200 15.1 3835
80 1250 31.8 74 188.0 10.5 2667 105 2667 105 2667 126 3200 126 3200 126 320.0 (5.1 3835 18.1 4597







APPENDIX H—PURCHASER INSPECTION (NORMATIVE)

H.1

Where the inspector representing the purchaser desires to
inspect pipe or witness tests, reasonable notice shall be given
of the time at which the run is to be made.

Inspection Notice

H.2 Plant Access

The inspector representing the purchaser shall have unre-
stricted access, at all times while work on the contract of the
purchaser is being performed, to all parts of the manufac-
turer’s works that will concern the manufacture of the pipe
ordered. The manufacturer shall afford the inspector all rea-
sonable facilities to satisty the inspector that the pipe is being
manufactured in accordance with this specification. All
inspections should be made at the place of manufacture prior
to shipment, unless otherwise specified on the purchase order,
and shall be so conducted as not to interfere unnecessarily
with the operation of the works.
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H.3 Compliance

The manufacturer is responsible for complying with all of
the provisions of this specification. The purchaser may make
any investigation necessary to be satisfied of compliance by
the manufacturer and may reject any material that does not
comply with this specification.

H.4 Rejection

Unless otherwise provided, material that shows defects on
inspection or subsequent to acceptance at the manufacturer’s
works, or material that proves defective when properly
applied in service, may be rejected and the manufacturer so
notified. If tests that require the destruction of material are
made, any product proven not to have met the requirements of
the specification shall be rejected. Disposition of rejected
product shall be a matter of agreement between the manufac-
turer and the purchaser.






APPENDIX —MARKING INSTRUCTIONS FOR API LICENSEES (NORMATIVE)

.1 General

The marking requirements in this appendix apply to
licensed manufacturers using the API monogram on products
covered by this specification.

Pipe and pipe couplings manufactured in conformance
with this specification may be marked by the licensee as spec-
ified in Appendix I or Section 10. Products to which the
monogram is applied shall be marked as specified in Appen-
dix L

1.1.1  The required marking on pipe shall be as stipulated
hereinafter.

1.1.2 The required marking on couplings shall be die
stamped unless otherwise agreed between the purchaser and
the manufacturer, in which case they shall be paint stenciled.

1.1.3  Additional markings, including those for compatible
standards following the specification marking, are allowed
and may be applied as desired by the manufacturer or as
requested by the purchaser.

.2 Location of Markings

The location of identification markings shall be as speci-
fiedin [.2.1 - 1.2.3.

.21 SIZES 1.900 AND SMALLER

The marking is die stamped on a metal tag fixed to the bun-
dle, or may be printed on the straps or banding clips used to
tie the bundle.

.22 SEAMLESS PIPE IN ALL OTHER SIZES AND
WELDED PIPE SMALLER THAN SIZE 16

Paint stencil on the outside surface starting at a point
between 18 in. and 30 in. (460 and 760 mm) from the end of
the pipe, and in the sequence shown in 1.3, except when
agreed between the purchaser and the manufacturer, some or
all of the markings may be placed on the inside surface in a
sequence convenient to the manufacturer.

1.2.3 WELDED PIPE SIZES 16 AND LARGER

Paint stencil on the inside surface starting at a point no less
than 6 in. from the end of the pipe in a sequence convenient to
the manufacturer, unless otherwise specified by the purchaser.

1.3 Sequence of Markings

The sequence of identification markings shall be as speci-
fied in 1.3.1 - 1.3.10.
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1.3.1 MANUFACTURER’S API LICENSE NUMBER

The manufacturer’s API license number shall be marked.
(The manufacturer’s name or mark is optional.)

132 APIMONOGRAM () AND DATE

The API monogram (), immediately followed by the
date of manufacture (defin€u as the month and year when the
monogram is applied), shall be applied only to products com-
plying with the requirements of the specification and only by
authorized manufacturers.

1.3.3 COMPATIBLE STANDARDS

Products in compliance with multiple compatible stan-
dards may be marked with the name of each standard.

1.3.4 SPECIFIED DIMENSIONS

The specified outside diameter and the specified wall thick-
ness shall be marked, except that, for the specified outside
diameter, any ending zero digits to the right of the decimal
need not be included in such markings.

.3.5 GRADE AND CLASS

The symbols to be used are as follows:

Grade (see Note) Symbol
Grade A25-Class | A25
Grade A25-Class 11 A25R
Grade A A
Grade B B
Grade X42 X42
Grade X46 X46
Grade X52 X52
Grade X56 X56
Grade X60 X60
Grade X65 X65
Grade X70 X70
Grade X80 X80

Note: See 1.3 for limitations on downgrading.

For grades intermediate to X42 and X80, the symbol shall
be X followed by the first two digits of the specified mini-
mum yield strength in U.S. Customary units.

By agreement between the purchaser and the manufacturer
and when so specified on the purchase order, the grade shall
be identified by color in accordance with SR3.



146 APl SPECIFICATION 5L

1.3.6 PRODUCT SPECIFICATION LEVEL
The symbols to be used are as follows:

a. PSL 1 PSL1
b. PSL 2 PSL2

The PSL marking shall be placed immediately after the
grade symbol.

1.3.7 PROCESS OF MANUFACTURE

The symbols to be used are as follows:

a. Seamless pipe S

b. Welded pipe, except continuous E
welded and laser welded

c. Continuous welded pipe F

d. Laser welded pipe L

1.3.8 HEAT TREATMENT

The symbols to be used are as follows:

a. Normalized or normalized HN
and tempered

b. Subcritical stress relieved HS

¢. Subcritical age hardened HA

d. Quench and Tempered HQ

1.3.9 TEST PRESSURE

When the specified hydrostatic test pressure is higher than
the tabulated standard pressure (Tables 4, 5, 6A, 6B, 6C, E-
6A, E-6B, or E-6C, whichever is applicable), the word
“TESTED” shall be marked, immediately followed by the
specified test pressure (in pounds per square inch for pipe
ordered in U.S. Customary units, or in hundreds of kilopas-
cals for pipe ordered in Sl units).

1.3.10 SUPPLEMENTARY REQUIREMENTS

See Appendix F for supplementary requirements.

1.3.11 EXAMPLES

a. Size 14, 0.375 in. (9.5 mm) specified wall thickness,
Grade B, PSL 2, seamless, plain-end pipe should be paint
stenciled as follows, using the values that are appropriate for
the pipe dimensions specified on the purchase order:

SEXXXX.X (MO-YR) 14 0.375 B PSL2 S
or

SEXXXX.X (MO-YR) 355.69.5B PSL2 S

b. Size 6°/8, 0.280 in. (7.1 mm) specified wall thickness,
Grade B, PSL 1, electric welded, plain-end pipe should be

paint stenciled as follows, using the values that are appropri-
ate for the pipe dimensions specified on the purchase order:

SLXXXX.X (MO-YR) 6.625 0.280 B PSL1 E
or
SEXXXX.X (MO-YR) 168.37.1 BPSL1 E

c. Size 41/2, 0.237 in. (6.0 mm) specified wall thickness,
Grade A25, Class I, continuous welded, threaded-end pipe
should be paint stenciled as follows, using the values that are
appropriate for the pipe dimensions specified on the purchase
order:

SLXXXX.X @ (MO-YR)4.50.237 A25 PSL1 F
or
SLXXXX.X @ (MO-YR) 114.36.0A25 PSL1 F
d. Size 14, 0.375 in. (9.5 mm) specified wall thickness,
Grade X70, PSL 2, seamless, quenched and tempered, plain-
end pipe should be paint stenciled as follows, using the values

that are appropriate for the pipe dimensions specified on the
purchase order:

SEXXXX.X (MO-YR) 14 0.375 X70
PSL2 S HQ
or
SEXXXX.X @ (MO-YR) 355.6 9.5 X70
PSL2 S HQ
e. Size 1234, 0.330 in. (8.4 mm) specified wall thickness,
Grade X42, PSL 1, seamless plain-end pipe should be paint

stenciled as follows, using the values that are appropriate for
the pipe dimensions specified on the purchase order:

SLXXXX.X (MO-YR) 12.75 0.330 X42
PSL1S
or
SEXXXX.X (MO-YR) 323.9 8.4 X42
PSL1 S
f. Size 6°/8, 0.216 in. (5.5 mm) specified wall thickness,
Grade X42, PSL 1, laser welded, plain-end pipe should be

paint stenciled as follows, using the values that are appropri-
ate for the pipe dimensions specified on the purchase order:

SLXXXX.X (MO-YR) 6.6250.216 X42
PSLI L
or
SLXXXX.X ) (MO-YR) 168.3 5.5 X42
PSLI L
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g. Size 24, 0.406 in. (10.3 mm) specified wall thickness,
Grade X42, PSL 2 helical seam submerged-arc welded plain-
end pipe should be paint stenciled as follows, using the values
that are appropriate for the pipe dimensions specified on the
purchase order:

SLXXXX.X (MO-YR) 24 0.406 X42 PSL2 E
or

SLXXXX.X (MO-YR) 610 10.3 X42 PSL2 E

I.4 Bundle ldentification

For pipe of size 1.900 or smaller, the identification markings
specified in 1.3 shall be placed on the tag, strap, or clip used to
tie the bundle. For example, size 1.900, 0.145 in. (3.7 mm)
specified wall thickness, Grade B, electric welded, plain-end
pipe should be marked as follows, using the values that are
appropriate for the pipe dimensions specified on the purchase
order:

SEXXXX.X (MO-YR)1.90.145B PSL1 E
or

SLXXXX.X (MO-YR)48.33.7BPSL1 E

.5 Length

In addition to the identification markings stipulated in 1.2,
1.3, and 1.4, the length shall be marked as follows, using feet
and tenths of a foot for pipe ordered in U.S. Customary units,
or meters to two decimal places for pipe ordered in SI units,
unless a different measuring and marking format has been
agreed upon by the purchaser and manufacturer:

a. For pipe larger than size 1.900, the length, as measured on
the finished pipe, shall be paint stenciled on the outside sur-
face at a location convenient to the manufacturer, or by
agreement between the purchaser and the manufacturer, on
the inside surface at a convenient location.

b. For pipe of size 1.900 or smaller, the total length of pipe in
the bundle shall be marked on the tag, band, or clip.

.6 Couplings

All couplings in sizes 23/8 and larger shall be identified
with the_manufacturer’s name or mark and the API mono-
gram (?), immediately followed by the date of manufacture
(definea™as the month and year when the monogram is
applied).

.7 Die Stamping

Cold die stamping of grades higher than A25 plate or pipe
not subsequently heat treated and all pipe with wall thickness

of 0.156 in. (4.0 mm) and less is prohibited, except that by
agreement between the purchaser and the manufacturer and
when so specified on the purchase order, pipe or plate may be
cold die stamped. The manufacturer at his option may hot die
stamp [200°F (93°C) or higher] plate or pipe, cold die stamp
plate or pipe if it is subsequently heat treated, and cold die
stamp couplings. Cold die stamping shall be done with
rounded or blunt dies. All die stamping shall be at least 1 in.
(25 mm) from the weld for all grades except Grade A25.

.8 Thread ldentification

At the manufacturer’s option, threaded-end pipe may be
identified by stamping or stenciling the pipe adjacent to the
threaded ends, with the threader’s API license number, the
API monogram ({!¢)), immediately followed by the date of
threading (defined as the month and year the monogram is
applied), the specified outside diameter of the pipe, and LP to
indicate the type of thread. The thread marking may be
applied to products that do or do not bear the API monogram.
For example, size 6°/3 threaded-end pipe may be marked as
follows, using the value that is appropriate for the pipe out-
side diameter specified on the purchase order:

SLXXXX.X @ (MO-YR of threading) 6.625 LP
or

SEXXXX.X (MO-YR of threading) 168.3 LP

If the product is clearly marked elsewhere with the manu-
facturer’s identification, his license number, as above, may be
omitted.

.9 Thread Certification

The use of the monogram ({!/?) as provided in 1.8 shall
constitute a certification by the manufacturer that the threads
so marked comply with the requirements stipulated in the lat-
est edition of API Std 5B but should not be construed by the
purchaser as a representation that the product so marked is, in
its entirety, in accordance with any API specification. Manu-
facturers who use the monogram ({!¢)) for thread identifica-
tion are required to have access to properly certified API
reference master pipe gages.

.10 Pipe Processor Markings

Pipe heat treated by a processor other than the original pipe
manufacturer shall be marked as stipulated in I.1 — 1.7. The
processor shall remove any identification that is not indicative
of a new condition of the product as a result of heat treating
(such as, prior grade and original pipe manufacturer’s name
or logo).






APPENDIX J— SUMMARY OF DIFFERENCES BETWEEN PSL 1 AND PSL 2 (INFORMATIVE)

Parameter

PSL 1

PSL.2

Reference

Grade range
Size range

Type of Pipe Ends

Seam welding

Electric welds: welder frequency

Heat treatment of electric welds

Chemistry: max C for seamless
pipe

Chemistry: max C for welded
pipe

Chemistry: max P

Chemistry: max S

Carbon Equivalent:

Yield Strength, Maximum
UTS, Maximum

Fracture Toughness

Repair by welding of pipe body,
plate, and skelp

Repair by welding of weld seams
without filler metal

Certification

Traceability

A25 through X70
0.405 through 80

Plain-end, threaded-end,;

belled-end; special coupling pipe

All methods; continuous welding

limited to Grade A25
No minimum

Required for grades > X42

0.28% for grades = B

0.26% for grades = B

0.030% for grades = A
0.030%

Only when purchaser specifies
SRI8

None
None

None required

Permitted

Permitted by agreement

Certificates when specified per
SR15

Traceable only until all tests are
passed, unless SR 15 is specified

B through X80
41/2 through 80

Plain-end

All methods except continuous
and laser welding

100 kHz minimum

Required for all grades
(B through X80)

0.24%

0.22%

0.025%
0.015%

Maximum required for each grade

Maximum for each grade
Maximum for each grade

Required for all grades

Prohibited

Prohibited

Certificates (SR15.1) mandatory

Traceable after completion of
tests (SR15.2) mandatory

Table |
Table |
Table |

Table |

5.1.332
5.1.3.3.1;5.1.3.3.2;6.2.6

Tables 2A, 2B

Tables 2A, 2B

Tables 2A, 2B
Tables 2A, 2B
4.2;4.3;6.1.3; SRI15.1

Tables 3A, 3B
Tables 3A, 3B

6.2.5;9.3.5;9.104; 9.12.6;
Table 14

5.3.2;9.9;B.1;B.2

4.3;9.8.5.6;9.9,B.1.2;B.4

12.1

5.6
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04

04

04






APPENDIX K—END LOAD COMPENSATION FOR HYDROSTATIC TEST PRESSURES IN
EXCESS OF 90% OF SPECIFIED MINIMUM YIELD STRENGTH (NORMATIVE)

(By agreement between the purchaser and the manufac-
turer, the following method may be used to determine the
hydrostatic test pressure.)

K.1 Asameasure to prevent distortion when testing at pres-
sures equivalent to stresses in excess of 90% of specified min-
imum yield strength, the manufacturer may apply a
calculation to compensate for the forces applied to the pipe
end that produce a compressive longitudinal stress. The cal-
culation in this appendix is based on Barlow’s equation (see
9.4.3) modified by a factor based on the Maximum Shear
Theory (see note). The calculation may be applied only when
testing in excess of 90% of the specified minimum yield
strength. In no case may the gage pressure for testing be less
than that calculated using Barlow’s equation at 90% of speci-
fied minimum yield strength.

Note: The calculation is an approximation of the effective hoop
stress (SE), which is practical for application under mill pipe testing
conditions. Other calculations provide closer approximations of
effective hoop stress but are complex and therefore impractical for
application.

K.2 The test pressure calculated shall be rounded to the
nearest 10 psi (100 kPa).

K.3 The hydrostatic test pressure compensated for pipe end
loading shall be calculated according to the following equa-
tion:

U.S. Customary Unit Equation:

S/:'_PIZAR
Po=— "
D_4
2t A

P
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SI Unit Equation:
S, — PrAy
£ A[]
P, = 1000 ——
D 4,
2t A,
where
A| = internal cross-sectional area of pipe,
Ap = cross-sectional area of pipe wall,
Ap = cross-sectional area of ram, in.2 (mm?),
P; = hydrostatic test pressure in psi (kPa),
Pp = internal pressure on end-sealing ram, psi (kPa),
Sr = effective hoop stress in psi (MPa) equal to a
percentage of the specified minimum yield
strength,
D = specified outside diameter, in. (mm),
t = specified wall thickness, in. (mm).

K.4 The above equation may be manipulated algebraically
to provide calculation in other terms appropriate to the manu-
facturer’s testing facility.

K.5 Appropriate techniques for the control of effective
hoop stress based on measurements of internal pipe and ram
pressures vary according to hydrotester system design. The
manufacturer shall provide a control technique appropriate to
his installation.






APPENDIX M—CONVERSION PROCEDURES

The following procedures were used to make the soft met-
ric conversions of U.S. Customary units to SI units in the
metric conversion of API Spec SL.

M.1

Fractions and numbers with fractions in U.S. Customary
units were converted to the full decimal equivalent in U.S.
Customary units without rounding, and the full decimal
equivalents in U.S. Customary units were then converted to
SI values using the following formula:

Fractions

N, = 254N

where

N,, = the SI equivalent of dimensions with fractions

in U.S. Customary uvnits, mm,

N = the full decimal equivalent of dimensions with

fractions without rounding, in.

The SI equivalents of dimensions with fractions in U.S.
Customary units were then rounded to the appropriate num-
ber of places in mm.

M.2

The U.S. Customary values for outside diameters of pipe
and couplings were converted to SI values using the follow-
ing formula:

Outside Diameter

D, =254<D
where
D,, = Sloutside diameter, mm,
D = outside diameter, in.
The SI outside diameters of pipe and couplings smaller

than size 18 were rounded to the nearest 0.1 mm. The SI out-
side diameters of pipe and couplings size 18 and larger were
rounded to the nearest 1.0 mm.

M.3 Wall Thickness

The U.S. Customary values for wall thickness were con-
verted to SI values using the following formula:

t, =254t
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where

SI wall thickness, mm,

lﬂ’l

t

wall thickness, in.

The SI wall thicknesses were rounded to the nearest 0.1 mm.

M.4

The SI inside diameters of pipe were calculated (not con-
verted) using the following formula:

Inside Diameter

dm = Dm - 2 ¢ tm
where
d,, = Slinside diameter, mm,
D,, = Sloutside diameter, mm,

t,, = SI wall thickness, mm.

The Sl inside diameters were rounded to the nearest 0.1 mm.

M.5 Plain-end Mass Per Unit Length

The SI plain-end mass per unit length were calculated (not
converted) using the following formula:

u/pcm = 0.024 66(Dm - lm)tm
where
Wyem = Sl plain-end mass per unit length, kg/m,
D,, = Sl outside diameter, mm,
t,, = SI wall thickness, mm.

The SI plain-end mass per unit length were rounded to the
nearest 0.01 kg/m.
M.6 Yield Strength and Tensile
Strength

The U.S. Customary values for yield strength and tensile
strength were converted to SI values using the following for-
mula:

s, = 0.006 894 76 ¢ ys

ts 0.006 894 76 * ¢

m
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where

ys,, = Slyield strength, MPa,

Vg yield strength, psi,
ts,, = Sl tensile strength, MPa,

I

Il

tensile strength, psi.

The converted SI strengths were rounded to the nearest 1
MPa.

M.7 Hydrostatic Test Pressure

The U.S. Customary values for hydrostatic test pressures
for all sizes of threaded pipe, all Grade A25 plain-end pipe
smaller than size 516, and all Grade A and Grade B plain-
end pipe smaller than size 23/8 were converted to SI values
using the following formula:

P, = 0.006 894 76 * P

The converted hydrostatic test pressures were rounded to
the nearest 100 kPa.

The SI hydrostatic test pressures for plain-end size 5916,
Grade A25 and for sizes 23/8 and larger Grades A and higher
were calculated (not converted) using the following formula:

P”I = 2 000 .4/-. ySNI d [HI/DIII

where

P,, = Sl hydrostatic test pressure, kPa,

P = hydrostatic test pressure, psi,
f = stress factor, see table below,
ys, = Slyield strength, MPa,
t,, = Sl wall thickness, mm,
D,, = Sloutside diameter, mm.

The calculated hydrostatic test pressure were rounded to
the nearest 100 kPa, not to exceed 17 200 kPa for sizes 31/2
and smaller or 19 300 kPa for sizes larger than 3!/2.

The calculated standard hydrostatic test pressures for
Grades X42 and higher were rounded to the nearest 100 kPa,
not to exceed 20 700 kPa. The calculated alternative hydro-
static test pressure for Grades X42 and higher were rounded
to the nearest 100 kPa, not to exceed 50 000 kPa for pipes
smaller than size 16, or 25 000 kPa for pipes sizes 16 and
larger.

f Factor
Standard Alternative
Grade Size Test Pressure  Test Pressure
A25 5916 0.60 —
A&B =234 0.60 0.75
X42 & higher =56 0.60 0.75
>5%¢ and = 85/5 0.75 0.75
> 85/g and < 20 0.85 0.85
=20 0.90 0.90
M.8 Temperature

The U.S. Customary values for temperatures were con-
verted to SI values using the following formula:

°C =% (°F-32)

where

°C SI temperature, degrees Celsius,
°F = temperature, degrees Fahrenheit.

The SI temperatures were rounded to the nearest 1°C.

M.9 Charpy Impact Energy

The U.S. Customary values for impact energy were con-
verted to Sl values using the following formula:

E, =135582+F

§h
1]

energy, J,

™
1

energy, ft-1b.

The SI energy values were rounded to the nearest 1 J.

M.10

The U.S. Customary values for the minimum lengths of
couplings in inches and fractions were converted to full deci-
mal equivalents in U.S. Customary units without rounding,
and then the full decimal equivalents were converted to SI
values using the following formula:

Minimum Length of Couplings

Nl‘m = 254 ¢ NL

Ny, = SIminimum length of couplings, mm,

=<
|

= the full decimal equivalent, without rounding,
of the minimum lengths of couplings, in.
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The SI minimum lengths of coupling were rounded to the
nearest 0.01 mm.

M.11 Diameter of Coupling Recess

The U.S. Customary values for diameters of the coupling
recess’s were converted to SI values using the following for-
mula:

O, =254-0

where
0O, = Sldiameter of the coupling recess, mm,

Q

The SI diameter of the couplings recesses were rounded to
the nearest 0.01 mm.

diameter of the coupling recess, in.

M.12 Width of the Coupling Bearing

Face

The U.S. Customary values for widths of the bearing face
of couplings were converted to SI values using the following
formula:

b, = 254%h

where

b n
b

SI width of the coupling bearing face, mm,

width of the coupling bearing face, in.

The SI width of the coupling bearing face were rounded to
the nearest 0.1 mm.

M.13

The U.S. Customary values for calculated coupling weights
were converted to SI values using the following formula:

Coupling Weights

W, = 04535924 ¢ w

where

Wi

I

SI calculated coupling weight, kg,

w = calculated coupling weight, Ib.

The SI calculated coupling weights were rounded to the
nearest 0.01 kg.








